
TO: Canadian Superior Explorations 
PAGE No. 1 

P. 0. Box 100 
Smithers, B, C, 

BONDAR-CLEW & COMPANY LTD. 

CERTIFICATE O F  ASSAY 

00 0 30 325 - 606 REPORT No 
DATE: Aug. 25/75 

Samples submitted: Aug. 21/75 
Results completed: Aug. 25/75 

3 berebc tedifg that the following are the results of assays made by us upon the herein described ore samples. 

MARKED 

15614 

/ 

cc Canadian Superior 

GOLD 

Ounces 
per Ton 

0.005 

- Vancou 

Value 
cwr Ton 

*er 

SILVER 

Ounces 
per Ton Percent Percent Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 
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Registered nce of British Colurribia 
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CERTIFICATE OF ASSAY 

3 @ebQ Ct'fifdQ that the following are the results of assays made by us upon the herein described .,..,,...... ,................. . Om.. . ... . . .... .. ..... . . . samples. 

MARKED GOLD 

Ounces 
per Ton 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

0.1s 

Percent Percenl Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 


