006961 s

DIAMOND DRILL HOLE NO. 4 DEEPENED
Coordinates: 245 South/805 West Collar Elevation 1709,2
Inclination: 450 Bearing: S 12° 15t W,

Size of Cores AX

LOG

191 - 221 Crystalline Limestone
221 - 227 Garnetite
227 = 242 Garnetite © Magnetite mixture
242 = 244 Garnetite
244 - 248 Magnetite - Garnetite mixture

PP L —
248 -~ 260 — / * i Magnetit

W’M

260 - 284 Garnetite
284 -~ 307 Garnetite minor chlorides
307 - 314 Garnetite = Magnetite mixture
314 - 320 Diorite minor Garnetite
320 = 326 Garnetite - Calcareous Clay
326 - 332 Andesite
332 - 336 Garnetite = Calcareous Clay
336 - 3483 Garnetite
348%= 362 Diorite minor Garnetite and Andesite
362 - 372 Andesite
372 - 405 Diorite minor parallel seams of Garnetite
405 -~ 422 Diorite

BOTTOM OF DEEPENED HOLE = 422

PROPERW F\LE




DIAMOND DRILL HOLE NO. 7 DEEPENED

Coordinates:
Inclination:

Size of Core:

128 - 138
138 - 146
146 - 147
147 - 154
154 - 155
155 - 209
209 - 223
203 = 225
205 - 253
253 = 266
266 - 278

488 South/ 3 £ 43 West
90°

AX

Collar Elevation:

LOG

Garnetite (Broﬁn) minor Andesite
Andesite

Garnetite (Brown)

Andesite

Garnetite (Brown)

Magnetite

Garnetite

R S
vl

“Magnetite/

Garnetite
Diorite minor seams of Garnetite

Andesite

BOTTOM OF DEEPENED HOLE - 278!

168845




Diamond Drill Hole No. 31
Coordinates: 325 South/800 West  Collar Elevation: 1777.3
Inclination: 45° Bearing: S 20 45' W

Size of Core: AX

LoG.

0~ 31 Crystalline Limestone.

31 - 33 Garnetite

33 = 35 Magnetite Minor Carnetite

35 = 65 Garnetite.

65 - 182 Crystélline Limestone
182 -~ 183 Magnetite Minor Garnetite
183 - 206 Crystalline Limestone.
206 - 215 Garnetite - Magnetite mixture.
215 - 238 Garnetite, minor Magnetite.
238 = 241 Magnetite, minor Garnetite.
241 - 285% Garnetite
285%- 292 Magnetite, minor Garnetite.
292 - 296 Garnetite.
296 - 299 Magnetite minor Garnetite.
299 - 350 Garnetite.
350 - 361 Diorite.

BOTTOM OF HOLE 361t




Diamond Drill Hole No. 32
Coordinates: 463 South/ 1178 West Collar Elevation: 183%6.0
Inclination: 450 Bearing: S 00 15' E

Size of Core: AX

10G
0=-29 Garnetite
29 - 38 Garnetite =~ Angdesite mixture
38 - 57 Garnetite (Brown & Soft)
57 = 59 Garng@i@g - minor Magnetite
59 - 5% _ , " Magnetite |
N et
593~ 85 Garnetite - Andesite mixture
85-108 2%  Magnetite
108 - 112 Garnetite - Magnetite Mixture
112 - 126 /¢’ Magnetite.
126 - 147 Garnetite.
147 - 157 A Magnetite
157 - 176 Garnetite (Brown & Soft)
176 - 194 Andesite
194 - 210 Diorite

BOTTOM OF HOLE - 210t




Diamond Drill Hole No. 33

Coordinates:
Inclination:

Size of Core:

0 =

30 =
38 =

109%-

120 -
123 -
161 -
171 -
180 -
186 -
192 -
196 -

207 =

st 94
30

38

8.

10
11 /4"
120
123
161
171
180
186
192
196
207

235

90°

AX

538 South/ 1099 West

Magnetite

Garnetite

Collar Elevation:

108

Crystalline Limestone

Garnetite
Magnetite
Garnetite
Magnetite
Garnetite
Garnetite
Garnetite
Andesite
Garnetite
Diorite
Garnetite

Diorite

BOTTOM OF

Volcanics mixture

Garnetite mixture

Magnetite Mixture

(Brown)

(Brown)

HOLE 235t

185745




DIAMOND DRILL HOLE NO. 34
Coordinates: 348 South / 701 West Collar Flevation: 1762.8
Inclination: 450 Bearing: S 7° 30' W

Size of Core: AX

LoG

0-4 Overburden

4 - 43 Crystalline Limestone

43 - 52 Garnetite

52 - 58 Limestone

58 - 82 Garnetite

82 - 109 Garnetite (Brown)
109 - 222 Crystalline Limestone
222 - 230% Garnetite (Brown)
2303~ 233 Crystalline Limestone
233 - 246 Garnetite (Brown)
246 - 247 Garnetite = Magnetite mixture
247 - 272 Garnetite (Brown)
272 - 273 Garnetite = Magnetite mixture
273 - 276 Garnetite (Brown)
276 - 290 Garnetite = Magnetite mixture
290 -~ 291 Garnetite (Brown)
291 - 300 Diorite

BOTTOM OF EHOLE 300!




DIAMOND DRILL HOLE NO. 35

446 South/491 West

Coordinates:
Inclination: 90°
Size of Core: AX
0 - 14
14 - 65
65 - 66
66 - 81%
8l3- 82 4 g
82 - 94
94 ~95 /°
95 = 112
112 - 118
118 - 138 4
138 - 152
152 - 172
172 - 181 5V'
181 - 185
185 - 221 76
221 - 245
245 - 246
246 - 279
279 - 283
283 - 286%
2863= 299

Overburden
Crystallin
Garnetite
Crystallin
Magnetite
Crystallin

Magnetite

Collar Elevation:

e Limestone
(Browm)

e Limestone

e Limestone

Crystalline Limestone

Garnetite
Magnetite
Garnetite
Garnetite
Magnetite
Garnetite
Magnetite
Garnetite
Garnetite
Garnetite
Andesite

Garnetite

Diorite

BOTTOM OF

(Brown)

- minor Garnetite

- Magnetite Mixture

(Brown)

(Brown)

- Magnetite mixture

(Brown and soft)

(Brown)

HOLE 299t

1729.6




DIAMOND DRILL HOLE NO. 36

Coordinates: 142 South/590 West Collar Elevation:
Inclination: 45° Bearings: S 1°00' W
Size of Core: AX
L0G
0 -39 Overburden
39 - 46 Garnetite
46 - 47 /)’ Magnetite - Garnetite Mixture
47 - 49 Garnetite
49 - 51 & Magnetite - Garnetite Mixture
57 - 175 Garnetite
175 - 186 Garnetite - Magnetite Mixture
186 - 202 /4’  Magnetite
202 - 219 Garnetite
219 - 228 Volcanics (Altered)
228 ~ 250 Garnetite
250 - 341 Andesite and Altered Volcanics
341 - 355 Altered Diorite

BOTTOM OF HOLE - 355t

163044




DIAMOND DRILL HOLE NO. 37
Coordinates: 284 South/290 West
Inclination: 90°

Size of Core: AX
LOG
0 - 36 Overburden

36 = 44 Altered Diorite

BOTTOM OF HOLE -~ 44!

Collar Flevation:

1612,0




10 - 29

37 = 45
45 - 58
58 = 67
67 - 116

Céordinates: 231
Inclination: 909

Size of Core: AX

DIAMOND DRILL HOLE NO. 38

South/509 West

Overburden
Garnetite
Magnetite
Andesite
Magnetite
Garnetite
Magnetite

Altered Diorite

BOTTOM OF HOLE - 116t

Collar Elevation:

1647.7




Coordinates:
Inclination:

Size of Core:

6 = 20
20 = 24
24 - 25
25 - 35
35 - 48
48 - 78
78 - 85
85 - 123%

1233- 125
125 - 136
136 ~ 145

145 - 240

302
90°

AX

DIAMOND DRILL HOLE NO. 39

South/417 West Collar Elevation:
299

Overburden

Garnetite

Magnetite

Garnetite

Magnetite = Garnetite
Garnetite

Magnetite

Garnetite = Calcarious Clay
Altered Diorite

Garnetite - Calcarious Clay
Garnetite - Andesite mixture
Garnetite - Calcarious Clay
Gouge

Altered Diorite

BOTTOM OF HOLE = 240t

1657.5




DIAMOND DIRILL HOLE NO. 40
Coordinates: 321 South/226 West Collar Elevation: 1603.8
Inclination: 90°

Size of Core: AX

1oG.
0-13 Overburden
13 - 15 Andesite
15 - 30 No Core
30 - 68 Garnetite - Calcarious Clay
68 ~ 111 Altered Diorite

BOTTOM OF HOLE - 111t




DIAMOND DRILL HOLE NO. 41
Coordinates: 469 South/ 166 West Collar Elevation:
Inclination:

Size of Core:

14 -

22 -
37%-
50%-
51 -
110 -
137 -
158 -
172 -
180 -
203 -

205 -

14
21

22

LOG

Magnetite

Altered Diorite

Garnetite

Altered Diorite

Magnetite

Altered Diorite

Magnetite

Altered Diorite

Garnetite - Calcarious Clay
Altered Diorite

Garnetite ~ Calcarious Clay
Altered Diorite

Garnetite = Calcarious Clay
Altered Diorite

Garnetite - Calcarious Clay

BOTTOM OF HOLE - 360!

1584.1




DIAMOND DRILL HOLE NO. 42
Coordinates: 606 South/ 188 West Collar Elevation:
TInclination: 90°

Size of Core: AX

1oG

0=-3 Overburden

3 - 30 Magnetite

30 - 126 Andesite
126 - 140 Altered Diorite
140 - 160 Andesite
160 - 179 Diorite
179 - 182 Aplite
182 - 191 Andesite - Diorite
191 ~ 209 Aplite
209 - 214 Diorite

BOTTOM OF HOLE - 214t

156346




DIAMOND TRTILI HOLE NO. 43
Coordinates: 496 South/045 West Collar Elevation: 153645
Inclination: 90°

Size of Core: AX

299

0-35 Overburden

35 = 53 Andesite

53 = 64 Altered Diorite

64 = 89 Andesite

89 - 169% Garnetite with few seams of altered diorite
1693- 201 : Altered Diorite
201 - 242 Garnetite
242 -~ 286 Altered Diorite

BOTTOM OF HOLE - 2861




DIAMOND DRILL HOLE NO. 44
Coordinates: 611 South/314 West
Tnclination: 90°

Size of Cores AX

Collar Elevation: 1619.7

LoG
0-3 Overburden
3-8 Gametite minor Magnetite
8 - 14 Magnetite
14 -~ 22% Garnetite
221~ 29 Magnetite
29 - 32 Garnetite = Andesite mixture
32 - 35 Magnetite = Garnetite mixture
35 = 51 Magnetite minor Garnetite
51 - 119 Andesite
119 - 121 Diorite
121 - 141 Andesite
141 - 145 Diorite
145 - 161 Andesite

BOTTOM OF HOLE -~ 161t




DIAMOND DRILL HOLE NO. 46
Coordinates: 056 South/886 West
Inclination: 90°

Size of Core: AX

Collar Elevation: 1593.8

10G
0 - 45 Andesite
45 - 93 Alternate zones Andesite and Garnetite
93 - 143 Garnetite = Volcanics -~ Calcarious Clay
mixture.
143 - 150 Garnetite.
150 - 134 Andesite
154 - 165 Garnetite
165 - 175 Andesite
175 - 178 Garnetite
178 - 228 Diorite

BOTTOM OF HOLE - 228t




DIAMOND DRILL HOLE NO. 45
Coordinates: 711 South/513 West Collar Elevation: 1651.2
Inclination: 90°

Size of Core: AX

oG
0 - 12 Overburden

12 - 55 Andesite

55 - 55 Garnetite -~ Calcareous Clay

55 - 106 Andesite
106 - 109 Diorite
109 - 124 Aplite
124 - 134 Diorite

BOTTOM OF HOLE - 134!




DIAMOND DRILL HOLE NO. 47

Coordinates: 258 South/1208 West Collar Flevation: 1727.0

Inclination: 45°
8ize of Core: AX

0=-6

9%~ 113
113~ 18%
183-35
35 = 39
39 = 47

51 - 63

68 = T8

90 - 119
119 - 126
126 - 144
144 - 151
151 - 155
155 - 173
173 - 223
225 - 230
230 = 235
235 - 236

236 = 250

Bearing: S0°30' W

10G
Crystalline Limestone
Garnetite
Crystalline Limestone
Garnetite
Crystalline Limestone
Magnetite minor Garnetite
Crystalline Limestone
Andesite
Garnetite - Limestone - Andesite mixture
Garnetite
Crystalline Limestone
Andesite
Crystalline Limestone
Garnetite - Calcarious Clay
Crystalline Limestone
Magnetite - Garnetite Mixture

Garnetite

Calcareous Clay

Magnetite

Garnetite mixture
Garnetite minor Magnetite
Magnetite - Garnetite mixture
Garnetite

Andesite

Diorite

BOTTOM OF HOLE - 250t




DIAMOND DRILL HOLE NO. 48 \
Coordinates: 266 South/1305 West Collar Elevation: 1703.8
Inclination: 45°

Size of Core: AX

LoG
0-5 Overburden
5«30 Crystalline Limestone
30 - 34 Andesite
34 - 42 Crystalline Limestone
42 - 54 Alternate seams of Andesite and
Crystalline Limestone
54 = 65 Crystalline Limestone
65 - 71 Magnetite - Garnetite - Limestone mixture
71 - 109 Garnetite
109 - 110 Magnetite - Garnetite mixture
110 -~ 138 Garnetite - Andesite mixture
138 - 168 Andesite
168 - 207 Alternate seams of Garnetite and Andesite
207 - 214 Diorite

BOTTOM OF HOLE - 214!




[__%r———?v

DIAMOND DRILL HOLE NO. 49
Coordinates: 283 South/1385 West Collar Elevation: 1669.1
Inclination: 45° Bearing: S 8° 30' E

Size of Core: AX

LoG
0=-7 Garnetite - Andesite mixture
7 =17 Andesite
17 - 27 Altered Diorite
27 = 44 Andesite
44 - 50 AltBred Diorite
50 - 80 Andesite
80 - 81 Garnetite - Andesite mixture
81 - 109 Andesite
109 - 117 Diorite

BOTTOM OF HOLE - 117t




DIAMOND DRILL HOLE NO. 50
Coordinates: 032 South/1300 West Collar Elevation: 1628,0
Inclination: 90°

Size of Core: AX

LOG
0~-10 Overburden

10 - 60 Crystalline Limestone

60 - 80 Garnetite

80 - 100 Garnetite = Calcareous Clay
100 - 102 Magnetite - Garnmetite Mixture
102 - 105 Garnetite = Calcareous Clay
105 = 123 Crystalline Limestone

123 - 125% Garnetite with Chlorides
1253- 1 30 Crystalline Limestone

130 - 145 Magnetite - Garnetite mixture
145 - 155 Garnetite

155 - 166 Crystalline Limestone

166 - 182 Garnetite

182 - 195 Crystalline Limestone

195 ~ 198 Garnetite
198 - 2073 Magnetite = Garnetite mixture
2073- 239 Garnetite = Calcareous Clay
239 - 296 Garnetite - minor Andesite
296 - 330 Alternate seams of Garnetite and Diorite
330 = 331 Diorite,

BOTTOM OF HOLE ~ 331!




DIAMONDDRILL HOLE NO. 51

Coordinates:
Inclination:

Size of Cores

29
49
52
70
85
89
97

115

138

256

261

278

29
49
52
70

85

89

97

115
138
256
261
278
306

031 North/1468 West

Collar Elevation: 1456.8

Bearing: S 1° 00' E

LOG

Magnetite = Garnetite mixture
Garnetite minor Magnetite
Magnetite

Garnetite minor Chlorides
Magnetite

Limbstone = slightly altered
Garnetite minor Andesite
Andesite

Garnetite

Altered Diorite minor seams of Garnetite
Andesite

Garnetite

Diorite

BOTTOM OF HOLE - 306!




