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Iie: D D H ~: 4 - Citf3ex Min.. Ltd..

The t ollowing are the IVl&qtlcal result. obtained at our laborato17 tromhand 8pec~8 ot drill core of D D H If 4 ot Cit_ Mine. Ltd., which waslogged by .. in Jul7 12, 1972. The apec1aans ranged. trca 2 to 4 inch.. inlength and were taken a 8 repre.entative piec.. of 20 to 40 toot ••ctions
~ ot CON.

Specimen " Footage at which A...,.e serai-quant. Spec. Ana.qei.Specimens collected. Au oz/ton Ag oz/ton Cu% Me%

VP-72-352 ;2' Tr 0.3 0.01 R.D.
-353 88 - 0.1 0.04 Tr
354 125 - - 0.01
355 l40 Tr - 0.03 Tr
356 167 - - 0.01
357 l<x> - 11' 0.02 N.D.
0358 212 - - 0.02;
359 250 - - 0.01 K.D.
.360 306 - - 0.01
361 320 - - <0.01 N.D.
362 350 Tr 0.2 (0.01
)63 386 Tr Tr <:0.01 Tr
364 421 - TJt 0.02

i '- 365 435 - 0.1 <0.01 N.D.
366 455 - - 0.04
367 sao - Tr (0.01 Tr
368 527 - - ,0.01

On August 9, 1972 the George Oro.s Nwaletter publiehed It COJ8PIUt7report b7Citex Secretary-Treaaurer L.P. Price that D D H fl 4 a..aye<! 1.10 percent Cutor a 135-toot 8ection between 70 and 205 t.t, including & lO-toot sectionat 5.10 percent Cu. 1.22 oa/ton Ag, nnd 0.003 oa/ton Au.

VAl:_l
V.A. I~.to, Ph.D., P.ing••
Geologist.
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