
To: Stokes E x p l o r a t i o n & Management Corp . 
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713 - 744 West Hast ings S t r e e t 
Vancouver, B 0 C 0 V6C 1A2 

02:1659 
BONDAR-CLEGG & COMPANY LTD. 

C E R T I F I C A T E O F A S S A Y 

REPORT NO A29 - 848 

D A T E : August 30 . 1979 

Samples submit ted : August 23, 1979 
R e s u l t s completed: August 30 , 1979 

3̂1 i|EJT£|l̂  Cpjrttfg that the following are the results of assays made by us upon the herein described _9r_e samples. 

MARKED GOLD SILVER Pb Zn Sb 

Ounces 
per Ton 

Grams 
per 

Metric Ton 

Ounces 
per Ton 

Grams 
per 

Metric Ton 
Percent Percent Percent Percent Percent Percent Percent 

W i d t h 

28009 Z,2S#1 3 ' 0.005 2.09 2.32 7.20 0.03 

28010 Z.2S#2 9 « 0.002 2.11 0.55 6.20 0.04 

28011 Z.2S#3 6' 0.005 6.45 1.60 9.53 0.24 

28012 Z.2S#4 12 ' 0.005 4.14 1.47 1.02 0.32 

28013 Z.2S#5 8' 0.005 3.66 0.70 0.63 0.15 

28014 Z.2S#6 3 ' 0.010 5.26 1.38 11.00 0.29 

28015 Z.9E#1 14 ' 0.010 6.72 3.80 13.90 0.14 

28016 Z.9E#2 10 ' 0.005 3.51 0.76 0.80 0.03 

28017 Z.3Tr2 17' 0.010 7.58 0.87 0.83 0.04 • 

28018 Z - 6 T r l 7' 0.005 1.63 2.70 1.85 0.04 

28019 Z .5Tr7 1 1 ' 0.010 3.03 0.79 0.86 0.01 

N O T E : 
Rejects retained three weeks 
Pulps retained three months 
unless otherwise arranged. 


