
GEOCHEMICAL ASSAY CERTIFICATE 
Type of Samples 

Disposition 

.Core. 

S A M P L E No. Ag Au 
c 

Ag 

z/ton 
Zn% 

#2 32 - 82 m 4.6 .550 

8 8 . 7 - 90 .6 3.9 .090 

92 - 128 * .610 

128 END 1.9 .050 

Pel ?rcck 

5,20238 
.88 1.52 

#3 3 . 5 - 5. 6m 7.1 .320 

15 - 45 „ 7 .5 .060 

69 - 71 4 .7 .130 

100 END 4 .3 .240 

#4 28 - 29 m * 5.800 2.81 7.65 
7 6 . 6 - 78 * .240 .39 1.13 
81 - -.84 1 6 .9 

.120 

105 - 107 6.4 .380 

110 - 112 - 4 .4 .670 — : -

#5 25 - 27 m 2 .2 .100 

41 - 42 1.0 .160 

#6 58 - 59 m * 1.200 .65 .67 

95 - 99 * .470 .70 1.08 
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All reports are the confidencial property of clients 

Al l results are in PPM. 

DIGESTION: 

DETERMINATION: 

DATE SAMPLES R E C E I V E D . J_e ]^JL^4_9afL---

DATE REPORTS MAILED 
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