








O F F I C E O F T H E C H I E F A N A L Y S T 

D A T E . . . August. 14, . 1980. 

Province of British Columbia 
Ministry of Energy, Mines and Petroleum Resources 

SAMPLE R E C E I V E D F H O M DAN GALLAGHER Page, 2 

ADDRESS 280. Baker. Street,. Nelson,, B,. C, 

LABORATORY NO. SUBMITTER'S MARK I ABORATORY REPORT 

3761 4448 E 
FIVE METAL U.T 

S p e c t r o g r a p h s A n a l y s i s : Lead; Zinc and 
0.157 Cadmium were found. No Tungsten 
or Tin was detected. The other base metals 
found, and t h e i r percentages, were those 
o c c u r r i n g normally i n rocks. 

Gold - 0.02 oz. per ton 
S i l v e r - 2.6 oz. per ton 
Lead - 12.5% 
Zinc - 1.53% 

T H I S D O C U M E N T , O R A N Y P A R T T H E R E O F , M A Y N O T B E R E P R O D U C E D F O R P R O M O T I O N A L O R A D V E R T I S I N G P U R P O S E S . 
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