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SAMPLE TYPE : ROCK - CRUSHED AND PULVERIZED TO -100 MESH. 
Aut - 10 6(1, IGNITED, HOT AOUA RE6IA LEACHED, KIBK EXTRACTION, AA ANALYSIS. J2 

Au** by Fire Assay. 

ASSAYER AV CZJK4<OL DEAN TOYE CERTIFIED B.C. ASSAYER 
" A L G O L D PROJECT 07 FILE# 87-1961 
SAMPLE Au* Au 

ppb oz/t 
BA-601 305 — 
BA-602 52 -BA-603 8100 .247 
BA-604 1050 . 032 
BA-605 1120 . 030 
BA-606 1380 . 043 
BA-607 2010 .057 
BA-608 205 -BA-609 400 -BA-610 240 -
BA-611 3 
BA-612 4 — 
BA-613 11 — 
BA-614 *"> — 
BA-615 5 -
BA-616 1 
BA-617 6 — 
BA-618 260 — 
BA-619 188 — 
BA-620 11 
BA-621 102 
BA-622 32 -BA-623 3150 .091 
BA-624 44800 1. 195 
BA-631 6400 . 189 
BA-632 3500 . 105 
BA-633 440 — 
BA-634 192 — 
BA-635 120 -BA-636 78 -
BA-671 53 
BA-672 24 -BA-673 28 — 
BA-674 8 — 
BA-675 42 — 

BA-676 69 
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CONTINENTAL SOLD PROJECT 07 FILEtt 87-1961 PAGE# 2 
SAMPLE Au* 

ppb 
BA-677 27 
BA-678 1 
BA-679 1 
BA-680 1 
BA-681 2 
BA-682 1 
BA-683 66 
BA-684 1 
BA-685 1 
BA-686 1 
BA-687 1 
BA-688 4 
BA-689 15010 
BA-690 17550 
BA-691 
BA-692 14600 
BA-693 61 
BA-694 94 
BA-695 520 
BA-696 1 
BA-697 1 
BA-698 2110 
BA-699 1530 
BA-700 3390 
BA-720 1 
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