
BONDAR-CLEGG & COMPANY LTD. 
geologists • geochemists • analysts • assayers 

1500 PEMBERTON A V E N U E , NORTEl VANCOUVER. B.C. 
Phone 988-5315 

C E R T I F I C A T E O F A S S A Y 

521318 

TO 
Kerr Addison Mines, Ltd* 

1112 V . Pender Street 

Vancouver, B.C. 

Report BuiBberi 
Saisplcs Received; 
Basalts Completedt 

A29-550 
December ft, 1969 
December 15, 1969 

ore <3 Ifmbg certify that the following are the results of assays made by us upon the herein described samples 

MARKED 

516 
517 
518 
519 
522 

GOLD 
Ounces 

per Ton 

• 610 
.03*0 
.020 

Trace 
.005 

Value 
per Ton 

21.35 
1.0 

.7G 

.16 

SILVER 
Ounces 

per Ton 

Trace 
Trace 
Trace 
Trace 
Trace 

Percent Percent Percent Percent Percent Percent Percent 

T O T A L V A L U E 
PER T O N 

(2000 LBS.) 

NOTE: 
Rejects retained two weeks 
Pulps retained three months 
unless otherwise arranged. 

Gold & Silver values reported on these sheets 
have not been adjusted to compensate loses and 
gains inherent in fire assay methods. 

Gold calculated at $ ^f..*.^?.....per ounce 


