
CORE LABORATORIES LTD. 
325 Howe Street Vancouver 1, B.C. Phone 688-3504 

C e r t i f i c a t e of g l n a l p s i s 

SAMPLE(S) FROM: H. COHEN ENGINEERING 
1264 West Pender St., 
Vancouver, B.C. 

ASSA VERS 

CHEMISTS 

GEOCHEMISTS 

521323 

REPORT NO. 

627-30-7031 

A MAI INLET 

SAMPLE NO. Au (oz/t) 

73-66 
73-68 

9.64 
1.62 

Note re sample location: 

73-66 was taken along the shear zone for a length of 24", depth into shear 3",marked by MT as 
hi-grade 

73-68 sample taken from sulphide zone in the main shear zone. This was taken for 
possible assay to check association of sulph. with Au. Original sample from 
area of 6 " x 10" and depth of 1" approx. 
(This was marked by M. T. as doubtful, no vis. Au content. 

DATE 31 July 1973 SIGNED. 

PULP AND REJECTS DISCARDED AFTER 3 MONTHS PROVINCIAL ASSAYER 


