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ACME ANALYTICAL LABORATORIES LTD. DATE RECEIVED: JUN 18 1990
852 E, HASTINGS ST. VANCOUVER B.C. V6A 1R6
PHONE (604)253-3158 FAX(604)253-1716 DATE REPORT MAILED: S 449 .%?’/?0
ASSAY CERTIFICATE 591?22
poromin Resources Ltd, FILE § 90-1844 =
827 W. Pender St., Vancouver BC V6C 3GB  Attn: MARINO SPECOGNA Ol a.doro
SAMPLE} Cu  Bb  Zn Ag*® Bro perty
% % $ oz/t LoBF/I
B 48507 1.43 .01 .01 .47
B 48508 .60 .01 .02 .20
B 48551 .01 .01 .02 .06
B 48552 .08 .02 2.17 .48
B 48553 .01 .03 .01 .08
B 48554 .03 .21 .45 .35
B 48555 .03 .23 .37 .30
B 48556 .02 .12 .18 .21
B 48557 .01 .05 .04 .20
B 48558 .03 .25 .49 .14
B 48559 .01 .02 .11 .07
B 48560 .01 .03 .07 .11
B 48561 .01 .01 .01 .03

AG** AND AU** BY FIRE ASSAY FROM 1 A.T.
= SAMPLE TYPE: Rock

SIGNED BY.oovdeeere ‘} D.TOYE, C.LEONG, J.WANG; CERTIFIED B.C. ASSAYERS
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