
-23-

FIGURE 5 - Pb vs. Zn IN DGRP/PR HORIZONS. ARROW 
HEAD INDICATES DIRECTION OF INCREASING 
DEPTH. CIRCLES DENOTE DRILL HOLES ON 
INDIVIDUAL SECTIONS, X*S AVERAGE GRADE 
FOR EACH SECTION. 
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