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SUMMARY OF DRILL HOLE RESULTS TO DATE 

HOLE INTERVAL LENGTH 
(METERS) (METERS) 

Pb 
(7.) 

Zn 
(7.) 

ASSAY 

Pb+Zn 
(7.) 

Ag 
(oz/t) 

REMARKS 

AK89-1 

AK-89-: 

Cinc l ) 

C i n c l ) 

LOST HOLE IN HANGINGWALL OF ZONE 

16.8-42.7 25.9 .70 .02 .72 

16.8-27.3 10.5 1.10 .02 1.12 

39.5-42.7 1.50 .02 1.52 

47 E n t i r e b a r i t e i n t e r s e c t i o n . 

58 Top of b a r i t e zone*, 
bands of galena, 

60 Bottom of b a r i t e zone, 
laminations of galena, 

( I n t e r s e c t i o n 80 meters down 
dip of surface exposure). 

AK89-: 

( i n c l ) 

71.6-80.4 8.8 

71.6-75.2 3.6 

1.84 

4. 9.7 14.2 

9.34 1.2 Total b a r i t e - s u l p h i d e 
i n t e r s e c t i o n . 

1.6 Upper zone i n c l u d i n g massive 
sulph i d e and b a r i t e - s u l p h i d e 
m i n e r a l i z a t i o n . 

( I n t e r s e c t i o n 130 meters dow 
dip of hole 89-2). 

top-hole 


