
7 * 

CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

6 7 1 0 8 4 
"bono 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

TO: 

ATTN: 

CERTIFICATE OF ANALYSIS 

L . U . C . Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B. C. 

bum 

C E R T I F I C A T E N O . 

I N V O I C E N O . 

R E C E I V E D 

A N A L Y S E D 

35821 

14894 

Aug. 25/75 

Aug. 27/75 

S A M P L E N O . : 
PPM 
Copper 

PPM 
Molybdenum 

19E 8S 330 8 
46 59 8 

19E 00N 52 < 1 
20E 8S 384 12 

4S 288 10 
20E O0N 39 < 1 
21E 8S 900 11 

48 50 1 
21E 00K 24 < 1 
22E 48 44 1 

ON 36 < 1 
22E 4N 42 < 1 
23E 24S 143 1 

8 265 25 • 
48 33 2 
ON 36 1 

23E 4N 113 < 1 
24E 48 36 3 

ON 65 < 1 
24E AN 60 < 1 
25E 28S 155 < 1 

24 77 1 
8 170 11 

4S 86 4 
ON 40 1 

25E 4N 145 1 
26E 28S 158 1 

24 72 2 
8 225 23» 
4S 40 3 
ON 90 < 1 
4 76 < 1 

26E 8N 28 < 1 
27E 4S 40 1 

ON 34 < 1 
4 98 1 

27E 8N 37 < 1 
28E 28S 178 < 1 

24 195 < 1 
28E 4S 51 3 
Std . 70 25 

O T A . 
MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 
TO: L . U . C . Syndicate 

1720 - 1055 W. Hastings, 
Vancouver, B . C. 

ATTN : "Burn" 

C E R T I F I C A T E N O . 35822 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A N A L Y S E D Aug. 27/75 

PPM PPM 
S A M P L E N O . : Copper Molybdenum 
28E ON 42 1 

4iJ 56 < 1 
2SE 8N 78 < 1 
29E 28S 225 < 1 

24 V/ 1 
8 96 9 
4S 92 2 
ON 208 < 1 
4 67 < 1 

29E 8N 57 < 1 
30E 12S 104 27* 

8S 78 11 
ON 78 5 
4 58 2 
8 62 2 
12 61 2 

30E 16N 80 2 
31E 36S 62 1 

20 140 1 
16 50 2 
12 107 4 
8 43 5 
4S 43 3 
ON 45 2 
4 545 15 
8 73 3 
16 93 3 
20 75 1 
24N 82 13 
28S 166 < 1 

3 IE 32S 119 1 
32E 36S 90 < 1 

32 97 < 1 
28 185 1 
16 42 5 
12 34 5 
8 33 2 
4S 26 1 
ON 24 2 

32E 4N 58 6 
Std . 70 25 

C T A . 
MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E ; 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS • GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 
TO : L . U . C . Syndicate 

1720 - 1055 W. Hastings 
Vancouver, B . C. 

C E R T I F I C A T E N O . 

I N V O I C E N O . 

R E C E I V E D 

35823 

14894 

Aug. 25/75 

A T T N : "Burn" A N A L Y S E D Aug. 27/75 

PPM PPM 
S A M P L E N O . : Copper Molybdenum 
32E 8N 78 < 1 

12 125 1 
16 60 5 
20 68 1 

32E 24N 103 23 . 
33E 36S 123 < 1 

28 480 < 1 
16 25 < 1 
12 47 23* 
4S 46 < 1 
ON 32 < 1 
4 100 6 
8 29 1 
12 64 10 
16 127 8 
20 46 < 1 

33E 24N 65 20* 
34E 36S 155 < 1 

32 104 < 1 
28 365 < 1 
20 53 11 
16 19 1 
12 57 12 
4S 60 < 1 
ON 32 < 1 
4 108 5 
8 153 4 
12 230 24* 
16 1065 26 • 
20 90 3 

34E 24N 98 11 
35E 36S 126 < 1 

32 192 < 1 
28 180 < 1 
16 36 2 
12 32 < 1 
4S 111 11 
ON 42 35* 
4 29 1 

35E SN 118 4 
Std. 69 26 

C T A . 

0 MEMBER 
CANADIAN TESTING 

ASSOCIATION 

C E R T I F I E O B Y : 



o 
CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

TO: 

ATTN: 

CERTIFICATE OF ANALYSIS 

L . U . C . Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B . C. 

"Burn" 

C E R T I F I C A T E N O . 35824 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A N A L Y S E D A U G , 21(15 

QAFt/lPL P M A PPM PPM 
o A l v l r L t IN \*J. . Copper Molybdenum 
35E 12N 68 26 * 

16 172 20* 
20 66 2 

35E 24N 106 9 
36E 36S 93 1 

32 183 1 
28 137 2 
16 38 2 
12 35 1 
4S 62 10 
ON 42 2 
4 36 8 
8 132 12 
12 74 11 
16 60 Ifi 
20 96 14 

36E 24N 22 3 
37E 36S 225 < 1 

32 130 < 1 
28 91 < 1 
24 135 4 
16 23 < 1 
12 35 2 
48 26 3 
ON 37 < 1 
4 97 4 
8 55 6 
12 475 65 . 
16 29 7 
20 72 2 1 -

37E 24N 74 16 
38E 36S 155 < 1 

32 161 < 1 
28 130 < 1 
16 23 < 1 
12 30 < 1 
4S 106 7 
ON 61 < 1 
4 265 2 

38E 8N 31 2 
Std. 69 25 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 
TO : L.U.C.Syndicate 

1720 - 1055 W. Hastings, 
Vancouver, B . C. 

ATTN : "Burn 1 5 

C E R T I F I C A T E N O . 35825 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A N A L Y S E D Aug. 27/75 

PPM PPM 
S A M P L E N O . : Copper Molybdenum 
38E 12N 46 5 

16 49 26* 
20 103 54-

38E 2m 20 3 
39E 36S 101 < 1 

32 96 1 
28 135 3 
16 30 3 
12 48 1 
4S 48 11 
ON 48 < 1 
4 71 12 
8 62 1 
12 22 2 
16 78 17 

39E 20N 13 6 
40E 36S 108 < 1 

32 94 2 
28 62 1 
20 85 45 • 
16 73 3 
12 34 3 
8 115 5 
4S 23 < 1 
ON 42 < 1 
4 245 5 
8 275 15 
12 225 2 
16 66 15 

40E 20N 30 
41E 36S 193 < 1 

32 100 1 
28 87 2 
20 225 35 * 
16 243 3 
12 24 4 
8 222 < 1 
4S 27 < 1 
ON 46 2 

4 IE 4N 23 3 
Std. 70 25 

C T A . 
MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

T O : 

A T T N : 

CERTIFICATE OF ANALYSIS 

L . U . C . Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B . C. 

"Burn" 

C E R T I F I C A T E N O . 

I N V O I C E N O . 

R E C E I V E D 

A N A L Y S E D 

35826 

14894 

Aug. 25/75 

Aug. 27/75 
PPM PPM 

S A M P L E N O . : Copper Molybdenum 
41E 8N 42 1 

12 44 9 
16 42 28* 

41E 20N 40 75 • 
42E 36S 290 < 1 

32 64 < 1 
28 70 10 
20 185 21* 
16 56 6 
12 120 12 
8 35 < 1 
48 20 < 1 
OK 67 < 1 
4 135 < 1 
8 26 4 
12 130 47-
16 43 12 

42E 20N 207 78 • 
43E 36S 161 < 1 

32 64 < 1 
28 62 7 
20 145 26* 
16 83 6 
12 44 15 

8 38 5 
4S 40 2 
ON 44 < 1 
4 95 1 
8 165 65 * 
12 31 4 
16 21 3 

43E 20N 42 45* 
44E 36S 29 < 1 

32 40 < 1 
28 46 1 
20 96 12 
16 77 7 
12 37 20* 

8 29 38 • 
44E 4S 60 3 
Std. 70 26 

C T A . MEMBER 
CANADIAN TESTING 

ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMtSTS • REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 

T O : L . U . C . Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B . C. 

C E R T I F I C A T E N O . 35827 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A T T N : "Burn n A N A L Y S E D Aug. 27/75 

S A M P L E N O . : PPM PPM 
Copper Molvbdenum 

44E ON 
• — u y .y w rm—. 

48 <1 
4 76 3 
8 61 28* 
12 96 29 • 

16 ?AO 44. 
44E 20N 1320 70-
45E 36S 167 < 1 

32 117 1 
28 255 10 

27 3 
16 41 5 
12 31 5 

8 200 15 
4S 50 7 
ON ?5 1 •wist- •———.. 

4 46 2 
8 45 18 
12 20 7 

45E 16N 12 8 
70 .1 

28 305 48 • 
20 65 3 
16 46 9 
12 39 13 

R 42 4 
4S 168 5 
ON 65 1 
4 20 6 
8 180 20 « 
1? 4-*n 47 • 

46E 16N 60 29 • 
47E 32s 90 3 

28 147 13 
20 340 10 
1.6 86 7 
12 47 23* 
8 60 5 
4S 200 37» 
ON 110 2 

47F fi < 1. 
Std. 72 25 

C T A , 
MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

T O : 

A T T N : 

CERTIFICATE OF ANALYSIS 

L . U . C . Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B . C. 

Burn 

C E R T I F I C A T E N O . 35828 

I N V O I C E N O . 14894 

R E C E I V E D A u g i 25/75 
A N A L Y S E D Aug. 27/75 

PPM PPM 
S A M P L E N O . : Copper Molybdenum 

4/E 8N 163 23. 
12 378 28* 

47E 16N 49 13 
48E 32S 170 2 

28 225 20. 
20 135 44* 
16 56 5 
12 44 8 
8 83 5 
4S 32 3 
00N 87 < 1 
4 
8 

7 
32 

5 
35* 

12 475 27 ' 
48E 16N 40 14 
49E 32S 375 23* 

28 151 6 
24 215 20-
20 140 10 
16 59 18 
12 105 33* 
8 141 4 
4S 47 7 
ON 25 5 
4 110 15 
8 150 
12 270 31* 

49E 16N 47 13 
50E 32S 259 21* 

28 103 15 
24 27 4 
20 7 3 
16 43 3 
12 
8 

390 
31 

28¬
2 

4S 17 < 1 
ON 24 6 
4 14 19 

8 22 17 
50E 12N 351 27. 

Std. 73 25 

MEMBER 
CANADIAN TESTING 

ASSOCIATION 



CHEMEX LABS LTD 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

T O : 

A T T N : 

CERTIFICATE OF ANALYSIS 

L . U . C . Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B. C. 

"Burn" 

C E R T I F I C A T E N O . 

I N V O I C E N O . 

R E C E I V E D 

A N A L Y S E D 

35829 

14894 

Aug. 25/75 

Aug. 27/75 

S A M P L E N O . : 
PPM 
Copper 

PPM 
Molybdenum 

50E 16N 152 23 • 
5 IE 32S 75 50 * 

28 68 5 
24 22 < 1 

20 12 4 
16 43 4 
12 
8 

34 
32 

1 
3 

4S 87 18 
ON 18 7 
4 37 43 • 
8 17 10 

51E 12N 435 40 • 
52E 32S 20 < 1 

28 67 8 
24 40 2 
20 
16 

42 
29 

3 
4 

12 45 1 
8 93 5 
4S 
ON 

107 
131 

15 
10 

4 41 27 ' 
8 23 13 

52E 12N 287 25* 
53E 32S 64 8 

28 78 11 
24 22 1 
20 108 46 * 
16 17 1 
12 
8 

33 
148 

2 
13 

4S 13 8 
ON 115 100 • 
4 15 16 
8 130 63-

53E 12N 245 22* 
54E 32S 170 12 

28 125 7 
IAE 24S 12 < 1 
Std . 72 25 

C T A . 

0 MEMBER 
CANADIAN TESTING 

ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

TO: 

A T T N : 

CERTIFICATE OF ANALYSIS 

L.U.C.Syndicate 
1720 - 1055 W. Hastings, 
Vancouver, B . C. 

"Bum" 

C E R T I F I C A T E N O . 35830 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A N A L Y S E D Aug. 27/75 

PPM PPM 
S A M P L E N O . : Copper Molybdenum 
54E 20S 60 c 

J 

16 33 9 
12 30 5 
8 91 15 
4S 62 9 
ON 104 13 
4 42 6 
8 16 40* 

54E 12N 147 32* 
55E 32S 5 < 1 

28 18 7 
24 22 1 
20 7 1 
16 31 15 
12 30 10 

8 73 7 
4S 108 18 

ON 90 17 
4 47 16 
8 76 72-

55E 12N 140 27 • 
56E 32S 20 27-

28 16 4 
24 30 29 * 
20 23 S i ­

16 20 l l 
12 19 3 

8 88 7 
4S 93 9 
ON 51 6 
4 33 7 
8 109 60* 

56E 12N 160 26* 
57E 32S 19 1 

28 10 9 
24 35 1 
20 29 25* 
16 70 7 
12 20 5 

57E 8S 93 20* 
Std. 71 25 

C T A . MEMBER 
CANADIAN TESTING 

ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASS A YE RS 

CERTIFICATE OF ANALYSIS 
TO: L .U.C.Syndi cate 

1720 - 1055 W. Hastings, 
Vancouver, B. C. 

ATTN : "Burn" 

C E R T I F I C A T E N O . 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A N A L Y S E D Aug. 28/75 

S A M P L E N O . : 
PPM PPM 

S A M P L E N O . : Copper Molyb denum 
57E ON 53 15 

4 88 32* 
8 45 27* 

57E 12N 222 56 * 
58E 32S 13 6 

28 295 10 
24 55 3 
20 38 2 
16 16 1 
12 42 7 
8 33 8 
4S 117 18 
ON 287 39* 
4 38 8 
8 64 13 

58E 12N 15 22» 
59E 32S 

28 
26 

495 
3 

23* 
20 45 3 
16 56 12 
12 
8 

24 
62 

5 
11 

59E 4S 
ON 

67 
97 

4 
6 

4 93 44-
8 35 60-

59E 12N 35 15 
60E 32S 

28 
36 

102 
1 

< 1 
20 8 < 1 
16 9 4 
12 

8 
25 
16 

4 
5 

4S 84 10 
ON 161 17 
4 
8 

91 
10 

57¬
14 

60E 12N 20 7 
61E 32S 20 < 1 
61E 18 1 
Std . 70 25 

C T A . 
MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

TO: 

A T T N : 

CERTIFICATE OF ANALYSIS 

L.U.C.Syndicate 
1720 - 1055 W. Eastings, 
Vancouver, B . C. 

"Burn" 

C E R T I F I C A T E N O . 35832 

I N V O I C E N O . 14894 

R E C E I V E D Aug. 25/75 

A N A L Y S E D Aug/ 27/75 

S A M P L E N O . : 
PPM PPM 

S A M P L E N O . : Copper Molybdenum 
6 IE 20S 6 < 1 

16 36 2 
12 
a 

152 
31 

17 
32 i 

4S 66 11 
ON 85 21* 
4 64 28" 

61E 8N 44 20* 
62E 32S 43 25* 

28 7 1 
24 48 2 
20 7 1 
12 196 23-
8 78 30» 
4S 20 3 
ON 124 32« 

62E 4N 129 75-
63E 32S 

28 
32 

140 
< 1 

35* 
16 19 < 1 
12 
8 

63 
67 

5 
16 

4S 83 8 
ON 50 7 

63E 4N 16 18 
64E 32S 

28 
24 

18 
61 
55 

1 
41 - l 

12 
16 25 1 
12 16 3 
8 70 18 
4S 
ON 

39 
58 

4 
< 1 

64E 4N 29 8 
65E 32S 11 < 1 

28 23 8 
24 128 26. 
20 13 < 1 
16 17 5 

65E 12S 44 10 
Std. 71 25 

MEMBER 
CANADIAN TESTING 

ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

• ANALYTICAL CHEMISTS • GEOCHEMISTS • REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 
T O : L . U . C , Syndicate 

1720 - 1055 W. Hastings, 
Vancouver, B.C 

C E R T I F I C A T E NO . \^3-4894 

I N V O I C E N O . 35833 

R E C E I V E D Aug. 25/75 

A T T N : "Burn" A N A L Y S E D
 A u S • 27/75 

PPM PPM 
S A M P L E N O . : Copper Molybdenum 

65E 8S 169 33-
4S 80 36* 
ON 59 3 

65E 4N 19 16 
32S 23 < 1 
20 14 < 1 
16 30 2 
12 62 8 

8 145 49 -
4S 64 6 
ON 100 8 

66E 4N 32 16 
67E 20S 74 27* 

16 24 3 
12 84 11 

8 132 38* 
4S 130 33* 
ON 72 5 

67E 4N 37 5 
68E 12S 55 9 

8 26 7 
4S 98 24* 

68E ON 69 11 
69E 12S 44 9 

8 59 8 
4S 120 32 • 

69E ON 106 32* 
70E 12S 54 5 

8 92 5 
4S 133 22* 

70E ON 81 14 
71E 12S 89 10 

8 17 1 
4S 6 < 1 

71E ON 138 22. 
72E 12S 21 7 

8 21 3 
4S 54 5 

72E ON 73 21* 
73E 12S 17 2 
Std, 70 25 

C T A . MEMBER 
CANADIAN TESTING 

ASSOCIATION 

C E R T I F I E D B Y : 



CHEMEX LABS LTD. 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R , B . C . 

C A N A D A V 7 J 2 C 1 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

A R E A C O D E : 6 0 4 

T E L E X : 0 4 3 - 5 2 5 9 7 

ANALYTICAL CHEMISTS GEOCHEMISTS • REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS C E R T I F I C A T E N O . 35834 

TO: L.U.C.Syndicate. 
1720 1055 W. Hastings I N V O I C E NO. 14894 

Vancouver, 1 5.C. R E C E I V E D Aug. 25/75 

ATTN: "Burn" A N A L Y S E D Aug. 27/75 

PPM VW 
S A M P L E N O . : Copper Molybdenum 
73E 4S 19 3 
73E ON 71 11 
74E 12S 

8 
27 
71 

< 1 
13 

74E 4S 42 4 
75E 12S 

8 
46 
59 

14 
20 • 

75E 4S 61 6 
76E 12S 

8 
32 
70 

4 
3 

76E 4S 72 5 
77E 12S 

8 
25 
17 

6 
11 

77E 4S 82 7 
78E 12S 37 5 
78E 8S 34 215 . 

C T A . 
MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C E R T I F I E D B Y : 


