
CHEMEX LABS L T D . 671637 
1416 CROWN STREET — NORTH VANCOUVER, B.C. — TELEPHONE 988-6955 

Certificate of JWl|j0tg 

No. 

To: Alvija Mines Ltd., 
642 Clark Drive, 
Vancouver, B.C. 

2724 

Atten.: Mr. I. Todd 

Invoice No. 

767 
SAMPLE No. % Os/ten 

Copper Silver 
9075 0.48 0.39 
9076 0.07 0.07 
9077 <0.01 0.04 

-

Date Received 

Date Analysed 

Sept. 17/68 
Sept. 23/68 

CERTIFIED BY 



CHEMEX LABS LTD. 
1416 CROWN STREET — NORTH VANCOUVER, B.C. — TELEPHONE 988-6955 

Alvija Mine* Ltd., Mr, I. Todd 
642 Clark Drlva, A t t e n , : 

Vancouver, B. C. Invoice No. 775 

SAMPLE No. Z Os/Ton 
Copper Silver 

9054 
9055 

<0.01 0.06 
<0.01 0.04 

9056 
9057 

0.01 0.04 
0.01 0.05 

9058 
9059 

<0.01 
<0.01 

9060 
9061 

<0.01 
<0.01 

9062 
9063 

<0.01 
<0.01 

9064 
9065 

<0.01 
0.01 

9066 
9067 

<0.01 
<0.01 

9068 
9069 

<0.01 
9070 
9071 

0.03 
0.02 

9072 
9075 

<0.01 
<0T01 

9074 
9075 

<0.01 
0.49 0140 Rfrfherk. # M » •> • 

Date Received Sept. 19/68 
Date Analysed Sept. 25/68 

CERTIFIED B 


