
T S 
A S S A Y E R S 

C H E M I S T S 

G E O C H E M 1 S T S 

SAMPIHS) FROM 

SAMPLES) O F 

L 
P r c s p m ^ 671684 

325 HOWE STREET - VANCOUVER 1, B.C. 

T E L E P H O N E 6 8 8 - 3 5 0 4 

C E R T I F I C A T E O F A N A L Y S I S 

BACON & CROWHURST 
CASSIAR CONSOLIDATED 

ROCK 

REPORT NO. 

V - 6805 

Semiquantitatire Spectrographic Analysis: 

Antimony 

Sample 

1892 

Sample Sample 

Lithium (LUO) 

Sample 

1892 

Sample Sample 

Arsenic - Manganese L M 1-: 
Barium .01$ Mercury -
Beryllium (BeO) - Molybdenum -
Bismuth - Nickel .001$ 
Cadmium Silver • 5-1 < >z : t 
Cerium (CeOt) - Tantalum (TaiOi) -
Chromium - Thorium (ThO*) • 

Cobalt - Tin -
Columbium (Cbi0 5 ) - Titanium .1* 
Copper .01% Tungsten -
Gallium — ** Uranium (UsO«) -
Germanium — Vanadium .005$ 
Indium One .5* 
Iron LM 3-5 % Zirconium (ZrOs) <.001$ 
Lead .1* 

Figures are approximate: 

C O D E 

H — High — 10 —100% approx. TL — Trace Low 
MH — Medium High — 5 — 5 0 * appro*. T — Trace 
M — Medium — 1— 10% approx. FT — Faint Trace 
LM — Low Medium — . 5 — 5% approx. P T — POMDale Trace 
L — Low — . 1 — 1% approx. — — Not Detected 

— .05 — .5% approx. 
— .01 — .1% approx. 
— approx. leas than .01%. 
— Presence not certain. 
— Element* looked for but not found. 

DATE October 15, 1969. SIGNED 

D I V I S I O N O F T E C H N I C A L S E R V I C E L A B O R A T O R I E S 



T S 
A S S A Y E R S 

C H E M I S T S 

O E O C H E M I S T S 

L 
325 HOWE STRUT - VANCOUVER 1# B.C. 

T E L E P H O N E 6 8 8 - 3 5 0 4 

C E R T I F I C A T E O F A N A L Y S I S 

SAMPLES) FROM 

SAMPLES) O F 

BACON & CROWHURST 
CASSIAR CONSOLIDATED MINES LTD 

ROCKS 

REPORT NO. 

V - 6 8 0 4 

Gold 
Sample No. ( A u ) o z : t o n 

1 8 6 6 0 . 0 1 

1 8 6 7 t r a c e 
1 8 6 8 t r a c e 
1 8 6 9 t r a c e 
1 8 7 0 0 . 0 2 

1 8 7 1 0 . 1 0 

1 8 7 2 0 . 0 1 

1 8 7 3 t r a c e 
1 8 7 4 t r a c e 
1 8 7 5 0 . 2 8 

1 8 7 6 t r a c e 
1 8 7 7 t r a c e 
1 8 7 8 t r a c e 
1 8 7 9 t r a c e 
1 8 8 0 t r a c e 
1 8 8 1 t r a c e 
1 8 8 2 t r a c e 
1 8 8 3 0 . 0 6 

1 8 8 4 t r a c e 
1 8 8 5 0 . 0 1 

0 z : t o n - Troy 
DA.TF October 3 , 1 9 6 9 . 

S i l v e r 
( A g ) o z : t o n 

Copper 
(Cu)% 

Lead 
(Pb )Jo 

Z i n c 
(Zn) 

6 9 . 9 5 0 . 1 2 2 . 3 2 5 . 3 0 

1 0 . 1 0 t r a c e O . 8 3 0 . 8 0 

4 9 . 0 0 0 . 0 8 1 1 . 5 5 3 . 2 5 

4 4 . 5 0 O . 4 8 0 . 0 5 0 . 4 4 

1 0 5 . 5 0 0 . 6 2 0 . 2 2 0 . 3 4 

2 . 9 0 0 . 0 1 

0 . 7 0 t r a c e 
t r a c e t r a c e 
2 6 . 5 0 0 . 4 2 0 . 0 1 0 . 3 5 

1 0 . 9 0 0 . 5 5 0 . 1 8 0 . 3 9 

0 . 4 1 0 . 0 1 

0 . 4 3 t r a c e t r a c e 0 , 3 1 

5 . 8 5 0 . 5 2 0 . 1 9 0 . 3 9 

2 7 . 5 0 0 . 2 4 t r a c e 0 . 2 8 

O . 9 2 t r a c e t r a c e 0 . 2 7 

1 9 . 5 0 0 . 3 3 t r a c e 0 . 3 0 

O . 3 2 0 . 0 1 

1 1 0 . 0 0 1 . 2 2 0 . 1 4 O . 3 6 

1 . 3 9 0 . 0 3 

1 . 0 8 0 . 0 6 t r a c e O . 3 6 

ounces p e r 2 , 0 0 Q l b s ^ _ 

P U L P A N D R E J E C T S D I S C A R D E D A F T E R 3 M O N T H S • D I V I S I O N O F T E C H N I C A L S E R V I C E L A B O R A T O R I E S 



T 5 
A S S A Y E R S 

C H E M I S T S 

G E O C H E M I 8 T S 

SAMPLES) FROM 

SAMPLE(S) O F 

L 
325 HOWE STREET - VANCOUVER 1, B.C. 

T E L E P H O N E 6 8 8 - 3 5 0 4 

C E R T I F I C A T E O F A N A L Y S I S 

BACON & CROWHURST 
CASSIAR COBSOLIDATED MINES LTD 

ROCK 

REPORT NO. 

V - 6 8 0 5 

Sample No 
G o l d S i l v e r Copper Lead Z i n c 

( A u ) o z : t o n ( A g ) o z : t o n ( C u ) % (Pb)jg (Zn)J 

1886 t r a c e O .64 t r a c e t r a c e 0 . 2 0 

1887 0 . 0 8 0 . 3 2 t r a c e t r a c e 0 . 2 5 

1888 0 . 0 1 * 3 . 0 9 0 . 0 8 0 . 0 2 0 . 2 6 

1889 t r a c e 0 . 2 5 t r a c e 

1890 t r a c e t r a c e — - - - - ¬

1891 0 . 3 0 6 . 9 8 0 o l 4 2 . 1 0 8 . 8 5 

o z : t o n - Troy ounces p e r 2 , 0 0 0 l b s 

H A T P October 3 . 1 9 6 9 . 8IONBD 

P U L P A N D R E J E C T S D I S C A R D E D A F T E R 3 M O N T H S • D I V I S I O N O F T E C H N I C A L S E R V I C E L A B O R A T O R I E S 


