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C H E M E X L A B S L T D . 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R . B .C . 

C A N A D A 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

C E R T I F I C A T E O F A N A L Y S I S 
T O : Bacon & Crowhurst , 

S t e l 1720 - 1055 W. Hast ings S t . , 
Vancouver, 1. B . C. 

A T T N : 
M r . R. Phendler 

• A S S A Y E R S 

C E R T I F I C A T E N O . 8565 

I N V O I C E N O . 3007 

D A T E R E C E I V E D June 16/70 

D A T E A N A L Y S E D J U N E 1 8 / 7 0 

S A M P L E NO. 
% 
Copper 

Oz/Ton 
S i l v e r 

Oz/Ton 
Gold 

38251 
38252 
38253 
38254 
38255 

0 .31 
0.04 
0.02 
0.04 
1.28 

0.32 
0.31 
0.22 
0.43 
0.82 

0.003 
0.003 
0.003 
0.012 
0.003 

38256 
38257 
38258 
38259 

0.27 
0.17 
0.09 
0.03 

0.61 
0.22 
0.12 
0.06 

0.003 
0.003 
0.003 
0.003 
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C H E M E X L A B S L T D . 

2 1 2 B R O O K S B A N K A V E . 

N O R T H V A N C O U V E R . B .C . 

C A N A D A 

T E L E P H O N E : 9 8 5 - 0 6 4 8 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

C E R T I F I C A T E O F A N A L Y S I S 

T O : Bacon & Crowhurst 
S t e . 1720 - 1055 W. Hast ings S t . , 
Vancouver. 1. B. C. 

A T T N : Mr . R. Phendler 

• A S S A Y E R S 

C E R T I F I C A T E N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

8564 

3013 

June 16.70 
D A T E A N A L Y S E D J U N E 19/-jQ 

S A M P L E N O . 
PPM 
Copper 

PPM 
Molybdenum 

38260 1275 25 
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