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3 2 5 H O W E STREET - V A N C O U V E R 1, B.C. 
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C E R T I F I C A T E O F A N A L Y S I S 

SAMPLHS) FROM A J A X MERCURY KIKES 
:c/Bacon & Crowhurst 
J.W. MUrton 
SAMPLES) OF ROCK Submitted on August 25 , 1969. 

REPORT NO. 

V-64I6 

Sample 
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SEMIQUANTITATIVE ESTIMATES 
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Silver Copper 
(Ag)oz.*ton (Cu)# 

trace 0 . 0 8 3 

trace 0.02 

0.25 
trace trace 
trace 0 . 0 1 

trace trace 
trace 0.03 
trace 0.09 
trace trace 
trace 0.10 
trace 0 , 4 0 -
trace 0 . 0 2 

trace 0.02 
trace trace 
trace o.os 

oas:ton «• Troy ounces per 2 ,000 lbs. 

August 2 7 , 1 9 6 9 . 
DATE SIGNED 
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