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RESULTS of Assays made on samples of ore submitted by : M e s s r s . ANCHOR-TAKXA MINES LTD. 

M A R K 

Gold 
Oz/Toa 

Silver 
Oz/Toa Copper 

% 
Lead 

% 
Zinc 

% 
Nickel 

% 
Cobalt 

% 
Cadmiurr 

% 

14923 0.01 0.20 Trace 0.10 0. 50 

14924-31 
(2 tagfl) 0. 02 0. 60 Trace Trace 20. 30 

14925 0.03 0.70 0.03 0.15 6.25 
. • • 

14926 0.035 0. 55 Trace 0.20 0. 19 

14927 0. 11 0.80 0.03 Trace 8. 80 

14928 0.01 0.55 Trace 0. 50 4.18 
• 

14929 0. 14 0. 60 0.28 0. 43 9.25 

14930 0.10 0.55 Trace Trace 12.25 
• 

14932 0.08 0.25 0. 15 0.30 0.12 

14933 0.01 0.15 0.09 Trace 

14934 0.005 0. 30 0. 10 Trace Trace 

14935 0.01 0.25 0.10 Trace Trace 

14936 0. 10 1.10 3. 50 

14937 0. 02 0,60 9.45 Trace 

14938 0.01 0.70 Trace 0.12 

14939 0,005 0. 35 Trace Trace Trace • J 

14940 0.05 0. 30 Trace Trace Trace Trace Trace 
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RESULTS of Assays made on samples of ore submitted by : Messrs, Anchor-Takla Mines Ltd, 

M A R K 
Gold 

Oz/Ton 
Silver 

Oz/Ton 
Copper lie ad 

% 
Zinc 

% 
Nickel Cobalt Cadmium 

% 

14941 

14942 

14943 

14944 

0,06 

0.02 

0.01 

0.03 

0.65 

0. 35 

0. 10 

0, 45 

Trace 

Trace 

Trace 

0.10 0.95 

0.08 7.00 

0.40 Trace 

12.20 

Trace Trace 

0.07 
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