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RESULTS of Assays made o n samples of ore submitted by : p£EL RESOUBSES 

M A R K . Gold 
Os. /Ton 

Silver 
Oz. / T o n 

Cooper 
% 

Lead 
% 

Zinc 
% 

20213 Trace 0.25 0.15 Trace Trace 

20214 Trace 0,10 0.33 Trace Trace 

20215 • 0,005 0.25 1.02 0.15 5.00 
• * 

20216 0.01 0.30 0.85 Trace 17.57 

20217 Trace 0,40 0.43 0.05 0.09 

20218 0.10 

20219 • Trace 

20220 0.02 

20221 Trace •v.- ' 

20222 0.10 

20223 0,022 ^2.85 0.80 0.08 1.98 
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