ASSAYERS
CHEMISTS
GEOCHEMISTS

SAMPLE(S) FROM

674490

| iy ot

325 HOWE STREET - VANCOUVER 1, B.C.

TELEPHONE 688-3504

AJAX MERCURY MINES LTD,

CERTIFICATE OF ANALYSIS

REPORT NO.

c/BACON & CROWHURST vV 8383
SAMPLE(S) OF ROCK AND DRILLCORE

Silver Lead Zinc Gold

Sample No. (Ag) ppm (Pb) ppm (Zn) ppm (Au) ppm
36864 ---- ---- ———- <.3
36865 .5 _———- ———— _———-
36866 13 4450 1250 _———
36867 2.5 ———— ———- ———
36868 <.5 ———- ——— ————
36869 <;5 —— ———— ————
36870 <.5§ ———— ———— ————
36871 .5 ———— ———— c———-
36881 <.5 -———— c——— c———
36884 .5 ———— ———— S,

ppm - Parts Per Million.
< - Less Than,
DATE tovember 29, 1979. monnn7éZ%??%EEZ)/ZLZ;>/\*3‘-—————-

PULP AND REJECTS DISCARDED AFTER 3 MONTHS

DIVISION OF TECHNICAL SERVICE LABORATORIES
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325 HOWE STREET - VANCOUVER 1, B.C.

ASSAYERS TELEPHONE 688-3504
CHEMISTS
GEOCHEMISTS CERTIFICATE OF ANALYSIS
SAMPLE(S) FROM
E(S) AJAX MERCURY MINES REPORT NO.
cc/BACON & CROWHURST ' vV 8297
SAMPLE(S) OF ROCK AND DRILLCORE
Sample No. Tungsten Oxide (W03)%
3687¢ <.Cl

< - Less Than.

November 20, 1970. m
DATE ' SIGNE v/l

DV

PULP AND REJECTS DISCARDED AFTER 3 MONTHS o DIVISION OF TECHNICAL SERVICE LABORATORIES
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325 HOWE STREET - VANCOUVER 1, B.C,

ASSAYERS TELEPHONE 688-3504
CHEMISTS
GEOCHEMISTS CERTIFICATE OF ANALYSIS
SAMPLE(S) FROM AJAX MERCURY TTEY
CC/MR. PLENDY ©.
YV 8297
SAMPLE(S) OF ROCK AND DRILLCORE
Gold Silver Lead Zinc
Sample No. (Au)oz:ton (Ag)oz:ton (Pb)% (Zn)g
36873 ——— 0.33 5,02 0.59
36874 . 0.44 4.41 ———
36875 ———— 0.57 11,6 2.86
36876 trace 0.26 1.73 0.57
36877 . ———- 5.92 ———- ———
36878 ———- 0.45 ce-- ————
36879 ———— 1.16 _——— ————
36880 ——- 7.98 4.25  ----
36882 ———— trace ——— 1.55
36883 —— 1.10 1.63 ————

oz:ton - Troy ounces per 2,000 1lbs.

DATE November 18, 1970. SIGNED W

[ —

PULP AND REJECTS DISCARDED AFTER 3 MONTHS ([ ] DIVISION OF TECHNICAL SERVICE LABORATORIES



