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ENERGY, MINES AND RESOURCES CANADA 
ENERGIE, MINES ET RESSOURCES CANADA 

COMMISSION GEOLOGIQUE DU CANADA 
GEOLOGICAL SURVEY OF CANADA 

Cordilleran Division 
4th Floor, 100 West Pender Street 
Vancouver, British Columbia V6B 1R8 

Fax: 604-666-1124 

Number of pages sent, including this sheet: 

If pages are missing, please call 604-666-0529 
or 604-666-0260 

TO: Mr. Mike Scott, M.P. for Skeena, 
4519 Lakelse Ave., 
Terrace, B.C. 
V8G 1P3 

FAX 604-635-4109 

F R O M : Dr. Kenneth M. Dawson, 
Geological Survey of Canada, 
4th Floor, 100 W. Pender St., 
Vancouver, B.C.,CAN ADA V6B 1R8 
(ph. (604) 666-0260) 

Date: January 5, 1995 

Dear Mike: 
I have compiled the following data on mineral reserves and resources at Windy 

Craggy and adjacent areas. 

RESERVES 
ZONE (thousand tonnes) % Cu % Zn % Co Au g/t Ag g/t 
SOUTH 117,450 1.44 .075 0.16 3.37 
N O R T H 148,250 1.44 0.25 .066 0.23 4.16 
RIDGE 5,790 1.33 0.21 .044 0.20 4.12 
OTHER 25,949 0.76 
T O T A L 297,439 1.38 0.2 .069 0.20 3.83 

Reference: G. Harper, Geddes Resources Ltd., Internal report, Jan. 6, 1992. 

RESOURCES ( Total of 14 zones recognized by Geddes Resources) 
RIME, East Arm Glacier: ca. 100 million tonnes, unspecified grade 
Windy Craggy Mtn. 
North of Frobisher Valley 
Northwest, north and east of Tats Lake 



Estimated potential within 25 km x 20 km area: 500 million to 1 billion tonnes 
of mineralized material (G. Harper, Ibid.) 

ADDITIONAL RESOURCES NOT K N O W N TO GEDDES 
Four new occurrences discovered by geologists with B.C. Geological Survey during 
regional mapping in 1992, in zone trending NW, 7 km wide, within 15 km of Windy 
Craggy: 
R A I N Y M O N D A Y : est. 26 Mt (600m x 100m x 150m) of material grading up to 20% 
Cu, 2.4 g/t Au, 39 g/t Ag, 0.27% Co 
ICE BRIDGE: up to 0.46% Cu, 0.41% Zn 
TEQUILA SUNSET: 20 x 100m exposed, up to 1.5% Cu, 0.5 g/t Au 
SKID: up to 1.56% Cu, 0.22% Zn 

Reference: D. G. Maclntyre, M . G. Mihalynuk, M.T. Smith: Tatshenshini Project, 
Northwestern British Columbia, 114P/11,12,13,14; 1140/9,10,14,15,16, Part D: 
Mineral Inventory Update 114P and 1140 hi Geological Fieldwork 1992, B.C. 
Geological Survey Branch, Paper 1993-1, p. 217-229. 

No drilling or systematic evaluation of the above discoveries has been done. These 
occurrences conservatively double the previously estimated resource, i.e. 1 to 2 billion 
tonnes of potentially mineralized material exist in the immediate vicinity of the Windy 
Craggy proven reserves. 

In addition to the above tonnage and grade figures, I enclose a copy of a White House 
memo and a related Mining Association of B.C. memo for your interest. If you wish 
any additional data, please let me know. 

Best regards, 

Ken Dawson 


