
KAMLOOPS 
RESEARCH & ASSAY 
LABORATORY LTD. 

Taseko M ine s L t d . 
Box 157 
A s h c r o f t , B.C. 
VOK 1A0 

ATTENTION: DR. L. ROSS 

B.C. CERTIFIED ASSAYERS 

680428 
S c u m 

972 - 1 LAVAL CRESCENT — KAMLOOPS, B.C. 
V2C 5P5 

PHONE: (604) 372-2784 — TELEX: 048-8320 

INVOICE: 

DATE: 

FILE No. 

82-0017 

J a n u a r y 15 , 1982 

K-4732 

1 / Go ld & S i l v e r A s s ay s 

17 Copper A s say s 

11.00 

6.00 

$ 187.00 

102.00 

$ 289.00 

0 

A SERVICE CHARGE OF 2% ($1.00 min.) PER MONTH, 24% PER ANNUM, WILL BE CHARGED ON STATEMENT BALANCES 
CARRIED FORWARD FROM PREVIOUS MONTH. 

THIS IS AN ACCOUNT FOR PROFESSIONAL SERVICES AND IS DUE ON PRESENTATION. 



KAMLOOPS 
RESEARCH & ASSAY 
LABORATORY LTD. 

Faseko M ine s L t d . 

Sox 10 

S a vona , B.C. 

ATTENTION; MR. C. W. DANSEY 

B.C. CERTIFIED ASSAYERS 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C 
V1S1A7 

PHONE: (604) 372-2784 — TELEX: 048-8320 

INVOICE: 

DATE: 

FILE No. 

01-1486 

O c t o b e r 2 , 1981 

K-45Q6 

24 G o l d A s s a y s 9 $ 8 .00 $ 192 .00 

A BOOKKEEPING CHARGE OF 2% PER MONTH WILL 8E CHARGED ON ACCOUNTS OVER 30 DAYS. 



CTA 
VTT KAMLOOPS RESEARCH & A S S A R Ummm'Qm ATX s - c . LECEWSED ASSAYERS 

GEOCHEMICAL ANALYSTS 

Member 

Canadian Testing PHONE: (604) 372-2784 — TELEX: 048-8320 
M m CERTIFICATE OF ASSAY 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS 
V1S1A7 

TO Taseko M ines L t d . 
K-4718 

Box 157 
Certificate No. 

Date J a n u a r y 18, 1982 

A s h c r o f t . B.C. VOK 1A0 ATTENTION: DR. L. ROSS 

that the following are the results of assays made by us upon the herein described samples 

Krai No. Marked GOLD SILVER Cu Mo W 

1 
2 
3 
>x 

5 
6 
7 
8 
9 
10 

11 
12 
13 
14 
15 
16 
17 
18 

Ounces 
Per Ton 

Ounces 
Per Ton 

Percent Percent Percent Percent Percent Percent Percent 

24 
33 
44 
54 
64 
74 
84 
94 

104 
114 

124 
134 
144 
154 
164 
174 
184 

34 
44 
54 
64 
74 
84 
94 
104 
114 
124 

134 
144 
154 
164 
174 
184 
186 

005 
004 
003 
002 
002 
003 
002 
003 
004 
003 

004 
004 

.003 

.003 
003 

.003 
003 

06 
03 
06 
06 
06 
03 
03 
06 
06 
09 

09 
.06 
.06 
.06 
09 
06 

.06 

.04 
L.01 
L.D1 
L.01 
L.01 
L.01 
L.01 
L.01 
L.01 
L.01 

L.01 
L.01 

.01 

.02 

. 02 
. .03 

.02 
Compos i t e 

L means " L e s s t h a n " 

L.001 .02 

NOTE: 
Rejects retained three weeks. 
Pulps retained three months 
unless otherwise arranged. 

Registered Assayer, Province of British Columbia 



C T A 

Member 
Canadian Testing 

Association 

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. 
V1S1A7 

PHONE: (604) 372-2784 — TELEX: 048-8320 

CERTIFICATE OF ASSAY 

B.C. LICENSED ASSAYERS 
GEOCHEMICAL ANALYSTS 
METALLURGISTS 

TO 
Taseko M ine s L t d . 

K-4732 
ix 157 

Certificate No. 

Date J a n u a r y 15 , 1982 

A s h c r o f t , B.C. VDK 1A0 ATTENTION: DR. L. ROSS 

3f tymhp terttfy that the following are the results of assays made by us upon the herein described samples 

Krai No. Marked GOLD SILVER Cu 

1 
2 

/, 
i>. 

5 
6 
7 
8 
9 
10 

11 
12 
13 
14 
15 
16 
17 

Ounces 
Per Ton 

Ounces 
Per Ton 

Percent Percent Percent Percent Percent Percent Percent 

187 
197 
207 
217 
234 
244 
254 
264 
274 
284 

294 
304 
314 
324 
334 
344 
404 

197 
207 
217 
227 
244 
254 
264 
274 
284 
294 

304 
314 
324 
334 
344 
354 
407 

002 
002 
001 
001 
002 
002 
003 
006 
003 
003 

005 
002 
008 
003 
002 
002 
003 

.06 
L.03 
L.03 

.03 
L.03 
L.03 
L.03 
L.03 
L.03 
L.03 

L.03 
L.03 
L.03 

.03 
L.03 

.06 
. .06 

L.01 
L.01 
L.01 
L.01 
L.01 
L.01 
L.01 

.01 

.04 

.01 

L.01 
.01 

L.01 
.01 

L.01 
L.01 

.01 

L means " L e s s t h a n " 

NOTE: 
Rejects retained three weeks. 
Puipn retained three months 
unless otherwise arranged. 

RegisterediXssayer, Province of British Columbia 



CTA 
KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. b.c LICENSED ASSAYEHS 

„ . _ r r n G E O C H E M i C A L A N A L Y S T S 
2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURG ISTS 

csnadianTesting RHONE: (604) 372-2784 — TELEX: 048-8320 
A a s a d a m - CERTIFICATE OF ASSAY 

TO Taseko M ines L t d . K-4506 

Krai No. 

Box 10 
Certificate No. 

Date O c t o b e r 2, 1931 

Savona , B.C. ATTENTION: MR. C. W. DANSEY 

$ \)mbp certify that the following are the results of assays made by us upon the herein described DP Core samples 

Marked 

1 DH3 T1 47 53 .003 
2 DH3 T2 228 - 250 .001 
3 DH3 T3 73 - 93 .002 
4 DH3 T4 250 270 .001 
5 DH3 T5 95 - 140 .002 
6 DH3 T6 140 - 209 .002 
7 DH3 T7 209 — 228 .001 
8 DH3 T8 270 — 291 .002 
9 DH3 T9 316 - 363 .001 
10 DH3 T10 363 - 481 .002 

11 DH3 T11 431 460 .002 
12 0H3 T12 460 - 506 .001 
13 DH3 T13 506 - 537 .002 
14 DH3 T14 615 - 635 .006 
15 DH3 T15 650 — 723 .001 
16 DH4 T16 223 - 247 .001 
17 DH4 T17 519 - 543 .001 
18 DH4 T18 636 - 649 .001 
19 DH3/T19 396 - 420 .001 
20 DH10T20 439 . 5 - -515 .008 

GOLD 

Ounces 
Per Ton 

SILVER 

Ounces 
Per Ton 

Percent Pera yrcent Recent PQfcent •ent 

"NQTU: 
Rejects i Xainerf three weeks. 
I*d!ps reiai,. d three months 
unless dheiyvk s arranged. •—.—— : -

Registered Assr-tyer, Province of British Columbia 



GTA 
KAMLOOPS RESEARCH & ASSAY LABORATORY LTD 

Mombsr 
Canadian Testing 

Association 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. 
V1S 1A7 

PHONE: (504) 372-2754 — TELEX: 048-8320 

CERTIFICATE OF ASSAY 

B.C. L ICENSED A S S - V E ^ S 
G F O L HEMICAL A N / UY3 3 
M E T A L L U R G Y J 3 

TO Taseko M ine s L t d 
Certificate No. K-4506 

Daie Oc tobe r 2 , 1981 

Krai No. 

21 
22 
23 

NOTL: 

3 (jerefap certtfp tfiaf //?e following are the results of assays made by us upon the herein described D D Co re samples 

Marked 

DH9 T21 
DH3 T22 
DH3 T23 

ii three weeks. 

401 - 423 .5 

Trench on Summi 

GOLD 

Ounces 
Per Ton 

.002 

.002 

.002 

SILVER 

Ounces Percent Percent Percent Percent Percent Percent 



CTA 
KAMLOOPS RESEARCH 8c ASSAY LABORATORY LTD. 

Member 
Canadian Testing 

Association 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. 
VIS 1A7 

PHONE: (604) 372-2784 — TELEX: 048-8320 

CERTIFICATE OF ASSAY 

B.C. LICENSED ASSAYERS 
GEOCHEMICAL ANALYSTS 
METALLURGISTS 

TO Taseko M ines L t d . 

iox 15' 

Certificate No. K - 4 / 8 6 — 

n , t P M ^ c h 12, 1902 

A s h c r o f t , B.C. VOK 1A0 ATTENTION: DR. L. ROSS 

I) hmbv rrrtifp that the following are the results of assays made by us upon the herein described samples 

NOTE: 
Rejects retained three weeks. 
Pulps retained three months 
unless otherwise arranged. 

Marked GOLD SILVER Cu Zn 

Ounces Percent Percent Percent Percent Percent Percent Percent 

n fil — Per Ton Per Ton 

1 #3 92 - 102 .005 .12 .01 .10 

2 102 - 112 .005 .09 .01 .10 

3 112 - 122 .005 .07 .01 .19 

4 122 - 132 .004 .07 .01 .15 

5 142 - 152 .004 .03 .01 .10 

6 152 - 162 .006 .07 . 0 ! .03 

7 162 - 172 .004 .03 .01 .04 

H 172 - 182 .003 .03 .01 .04 

9 182 - 192 .003 .03 .01 .03 

10 192 - 202 .004 .07 .01 .05 

11 202 - 212 i oo (a .07 .01 .04 

12 212 - 222 . 004 .07 .01 .07 

13 222 - 232 .005 .07 .01 .07 

14 232 - 242 .006 .03 .01 .04 

15 252 - 262 .006 .07 .01 .08 

16 262 - 272 .009 .09 .02 .07 

17 272 - 282 .003 .12 .01 .50 

18 282 - 292 .003 .09 .01 .03 

19 292 - 302 .005 .15 .01 .08 
20 #3 302 - 312 .003 .07 .01 .03 

Registered l&ssayer, Province of British Columbia 



1 

CTA . 

MemDef 
Canadian Tesi:ng 

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B C. 

B.C. LICENSED ASSAYERS 
GEOCHEMICAL ANALYSTS 
METALLURGISTS 

PHONE: :6041 372-2784 — TELE* 948-8320 

CERTIFICATE OF ASSAY 

TO Taseko ' ' l i ne s L t d . 
Certificate No. K-478o 

Date March 12, 1982 

that the following are the results of assays made by us upon the herein described samples 

Krai No Marked GOLD SILVER Cu Zn 

Par Tnn Per Ton Percent Percent Percent Percent Percent Percent Percent 

21 #3 312 - 322 .003 .09 .01 .03 

22 322 - 332 .004 .07 .01 .05 

23 332 - 342 .007 .09 .01 .02 

24 342 - 352 .007 .15 .05 .10 

25 252 - 362 .004 .09 .01 .02 

26 362 - 372 .006 .07 .01 .04 

27 372 - 302 .003 .07 .01 .03 

20 382 - 392 .006 .12 .01 .10 

29 392 - 402 .005 .03 .01 .08 

30 402 - 412 .006 .07 .01 .02 

31 412 - 422 .005 .09 .01 .02 

32 422 - 432 .004 .07 .01 .02 

33 432 - 442 .007 .07 .01 .02 

34 442 - 452 .007 .09 .01 .02 

35 452 - 462 .010 .03 . .01 .01 

36 #3 462 - 468 .006 .07 .01 .01 

37 #4 72 - 82 .008 .09 .01 .02 

38 82 - 92 .009 .07 .02 .02 

39 92 - 102 .005 .12 .01 .01 
40 #4 102 - 112 .006 .07 .01 .01 

Registered Assayer{ Province of British Columbia 

NOTE: 
Rejects retained three weeks. 
Pulps retained three months 
unless otherwise arranged. 



Canaoan Ttffcng 
Association 

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 

I Q ^ WEST TP&NS C&\'3QA '-I'G'-'WAV fAMLOO0^ a C 

PhONE. ;604) 372-2784 — TELEX: u4a-o3^0 

CERTIFICATE OF ASSAY 

B.C. L ICENSED A53AYERS 
GEOCHEMICAL ANALYSTS 
METALLURGISTS 

Taseko M ines L t d . 
Certificate No. K-4786 

D a t R " a r c h 12, 1982 

3 hmbv rrrtifp that the following are the results of assays made by us upon the herein described samples 

Krai No Marked GOLD SILVER Cu Zn 

Per Ton Per Ten 
Percent Percent Percent Percent sercent Percent Percent 

41 113 - 122 .006 .07 .01 L.01 

42 123 - 132 .005 .03 L.01 .01 

43 132 - 142 .005 .07 .01 .01 

44 142 - 152 .004 .07 .01 .01 

45 152 - 162 .004 .09 .01 .01 

46 182 - 192 .004 .07 .01 .01 

47 192 - 202 .004 .09 .01 .01 

48 202 - 212 .005 .03 .01 .02 

49 212 - 222 .007 .07 .01 .15 

50 222 - 232 .U06 .03 .01 .01 

51 232 - 242 .006 .03 L.01 .01 

52 242 - 252 .004 .03 .01 .01 

53 252 - 262 .005 .07 .01 .02 
54 262 - 272 .004 .07 .01 .01 
55 272 - 282 .005 .09 .01 .01 
56 282 - 292 .006 .07 .01 .02 

57 292 - 302 .006 .03 L.01 .02 
58 302 - 312 .005 .07 .01 .02 
59 312 - 322 .005 .07 .01 .01 
60 #4 322 - 332 .006 .09 .01 .01 

NOTE: 
Rejects retained three weeks. 
Pulps retained three months 
unless otherwise arranged. 

^ Provii Registered Assayed, Province of British Columbia 



C T A 

Member 
Canadian Testing 

Association 

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. 
V1S1A7 

PHONE: (604) 372-2784 — TELEX: 048-8320 

CERTIFICATE OF ASSAY 

B.C. LICENSED ASSAYERS 
GEOCHEMICAL ANALYSTS 
METALLURGISTS 

TO Taseko M ines L t d . 

Box 157 
REVISED Certificate No. K-47B6 

n a t P A p r i l 5, 1982 

A s h c r o f t , B.C. VOK 1A0 ATTENTION: DR. L. ROSS 

3f (jettbp certifp that the following are the results of assays made by us upon the herein described samples 

Krai No. Marked GOLD SILVER Cu /n 

61 
62 
63 
64 
65 
66 
67 
68 
69 
70 

71 
72 
73 
74 
75 
76 
77 
78 
79 
80 

#4 

#4 

#2 
#2 
L means " L e s s t h a n " 

332 
342 
352 
362 
372 
382 
392 
402 
412 
422 

432 
442 
452 
462 
472 
482 
492 
502 
162 
172 

342 
352 
362 
372 
382 
392 
402 
412 
422 
432 

442 
452 
462 
472 
482 
492 
502 
507 
172 
182 

Ounces 
Per Ton 

Ounces 
Per Ton 

Percent Percent Percent Percent Percent Percent Percent 

.014 

.005 

.004 

.006 

.005 

.006 

.012 

.015 

.007 

.030 

.019 

.010 
AMI 
.008 
.007 
.007 
.004 
.004 
.004 
.008 

#2 samp le s £ 

.07 

.07 

.07 

.09 

.07 

.12 

.07 

.07 

.15 

.12 

.17 

.12 

.09 

.15 

.07 

.07 

.03 

.09 

.07 

.07 
r e p r o b a b l y 

L.01 
.01 
.01 
.01 
.01 
.03 
.01 
.01 
.06 
.06 

.03 

.01 

.01 

.01 

.01 

.01 

.01 

.01 

.01 

.01 
nismarkeiJ 

.02 

.02 

.03 

.05 

.02 

.03 

.03 

.02 

.03 

.04 

.10 

.10 

.02 

.10 

.04 

.02 

.03 

.05 

.03 

.02 
#4 ' s 

NOTE: 
Rejects retained three weeks. 
Pulps retained three months 
unless otherwise arranged. 

terejoAssayer, Province of British Columbia 


