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904 - 675 Wmm Bft*tlng8 
Vancouverf B.C, 

BONDAR-CLEGG & COMPANY LTD. 

C E R T I F I C A T E O F A S S A Y 

DATE: 

Submitted: October 6» 1975 
complete-: October 16t 1975 

that the following are the results of assays made by us upon the herein described samples. 
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apectragxaphlc remains on 112(30 to felllov 
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(2000 LBS.) 

Registered Assay ovince of British Colunibia 



j0. Exaton Resources Ltd. 
PAGE No. _ 1 

904 - 675 West Hastings Street 
Vancouver, B.C 

BONDAR-CLEGG & COMPANY LTD. 

C E R T I F I C A T E O F A S S A Y 

REPORT No A25 - 803 
DATE: October 10, 1975 

Samples submitted: October 6, 1975 
Results completed: October 10, 1975 

that the following are the results of assays made by us upon the herein described o r e samples. 

MARKED 

11230 
11231 
11232 
11233 
11234 

GOLD 

Ounces 
per Ton 

0.01 
0.005 
0.01 
0.005 
0.005 

Value 
per Ton 

SILVER 
Ounces 

per Ton 

2.0 
1.1 
0.41 
0.27 
0.33 

Cu 

Percent 

2.75 
2.70 
0.48 
0.50 
1.10 

Percent Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 L B S . ) 

Registered Assayer of British Colurribia 


