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We have tested thirteen samples of So i l submitted by you on February 
23rd, 1967 and report as hereunder: 

RESULTS  
SAMPLE NO, 

W - IS 
W - 28 
W - 3S 
W - 48 
W - SS 

Road * IS 

£ - 2S 
£ - 3S 
£ - 4S 

Fault Cr. 
1A 
tfl 
*3 

COPPER (ppm) 

35 
38 
45 

100 
10 

15 

10 
30 

115 
55 

85 
100 

45 

MOLYBDENUM (ppm) 

50 
50 
50 
45 
35 
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25 
35 
55 
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35 
50 
25 
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