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SAMPLE# Cu Ag Au Fe
% 0Z/T 0zZ/T %
084174 2.57 .47 .005 55,27
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GEOCHEMICAL ANALYSIS (ZIEPQUTJZI?J:CZIXSPIBA
ICP - .500 GRAM SAMPLE IS DIGESTED WITH INL 3-1-2 HCL-HNO3-H20 AT 95 DBG. C FOR ONE HOUR AND IS DILUTED 70 10 ML WITH WATER.
THIS LEACH IS PARTIAL FOR MN FE SR CA P LA CR MG BA 1 B W AND LIMITED FOR NA K AND AL. AU DETECTION LIMIT BY ICP IS 3 PPM.
- SAMPLE TYPE: ROCK AU* ANALYSIS BY ??i? LEACH/AA FRON 10 GM SAMPLE.
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SAMPLE# Cu Pb Zn Ag Au*
PPM PPM PPM PPM PPB
084172 - 17 117 .2 3
245

084173 8131 - - 18.2



