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nriFICATE OF ASSAY 

DATE: S A p h P t n h A r 2 7 , 1 9 7 f t 

Samples submitted: September 25, 1978 
Resutls completed! September 27, 1978 

PROJECT: 

IjCtdbjJ ttfrttfg that the following are the results of assays made by us upon the herein described pulp samples. 

MARKED ~ GOLD- SILVER Sn T O T A L V A L U E 
PER T O N 

(2000 LBS.) 

3504 

Ounces 
per Ton 

Value 
per Ton 

Ounces 
per Ton Percent Percent Percent Percent Percent Percent Percent 

T O T A L V A L U E 
PER T O N 

(2000 LBS.) 

3504 0.22 0.009 
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