
To: Cominco Ltd . 80002 
PAGE No. 

7th Floor 
409 G r a n v i l l e S t r e e t 
Vancouver, B. C. 
V6C 1T8 

BONDAR-CLEGG & COMPANY LTD. 

CERTIFICATE OF ASSAY 

KKI'OKT NO. 
DATE: 

A21 - UJrj 
-September .14,_1981 

Samples submitted: August 17, 1981 
Results completed: September 14, 1981 
PROJECT: Nicholson 

^3 !j£t«Jg t f t t t fg that the following are the results of assays made by us upon the herein described rock. samples. 

M A R K E D GOLD SILVER Cu MoS2 Pb Zn N i wo3 

Ounces Grams Ounces Grams 
per Ton per 

Metric Ton 
per Ton per 

Metric Ton 
Percent Percent Percent Percent Percent Percent Percent 

100452 0 .004 0 . 0 3 0 . 0 6 — _ L 0 . 0 1 0 . 0 1 0 . 0 8 
100453 0 .003 0 . 1 0 0 .17 - - 0 . 0 2 0 . 0 1 0 . 0 2 
100454 L0 .002 0 . 0 4 0 . 0 2 - - O.Cl - 0 . 0 1 
100455 0 .002 0 . 0 8 0 . 2 8 - - 0 . 0 1 0 . 0 1 0 . 0 5 
100456 0 .002 0 . 0 6 0 . 1 1 - - LO.Ol - 0 .02 

100457 L0 .002 0 . 0 5 0 . 1 8 _ _ LO.Ol 0 . 03 0 .06 
100458 L0 .002 0 . 0 4 0 . 1 8 — - L 0 . 0 2 - 0 .17 
100459 0 .003 0 . 0 3 0 . 4 4 — - LO.O l 0 . 0 1 LO.Ol 
100460 L0 .002 0 . 0 4 0 . 0 8 

- . - ... ... . - J L - r u j i 

LO.Ol - 0 . 8 5 
- . - ... ... . - J L - r u j i 

LO.Ol -

I 
1 

L denotes 'less than* 

NOTE: 
Rejects retained three weeks 
Pulps retained three months 
unless otherwise arranged. 

TW 1 NT 
Registered Assayer, Province o 
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