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BARRINGER MAGENTA LIMITED 

Certificate of Analysis 

3750 - 19th STREET N.E. 

SUITE 105 

C A L G A R Y , A L B E R T A 

C A N A D A T 2 E 6 V 2 

P H O N E : (403) 276-9701 

TELEX: 03-827584 

W. Hainsworth 
2310 Carleton St. S.W. 
Calgary, Alberta 
T2T 3K7 

I HEREBY CERTIFY that the following analyses were performed by us on the herein described. 

Report No. 79-641C 

DateNovember 30th, 1979 

R o c k . samples. 

S A M P L E N U M B E R Ag 
oz/T 

Mo 
ppm 

Cu 
% 

Au 
oz/T 

I 

4658 .038 1 .06 .004 

4659 .096 2 .28 .018 

4660 .102 1 2.4 .117 

4661 .055 2 .09 .003 

Note: Rejects retained one month. 
Pulps retained three months 
unless previous arrangements 
made in advance. 

Barringer Magenta 

Signed ^ ^ X ^ ^ \ 



GENERAL TESTING LABORATORIES 
DIVISION SUPERINTENDENCE COMPANY (CANADA) LTD. 

TO: 

20^ - 5060 £&lcaa Str**t 

1001 EAST PENDER ST., VANCOUVER. B.C., CANADA, V6A 1W2 
PHONE (604) 254-1647 TELEX 04-507514 CABLE SUPERVISE 

No.: 

CERTIFICATE OF ASSAY 

DATE: 
* u * . 13/79 

We hereby certify that the following are the results of assays on: Ore 

GOLD SILVER 1MB X3CX X A X 
MARKED & / . 

1MB X3CX 
MARKED 

e e / s t O S / ® * Cu (#) 

IMWM 

0,052 0.50 1.«0 

3S2 0*041 0.18 0.88 

353 0.207 0.30 0.97 

M l 0.050 o.S4 1.02 

355 0.021; 0.14 1.11 

O.OOii 0.0$ 0.05 

r<e 

• U 

/»6-ST 

/ > < ? § • 

i o y 

1 0 / 

1 9 ^ 

> 

NOTE: REJECTS RETAINED ONE MONTH, PULPS RETAINED THREE MONTHS. ON REQUEST 
PULPS AND REJECTS WILL BE STORED FOR A MAXIMUM OF ONE YEAR. 

ALL REPORTS ARE THE CONFIDENTIAL PROPERTY OF CLIENTS. PUBLICATION OF STATE­
MENTS, CONCLUSION OR EXTRACTS FROM OR REGARDING OUR REPORTS IS NOT PER­
MITTED WITHOUT OUR WRITTEN APPROVAL. ANY LIABILITY ATTACHED THERETO IS 
LIMITED TO THE FEE CHARGED PROVINCIAL ASSAYER 

Analytical and Consulting Chemists, Bulk Cargo Specialists, Surveyors, Inspectors, Samplers, Weighers 

MEMBER American Society For Teslmq Maienals - The American Oil CfiemislS Sociely • Canadian Tesling Associalion 
REFEREE AND OR OFFICIAL CHEMISTS FOR National Inslilute 01 Oilseed Products • The American Oil Chemisls' Societv 

OFFICIAL WEICHMASTERS FOR Vancouver Board 01 Trade 



• CHEMICAL RESEARCH AND ANALYSIS 

• CONTRACT LABORATORIES 

T E C H N I C A L 5 E R V I C E L A B O R A T O R I E S 
DIVISION OF B U R G E N E R TECHNICAL E N T E R P R I S E S LIMITED 

1301 FEWSTER DRIVE, MI5SIS5AUGA, ONT. L4W 1A2 
T E L E P H O N E : (416) 625 -1544 

T E L E X 0 6 - 9 6 0 2 1 5 

CERTIFICATE OF ANALYSIS 
Semiquantitative Spectrograph^ 

SAMPLE(S) FROM J o h n S. C a r t e r , 
4019 D a l a r n a B a y N . W . , 
C a l g a r y , A l b e r t a . 
T 3 A 1G8 

L m i S - S T e ^ ^ CWwiM U*vt^- • 
SAMPLE(S) OF R O C K 

REPORT No. 

T - 1651 

I n v . #12062 

> ., « 

Aluminum 

Sample 

5827 
B R L - L M -

A 
' 3% 

Sample 

Manganese 

Sample 

5827 
P R L - L M -

A 
. 0 5 % 

I 
Sample 

Antimony - Magnesium 2% 
Arsenic - Molybdenum -
Barium <. 01% Neodymium -
Beryllium - Nickel -
Bismuth - Phosphorus -
Boron - Silver -
Calcium H Silicon M (5%) 
Cadmium - Sodium . 5 % 
Cerium - Strontium . 0 5 % 
Chromium - Tantalum -
Cobalt Thorium -
Columbium - Tin -
Copper . 0 0 1 % Titanium . 0 5 % 
Gallium - Tungsten _ 

Germanium _ Uranium _-

Iron (Fe) . 5 % Vanadium _ 

Lanthanum Yttrium _ 

Lead Zinc _ 

Lithium _ Zirconium _ 

Extra Elements 

C a e s i u m Platinum 

Gold Rhenium 

Hafnium Rubidium 

Indium Tellurium 

Palladium Thallium 

Figures are approximate: 

C O D E H - High 
M — Medium 
L - Low 

- 10 - 100% approx. 
- 1 - 10% approx. 
- .1 - 1%approx. 

Samples, Pulps and Rejects discarded after two months 

D A T E N o v e m b e r 2 8 t h , 1979. 
TSL FORM § 2 

— Not Detected - Elements looked for but not found 
X Not Looked For 
< Lew Than 

SIGNED 
C T A 



• CHEMICAL RESEARCH AND ANALYSIS 

• CONTRACT LABORATORIES 

T E C H N I C A L S E R V I C E L A B O R A T O R I E S 
DIVISION OF B U R G E N E R TECHNICAL ENTERPRISES LIMITED 

1301 FEWSTER DRIVE, MISSISSAUGA, ONT. L4W 1A2 
T E L E P H O N E : (416} 6 2 5 -1544 

TELEX 06 - 9 6 0 2 1 5 

SAMPLE(S) FROM 

CERTIFICATE OF ANALYSIS 
Semiquantitative Spectrographic 

M r . John ?. C a r t e r , 
4019 Delarna Bay N , W. 
Calgary , A lberta . 
T3A 1G8 ~ ^ . 

REPORT No. 

r - 1759 

Inv. #12031 

SAMPLE(S) OF R O C K C ^ a ^ > ( M om^L. 

Aluminum 

Sample 

5829 

1 0 % 

Sample Sample 

Manganese 

Sample 

5829 

. 1% 

Sample Sample 

Antimony Magnesium 5% 
Arsenic Molybdenum -
Barium .01% Neodymium -
Beryllium • Nickel .002% 
Bismuth m Phosphorus -
Boron m Silver -
Calcium 5% Silicon H 
Cadmium Sodium . 5 % 
Cerium Strontium .05% 
Chromium . 005% Tantalum » 
Cobalt .001% Thorium 

Columbium Tin _ 

Copper . 005% Titanium . 5% 
Gallium Tungsten 

Germanium Uranium „ 

Iron (Fe) Vanadium .01% 
Lanthanum Yttrium 

Lead Zinc -
Lithium Zirconium <r.01% 

Extra Elements 

Caesium Platinum 

Gold Rhenium 

Hafnium Rubidium 

Indium Tellurium 

palladium Thallium 

Figures are approximate: 

C O D E H - High - 10 - 100% approx. 
M - Medium - 1 - 10% approx. 
L - Low — .1 - 1% approx. 

Samples, Pulps and Rejects discarded after two months 

November 30th, 1979. DATE 
TSL FORM § 2 

Gold (Au) oz / ton <0. 001 

- Not Detected - Elements looked for but not found 
X Not Looked For 
< Less Than 

SIGNED 
C T A 

9 


