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Samples R e c e i v e d : J a n u a r y 2 3 , 1973 
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tJCtBtlJ? C t r t t t g that the following are the results of assays made by us upon the herein described p r e samples. 

M A R K E D GOLD SILVER Cu Zn 
T O T A L V A L U E 

Ounces 
per Ton 

Value 
per Ton 

Ounces 
per Ton Percent Percent Percent Percent Percent Percent Percent 

P E R T O N 
(2000 L B S . ) 

40237 0 . 0 3 0 . 0 1 0 . 0 1 
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Extraction ^..L.^?.* From M r v W i l l i a m M . Sharp 

Method A?.?B.̂ .?...AI?.i?.?.̂ P.t.i.9.nt Date J a n u a r y . 2 6 , .19.7.3 19 

Fraction Used -8Q..mesh Analyst K-. . . .B, 

SAMPLE NO. Cu 
p p r n 

Mo 
DDm 

REMARKS 

S t a . l 65 3 

2 1220 4 

3 3 0 ' 8 0 ° 65 2 

4 45 3 

6 107 5 

8 86 1 

10 41 2 

12 62 2 

16 73 2 

20 62 1 

23 45 1 

25 50*100° 39 1 

25 + 7 0 ' s o i l . 195 1 

25 30*180° 138 2 

40 45 1 

49 18 1 

51 3 0 ' 3 2 0 ° 52 3 

53 75 4 

54 110 16 

S t a . 54 + 1 8 0 ' 44 1 

A 1 37 2 

2 92 3 

3 33 2 

4 30 1 

5 115 5 

6 25 1 

7 106 1 

B 0 62 5 

1 65 3 

2 35 2 

3 80 2 



B O N D A R - C L E G G & C O M P A N Y L T D . 

Geochemical Lab Report 
Report No. 2 3 " 2 1 Page No. 

SAMPLE NO. Cu 
ppm 

Mo 
ppm SAMPLE NO. 

B 4 69 3 

5 31 1 

6 40 2 

7 20 1 

C 0+15 94 2 

1 S7 

2 39 3 

3 45 4 

4 60 5 

5 95 3 


