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P R O V I N C I A L ASSAYERS A N D C H E M I S T S 

Office and Laboratory: 

580 Nelson Street, Vancouver 2, B. C. 

that the following are the results of assays made by me upon samples of .Oil 

herein described and received from _* _ .'_____ lli__L_L_____L_ ^ s ^t^* JftlXf 4 felt 19. 

M A R K E D G O L D S I L V E R Copper 
Ounces 

Per T o n 

Value 

Per T o n 

Ounces 

Per T o n 

Value 

Per T o n 

Per 

Cent. 

Value 

Per T o n 

Per 

Cent. 

Value 

Per T o n 

17030 0.2( 0.75 

Gold calculated at $ 

Silver calculated at 

.per ounce. 

cents per ounce. 

N O T E — P u l p s of Samples retained 2 months from date of Receipt. 

Rejects 1 week unless otherwise instructed. 

Calculated at cents per lb. 

Calculated at cents per lb. 

Calculated }at cents per lb. 

P r o v i n c i a l Assayer. 
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