
T S 

A S S A Y E R S 

C H E M I S T S 

G E O C H E M I S T S 

I 
3 2 5 H O W E STREET - V A N C O U V E R 1 , B.C. 

T E L E P H O N E 6 8 4 - 1 3 7 4 

C E R T I F I C A T E O F A N A L Y S I S 800962 
SAMPLE(S) F R O M u M . . 

Manex Mining Limited 
cc/ Manex Mining Ltd, 

Mr. B i l l Sharp 
SAMPLE(S) O F R 0 C K ^ 

R E P O R T N O . 

S-1449 

Sample Ho. 
Silver 
(Ag)oz:ton 

Coppe 
(Cu)* 

9728 0.72 0,50 

9729 1.04 0.91 

9730 0.05 0.05 

9731 0.05 0.23 

9732 0.50 0.60 

9733 4.60 3.14 

9734 6.20 4.90 

9735 13.60 8.55 

9736 1.40 1.30 

9737 3.74 3.87 

9738 6.60 1.27 

9739 1.20 1.71 

9740 1.80 1*15 

9741 0.96 1.10 

9742 2.34 3.48 

9743 3.64 0.91 

9744 1.02 9.16 

D A T E September 291 1967 SIGNED 

D I V I S I O N O F T E C H N I C A L S E R V I C E L A B O R A T O R I E S 



T S 
A S S A Y E R S 

C H E M I S T S 

G E O C H E M I S T S 

L 
3 2 5 H O W E STREET - V A N C O U V E R 1 , B.C. 

T E L E P H O N E 6 8 4 - 1 3 7 4 

C E R T I F I C A T E O F A N A L Y S I S 

SAMPLES) FROM 

SAMPLE(S) OF 

Manex Mining Limited REPORT NO. 

S-1449 

Lead Zinc 
Sample No. (Pb)# (Zn)# 

9731 0.12 0.02 
9732 n i l 0.03 

DATE 


