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BONDAR-CLEGG & COMPANY LTD. 
geologists • geochemists • analysis • assayers 

1500 P E M B E R T O N A V E N U E , N O R T H V A N C O U V E R . B . C . 

P h o n e 988-5315 

C E R T I F I C A T E O F A S S A Y 

TO 14... .Sharp, 

17X-&. Esplanade, 
North Vancouver, B»C. 

Report Number: 
Samples Received: 
Results Completed: 

A29-538 

December 1, 1969 
December 9, 1969 

(3( tp££bjj certify that the following are the results of assays made by us upon the herein described samples. 

MARKED GOLD 

Ounces 
per Ton 

trace 
.04 
.01 
trace 
.015 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

trace 

.08 

Percent Percent Percent Percent Percent Percent Percent 

T O T A L V A L U E 
PER T O N 

(2000 LBS.) 

N O T E : 
Rejects retained two weeks 
Pulps retained three months 
unless otherwise arranged. 

Gold & Silver values reported on these sheets 
have not been adjusted to compensate loses and 
gains inherent in fire assay methods. 

Gold calculated at $ per ounce 
Prnifirt/'o" nf C»-itirli Registered Assayer. Province'of British Coluiribia 



BONDAR-CLEGG & COMPANY LTD. 
geologists • geochemists « analysts • assayers 

TO 

1500 P E M B E R T O N A V E N U E , N O R T H V A N C O U V E R . B . C . 

P h o n e 988-5315 

C E R T I F I C A T E O F A S S A Y 

Mr. W. W. Sharp, R e p o r t Number: 

171 W. Esplanade S t r e e t , Samples R e c e i v e d : 

N o r t h Vancouver, B.C. R e s u l t s Completed: 

A29-538 

December 1, 1969 

December 9, 1969 
ore 

( 3 ff£ndb|J t££ttfy that the following are the results of assays made by us upon the herein described samples. 

MARKED 

/& 2536 J>J>S&* S=XASJT* : 

JZ. ^i>jc/c sOafiM 25 37 Z5~' /°yjts r** 

H 2538 ,JO/T. 

* 2 5 3 9.*-*>*/>*»-
2540 f w . sr* 

GOLD 

Ounces 
per Ton 

£7< Trace 
.04 
.01 
'race 
.015 

Value 
per Ton 

1.40 
.35 

.525 

SILVER 
Ounces 

per Ton 

Trace 

.08 

Percent Percent Percent Percent Percent 

- 7 ^ 

tt 

Percent 

0*S J~W 

Percent 

T O T A L V A L U E 
PER T O N 

(2000 LBS.) 

N O T E : 
Rejects retained two weeks 
Pulps retained three months 
unless otherwise arranged. 

Gold & Silver values reported on these sheets 
have not been adjusted to compensate loses and 
gains inherent in fire assay methods. 

35. 00 
Gold calculated at $ per ounce egistered Assayer, Province o f British Columbia 


