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80)265 
C E R T I F I C A T E O F A S S A Y 

T O Mr. W. Sharp, 

171 W. Esplanade, 

North Vancouver^ B,C. 

(3 fypxdtrjj Certify that the following are the results of assays made by us upon the herein described Ore samples. 

MARKED 

Ores 40276 
40277 
40278 -r <?* 
40279 

GOLD 

Ounces 
per Ton 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

1.8 
.63 

4.9 
10.4 

Cu 

Percent 

2.35 
1.55 
4.23 

12.90 

Percent Percent Percent Percent Percent Percent 

T O T A L V A L U E 
P E R T O N 

(2000 L B S . ) 

N O T E : 
Rejects re ta ined two weeks 
P u l p s re ta ined three m o n t h s 
unless o therwise arranged. 

G o l d & S i l ve r values repor ted o n these sheets 
have not been adjusted to compensate loses and 
gains inherent i n f ire assay methods. 

G o l d ca lcu la ted at $ per ounce 
Reg is tered Assayer , P r o v i n c e of B r i t i B r i t i s h C o l u m b i a 


