
TO 

B O N D A R - C L E G G & C O M P A N Y L T D . 
geochemists • assayers • analytical chemists 

1500 PEMBERTON A V E N U E , NORTH VANCOUVER, B.C. 
PHONE: 988-5315 T E L E X : 04-54554 

CERTIFICATE OF ASSAY 

W.M. Sharp Report No: A21-520 
Samples Rec'd: Aug. 16, 1971 

171 W. Esplanade Results Completed: Aug. 23, 1971 

801370 

North;.;Vancp.uy.erJ. £.«£,.... 

CPirttfy that the following are the results of assays made by us upon the herein described Qre samples. 

MARKED 

Ore 

24305 
25306 

GOLD 

Ounces 
per Ton 

0.005 
0.01 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

0.40 
0.57 

Cu 

Percent 

1.60 

Percent Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

N O T E : 
Rejects retained two weeks 
Pulps retained three months 
unless otherwise arranged. 

Gold & Silver values reported on these sheets 
have not been adjusted to compensate loses and 
gains inherent in fire assay methods. 

Gold calculated at $ per ounce 
Registered Assayer, Province of British Columbia 


