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S A M P L E N U M B E R 
Hg 
ppb 

Sample 
Number 

Hg 
ppb 

T8S-64W-MC" 74 T72S-
8W 167 

16S-64W 61 

24S-40W 98 

24S-64W 108 

31S-48W 79 

32S-8W 61 

32S-24W 161 is 

32S-40W 112 IS 

32S-64W 79 

40S-24W 95 

40S-40W N.S. 

40S-48W 102 

40S-64W 108 ts^ 

42S-8W 122 s' 

48S-8W 158 lS 

48S-24W 119 I/S 

48S-40W 53 

48S-48W 106 cS 

48S-64W 77 

T64S-8W "C" 106 1/ * 


