
INTER OFFICE MEMO
81063~~

CYPRUS EXPLORATION CORPORATION LTD.

VANCOUVER OFFICE

Date: December 29, 1970

To:

From:

Subject:

C. A. Mark

J.B.P. Sawyer

BIG ONION ASSAYS

Ref. 882-CVL

Enclosed, please find, for your records copies of

some further assays from Big Onion drill core of which, I

believe, you may not yet have received copies.

JBPS/jel

Encl.
IRE?LY -1- -=1TO -~OMM~-.~
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I S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS LTD.
REPORT NO.

v 8469
DRILLCORE

Sample No.

C 7 550-560

C 13 800-810

Copper (Cu)%

0.31 ./

0.17

Molybdenum (Mo)%

0.02

0.02

D ~·TE December 11, 1970.A --=--.--..; _

PULP AND RE'-'ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



A.SAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION

DRILl-CORE

REPORT NO.

V-8421

Sample No. Copper (Cu)% Molybdenum (No)%

C 14 772-780 0.17 0.01

780·-'790 0.11

790-800 0.18

80o~8l0 0.10 0.01

810-820 0.02

820-830 trace

830840 0.01 0.01

81l'O-860 trace

870-880 trace

89G-900 trace 0.02

910-920 trace

930-940 trace

950-960 trace 0.02

970-980 trace

990-1000 trace
1010-1020 0.01 0.01

1030-1040 0.04

1050-1060 0.02

1070-1079 0.01 0.01

November 24, 1970.DATE _

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYERS

CHEMISTS

GEOCHEM IS,..

325 HOWE STREET - VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP.

DRILLCORE

REPORT NO.

V 8422

Sample No.

C 15 610-620
630-640
650-660
670-680
690-700
71Q-720
730-740
750-760
760-770
780-790
810-820

1050-1059

DATE November 24, 1970.

Copper (Cu)%

0.25
0.21
0.67/
0.53 .'
0.39-
0.54-
0.33/
0.26
0.17
0.13
0.23
trace

PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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T S L

A88AYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET - VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

REPORT NO.

v 8433

Sample No.

C 16 54-70

80-90

100-110

120-130

140-150

160-170

180-190

200-210

220-230

240-250
260-270

280-290

300-310

320-330
330-340
3)C-300
370-380

390-400

-L-I~lO-420
'- ••• ,: ." 30-440

i,. '--"", -----,----4 ;U'] ,
I,,'

U"

U",i; d ,':..r;.,::; hi; ,', ,t ,"','; ',',1;",',*
I!:: 'b~..::..f' ......,;; ~ '%, L Ii ~" "','-

, ---- '."'. ~',

Copper
(Cu)%
0.03

0.04

0.04

0.07

0.16

0.10

0.13

0.08

0.06

0.01

0.02

0.01

0.05

0.15

0.11

0.10

0.17

0.26,

0.46..

0.01

~lolybdenum

(l-'10) %
0.01

trace

trace

0.01

0.01

0.02

November 26, 1970.DATE ~ _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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T S L

A.SAYERS

CHEMISTa

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION
REPORT NO.

V 8434

DRILLCORF

Copper ~101ybet~num

Sample No .. (Cu)% (~lo) %

C16 450-460 0.02 0.01

470-480 0.01

490-500 0.02

510-520 0.11 0.02

530-540 0.04

550-560 0.08

570-580 0.10 0.01

590.600 0.2'3

61 (1-620 0.28-

G3U-640 0.11 0.01

650-660 0.10

670-680 0.21

690-700 0.16 0.01

:' 10- 72 0 0.22

730-740 0.28 -

750-760 0.27- 0.03

'170-780 0.26 -

w~
790-800 0.08

I~
810-820 0.34- 0.02

830-840 0.17

November 27, 1970.DATE --- _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S L
ASSAYERS

CHEMISTS

GEOCHEMIS,..

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

Copper ~lolybdenum

Sample No. {Cu)% (l-lo) %

c 16 850-860 0.01 trace

870-880 trace

890-900 trace

910-920 trflce trace

REPORT NO.

v 8435

November 26, 1970.DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



i.

I S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLB(S) FROM

SAMPLB(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP.
REPORT NO.

V 8444
DRILLCORE

Sample No.

C 16 930-940

970-980

1010-1020

C 18 60-70

100-110

140-150

180-190

220-230

260-270

290-310

340-350

380-390

-120-430

460-470

500-510

540-550

580-590

Copper
(Cu)%

trace

0.01

trace

0.01

trace

0.03

0.02

0.01

0.01

0.01

0.01

trace

trace

trace

trace

trace

trace

Molybdenum
(Mo)~

0.02

0.04

0.01

0.02

0.01

0.02

""-1~--'\~ l~~: ; ...,"
'\ i I 0.~~... :

111 l
! L'. < ~. ."'~ 1'1""0, I
:i. n1 L' .~~ / J. \ i,

.... t', J. r."f1"--T;-··· """,'''''-1--'.'-n-r..'-....Jf. ,i I,',Ub- I 1'~IL " ,',;,
:U" 'L-d I";)l-"j: -j ,,-_.j ..- ,

• ' "'""""", c__ ... L \ .....JiI..-...../

December 2, 1970.DATE ....;..-. _ SIONED~
PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



..

IS l
A88AYERS

CHEMI8TS

GEOCHEMISTS

325 HOWE STREET - VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLECS) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION

DRILLCORE

Copper Molybdenum
Sample No. (Cu)~ (Mo)~

C 18 620-630 trace 0.01

660-610 trace

100-710 trace

740-750 trace 0.02

180-790 0.01

820-830 trace

860-810 trace 0.02

900-910 trace

940-950 0.04

980-990 trace trace

1020-1030 trace

1060-1070 trace

1100-1110 trace 0.01

1140-1150 trace

1180-1190 0.07

1220-1230 trace 0.02

1260-1270 0.02

1300-1310 0.06

1340-1350 0.02 0.02

1380-1390 trace

REPORT NO.

v 8468

DATE December 11, 1970.
----------~~-----

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



..

I S L
A••AYIER.

CHEMI.TS

GEOCHIEMI.TS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS LTD.
REPORT NO.

V 8482
DRILLCORE

Sample No.
Copper Molybdenum

(Cu)% (Mo)%
C 18 1390-1398 0.07 0.03
c 19 10-20 0.03

50-60 0.04
90-100 0.03 0.02

130-140 0.03
170-180 0.02
210-220 trace trace
250-260 trace

290-300 trace

330-340 trace trace
370-400 trace

430-440 trace

470-480 trace trace
51.0-520 C.Ol

550-560 trace

590-600 0.03 trace
630-640 0.01
670-680 0.06
710-720 0.03 trace
750-760 D.02

SIGNED~_Q_-December 21, 1970.DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



I S L
ASSAYIERS

CHIEMIS,..

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION LTD.
REPORT NO.

v 8483

DRILLCORE

Sample No.
Copper M,01~rbdenum

(Cu)% (~io)%
C 19 790-820 0.02

850-860 0.01

890-900 0.05 trace

930-940 trace

970-980 trace

1010-1020 trace 0.01

1050-1060 trace

1090-1J.00 trace

1108-1116 trace 0.02

December 21, 1970.DATE _ SIONBD~ _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



INTER OFFICE MEMO

CYPRUS EXPLORATION CORPORATION L.TD.

VANCOUVER OFFICE

To: C. A. Mark

From: C. C. McFall

Subject: PROGRESS ON BIG ONION

TO
/REPLY I
ICOMMENT I

RETURN TO

NOV 12 1970
.-

1_111~ 5
2 6_.
3 7

4 8

Date: November 10, 1970

Ref: 738-CVL

Enclosed are the latest assays on C-14 and C-15 drill
core from Big Onion. In hole C-14 copper assays averaged
0.45% for 110 ft. (510 ft - 620 ft), and 0.38% for 262 ft.
(510 ft - 772 ft T.D.)

Mineralization at the bottom of the hole was magnetite,
pyrite, chalco-pyrite, and some bornite in quite vuggy
silicified andesite. The hole was to be re-entered Sunday
evening Nov. 8 (after a delay caused by a water line freeze-up)
and deepened below 772 ft.

Hole ~~15 was stopped at 1059 ft. Friday morning in
barren red ~ffs. Mineralization 560 - 800 ft. was reported
to look good.

We will send a report on the IP work in the Smithers
area and drill logs on C-14 and C-15 soon.

per:

CCMcF/aw

c.c. W. o. Irish



...
1 I S' ·

. L
A••AYE .

CHEM .....

ClEOCHEM••'B

325 HOWl ITIIIT • VANCOUVIR 1, a.c.
TELE~HON E 888.3504

CERTIFICATE 0 ... ANALYSIS

SAMPLB<S) FROM CYPRUS EXPLORATION CO. LTD.
REPOItT NO.

SAMPLB(S)OF IItILLCCItE
v 8255

co~r Molybdenum
Sample No. (0\1 (Mol'

c 14 350-360 0.28

370-380 0.12

39C>-400 0.1; trace

. 410-420 0,24

430--44Q O.~

450-460 0.10 trace

470.-L.80 0,15

490-500 0.+3

510-520 0.45 ~ trace
..

530-540 o. 51 ~.~

DATE N~o....v~emlllbWle...r...,j4....., ..1....9...70..... _

PULIit AND Re:.Je:CTS DISCARDED. AFTER :3 MONTHS • DIVISION 0'" TECHNIOAL SERVICE LABORATORIES



A••AYEM

CHEN••.,.

GEOCHDI ••.,.

325 HOWl ~Tlln • VANCOUVII 1, I.C.

TELEPHONE 4588.3504

CERTIP'ICATIE 0 ... ANALYSIS

SAMPLBS) FROM CYPRUS EXPLORATION CO. LTD.
REPORT NO,

V 8256

SAMPLE(S) OF DRILLCORE

Sample No.
Co~r

(Cu.~
Molybdenum

(~.~

trace

trace

trace

trace

0.43-

0,3~

~.40

9·19

0,25

0.~6

9.17

0,79""

0.18

C 14 550-560

570-580

590-600

610-620

630-640

650-66~

670-680

690-:-.7rIJ

730r1140

750-760

760-772

-~
IJ 6 -1970 \

~-ts\1

DATE N....;o....;v..;,em..;.;.b.;;.,e;;.;r~4~• ...;;1;;,,;9....7.-0.:.. _

PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION orr TECHNICAL SERVICE LA.ORATORla•



-..
.,. .' ..

A••AVE".

CHEM ••,..

aEOCHEM••T8

SAMPLB<S) FROM

SAMPLS<S) OF

325 HOWl STREn • VANCOUVII 1, I.C.

TELEPHONE 688.3~04

CERTIFICATE 0 .. ANALYSIS

CYPRUS EXPLORATION COOP. LTD.
REPORT'NO.

V 8262

DRILLCORE

Sample No.

C 15 54-70

70-80

80-90

90-100

100-110

120-130

140-i50

160-170

180-190

200-210

220-230

240-250

260-270

280-290

300.!.310

320-330

0-350

L--'''''''''-~M"T'".,..,~60-370

Cop{>~r

(Cu~

0.01

trace

0.01

0.03

0.02

0.02

0.06
0.16

0.20

0.12

0.05

0.02

trace
I -

trace

0.01

0·96
0.04

0.00

Molybdenum
.(Mo)%

-
0.01

"t-rac-e

trace

0.01
I-

November 6, 1970.DATE _

t-ULP AN,D REJECTS DiSCARDED AFTER 3 MONTHS

~810N1D

.". DIVISION OF TECHNICAL SERVICE LA.'ORATORIES
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INTER OFFICE MEMO

CYPRUS EXPLORATION CORPORATION

VANCOUVER OFFICE

Date:

To: C. A. Mark

From: C. C. McFall

Subject: PROGRESS ON BIG ONION

Enclosed are the latest assays on C-14 and C-1S drill
core from Biq Onion. In hole C-14 copper assays averaged
0.45% for 110 ft. (510 ft - 620 ft), and 0.38% for 262 ft.
(510 ft - 772 ft T.D.)

Mineralization at the bottom of the hole was'magnetite,
pyrite, chalco-pyrite, and some bornite in' quite vuggy
silicified andesite. The hole was to be re-entered Sunday
evening Nov. 8 (after a delay caused by a water line freeze-up)
and de~pened below 772 ft.

Hole C-1S was stopped at 1059 ft. Friday morning in
barren red ruffs. Mineralization 560 - 800 ft. was reported
to look qood.

We will send a report on the IP work in the Smithers
area and drill loqa on C-14 and C-1S soon.

perl

CCMcF/aw

c.c. W. o. Irish



A••AYIER.

CHIEM18ft

GIEOCHIEMI.ft

325 HOWl STRID • VANCOUVR 1, Le.

TELEPHONE 688.3504

CERTIFICATE 0 .. ANALYSIS

SAMPLBS) FROM CYPRUS EXPLORATION CO. LTD.
REPORT NO.

SAMPLB(S) OF IRILLCCRE
v 8255

co~r Molybdenum
Sample No. (CU (Mo~

C 14 350-360 0.28

370-380 0,12

390-400 0,15 trace
- .

. ·410-~0 0,24

430-440 0.09

450-460 0.10 trace

470-480 0,15

490-500 0.13 -
510-520 0.45 ~ trace

530-540 0.51--

DATE ..::;N:.¥o~v..emwblroae~r_4....., ...lw9....7.w.Q.~ _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION 0 ... TECHNICAL SlEltVICI: LABOltATORIU



;;:,'

AeeAYEH

CH.Mlen

a.OCHEM18TS

SAMPLB<S) FROM

SAMPLBCS) OF

325 HOWl STlln • VANCOUVD 1, I.C.

TELI:..HONE 688.3504

CERTI ...ICATIE 0 .. ANALYSIS

CYPRUS EXPLORATION CO. LTD.
RePORT NO.

v 8256
DRIIJ.,CORE !

cop);r
Sample No. (Cu.

C 14 550-560 9·,6"

570-580 9·48 -

590-600 0,3~""

610-620 9·40-

630-640 9·19

650-660 0,25

670-680 0.26
01)1) -~qO ,~,

690-700 0.17
112°l30 '\ .'1+
7.3~ 40 0,79-
140 -'1r:J I 1'0
750-760 0.~8

760-772 0.43-

Molybdenum
(Mo)%

trace

trace

trace

trace

600 - 11)2 e:: ~ 31C~

120 - 'lY)"L z -' <;;q C~

DATI N....;;o~v..;.;em;,;,;,;,b;;..;;e;.;;.r_4..,a....;;;1.97"'-0;;,.::.:....-. _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF' TECHNICAL SERVICE LAIIORATORI1:8



'--

.~,.;',.",;',',..•\1
-'1

A••AYER.

CHEMI8TS

GIEOCH11MI.,..

SAMPLB<S) FROM

SAMPLS(S) OF

325 HOWl STRln • VANCOUV. 1, I.C.

TELEPHONE 6e8-3~04

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

V 8262

IIlILLCORE

co~r
Sample No. (Cu

C 15 54-70 0.01

70-80 trace

80-90 0.01

90-100 0.03

100-110 0.02

120-130 0.02

140-i50 0.06

160-l70 0.16

180-190 0.20

200-210 0.12

220-230 0.05

240-250 0.02

26()..270 trace

280-290 trace

3QO.!.310 0.01

320-330 0·96
0-350 0.04

~6~370 0.00

Molybdenum
,(MO)<1J

-
0.01-

trac·e

-'-
0.01

November 6, ~970.DA1'2 _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS

~~IIONID . ".,-

• -' DIVISION OF TECHNICAL SERVICE LA.ORATORIE.
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CYPRUS EXPLORATION CORPORATION, LTD.
810 W.trr HAaTlNCI n

VANCOUV." at ...In COLU....A
"""HON&: SCM

November 5, 1970

Mr. J. E. Worthington
Cyprus Mines Corporation
West 422 Riverside Avenue
SPOKANE, Washlnqton
USA 99201

Dear Joel

';j

!l!JF

ReI Bi9 Onion Project

As I discussed with Terry Melancon .arlier this
week, I am shipping to your lab at Phillipsburg two boxes
containing drill core from our Bi9 Onion Project. Attached
is a list showing the sampl•••

. I would appreciate it if you could arrange for
the.e sampl•• to be crushed and analyzed using ·the s.me
procedures th_t you have evolved for handling your
Thompson Creek material. A. is usual, the as.aying we have
had done at commercial lab. up here haa produced fairly
wide variations 1n Mo content. I understand fro. Terry that'
you are fairly well satisfled with the re8ults you are getting
now and we would be lnterested to have a reliable cheek of
this sort on some of our assays.

Your Thompson Creek Project sounds as though it
will make the grade and we cert_inly wi.h you every succe••
ln brlnginq ln "one of the world's large molybdenum mine....

Glad to hear that you are pretty mobile again.

Yours truly,

J. B. P. Sawyer
Manager - Canadian Exploration

JBPS/aw

e.c. T. s. Melancon
C. A. Mark .....#',.
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- --~
BIG ORI"ON PROJECT

BRITISH COLUMBIA

-1 BOX #1
.'

1- D.D.H. FOOTAGE

C5 100 - 110

150 160

230 - 240

300 - 310

350 360

400 - 410

C7 650 - 660

ell 100 - 110

180 - 190

C12 100 - 110

C13 1400 - 1410

Box #2

Cl 600 - 610

850 860

890 910

1200 1210

810 - 820

C5 450 - 460

C7 550 - 560

600 - 610

700 710

Cll 150 - 160

C12 500 - 510

900 - 910

C13 800 - 810
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INTER OFFICE MEMO

CYPRUS EXPLORATION CORPORATION LTD.

VANCOUVER OFFICE

Date: October 28, 1969

To: T. S. Melancon

From: J.B. P. Sawyer

Subject: BIG ONION SAMPLE - ASSAY

Attached please find a copy of the assay result on the sample

(No. Y 217) you took on the Big Onion last month.

Sample Y 274 is from Area "Btl, Highland Valley,

collected by C. McFall.

~

JBPS/jel

Attachment

OCT3l 1969
1 l I~

2

1'1 -4 ' - 1 -' ~-~-'



----..,-,-.- ._~----_ ...._- .-..-._.~.~~-..._.,~. -

"HONE: 88!5- !5821

File ·'3Z0 185/186
CERTIFICATE OF ASSA.Y

J. R. WILLIAMS &SON LTD.

.. - ....~.......-.-._.
I'

-trt1~. ~..,
\

PROVINCIAL ASSAYERS AND CHEMISTS

Office and Laboratory:

580 Nelson Street, Vancouver 2. B. C.

J _tttbp tCtttifp that the following are the results of assays made by me upon samples of-------------~~~---------------
herein described and received from M_~_~~_~_~_~ ~.Y.:2:.~~_~__~~~~_~_~~_~~~ __~_~__!'P.: ~td. ~~!~~_!_~ __~_!_!! 19__b9 _

)

1

I
I

I

, I
I I

I j

_J__l
~I_-

o. 17 I

0.04

Copper----- ~ - - YOSz - t=--'
- -f. .. «---< -----~.- -- --------- -- --- .. ---

Vallie Per Value I Per Vahle Per
Per TOIl Cent. Per TOIl I Cad. Per TOIl Cad.

f - - --. ---t--------r- -_.- ---- ---I
1$ ,I' I
, ! I I

: I I
I I I; I I
I I I

Trace! ! I

I
I
I
I·
I
I
I

1 •

SILVER

0.05

~-<.

•

0.015

-._--- --_.. ---

0uDca VaIDe 0uDca
Per Ton Pel' TOIl Per TOIl

I
i

I '
I I

i I I 11

I I

_____L__~ J------.

--_.__ ._--~. -~._-,-_. -- ------_ .. __ ..__ .- ---------
----- ------·-·T--····-'-~-··--

MAJUtED GOLD

'fs·r1~lo.~coVJ spil?l
~~ o.,;o~ I ~l'4i tkf~.Y 21 7

., f1tft-l/ ~fk Y Z74
~ &, rltulnHt C.'I H, \/'

Gold 'talculat~d at $ P~,. ounc~.

Silver calculated at cents pe,. ounc~.

NOTE-Pulps of Samples retained 2 months fromidate of Receipt.
Rejects 1 week unless otherwise instructed.

Calculated at . . c~ntJ p~,. lb.

Calculat~dal . c~ntJ p~,. lb.

Calculate4~ cen/J per lb.

_______Provincial Assayer.
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1 S L
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATION CORP.
REPORT NO.

8-9052

SAMPLE(S) OF DRILLCORE

ICAL SERVICE LABORATORIES

SIGNBD ----~:...-..".r:;.----==:;;:;;;;;:::-::.-----

•

Sample No. Copper (Cu)% Molybdenum (Mo)'/,

Cl 10-20 0.02 0.01

C1 20-30 0.03 trace
,

Cl 30-40 0.01 j:)race
C1 40-50 0.01 trace
el 50-60 trace trace
el 60-70 trace 0.01
C1 70-80 trace trace
Cl 80-90 trace trace
C1 90-100 0.01 0.01
C1 100-110 trace trace
C1 110-120 trace trace
Cl 210-220 trace trace
Cl 220-230 trace trace
Cl 220-230 0.01 trace
C1 230-240 trace 0.01
Cl 240-250 trace trace
C1 250-260 trace trace
Cl 260-270 0.01 trace
C1 260-270 0.01 trace
e1 270-280 0.01

DATE July 6, 1970.----_.:..----:._...;...;..-------
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS



J.. '
\

TS l
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

Cyprus Exploration Company

DRILL CORE

REPORT NO.

S-90S3

Copper Molybdenum
Sample No: (Cu)~ (Mo)~

C1 280-290 0.02 trace
290-300 0.02 trace
300-310 0.02 trace

320-330 0.02 0.01
330-340 0.01 0.01

340-350 0.02 0.02

350-360 0.02 trace

370-380 0.03 0.01

380-390 0.02 trace

390-400 0.02 0.02

C1 1220-1230 0.01 0.02

1230-1240 0.02 0.01

1240-1250 0.02 trace
1250-1260 0.02 trace
1260-1270 0.02 trace
1270-1280 0.02 0.02

1280-1290 0.01 trace
1290-1300 0.01 trace

Cl 1300-1310 0.01 0.01

1310-1320 0.02 'trace
1320-1330 0.01 trace
1330-1340 0.01 trace
1340-1350 O~Ol 'trace

DATE July 8, 1970 SIONED~
PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPKUS EXPLORATION CORP. LTD.
REPORT NO.

5-9036

SAMPLE(S) OF Pl~ILLCORE

SIGNBD --,."'---,+-- _

• DIVISION, OF TEC~ALSERVICE LABORATORIES

S::lmr J.~ No. COl. :er ( en ) 1\,01 vhdennJ:! {Lo ) of
\ IU

Cl l30-140 o. 06 trace

Cl 140-150 u. 01 trace
,~ ., 1 ~ .-1(,0 trace O. n:::c, , )

Cl -, ()!)-170 trace o. 1)2

Cl 1.70-180 o. 02 u. til

C1 1[U-10u o. Ul u. 04-

Cl ] q1J-2 no o. 2d tl'ace

C' 21,n-210 u. OJ t,1'3Ce" I

C1 2 10-220 u. 04 u. (;2

C1 '790-6(1 /: o. 57 - o. 05
C 900-910 o. 24 - u. (;s

Cl 910-92 () o. 3b - u. 0.1
C1 02 ()- 9::; II o. 16 \. ; .,}2

Cl 930-~\4iJ u. 15 trace

Cl 94U-QSC o. 11 u. (Jl
('1 () 50- Q6~: C of t,race... L I.

Cl 96o-97u o. 2U - ~1 • ~, ) ~~

Cl 970-980 o. IE r) 01\ ..
Cl ()bO-QQO o. 34 u. 04
Cl 99S-1 (100 () .37 - ll. (J4

Junp 30, 1070.DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS



1 S L
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATION LTD.
REPORT NO.

5-9042

SAMPLE(S) OF DRILLCORE

CHNICAL SERVICE LABORATORIES

SIGNED __~"'--_+----------

•

Sample No. Copper (Cu)% Molybdenum (Mo)%

Cl 500-510 0.03 0.01
Cl 510-520 0.04 0.02

C1 520-530 0.09 0.01
Cl 530-540 0.12 0.02
Cl 540-550 0.04 O~.O2

C1 550-560 0.11 0.02
Cl 560-570 0.12 0.01
C1 570-580 0.07 0.01
C1 580-590 0.06 0.01
Cl 590-600 0.06 0.02
C1 600-610 0.09 0.01
C1 610-620 0.06 0.01
Cl 620-630 0.03 trace
C1 630-640 0.06 0.01
Cl 640-650 0.06 0.02

Cl 650-660 0.07 0.01
Cl 660-670 0.04 0.01

Cl 670-680 0.05 0.02
Cl 680-690 0.07 O.~--

\

C1 690-700 0.08
\

0.01\

July 6, 1970.DATE _

PULP AND REJECTS DISCARDED AFTER 3 MONTHS



1 S l
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATION CORP.
REPORT NO.

8-9043
SAMPLE(S) OF DRILLCORE

DIVISION

SIGNBD -----"71'----,...-------
•

Sample No. Copper (Cu)% Molybdenum (Mo)%

Cl 700-710 0.06 0.02
Cl 710-720 0.06 0.02
CL 720-730 0.23 0.03
C1 730-740 0.08 U.02

C1 740-750 0.06 0.04
Cl 750-760 0.07 0.02
C1 760-770 0.13 0.04
CL 780-790 0.68 - 0.06-
Cl 800-810 0.37 - 0.04
Cl 810-820 0.27 - 0.04
Cl 820-830 0.32 - 0.03
Cl 830-840 0.26 - 0.01
Cl 840-850 0.31 - 0.01
Cl 850-860 0.56 - 0.03
C1 860-870 0.73 - 0.04
C1 870-880 0.64 - 0.03
Cl 880-890 0.13 0.03
C1 890-900 0.37 - 0.04
C1 770-780 0.22 0.05
CN-1 0.16 0.01

July 6, 1970.DATE ........ _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS



1 S l
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATION CORP.
REPORT NO.

5-9045

SAMPLE(S) OF DRILLCORE

NICAL SERVICE LABORATORIESDIVISIO

-------"~.SIGNED --,._--,. _

•

Sample No. Copper (Cu)% Molybdenum(tlo)%

Cl 1000-1010 0.57 0.05

C1 1010-1020 0.18 0.01

CL 1020-1030 0.30 - 0.02

C1 1030-1040 0.20 0.01

C1 1040-1050 0.26 0.01

C1 1050-1060 0.33 - 0.02

C1 1060-1070 0.27 0.01

C1 1070-1080 0.44 -- 0.01

Cl 1080-1090 0.23 0.01

C1 1100-1110 0.16 0.02

Cl 1110-1120 0.36 - 0.01

C1 1t10...1130 0.52 .-- 0.03

Cl 1130-1140 0.19 0.01

C1 1140-1150 0.01 trace

C1 1150-1160 0.01 trace

C1 1160-1170 0.01 trace

C1 1170-1180 0.01 trace

Cl 1180-1190 0.03 trace

C1 1190-1200 0.01

Cl 1200-1210 0.01

DATE July 6, 1970.
-------:;~--~.....;....,,;------

PULP AND REJECTS DISCARDED AFTER 3 MONTHS



COAST ELDRIDGE PROFESSIONAL SERVICES DIVISION

~.....
QIrrtifiratr of Assay

WARNOCK HERSEY INTERNATIONAL LIMITED FILE NC.
461 - 12198

PHONE: (604) 876-41 1 1

TELEX: 04·50353
CABLE ADDRESS:

ELDRICO

-haly 23. 1970
DATE

;

VANCOUVER 10. B.C.. ,CJNAOj

fhuks_
125 EAST 4TH AVE.

70:

.CJ'pnas... lxp.lora.t.101l•...CQrPQratle.n Ltd.
1101 - S10 weat B••tiBIS street

.YallC.ouver Z C .
cc:
.C7PTU8...Exp.lor.at.l.o.n...CQrP~.t.l~ Ltd.
c/o tateaitle Hotel
s.ltb"~'.J....I ...C....... ._.... .........
AnlftICII: Mr. C. carew ,crall

samples------------------.1 u:--con------------------------------------
GOLD SILVER . Total

MARKED OUNC ES VALUE OUNCES ~ ... q:JtR \,-#U)!MOly"_'" PER PER PER PER
PER TON PER TON PER TON CENT. CENT{Ua\ CENT. CENT. CENT. CENT.

$

C - 1 - 770 - 780 0.26 0.037
C - 1 - 810 - 820 0.28 0.024
C - 1 - 860 - 870 0.74 0.019
C - 1 - 920 - 930 0.16 0.001
e - 1 - 1120 - 1130 0.52 0.017

C - 1 - 970 - 980 0.17 0.00'
C - 1 - 1020 - 1030 0.30 0.005
C - 1 - 1070 - 1080 0.44 0.004

- ~

~e~vQItrli:fV that the following are the results of assays made by us upon submitted

Note. Rejects retained one week.
Pulps retained one month.
Pulps and rejects may be stored for a maximum
of one year by special arrangement.

Unless it is specifically stated otherwise, gold
and silyer yalues reported on these sheets haye
not been adjusted to compensate for losses and
gain inherent in the fire assay process.

Gold calculated at , per ounce

/,.

~6 Zp7/!.___________________ Provincial Assayer--------------------------------------------------,----

ALL REPORTS ARE THE CONFIDENTIAL PROPERTY OF CLIENTS. PUBLICATION OF STATEMENTS, CONCLUSIONS OF EXTRACTS FROM OR REGARDING

OUR REPORTS IS NOT PERMITTED WITHOUT OUR WRITTEN APPROVAL. ANY LIABILITY ATTACHED THERETO IS LIMITED TO THE FEE CHARGED.





TSt
ASBAYERS

CHEMISTS

GEOCHEM ISTS

SAMPLE(S) FROM

SAMPLE(S) OF

32$ HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRVS EXPLORATION CORP. LTD.
REPORT NO.

5-9059

DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C2 10-20 0.02 0.02

40-60 0.02 0.01

80-100 0.02 0.02

120-140 0.03 trace

200-220 0.01 0.01

240-260 0.03 0.01

280-300 0.02 0.01

320-340 0.01 0.01

360-380 trace 0.01

400-420 0.01 0.01

440-460 0.01 trace

480-500 0.01 trace

520-540 0.01 trace

560-580 0.04 trace

600-620 0.05 0.01

630-640 0.22 0.03

640-660 0.09 0.02

680-700 0.09 0.02

720-740 0.08 0.01

760-780 0.04 0.01

DATE J_u_1.;..Y_9..;...._1_97_0_. _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 Sl
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

REPORT NO.

S-9060

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C2 800-820 0.22 0.01

840-860 0.18 0.01

880-900 0.26 0.02

920-9~O 0.06 0.01

940-950 0.05 0.01

960-980 0.10 trace

1000-1020 0.04 0.01

1040-1060 0.05 trace

160-180 trace 0.01
'.

SIONl!O'~--DATE J_u_l_y_9......;..._1_9_i_0_. _

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

REPORT NO.

5-9068

Copper l-lo1ybdanum
Sample No. (Cu)% (ltio) %

C2 1080-1100 0.06 0.01

C2 1120-1140 0.05 0.01

C2 1160-1180 0.10 trace

C2 1200-1220 0.07 0.01

C2 1240-1260 0.14 0.01

C2 1280-1300 0.07 0.02

C2 1260-1280 0.12 0.01

C2 1300-1320 0,14 0.02

C2 1320-1340 0.13 0.01

DATE J,;;;..u~1;;;;;Ay&-..;;1;;;;,a,3'-l11~1~9.&.7 .....0..:... _ srGNIlD·~
PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S L
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATION CORP. LTn.
REPORT NO.

V-9072

SAMPLE(S) OF DRILLCORE

DIVISION OF TECHNICAL SERVICE LABORATORIES

SIONI!D~
•

1970.

DISCARDED AFTER 3 MONTHS

Copper J.'lolybdenum
Sample No. t

(Cu)% (Mo)%

C2/1340-60 0.16 0.02

C2/1360.. 80 0.18 0.02

C2/1380-1400 0.15 0.03

C2/1400-20 0.15 0.02

C2/1420-30 0.46 - 0.02

C3/80-100 0.02 0.03

C3/120-130 0.03 0.03

C3/160-180 0.06 0.02

C3/200-220 0.06 0.01

C3/240-260 0.03 0.02

C3/280-300 0.03 0.02

C3/320-340 0.02 0.03

C3/360-380 0.04 0.02

C3/400-420 0.03 0.03

\, 0.01 0.01
,...._"'~ ", l"'-,,.



....'1 S
. L

ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

Cyprua Exploration Corp. Ltd.
REPORT NO.

8-9062

DRILL CORE

Sample No:

C-2 1326-1336

C-2 1336-1346

July 8, 1970

Copper
(Cu)%

0.18

0.22

Molybdenum
(Mo)%

0.01

0.01

SIGNBDDATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



· .

1 S L
ASSAYERS

CHEMISTS

CiEOCHEM ISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP.

DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (Mo)%
C 2 1450-1460 0.10 0.01

1460-1470 0.19 trace

1470-1480 0.08 trace

1480-1490 0.10 0.01

1490-1500 0.20 trace

1500-1510 0.06 trace

1520-1530 0.21 trace

1540-1550 0.15 trace

1560-1570 0.02 0.01

1580-1590 0.02 trace

1600-1610 0.02 trace

REPORT NO.

8-9241

DATE -=S~''-Ip~tlUleUIJmub~elll.er~2Lli111to.t .........1.....9w7o..1Q''-lI.~--

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS •
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1\' ,.. ...
1 S l

ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLB(S) FROM

SAMPLE(S) OF

cyrKUS rXPLOKATION COKP. LTD.

DRILLCORI

C01'I,er t·.olybd eIlum
barrll)l e No. (Cll)~f, (1"10) 1

C-3 480-500 0.10 U.02

C-3 520-54u 0.06 (). U1

C-3 54D-500 U.ll {).02

C-3 S8t)-60\l 0.08 0.02

C-3620-64\) 0.12 ,r"'\
I) ,j\) .

C-3 66o-b8u 0.10 0.02

C-3 700-720 0.15 0.02

C-3 74o-76n 0.10 0.02

C-3 78o-~no 0.07 U.02

C-3 b20-f~40 0.11 0.04

C-3 8bC!-580 0.12 o. 04

C-4- 55-6c) U.01 U.U1

C-4 7U-80 0.01 U.Ul

C-4 9U-I02 0.02 0.01

REPORT NO.

S-9087

SIGNEDDATE J_u_l_y_2_2.......r....-1...9-.&,7_0..... _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



,...,



*,

325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATIONS LTD.
REPORT NO.

SAMPLE(S) OF DRILLCORE
V-9096

Sample No.
Copper Molybdenum
(Cu)% (Mo)%

Gold
(Au)oz:ton

Silver
(Ag)oz:ton

trace

trace

trace

trace

trace

trace

trace

trace

trace
0.01

0.01
0.02

0.02

0.04

0.04
0.03
0.03
0.03

~O:,04

0.03
0.03

0.04
0.02

0.03
0.03
0.04

0.04

0.02

0.02
0.05

0.14
0.1. 0

0.11

0.44
0.49 -

0.58 

0.24 
0.84 ~

0.97 
1.00 

0.55 
0.36

0.44 
0.46 -

0.41 -

0.54 
0.47 
0.72 -

- Troy ounces per 2 000 lb.

SIGNED _~~',..-At'~~""".' _

CS 40-50
C5 50-60

C5 60-70
C5 70-80
C5 80-90
CS 90-100
C5 100-110

C5 300-310
CS 310-320
C5 320-330
C5 330-340
C5 340-350
CS 350-360
C5 360-370
C5 370-380
C5 380-390
CS 390-400

r 'l C5 400-410

'!!J<':. '., .CS 410-420
,J: / ' ...··'-",,~IO-430 C5

.JI. :J0 /9 '...~ ':.:jijl

J7
0 I,/h":,' 19;::ton

DATE ~rut~-I--------
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS
Semiquantitative Spectrographic

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS LTD.

DRILLCORE

REPORT NO.

V-9096

Sample Sample Sample Sample Sample Sample

C-S C-5 C-s c-S
90-100 300-310 90-100 300-310

Antftnony - - Phosphorus - -
Anenic - Platinum - -
Barium 24t n'1fl Rhenium X y
Beryllium (B.O) r " Rhodium - -- -
Bismuth - - J\ubidium y y
Boron .OO2ct nn?~1t Ruthenium - -
Cadmium - - Silver ~ 1 nl! ~+. ~ 1 n~ .+.
Cerium (CeO.) - - Strontium nf)tI.
Caeaium X '. y Tantalum (Ta.O.) -
Chromium - .Ol( Tellurium - -
Cobalt - < 01tl Thallium -
Columbium (Cb,O.) - - Thorium (ThO,) -
Copper _ ~f! I Tin ~ nnl41
Gallium ~ 0Ol4t n01Q Titanium IJttI

" ttl

.
Germanium

.
Tungsten

,- -,'- - - -
Gold - - Uranium (U.Oa) - -
Hafnium - - Vanadium .02i .O4~
Indium - - Yttrium (Y,O.) - -
Iridium - - Zinc - -
Lanthanum (La,O.) - - Zirconium (ZrO,) <.oor;c <.001;1
Lead - ROCK rORMING METALS

Lithium (Li,O) - - Aluminum (AhO.) MH MIl
Manganeae <.01~ .O2( Calcium (CaO) .2C 2(
Mercury - - Iron (re) 2( 6C
Molybdenum .011;C .OOA'i Magnesium (MgO) 1-t M
Neodymium (Nd 2O.) - - Silica (SiO,) H " Ii
Nickel .OOlC .OO1'.l Sodium (Na.O) l.~( 1.';(
Palladium - - Potassium (K.O) 2C 2 • .1C

Figures are approximate:
CODE
H - High - 10 - 100% approx.
MH - MediuM High - 5 - 50% approx.
M - MediuM - 1 - 10% approx.

LM - Low MediuM
L -Low
TL - Trace Low
T - Trace

- .5 - 5% approx.
- .1 - 1% approx.
- .05 - .5% approx.
- .01 - .1 % approx.

n - Faint Trace - approx. Ie•• than .01 %.
PT - Po••ibl. Trace - Pre.ence not certain.
_ - Not Oet.cted - ElellleDt. looked for but Dot fOUDd.
X - Not looked for

DATE J_u_1.;;...y_2_8~,_1_9;...7;..-0_. _ SIGNED -~-..----t3~.......-:~~--'__' _

DIVISION OF TECHNICAL SERVICE LABORATORIES



.i.

ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

REPORT NO.

V-9088

Sample No. Copper (Cu)~ Molybdenite (MoSa )~

CS 110-120 0.58 .... 0.02

C5 120-130 0.82 ... 0.03

C5 130-140 o. 61 ~ 0.02

C5 140-150 0.57- 0.02

CS 150-160 0.96- 0.02

C5 160-170 0.38- 0.03

C5 170-180 0.50 - 0.01

CS 180-190 0.20 0.02

C5 190-200 0.38 0.01

C5 200-210 0.37 0.02

C5 210-220 0.27 0.01

C5 220-230 0.68 - 0.02

C5 230-240 2.44 - 0.02

C5 240-250 0.64 - 0.01

C5 250-260 0.85- 0.02

C5 260-270 1.30 - 0.01

c5 270-280 0.72 - 0.01

C5 280-290 0.78- 0.02

cs 290-300 o. 6S -- 0.01

SIGNED --to4ai--"""'.....·~9;,....__·· _DATE ~J"''''lll1rooly~2L1l81L..j.~1.....9~7~OUl. _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



L
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS
Semiquantitative Spectrographic

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS LTD.

DRILLCORE

REPORT NO.

V-9088

Sample Sample Sample Sample Sample Sampl.

CS CS CS CS
l60-170 230-240 160-170 230-240

Antftrlony - - Phosphorus - -
Anenic - - Platinum - -
Barium .OAn .019: Rhenium X X
Beryllium (BeO) - - Rhodium - -
Bi.muth - - I\ubidium X X
Boron .OO2r! - Ruthenium - -
Cadmium - - Sliver <.1 ~ z:t .1 oz :t
Cerium (CeO.) - - Strontium .05~ • O.5~
Caesium X y Tantalum (Ta.O.) - -
Chromium - <. OlQ Tellurium - -
Cobalt - 01ct Thallium - -
Columbium (Cb.O.) - - Thorium (ThO.) - -
Copper 1tt t.M Tin - .001~
Gallium nOlct 001C1 Titanium .,]~ .,]~
Germanium - - Tungsten - -
Gold ~ 01 n ... +. - Uranium CUaOs) - -
Hafnium - - Vanadium .02~ .OS~
Indium - - Yttrium (Y20.) - -
Iridium - - Zinc - -
Lanthanum (La 2O.) - - Zirconium (ZrO.) <. OO_~ ~ <.OO5~
Lead - ~ 111q ROCK FORMING METALS
Lithium (Li~O) - - Aluminum (AhO.) MH MH
Mangane.e .01 c;ct 01-t Calcium (CaO) .1( .c;-l~
Mercury - - Iron (Fe> 1( MH
Molybdenum O?ct 01ct Magnesium (MgO) 6C M
Neodymium (Nd 2O.) - Silica (SiO.) H H
Nickel <'.OO1 4if 01~ Sodium (Na,O) LM LM
Palladium - - Pota••ium (IC,O) 1( 1(

Figures are approximate:
CODE
H - High - 10 - 100% approx.
MH - MediUM High - 5 - 50% approx.
M - Medium - 1 - 10% approx.

LM - Low Medium
L -Low
TL - Trace Low
T - Trace

- .5 - 5% approx.
- .1- 1% approx.
- .05 - .5'. approx.
- .01 - .1 % approx.

" - Faint Trace - approx. Ie•• than .01%.
P1 - Po••ible Trace - Pre.ence not certain.
_ - Not Detected - Element. looked lor but not lound.
X - Not looked lor

DATE J_u_l....z:y_2_8...&.,_19.:;...7::...0_.~ _ SIGNED _~-#-~~~_. --.-;...

DIVISION OF TECHNICAL. SERVICE LABORATORIES



I S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

V-9098

Gold Silver
Sample No. (Au)oz:ton (Ag)oz:ton

CS 120-130 trace trace

CS lSO-160 trace trace

es 180... 190 0.01 trace

es 210-220 0.01 trace

CS 230-240 0.01 trace

CS 260-270 0.01 trace

CS 290-300 0.01 trace

oz:ton - Troy ounces per 2,000 lb••

July 28, 1970.DATE ........ _

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



ASSAYERS

CHEMISTS

OEOCHEM ISTS

SAM~LE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

V-9l0B

DRILLCORE

Sample No.

C5 510-520

C5 520-530

C5 530-540
CS 540-550
C5 550-560

C5 560-570
C5 510-580
CS 580-590
CS 590-600
C5 600-610
CS 620-630
C5 630-640

C5 640-650
CS 650-660
CS 660-670
CS 670-680
CS 680-690
C5 690-700
CS 700-710
C5 710-720

Copper
(Cu)%
0.31

0.35
0.57 ....

0.46

0.44
0.15
0.11

0.09
0.10

0.11
0.09
0.07

0.14

0.10
0.10
0.09
0.06

0.08

0.08
0.06

Molybdenum
(Mo)%
0.02
0.02
0.04

0.04

0.04
0.04

0.03
0.02
0.01
0.01
0.02
0.02

0.02

0.02

0.02

0.02

0.01
0.01
0.02

0.01

DATE -=K__---:J~u::.=1~y.....::;;.2....8 .........,;;1...9_7...,;;0;,..;.___.. SJONBD~
PUL,.P AND RE'-'ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLB(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS LTD.
REPORT NO.

V-9109
DRILLCORE

Sample No.

CS 720-730

CS 730-737

Copper
(Cu)%

0.07

0.07

Molybdenum
(Mo)%

0.01

0.02

~SIONBD --e~................-.-._---------DATE __-.-;.J..;.,;u;.;;;;.ly.lL.....,;2;;;...8~,-.;;1~9;...c,7-.;;O;...:.. _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S L
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLECS) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS LTD.
REPORT NO.

V-9097
ROCK AND DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C5 430-440_ 0.70 ...- 0.02

C5 440-450 0.33., 0.02

C5 450-460 0.26 0.02

C5 460-470 0.24 0.02

CS 470-480 0.14 0.01

C5 480-490 0.52- 0.03

C5 490-500 0.34"'- 0.03

C5 500-510 o. 65~ 0.04

C3 90Q-920 0.19 0.02

C3 940-960 0.03 0.01

9401 0.04 0.03

9402 0.04 0.02

SJONED~A July 28, 1970.DTE -.;... _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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I S l
AS8AYERS

CHEMI8,..

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688.3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

REPORT NO.

5-9114

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C6 $0-60 0.15 0.01
C6 80-90 0.10 0.01
C6 90-100 0.11 0.03
c6 100-110 0.06 0.02
C6 110-120 0.39- 0.03
C6 120-130 0.47- 0.01
C6 130-140 1.05 - 0.03
C6 140.150 0.50 - 0.03
C6 160-170 0.36- 0.04
C6 170-180 0.18 0.02
C6 180-190 0.14 0.04
C6 190-200 0.10 0.04
C6 200-210 0.12 0.02
C6 210-220 0.25 0.01
C6 220-230 0.14 0.01
C6 230-240 0.11 0.02
C6 240-250 0.12 0.01
C6 250-260 0.16 0.02
C6 260.270 0.09 0.02
C6 270.280 0.09 0.01

July 30, 1970.DATE ,...-- _ SIONBD_~.;......;;;;;fla..ll...:~..,.;:;",...~__·· __4 _

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



T S L
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATION CORP. LTD.

DRILLCORE

Copper Molybdenum
Sample No. (Cu)~ (Mo)%

C6 280-290 0.11 0.01

C6 290-300 0.10 0.01

C6 300-310 0.09 0.01

C6 310-320 0.10 0.02

C6 320-330 0.21 0.01

C6 330-340 0.09 0.01

C6 340-350 0.11 0.02

C6 350-360 0.12 0.01

REPORT NO.

s- 11

DATE __.-".J.....11....' *y--.~.u0....j ......' ~9+7.uo_-----

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



A88AYERS

CHEMI"T8

GEOCHEMI8TS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C'.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

8-9117
DRILLCORE

Copper Molybdenum
Sample No. (Cu)~ (Mo)~

C6 360-370 0.07 0.01

C6 370-380 0.18 0.01

C6 380-390 0.08 0.01

C6 390-400 0.10 trace

C6 400-410 0.10 0.01

C6 410-420 0.12 trace

C6 420-430 0.09 trace

C6 430-440 0.08 trace

C6 440-450 0.09 0.01

C6 450-460 0.17 trace

C6 460-470 0.16 0.01

C6 470-480 0~13 trace
C6 480-490 0.21 0.01

C6 490-500 0.22 0.01
C6 500-510 0.14 trace
C6 510-520 0.19 0.02

C6 520-530 0.20 0.01

C6 530-540 0.20 0.01

C6 540-550 0.29- trace
C6 550-560 0.32- 0.01

DATE _ SIONID _-1<~~--.....~:- ==-:::::_
PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



ASSAYERS

CHEMlsnr

GEOCHEMI8T8

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

8-9118
DRILLCORE

~
Copper Molybdenum

Sample No. (Cu)% (Mo)%

C6 560-570 0.42 ,- 0.01

C6 570-580 0.15 0.01

c6 580-590 0.16 trace

C6 590-600 0.16 trace

C6 600-610 0.09 0.01

C6 610-620 0.20 0.01

C6 620-630 0.08 trace

C6 630-640 0.10 0.02

C6 640-650 0.07 trace

C6 650-660 0.06 trace

660-670 0.10 trace

July 30, 1970.DATE _

PULP AND RE..JECTS DISCARDED AFTER :3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



T S L

ASSAYERS

CHEMIS,..

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

Cypru8 Exploration Corp. Ltd.
REPORT NO.

8-9126

DRILL CORE

Copper Mo1ybdenua
S••ple No. (Cu). (Mo).

C-6 630-640 0.10 0.02

C.6 640-652 0.08 0.01

C-6 670-680 0.09 trace

C-6 680-690 0.08 0.01

C-6 690-700 0.14 0.01

C-6 700-110 0.13 0.02

C-6 710-720 0.12 0.03

C-6 720-730 0.14 trace

e·7 130-150 0.12 0.01

C-7 150-160 0.08 trace

C·7 180-200 0.13 0.01

C-1 200-220 0.11 trace

C-7 220.240 0.14 0.01

SJONBD~DATE A__u;.;.:lIU........8__t--:.4...............1~97....0 _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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1 S L
AS.AYERS

CHEMISTS

GEOCHEMISTS

SAMPLB(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

Cyprus Exploration Corp. Ltd.
REPORT NO.

5-9124

ROCK & DRILL CORE

Copper Molybdenum
Sample No. (Cu)% (Mo)~

C-7 40-50 0.07 0.02

C-7 50...60 0.04 trace

C-7 60... 70 0.08 0.01

C-7 70-80 0.37 - trace

C-7 80-90 0.36 - 0.01

C-7 100-110 0.10 trace

C-7 110..120 0.14 0.01

C-1 120-130 0.16 0.01

N-e 12 Ma. 0.08

li-C 13 Mal 0.06 --_.
N-e I. M... 0.02

N-C 115 Mag 0.02

)i-C *6 Ma« 0.02

AU8\l8t 4, 1970
DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S L
A88AYER.

;,../"cHEMI8TS

GEOCHEMI8TS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM CYPRUS EXPLORATIONS LTD.
REPORT NO.

8-9146
SAMPLECS) OF DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (M 0)%

C7 260.. 270 0.12 trace

270-280 0.12 0.04
280-290 0.10 0.02
290-300 0.07 trace
300-310 0.07 0.01
310-320 0.09 trace

320-330 0.08 trace

33D-340 0.09 trace

340-350 0.31/ trace

350-360 0.12 trace

360-370 0.12 trace

370-380 0.11 0.01

380-390 0.10 trace

390-400 0.08 trace

400-410 0.05 trace

410-420 0.04 trace

420-430 0.03 trace

430-411.0 0.04 trace

440-450 0.06 trace

450-460 0.04 trace

DATE A_u_g_u_s_t_1_2_,_1_9_7_0_. _ SIONBD~
PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLECS) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS LTD.
REPORT NO.

S-9l47
DRILLCORE

Sample No.

C7 460-470

C7 470-480

Copper
(Cu)%

0.03

0_05

Molybdenum
(Mo)%

trace

tre-ce

DATE __A_u_g_u_s_t__l_2_,_1_9_7_0_- _ SION8D~:t-
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



I .~. [
A••AYEM

CHKMI8ft

.•KOCHIIMI.,..

321 HOWl 'TRID • VANCOUVR " I.C.

. TELEPHONE 688.3504

CERTI ...ICATIE 0 ... ANALYSIS

SAMPLB<S) FROM

SAMPLS(S) OF

CYPRUS EXPLORATIONS LTD.

DRILLCOR~

REPORT NO.

S-9141 .

Copper Mo1ybdenWll
Sample No. (Cu)% (Mo)%

e.
C7 480-490 0.08 trace

490-500 0.07 0.01

500-510 0.18 0.01

510-520 0.08 0.01

520-530 0.15 0.02

530-540 0.17 0.01

540-550 0.13 trace

1080-1090 0.05 trace

1090-1100 0.08 0.01

1100-1110 0.10 trace

1110-1120 0.16 trace

1120-1130 0.06 trace

1130-1140 0.02 trace

1140-1147.6 0.06 trace

DATE ....:A::.:.u~gu~sl:lfot¥.- ...Ix.O.., _1...9....7 ,w,Q.a"o _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



325 HOWl STRln • VANCOUVER 1, I.C.

A••AYER.

CHIlMI.,..

a IlOCH 11MI.,..

TELEPHONE 688.3504

CERTIFICATE OF ANALYSIS

SAMPLB<S) FROM CYPRUS EXPLORATIONS
REPORT NO.

8-9132

SAMPLE(S) OF DRILLCORE

trace

0.01

0.02

0.02

0.04

0.02

0.02

0.02

O.Og

0.03

0.02

0.01

0.01

0.01

0.01

0.01

0.02

0.01

Molybdenum
(Mo)%

0.01
0.01

Copper
(Cu)%

0.24
0.07
0.08

0.11

0.38
0.20

0.52
0.16

0.27
0.36....

0.41
0.66

0.63--

0.29

0.41

0.13
0.26

0.16

0.11

0.13

Sample No.

C7 570-580
580-590

590-600
600-610

610-620

620-630

630-640

640-650

650-660

660-670

670-680

680-690

690-700

700-710
'J,10-720 

720-730

730-740

740-750

750-760

760-770

bATE A_u_gu_s_t_1_0_,_1_9_7_0_. _ SJONID~
PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1~ L
325 HOWE STREET • VANCOUVER 1, I.C.

AeeAYIE".

CHIEM leTS

GIEOCHEM leTS

TELEPHONE 688-3504

CERTIFICATE OF' ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS CORP. LTD.

DRILLCORE

REPORT NO.

S-9134

Copper Molybdenum
Sample No. (Cu)% (Mo)%

- C7 890-900 0.10 trace

900-910 0.09 0.02

910-920 0.13 0.01

920-930 0.20 0.02

930-940 0.22 0.01

940-950 0.39 0.02

950-960 0.40 0.03

960-970 0.39 0.02

970-980 0.06 0.02

980-990 0.05 0.01

990-1000 0.08 0.01

1000-1010 0.13 trace

1010-1020 0.09 trace

1020-1030 0.08 0.01

1030-1040 0.02 trace

1040-1050 0.02 0.02

1050-1060 0.08 0.03
1060-1070 0.06 . trace

1070-1080 0.04 0.01

SIONeD
August 10, 1970.. DATE _

PUL.P AND RE.JECTS DISCARDED AFTER :3 MONTHS • DIVISIq.N OF TECHNICAL SERVICE LABORATORIES



A••AYE...

CHEM ••.,.

GEOCHEM••.,.

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREIT • VANCOUVER 1, '.C~

TELEPHONE 6.88·3504

CERTIFICATE 0 ... ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO..

S-9133

DRILLCORE

-
Sample No.

C3 960-968

C7 90-100

200-210

210-220

240-250

250-260

550-560

560-570

770-780

780-790

790-800

800-810

810-820

810-830

830-840

840-850

850-860

860-870

870-880

880-890

Copper
(Cu)%

0.02

0.30

0.07

0.07

0.08

0.10

0.48

0.46

0.18

0.11

0.13

0.16

0.29

0.26

0.04

0.09

0.09

0.29

0.52

0.14

"Molybdenum
(Mo)%

0.01

0.02

0.01

trace

0.01

0.02

0.02

0.03

0.01

0.01

0.01

0.02

0.01

0.'01

0.0l.

0.01

0.01

0.02

0"02

0.01

SIONIDAugust 10, 1970.DATE _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATO.UES
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T S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS LTD.

DRILLCORE

Copper Molybdenua
Sa.ple No. (Cu)~ (Mo)%

e8 26-30 trace trace

eS 30-40 'trace trace

e8 40-50 trace 'trace

eS 50-60 trace 1:.race

REPORT NO.

v- 1

DATE A_u~IU~·t__l.....7......t~1__9__7_0_. _

PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



T S L

ASSAYERS

CHEMISn

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

V-91S8
DRILLCORE

Copper Molybdenum
Sample No. (Cu)~ (Mo)~

C8 60-70 0.01 'trace

10-80 0.02 'trace

80-90 0.01 trace
90-100 0.01 trace

100-110 0.12 trace
110-120 0.04 trace
,120-130 0.03 trace

130-140 0.03 trace
140-150 0.02 trace
150-160 0.03 trace
160-110 0.03 0.01

170-180 0.04 trace
180-190 0.05 trace
190-200 0.17 trace
200-210 0.16 trace
210-220 0.15 0.01

220-230 0.02 trace

230-240 0.04 0.01

250-250 0.01' traoe
250-260 0.01 traoe

AUgu8't 17, 1970.DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



I S L
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TEL.EPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS LTD.
REPORT NO.

V-9159
DRILLCORE

S••ple Ho.
Copper Molybdenum
(Cu)% (Mo)%

C8 260-270 0.01 trace

270-280
.. :.,.. tr.ce trace

280-290 0.02 0.01

DATE Ag u.....et...J ••1;...........l +7..,.,-....1..Q+o7...0_---- SJONI!D~
PUL.P AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL. SERVICE L.ABORATORIES



ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EX... 'L,ORATION COR.P. LTD.
REPORT NO.

V-9163
DRILLCORE

Copper Molybdenum
S••ple No. (cu)~ (Mo)%
C8 290-300 0.01 0.01

300-310 trace 0.01
310-320 trace trace
320-330 trace trace

330-340 trace trace
340-350 0.01 trace
350-360 trace trace
360-370 trace trace
310-380 trace treee
380-390 trace trace
390-400 0.02 trace
400-420 0.08 trace
420-430 0.08 0.01

430-440 0.02 t.race
440-450 0.01 trace
450-460 0.01 trace
460-~70 trace trace
410-480 0.01 trace

480-490 0.01 trace

490-500 trace trace

DATE A_u~gu:.._8_t_l.:..7 ...., _1...;...:9~7_0__• _ SIONBD~~
PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



~ .. ,

ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLECS) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

V-9l64
DRiLLCORE

Copper Molybdenum
Sample No. (Cu):C (Mo):'

I'
C8 500-510 0.02 'trace

510-520 0.02 'trace

520-530 0.03 trace

530-540 0.04 trace

SIONIlD~DATE -----.j'....'lIltl.ltt..l.H't--..lr+7.......-.1"..91t-JO.......----

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



fi;

,.
r'



ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLCORE

REPORT NO.

8-9213

Samlle No. Copper (Cu)% Molybdenum 0'10 j %

C9 400-410 0.06 0.01

410-420 0.07 0.02

420-430 0.04 u.02

430-440 0.G4 0.01

440-450 0.07 0.02

450-460 0.12 0.01

460-470 0.13 trace

470-480 0.12 0.01

48u--490 0.1.5 0.04

490-5CC' 0.04 0.02

500-510 0.10 trace

510-520 0.10 0.01

520-530 0.12 trace

530-540 0.04 trace

540-550 0.13 0.01

550-560 0.11 trace

560-570 0.12 trace

570-57B 0.11 trace

575-SRO 0.13 0.01

580-590 0.13 trace

SIGNSDDATE 8..;;;e,..;p~t~e=m~b._e..;.r__=1 ....4....--0;;,1.-9...7......0.... _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



. - ......

1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLCORE

REPORT NO.

s- 21

Sample No. Copper (Cu)% :r.101ybdenum (Mo)'!>

C9 590-600 0.12 0.01

600-610 0.09 trace

610-620 0.11 trace

C2 1430-1440 O.LO trace

1440-1450 0.38 o. OJ.

1450-1460 0.10 0.01

1460-1470 0.16 trace

1470-1480 0.07 trace

1480-1490 0.10 trace

1490-1500 0.12 trace

1500-1520 0.11 trace

September 14, 1970.
DATE _ SIGNED _~--..l'."_""".-..~_.""",_,__._'_'. 1'L,.-.:_-_-_-_

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES





325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM BLUE ROCK MINING CORP.
REPORT NO.

8-9239
SAMPLE(S) OF DRILLCORE

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS •

~-- ,~..,.

SIGNED ---'---....,..-.;-,0-----------September 21, 1970.DATE _

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C-10 15-20 0.04 trace

20-30 0 0 05 trace

30-40 0.06 trace

40-50 0.18 trace

50-60 0.12 0.01

60-70 0.10 trace

70-80 0.08 trace

80-90 0.12 trace

90-100 0.15 0.02

LOO-110 0.16 trace

110-120 0.54 0.01

f. 120-130 0.10 trace
'J

Box #6 130-140 0.05 trace

140-150 0.10 trace

150-160 0.11 trace

160-170 0.13 trace

170-180 0.12 0.01

190-200 0.21 0.01

220-240 0.06 trace

260-280 0.06 trace



... 1 S l
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM BLUE ROCK MINING CORP.
REPORT NO.

8-9240

SAMPLE(S) OF DRILLCORE

HNICAL SERVICE LABORATORIES

SIGNBD ---~;""'-7f'----""";::;"'----

•

Copper Molybdenum
Sample No. (Cu)% (Mo)%
C10 300-320 0.07 trace

340-360 0.12 0.01

400-42-0 0.08 0.03

440-460 0.09 0.01

480-500 0.10 trace

520-540 0.12 trace

560-580 0.11 trace

600-620 0.15 trace

640-660 0.10 trace

680-700 0.13 0.01

720-740 0.14 0.02

750-760 0.06 trace

760-780 0.10 0.02

780-790 0.08 trace

800-820 0.06 trace

840-860 0.04 trace

880-900 0.05 trace

1426-1430 0.31 trace

1430-1440 0.12 trace

1440-1450 0.32 0.01

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS



•

INTER OFFICE MEMO

CYPRUS EXPLORATION CORPORATION LTD.

VANCOUVER OFFICE

To:

From:

Subject:

c. 1\. Mark

J. B. P. Sa""'yer

BIG CNION ASS~YS

I·REPLY J
TO COMMENT I
RETURN TO

OCT 2 61970
1 rl~afIIIr 5.-- ..-r

2~ 6

3 7

4 8

Date: October 22, 1970

Ref: 6P5-CVL

~ ;)
M~~"""'

79 otJAi cf 70 N( v e· I";
collared nt ;r1+60N, 4+QOtr'l ~~..Q.;."".......

bearing of south 700 E at an

Enclosed nlease find coptes of ~omp further ?lSS?l.VR

for drill hole C.13, which v,T?l.S comoleted October 16th to
n final depth of lSl6 ft.

At the present time C.14,
is drilling. o This hole is on a.
angle of -50

'...

We havp read one line, 485 from 20E to 90E with
McPhar IP to cross the nrea of the intrusive which outcrops
on the Hi.'., claims, south of the present dri 11ing area.

This line has indicat.ed some frequency effects of
interest with some coincident decreasing resistivity which
could possibly be caused by sulphides near the margin of
this intrusive. We are planning to extend coverage in here
with two additional lines on either side to try and enlarge
the picture. I will for~"ard copies of the data from this
work as soon as it is completed.

,TBps/aw

Encs:



1 S l
325 HOWE STREET • VANCOUVER 1, B:C.

ASSAYERS

CHEMISTS

GEOCHEM ISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLC<RE

Sample No. Copper (Cu~ Molybdenum (Mo)'fo

C 13 490-;00 0.04· trace

510-;20 0.09 trace

;30-540 0.03 trace

550-;60 0.04 trace

570-;80 0.03 trace

590-600 0.02 trace

610-620 0.03 trace

630-640 0.0; trace

650-660 0.03 trace

670-680 0.01 trace

690-700 0.03 trace

710-720 0.06 trace

730-740 0.02 trace

7;0-760 trace trace

770-780 trace trace

790-800 0.12 trace

810-820 0.12 traoe

REPORT NO.

S 8536

"'TE October 20, 1970.DA ........ _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS

SlON!D~~
• DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROOK MINING CORP. LTD.

DRILLCORE

Sample No. Copper (Cu)% Molybdenum (Mo)%

C 13 830-840 0.10 trace

8,0-860 0.19 trace

870-880 0.18 trace

S90-900 0.21 trace

910-920 0.12 trace

REPORT NO.

S 8540

October 20, 1970.DATE _ mONED~~
PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S L
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TEL.EPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK 14INING CORP. ~TD.
REPORT NO.

S 8547

DRILLGORE

Sample No. Copper (Cu )fo Molybdenum (Ho)%

C 13 930-940 0.14 0.01

950-960 0.24 0.01

970-980 0.27 0.01

990-1000 0.14 0.01

1000-1010 0.27 0.01
(1"./

1010-1020 0.70 (). 31 G/&-Cu. 0.01
~.-"

trace1020-1030 0.22 ~tJ(

1030-1040 0.26 0.01

10h.o-l050 O.2~_ trace

1050-1060 0.21 trace

1060-1070 O.lS trace

DATE Oc~t..;;.o.;.;.,be_r;...._2..;;.1 ...! _1~9....7_0. _

PUL.P AND RE.JECTS DISCARDED AFTER 3 MONTHS

SJONI!D~~
• DIVISION OF TECHNICAL. SERVICE L.ABORATORIES



.
~ "

1 S L
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLCORE

Qop~r Mo~denum
Sample No. (au (Mo)%
C 13 107o-1~O 0.16 trace

108o-1CJjO 0.1; 0.02

lQ9O-UOO 0.19 0.01

110Q-llI0 0.27 0.02

111Q-ll20 0.27 0.01

1120-1130 0.15 0.01

113o-J.l40 trace trace

114D-J.l50 0.01 0.01

11SQ-u60 0.16 0.01

116O-U70 0,20 0.02

117D-llSO 0.12 0.02

llSQ-ll90 0.15 0.02

REPORT NO.

S 8549

DATE October 21,1970.

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS

SJGNED~
• DIVISION OF TECHNICAL SERVICE LABORATORIES



1190 1200 .02 Tr.
1200 1210 .03 Tr.
1210 1220 • 26 .01
1220 1230 • 11 Tt.
1230 1240 .02 Tr.
1240 1250 .,06 Tr.
1250 1260 .08 Tr.
1260 1270 .05 Tt.
1270 1280 .OS Tr.
·1280 1290 .06, Tr.

1300 1310 .11 Tr. )
)

132'0 1330 .16 Tr. )
)

1340 1350 .13 Tr. ) 0•• 236 Cu' I r
) 130 I

1360 1370 .09 Tr. )
)

1380 l390 .26/ .01 )

.35 (- Jqio~
)

1400 1410 .02' )
)

1420 1430 • 5SJ- .01 )

1440 1450 .02 Tr.
'...

1460 1470 .01 Tr•..
1480 1490 .01 Tr.

1500 1510 .02 Tr. ?
1510 1516 End of hole •

PRELIMINARY ASSAY REPORT

~ ,..
..- ~.". -

.Iie.. :*'k:~'::I~.

C.G.M. BIG ONION

October 21, 1970.

D. D. H. C-13



1 S L
A88AYERS

CHEMISTS

GEOCHEMI8TS

",,-,1

( "',--1 1>- I

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLCORE

Sample No. Copper (Cu)% Molybdenum (Ho)%

C 13 l4O-J.50 0.01 trace
150-160 0.01 trace
16O-J.80 trace trace
1SO-:j.90 0.06 trace
190-200 0.16 trace
200-210 0.10 trace
210-220 0.10 trace
220-230 O.2l~ trace
230-240 O.w trace
2~.o-250

~ A04
0.23 trace

250-'260 0.10 trace
260-270 0.16 trace
270-280 l~::~'? .3i·~

trace
280-290 0.01
290-300 0.17 trace
300-310 0.16 trace
310-320 0.10 trace
320-330 0.02 trace

330-340 0.16 'trace

340-350 0.13 trace

REPORT NO.

S 8529

October 15, 1970.DATE ~ _ SIONJ!D~
PULP AND RE..JECTS DiSCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYER.

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK ~UNING CORP. LTD.

DRILLCORE

Sample No. Copper (Cu)% Molybdenum (Mo)%

C 13 350-360 0.1.4 trace

360-370 0.12 trace

370-380 0.1; trace

380-390 O.lS trace

REPORT NO.

S 8530

October 15, 1970.DATE _ SIGNED~._--

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 S l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROOK lfiNING CORP. LTD.
REPORT NO.

S 8531
DRILLCORE

cop~r Molybden'Wll
Sample No. (au (Mo)%

C 13 390-400 0.20 trace

40Q-4l0 0.22 trace

4lD-420 0.1.3 trace

420--430 (O.so --. 1~7~C,,: trace

1~30-440 ( 0.77- 0.01 -"

440-450 0.05 trace

450-460 0.02 0.01

460-470 0.02 trace

470-480 0.02 trace

480-490 0.02 trace

October 15, 1970.
DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



ASSAYERS

CHEMISTS

GEOCHIEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

bLUE nOCK HINING CO. LTD.

DRILLCORE

Sample No. Copper (Cu)% l~olybdenum (Mo)%

C 13 1310-1320 0.18 trace

1330-13hO 0.03 trace

1350-1360 trace trace

1370-1380 0.12 trace

.L390-1lj,OO 0.36 0.02

11:10-1420 0.36 trace

. 1430-1h4.o 0.15 0.01
c ILl 63-S0. 8.01 trace

90-100 0.05 trace

110-120 0.11 trace

130-11j O 0.07 trace

150-160 0.13 - trace

170-1ao 0.09 trace

190-200 0.12 -trace

210-220 0.12 trace

230-21;0 0.16 trace

250-260 O.ll;. trace

270-280 0.17 tracE':

290-300 0.21 ·trace

310-320 0.23 trace

330-340 0.46 trace

REPORT NO.

S 8561

DATE -:Qllt.lc"-llt"-looQl.llllb-.we....r-'2::a1oo17I-1J~1"""9 ...7QWoI.-----

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



A••AYERS

CHEMI.TS

GEOCHEMI.T.

SAMPLB(S) FROM

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK lUNING CORP. LTD.
REPORT NO.

S 8553
SAMPLE(S) OF CRUSHED DRILLCORE

coP)er Mo4rbdenum
Sample No. (Cu % (Ivlo)%
c 13 1190-1200 0.02 trace

1200-1210 0.03 trace
1210-1220 0.26 0.0.

122-1230 0.11 trace
1230-1240 0.02 trace
121~0-1250 0.06 trace

1250-1260 0.08 trace
1260-12-70 0.05 trace

1270-1280 0.05 trace
.J.280-1290 0.06 trace
1300-1~10 O.ll trace

1320-1~3.30 0.16 trace

1340-1350 0.13 trace
1360-1'")70 0.09 trace
13So-1':'90 0.26 0.01

14,(>0-1410 0.35 0.02

1420-1430 0.55 0.01

1440-1450 0.02 trace

lL60-14?O 0.01 trace

1L.80-1490 0.01 trace

1500-1510 0.02 trace

October 27, 1970.DATE _ SIONBD~
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



A••AYER.

CHEMI.TS

GEOCHEMI.T.

SAMPLB(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.
TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORP. LTD.
REPORT NO.

V 8556
DRlLLCORE

Sample No.

C 13 1510-1516 (T.D.)

Copper (eu)%

0.06

l'101ybd.enuJ1l (Ho)%

0.01

October 28, 1970.DATE _

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



INTER OFFICE MEMO

·f CYPRUS ·EXPLORATION CORPORATION

VANCOUVER OFFICE

! f<F.:Pl.'f
!

TO 1·~oM~M~"N(~=1..~ .
RETURN TO

-
~TD. OCT 1V1970-
1 ,~"I 5 -
2- -::'El:1::U1 6

3 7 --
4 e

To: C. A. Mark

Date: October 16, 1970.

Reference: 659-CVL

From: J. B. P. Sawyer

Subject: Big Onion Drill Logs and Assays

Enclosed please find Drill Logs for Holes C-1 through C-12 for Big Onion.
I am also enclosing copies of the latest Assay Certificates giving results
of assays on drill core from C-12 and C-13 •

•jC:

I think you will see that there are several interesting sections in C-12
and a very long intersection I close to 900 ft. I which has a better
copper assay than Brenda. It is unfortunate that this material doesn't
run a couple of tenths higher, however we feel that this prospect is
still worth some serious study. We intend to run check moly assays
on most of this core.

Carew McFall is presently preparing some more drill sections for the
latest holes, which will be forwarded to you in the near future.

JBPS:jmh
Encls.

Copy to: W. O. Irish



T S L
1

l.' "Il~' ,

325 HOWE STREET • VANCOUVER 1, B.C•.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLB(S) FROM BLUE ROCK MINING CORP. LTD.
REPORT NO.

S 85ll

SAMPLE(S) OF DRILLCORE

OI.VV.•.~I .. ON OF TEC'~NICALSERVICE LABORATORIES

c/
SIGNBD --oo+-,~-----~-~----~-

•

co~r Mo~bdenum

Sample No. (Cu (Mo)%
C 12 85-90 0.60' 0.01

90-100 0.53- 0.01

loo-110 0.39 ... 0.01

U0-1.20 0.17 trace

120-130 0.26 trace

13Q..J.40 0.1.4 0.01

140-150 0.20 0.01

150-160 0.15 trace

160-170 0.15 trace

170-180 o.ll trace

180-190 0.14 trace

190-.200 0.13 trace

200-210 0.22 trace

210-.220 0.23 trace

22Q-2~O 0.13 trace

2/.tQ-250 0.12 trace

25~60 0.16 0.01

260-270 0.12 trace

270-280 0.13 trace

2S0-.290 0.13

October 14, 1970.
DATE _

PULP AND RE~ECTS DISCAROED AFTER 3 MONTHS



I S1
AS.AYERS

CHEMI.TS

GEOCHEMIS,..

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINIm. CORP. LTD.
REPORT NO.

S 8512

DRILLCORE

PULP AND RE"'ECTS DISCARDED AFTER 3 MONTHS

Sample 10.

C 12 290-300

320-'40

360-380

4()()...420

440-460
480-500

500-510
510-520
520-530
530-540
540-550
550-560
560-'70
570-;80
;80-590
590,600
600-610
610-620
620..630
630-640

October 14, 1970.DATE _

OoptM!r
(OU~

0.18

0.13

0.23

0.18
0.17
0.2;
0.17
0.23
0.20
0.24

0.20
0,25

0.2;
0.23

O.lS
O.lS
0.20

0.12
0.23

•

Molybdenum
(Mo~

trace

trace

trace

trace

trace
trace
trace
0.01

trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
0.01

0.01



ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROOK MINING CORP. LTD.
REPORT NO.

S 8519
DRILLCORE

co~r Molybdenum
Sample No. (au. (Mo~
C 12 300-310 0.22 trace

310-320 0.14 trace

340-350 O.ll trace

350-360 O.ll trace

380-390 0.10 trace

39C-400 0.14 trace

42C-430 0.20 trace

43<>-440 0.18 trace

46D-470 0.12 trace

470-480 0.12 0.01

DATE_~__Oc__to_b_e_r_14_...:,:..-197_0_. _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS



A••AYER.

CHEM'••T1J

GEOCHEM ••T.

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLCORE

REPORT NO.

s 8513

co~r Mo.l1bdenurn
Sample No. (au (Mo~
o 12 640-650 0.57-- 0.01

650-660 0.69 - trace

660-670 0.28 trace

670-680 0.36 - trace

680-690 0.35- trace

690-700 0.27 trace

700-710 0.21 trace

710-720 0.17 trace

720-730 0.47-" 0.01
730-740 0.37_ 0.01
740-750 0.56- trace

750-760 0.36- trace

760-770 0.45 ..,.,. 0.02
770-780 0.38- 0.02
790-790 0.40 ..... 0.02
790..800 0.37- trace

800-810 0.20 trace

SlQ-S20 0.14 trace

820-830 0.13 trace

83Q-S40 0.26 trace

•
DATE ..-Oc...t..o...b;",;;;8...r .....l4..·w•...;1...9...7l.OiO..., _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS

SIGNBD --~:r"'--~"'----~=,.------
/ ..//

ON rCHNICAL SERVICE LABORATORIES



ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORP.
REPORT NO.

saS1S

DRILLCORE

cOPl);r Molybdenum
Sample No. (au (Mo)%

C 12 840-8'0 0.33 ."". trace

8So-e60 o.e» trace

86Q-S70 0.12 trace

870-s80 0.17 trace

88Q.a90 0.31-- trace

S9Q-900 0.42.".-" trace

900-910 0.24 trace

DATE Oc_t_ob_e_r_14_t~l:_97_0_. _

PULP AND REJECTS DISCARDED AFTER 3 MONTHS

SIGNBD --t--...,....-,.----------·7r :TECHNICAL. SERVICE LABORATORIES



325 HOWE STREET • VANCOUVER 1, B.C.

. ASSAYtRS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM BLUE ROOK MINING CORP. LTD.
REPORT NO.

S 8520

SAMPLE(S) OF DRILLCORE

:/ "
7';TECHNICAL SERVICE LABORATORIES

SIGNED ---T~.......~,....---------

•

Sample No. Copper (Cu)% Molybdenum (Me>)%

C 12 91Q-920 0.28 trace

920--930 0.22 trace

930-940 0.25 0.01

94Q.-J150 0.CJ7 trace

95Q-960 0.06 trace

960-970 0.03 trace

970-980 0.02 trace

98<>-990 0.03 trace

99Q-J.OOO 0.05 trace
l000-J.010 0.05 trace
1010-1020 0.01 trace

1020-1030 0.01 trace

1030-1040 trace trace

lO4o-J.050 trace trace

1050-1060 trace trace

lOOo-nOO trace trace

1120-1140 trace trace
116e-.u80 t.race
1200-1220 trace

1240-1246 trace

October 14, 1970.DATE _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS



.,

REPORT NO.

S 8511

TELEPHONE 688·3504

!..nf}.< .,;04
{,.. . . ~

325' HOWE STREET • VANCOUVER 1, B.C.

CERTIFICATE OF ANALYSIS

DRILLCORE

BLUE ROCK MINING CORP. LTD.

T~ l
AS.AYERS

CHEMISTS

GEOCHEMI8TS

SAMPLE(S) FROM

SAMPLE(S) OF

I
;,.::.:1
::'~Jt
J

I
0~,1 '

~·:·.:l'('.
~~.

ir~;.lo·
r:
~
~;''l

~1
::":/
;'.),-1 _

I
~"1

Molybc;ienwn
(Mo~ .
0.01

0.01

0.01
trace
trace

0.01

0.01
trace

trace
trace

trace
trace

trace
trace
trace
trace

0.01

trace

trace
trace ..., ····.. _"····-7

~ /~/
\ //-::;' /

) .... / / ."1

SIONED "'--+001-~•.._L_·....:.. _._:.:_:..._.•••.~_... -_/_//'~//-:-.~-,/--./-/,r'-../...../~/.--
'" \:::::::.__....._._ ..•..•..

/,,-

DIV~DN O~:r~HNICALSERVICE LABORATORIES

t C•

Co~r
Sample No. (Cu.
e 12 85-90 0.60 .,.

90-100 0.53-
eo loo-ll0 0.39 -

UQ-l20 0.17

120-130 0.26 .

130-J40 O.ll
140-150 0.20

150-160 0.15

160-170 0.15

170-180 0.11
180-190 0.14

190-200 0.13

2Q0-210 0.22

210-220 0.23

220-240 0.13

2..Q-"?50 0.12

2~0-.260 0.16

260-270 0.12

270-280 0.13

280-290 0.13.

<y'1J

October 14, 1970.
DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS

:~

'j .



I
1

REPORT NO.

S 8512

TELEPHONE 688-3504

DIVISrrlCAL SERVICE L"BClRATClRIES

325 HOWE STREET • VANCOUVER 1, B.C.

•

CERTIFICATE OF' ANALYSIS

rRILLCCBE

BLUF, ROCK MINIIIl CORP. LTD.

co~r Molybdenum
Sample 10. (au (Mo~

C 12 290-300 0.18 trace

320-340 0.20 trace

360-380 0.13 trace

4()().420 0.23 trace

44~60 0.18 trace

480-500 0.17 trace

500-510 0.25 trace

510-520 0.17 0.01

520-530 0.23 trace

530-540 0.20 trace

540-550 0.24' trace

550-560 0.20 trace

560-570 0.25 trace

570-580 0.25 trace

580-590 0.23 trace

590,600 O.lS trace

600-610 O.lS trace

0.20 trace
.__.- ._...._._ ..._~/

610-620 \ ~.
\ ///,./

620-630 0.12 0.01 J
\,/ /,/ /

63~40 . 0.23 0.01 ;!<;>' //.

.~••/ ,··... •....-i·"(

,/ .~;. .,1./' ~'~...-/--
October 14, 1970. rvo ~~ ....SIONED ........... " _.-....

." ,

A••AYE...

CHEMI.TS

GEOCHEMI.T.

SAMPLE(S) FROM

SAMPLE(S) OF

DATE ------------

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS



A.SAYERS

CHEMI.nr

GEOCHEM ISTS

SAMPlE{S) FROM

SAMPLE(S) OF

3~5 HOWE STREET. VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINII«} CORP. LTD.
REPORT NO.

S 8519
DRILLCCIlE

:1,1

~~

':'~I -------------------------- ---.; _

'] .
Co~r t-1olyt;>denum.. Sample Ho • (au (Mo~

C 12 300-310' 0.22 trace

310-320 0.14 trace

340-350 0.11 trace

350-.360 O.ll trace

380-390 0.10 trace

390-400 0.14 trace

42Q..430 0.20 trace

430-440 0.18 trace

460-470 0.12 trace

470-490 0.12/-". 0.01
lit 0 )

\ /,./"~
, ·'"H.e .. ·..

TE October u., 1970.DA ~ _

PULP·AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVIS.l6N OF T£CHNICAL SERVICE LABORATORIES
// .-'

/ /



S 8S13

REPORT NO.

Mo~enum

(Mo~
0.01
trace
trace

trace

trace

trace

trace

trace
'0.01
0.01
trace
trace

0.02

0.02

0.02

trace
trace
trace

trace

TELEPHONE 688-3504

trace

325 HOWE STREET • VANCOUVER 1, B.C.

•

CERTIFICATE OF' ANALYSIS

DRILLCORE

BLUE ROOK MINING CORP. LTD.

Co~r
Sample Mo. (au
C 12 640-650 0.S7 -

6S0-660 0.69 -
e.

660-670 0.28

670-680 0.3~ -
680-690 0.3S-
690-700 0.27
700-710 0.21

710.:.720 0.17
720-730 0.47-
730-740 0.37_
740-750 0.S6-

750-760 0.36-
760-770 0.45-
T/Q-7eo 0.38-
7S0-790 0.40_

790-800 0.37--
800-810 0.20
810-820 0.14
820-830 0.13
83e>-S40 0.26

?)
\ ...//

A••AYER.

CHEMI.TS

GEOCHEMI.T.

DATE ~Oc.=.t_o_b_._r.,;,,;;14~.-1-..9'-17....00&..__.....-

SAMPLE(S) FROM

SAMPLE(S) OF

PULP AND REJECTS DISCAROED AFTER 3 MONTHS



325 HOWE STREET • VANCOUVER 1, I.C.

A.SAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

REPORT NO.

58515

DRILLCORE

BLUE ROCK MINING CORP.SAMPLECS) FROM

SAMPLE(S) OF~
m
~~-------------------------------------------

~
~i~

!j

:~
~
:~
:ir

cop~r Mo~enum

Sample No. (au (Mo)%

C 12 840-850 0•.33 .",. trace

8;0-360' O.al trace

860-870 0.12 trace

870-880 0.17 trace

880-890 0.31--- trace

S9Q-900 0.42 .,.-- trace

900-910 0,24 trace

ATE October 14, 1970.D .:..- _

PULP AND REJECTS DISCARDED AFTER 3 MONTHS •
./77OF TECHNICAL SERVICE LABORATORIES

(



A••AYERS

CHEMISTS

GEOCHEM 1ST.

SAMPLE{S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ReCK MINING CORP. LTD.
REPORT NO.

S 8520

DRILLCORE

October 14, 1970.DATE _

...

Sample No.

C 12 91().920

92D-930

930-940

940-J150
950-960

960-970
970-980
980-990
99Q..J.OOO

lQJO-lOlO

10lQ-l020

!<l2Q-I030

1030-1040
1Q4Q-l050

'105Q-106O
lOOQ..J.lOO

112o-ll40

u6C-J..l8o
12()()..J.220

1240.J.246

Copper (Cu)t1,

0.28

0.25

0.C17
0.06
0.03

0.02

0.05

0.05

0.01

0.01

trace
trace
trace

trace

trace
trace
trace
trace

Molybdenum(Mo'f1,

trace

trace

0.01

trace
trace
trace

, trace

trace
trace
trace
trace
trace
trace
trace
trace
trace
trace

PULP AND REJECTS DiSCARDED. AFTER 3 MONTHS •
.'''' ...

DI~9I1'oN 7'TECHNICAL SERVICE LABORATORIES

// ('
'"

~,;·.~::·.:~·~·.,·: •.0;;~'",;:;::."';;;?r<;:;~'y;~<~;;4:;;'.;';;<Jt.!'.,.;~~\~~~~~~~$:~,



T ~ t
325 HOWE STREET • VANCOUVER 1, B.C.

A.SAYER.

CHEM'.T8

OEOCHEM '.TS

SAMPLE(S) FROM

SAMPLE(S) OF

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

I:Ltm R.()C~\ IllNING CORP. LTD.
REPORT NO.

S 3529

3ampl€' No. Copper (Cu}% Molybd enur.1 (110 )7;

c 13 lL0-l50 0.01 trace
150-160 0.01 trace

- 160-180 trace trace
lS0-:}90 0.06 trace
190-.200 0.16 trace
200-210 J.IO trace
210-220 0.10 trace
2:2)....230 . -.).2L, trace
2?0-240 O.CJ7 trace
21.;0-250 J.23 trace
250-.260 0.10 trace
26C)-.270 0.16 trace
270-.260 0.39 - trace
280-290 G.2S .. J.~)1

29C-?<Y) 0.17 trace
3()()...310 0.16 trace
310-320 0.10 trace
320-330 0.02 trace

330-340 0.16 trace

340-350 0.13 trace

. October 15, 1970.DATE ~ _

PULP AND RE.JECTS DISCARDED AFTER .3 MONTHS •• DIVISION OF TECHNICAL SERVICE LABORATORIES



A.SAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET· VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

-

L.:lJr.: R'.)CK lUNING CORP. LTD.

DRILLCORE

Sample No. Copper (Cu)% Molybdenum (Ho)%

C 1; 350-360 0.14 trace

360-'370 0.12 trace

370-380 0.15 trace

380-390 0.18 trace

REPORT NO.

S 8530

October 15, 1970.DATE _

PULP AND REjECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



l
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK LaNING CORP. LTD.
REPORT NO.

S 8531

co~r Molybdenum... Sample No • (au (Ho)%

C 1; 39CJ.-lJOO 0.20 trace

400-410 0.22 trace

j~Q-l~O 0.13 trace

420-4~O . 0.80 - trace

1+30-440 0.77- 0.01 -"

44o-JJ,50 0.05 trace

l.t50-l~60 0.02 0.01

460-/+70 0.02 tr::\ce

47Q....480 0.02 traco

48~90 0.02 tra.ce

SIGNED

October 15, 1970.
DATE _

PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



TO

INTER OFFICE MEMO

CYPRUS EXPLORATION CORPORATION

VANCOUVER OFFICE

:It;rl --------4

Date: October 15, 1970.

"""I!

To: C. A. Mark Reference: 653-CVL

From: I.B.P. Sawyer

Subject: Big Onion As says

Enclosed please find copies of some further assays from the Big Onion

drilling. There are more to come.

IBPS:jmh
Encls.

.Wtzr·



, ii
i



1 SilL
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

8-9167

DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (Mo)%

cB 540-560 0.02 0.01

cB 580-600 0.01 trace

cB 620-640 0.03 trace

C8 660-680 t.race trace

cB 700-720 trace trace

DATE August 25. 1970. SIONllD~~-
PULP AND RE~ECTS DISCAROED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 SilL
~

ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

CYPRUS EX~LORATION CORP. LTD.

DRILLCORE

Copver Molybdenum
Sample No. (Cu)% (Mo)%

C8 740-760 0.02 trace

C8 780-800 0.02 'trace

C8 820-840 0.05 trace

C8 860-880 0.03 trace

REPORT NO.

S-Ql

SIGNED tf!fJ.~'--DATE AygYS' as. 1979.

PULP AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 Sill
A••AYE,..

CHEMI.TS

aEOCHEMI.,..

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLB(S) FROM

SAMPLB(S) OF

CYPRUS EXPLORATIONS LTD.

ROCK AND DRILLCORE

REPORT NO.

8-9188

: j

1\/ .1."J l:1i~,'~ .; ....' \,,'

SampleKo.

Vector Sample
11

C8 900-920

C8 940-960
C8 980.1000

Copper (Cu)~

0.50

0.03
0.10

0.05

Molybdenum (Mo)_

0.01

0.01

trace

DATI August 27, 1970. 810NBD :8-n@U.::~L--
PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATOIllIIES



1 SilL
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLB(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATIONS CORP. LTD.
REPORT NO.

S-9190
DRILLCORE

Copper Molybdenum
Sample No. (eu)% (No)%

C8 1020-1040 0.09 trace

1060-1080 0.07 trace

1100-1120 0.06 tl ..' (~r~

1140-1J60 0 .. 18 trace

1180-1200 0.08 t ... ·~,.~e

1120-·.1240 0.09 0.01

1260-1280 O.L5 trace

SeJ:Jtember 2, 1970.
DATE _ SJaNBD~--

PUL.P AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 Sill
ASSAYERS

CHEMISTS

GEOCHEM ISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688·3504

CERTIFICATE OF ANALYSIS

SAMPLB(S) FROM CYPRUS EX PLORATION CORP. LTD. REPORT NO.

:c/B1ue Rock ~inin. Corp.

SAMPLE~)OF DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C8 1300-1320 0.06 trace

1340-1360 0.03 0.01

1380-1400 0.04 traoe

1420-1440 0.03 trace

1460-1480 0.03 0.01

1500-1520 trace trace

S-9192

SIGNEDDATE September 2 t 1970•.

PULP ANO RE"'ECTS OISCAAOEO AFTER 3 MONTHS •
~~~

DIVISION OF TECHNICAL SERVICE LABORATORIES



1 SilL
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLB(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORP. LTD.
REPORT NO.

V-9202
DRILLCORE

"PROJECT 124"

Sample No. Copper (cu)~ Molybdenum (Mo).

eS 1540-1560 0.02 trace

1580-1600 trace trace

1620-1640 trace trace

1660-1680 trace trace

1700-1720 trace trace

1740-1760 0.01 trace

1780-1800 trace trace

1820-1840 0.03 trace

1860-1880 0.02 trace

1900-1920 0.03 trace

1940-1960 0.01 trace

1980-2000 0.03 trace

DATE September 8, 1970. SJONl!D~
PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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1 SilL
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORPORATION LTD.
REPORT NO.

V-9223
DRILLCORE

Copper Molybdenum
Sample No. (Cu)% (l-10 )%

C9 52-60 0.04 o. rn

60-70 0.02 0.01

70-80 0.02 0.01

80-90 0.03 trace

90-100 0.09 0.01

100-120 0.03 0.01

180-200 0.06 0.02

. 220-240 0.07 0.02

260-280 0.06 0.03

300-320 0.07 0.03

340-360 0.07 0.02

380-400 0.06 0.02

620-630 0.18 0.01

630-640 0.09 0.01

640-650 0.09 0.01

650-660 0.10 0.01

660-670 0.09 0.01

670-680 0.12 0.01

680-690 0.10 trace

690-700 0.08 0.01

.Cl~~
SIONBD 7:f'(.P;~DATE September 18, 1970.

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 SilL
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORP. LTD.
REPORT NO.

8-9224
DRIILGORE

Copper Molybdenum
Sample No •• (CU)% (Mo)%

C9 700-710 0.07 0.02

710-720 0.06 'trace

720-730 0.12 0.02

730-740 0.09 D.lil

740-750 0.08 trace

750-760 0.08 0.01

760-770 0.06 'trace

770-780 0.09 trace

780-790 0.04 trace

790-800 0.06 0.01

800-810 0.03 trace

810-820 0.02 0.01

820-830 0.05 0.01

830-840 0.06 0.01

840-850 0.07 0.01

Unmarked 0.02 0.01

DATE September 18, 1970. SIGNED -j21i!i9!~~
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



o.---



1 Sill
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORP. LTD.
REPORT NO.

5-92,(2

DRILLCORE

Sample No. Copper (eu). Molybdenum (Mo)~

C 10 790-800 0.12 0.01

820-830 0.06 trace
830-840 0.04 0.01
860-870 0.04 trace
880-89·0 0.06 0.01
900-910 0.04 trace
910-920 0.01 0.01
920-930 0.09 trace
930-940 0.02 trace
940-950 0.02 trace
950-960 0.05 trace
960-970 0.01 trace
970-980 0.01 trace
980-990 0.01 trace
990-1000 0.01 trace

1000·1010 0.01 trace
1010-1020 trace trace
1020-1030 0.01 trace
1030-1040 trace trace
1040.1050 0.01 trace

DATE September 25, 1970. SlONED~~
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 Sill ~
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP. LTD.

DRILLCORE

REPORT NO.

8-9243

Sample No.

C 10 1070-1080

1110-1130

Copper (Cu):C

0.01

0.01

Molybdenum (Mo)~

trace

trace

SJONSD~Sept••ber 25. 1910.
DATE _

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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t·1 Sill ~~..-
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM

SAMPLE(S) OF

BLUE ROCK MINING CORP.

DRILLCORE

REPORT NO.

5-9268

Copper Molybdenum
Sample No. (Cu)% (Mo)%

C 11 70-90 0.67 ,. 0.01

110-130 0.15 0.02

150-170 0.26 ~, 0.03

190-210 0.16 0.03

230-250 0.12 trace

270-290 0.17 trace

CI0 1150-1170 0.02 trace

1190-1207 0.02 trace

DATE September 28, 1910.

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS

SIGNSD \ i., - __
\ / ,7

• DIVISI7CHNICAL SERVICE LABORATORIES

/'



1 SilL
325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM BLUF ROCK MINING CORP. LTD.
REPORT NO.

S-9282

SAMPLE(S) OF DRILLCORE

O. (JJ.

trace

trace

trace

tr~ce

trace

0.03

0.02

0.02

0.02

0.02

0.02

0.01

0.02

0.01

0.03

0.02

Molybdenum
(Mo)%

0.01

trace

trace l
//// /" / /

/". V

SIGNED " \;4:c:/~

0.10

Copper
(Cu)%

0.13

0.09

0.33

0.30-

0.21

0.24

0.11

0.09

0.13

0.14

0.15

0.14

0.14

0.16

0.15

0.27

0.14

0.10

0.10

Sample No.

CII 90-100

100-110

130-140

140··150

170-1~

180-190

210-220

220-230

250-260

260-270

290-300

DATE October 2, 1970.

PULP AND REJECTS DISCARDED AFTER 3 MONTHS • DIVISION'OF/1'ECHNICAL SERVICE LABORATORIES
,./ /

, /.t,



1 Sill
~

325 HOWE STREET • VANCOUVER 1, B.C.

ASSAYERS

CHEMISTS

GEOCHEMISTS

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLE(S) FROM BLur kOCK MINING CORP. LTD.
REPORT NO.

5-9283
SAMPLE(S) OF DRILLCORF

+"-"

trace

•

Copper MolybdenuIll
(Cu)% (i\io ) %
0.05 t,race

0.05 trace

0.06 trace

0.07 trace

O.J.l trace

0.15 trace

0.21 0.01

0.22 trace

i).21 trace

0.16 trace

0.18 0.01

0.l4 trace

0.20 0.01

0.22 trace

.... ,.".,.'., ': -p-;,/1
0.13 0.01 J'/>:f /;/
0.16 o. 01 ,.,.. ",."",.,""."'>~'::/., ~/,. .,.', f/

SIONBD ~~/
// ,/

DIVISION OF ?H"c.. AL SERVICE LABORATORIES

/ V//

0.18

430-450

490-500

450-460

500-510

510-530

470-490

460-470

530-540

540-550

580-590

590-610

550-5'70

570-580

610-620

62 -630

630-640

Sample No.

ell 420-430

DATE October 2. '97 0

PULP AND RE'-'ECTS DISCARDED AFTER 3 MONTHS



1 SilL
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

BLUE ROCK MINING CORP. LTD.
REPORT NO.

5-9292
DRILLCORE

Cel··j.:er ~lo1ybdnum

Sample No. (Cu)% (~10 ) %
ell 640-650 0.26 0.02

650-660 0.20 0.02

66c-670 0.15 0.01

670-680 0.30 0.01

680-690 0.02 0.01

690-700 0.02 0.01

720-74U 0.01 trace

760-780 0.0] trace

8oo-R26 0.01 trace

DATE October 2, 1970.

PUL.P AND RE..JECTS DISCARDED AFTER 3 MONTHS • HNICAL SERVICE LABORATORIES



CYPRUS EXPLORATION CORPORATION LTD.

TO ---

AUG 171970
1

2
3 --
4

INTER OFFICE MEMO

Ref. 481-CVL

Date: August 12, 1970

TJANC.C'III_··..·-vvrrt"-"c,

ICOMMENT I
RETURN TO

AUG 171970
1 !5
2 6

3 7
.4 8J. G. Simpson

I - ,

BIG ONION ASSAY RESULTS

C. A. Mark

From:

To:

Subject:

Herewith latest print outs of DDH #C7 core assays.
Outside of the intersection 660-710 everything would seem
to be of rather less than marginal interest, but at least
it's still there.

Latest news on DDH #C8 is 530' and still in
volcanics, but with some copper/moly mineralization at
about 100' and 200'. This is way below being are grade,
but significant in that it is a long way from the contact.

JGS/jel

Enc1s.



I

1 Sill
----,

~
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLECS) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS LTD.

DRILLCORE

Copper Molybdenum
Sample No. (cu)~ (Mo)'"

C7 480-490 0.08 'trace

490-500 0.07 0.01

500-510 0.18 0.01

510-520 0.08 0.01

520-530 0.15 0.02

530-540 0.17 6.01

540-550 0.13 trace

1080-1090 0.05 trace

1090-1100 0.08 0.01

1100-1110 0.10 trace

1110-1120 0.16 trace

1120-1130 0.06 trace

1130-1140 0.02 trace

1140-1147.6 0.06 trace

REPORT NO.

8-9141

SIGNED :tSlJE.DATE Ancust 10. 1970.

PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 Sill
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLECS) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS CORP. LTD.

DRILLCORE

Copper Molybdenum
Sa.pleNo. (Cu)~ (Mo)%
C7 890-900 0.10 trace

900--910 0.09 0.02
910-920 0.13 0.01

920-930 0.20 0.02

930-940 0.22 0.01

940-950 0.39 0 0.02

950-960 0.40 • 0.03
960-970 0.39 0 0.02

970-980 0.06 0.02

980-990 0.05 0.01

990-1000 0.08 0.01
1000-1010 0.13 trace
1010-1020 0.09 trace
1020-1030 0.08 0.01

1030-1040 0.02 trace
1040-1050 0.02 o. 02
1050-1060 0.08 0.03
1060-1070 0.06 trace
1070-1080 0.04 0.01

REPORT NO.

8-9134

DATE Augu8t la, 1970. SJGNBD~
PULP AND RE~ECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES



1 Sill
ASSAYERS

CHEMISTS

GEOCHEMISTS

SAMPLE(S) FROM

SAMPLE(S) OF

325 HOWE STREET • VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

CYPRUS EXPLORATION CORP. LTD.
REPORT NO.

5-9133
DRILLCORE

Copper Molybdenum
S••ple No. (cu)~ (No)_
C3 960-968 0.02 0.01

C7 90-100 0.30 0.02

200-210 0.07 0.01

210-220 0.07 trace
240-250 0.08 0.01

250-260 0.10 0.02

550-560 0.48 • 0.02

560-510 0.46 • 0.03

770-180 0.18 0.01

780-790 0.11 0.01

790-800 0.13 0.01 .,,,.

800-810 0.16 0.02

810-820 0.29 0.01

820-830 0.26 O.OJ.

830-840 0.04 o. "l

840-850 0.09 0.01

850-860 0.09 0.01

860-870 0.29 0.02

870-880 0.52 • 0.02

880-890 0.14 0.01

DATE Aupa't 10, 1970.

PUL.P AND RE..JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL. SERVICE LABORATORIES



---- 1 SilL
,~

~
ASSAYERS

CHEMISTS

GEOCHEMISTS

325 HOWE STREET - VANCOUVER 1, B.C.

TELEPHONE 688-3504

CERTIFICATE OF ANALYSIS

SAMPLB(S) FROM

SAMPLE(S) OF

CYPRUS EXPLORATIONS

DRILLCORE

REPORT NO.

8-9132

Copper Molybdenum
Sample No. (Cu)~ (Mo)~

C7 570-580 0.24 0.01
580-590 0.07 0.01

590-600 0.08 'trace
600.610 0.11 0.01

610-620 0.38 • 0.02

620-630 0.20 0.02

630-640 0.52 • 0.04

640-650 0.16 0.02

650-660 0.27 0.02
0.36· ~.

.....~
660-670 0.02 -

670-680 0.41 • 0.02 ' ...

680-690 0.66. .<$ 0.03 .o""C

690-700 0.63 • 0.02

700-710 0.29 • 0.01

710-720 0.41 • 0.01-
720-730 0.13 0.01

730-740 0.26 0.01

740-750 0.16 0.01

750-760 0.11 0.02

760-770 0.13 0.01

DATE Auguat 10. 1970. S10NED~---
PULP AND RE.JECTS DISCARDED AFTER 3 MONTHS • DIVISION OF TECHNICAL SERVICE LABORATORIES
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