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Rejects &pulps have been shipped by C.P. Nerchandise to-day.

3J 1fl.crcb!? QIl'dify THAT THE ABOVE RESULTS ARE THOSE

ASSAYS MAOE BY ME UPON THE HEREIN DESCRIBED SAMPLES _ . _ .

Rejects Retained one month.

Pulps Retained one month
unless specific arrangements
made in advance.
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NO. 8083
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1416 CROWN STREET

NORTH VANCOUVER, 8. C.

CANADA

TELEPHONE: 988· 6955
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CHEMEX LABS LTD.
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• CHEMISTS • GEOCHEMISTS
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r

TO:

ATTN:

Atlas Exploration Ltd.,
330 - 355 Burrard St ••
Vancouver, B. C.

INVOICE NO.

DATE RECEIVED

DATE ANALYSED

2851

May 21/70

May 25/70

1'1'1"1 1'1'1'1 rn" rn1 rn" PPM
SA:MPLE NO.: CQoper Lead Zinc Nickel Silver Molvbdenurr

:- Amen III p60 3.0 0
... Amen ilZ 107 1.5 0

Hat 1 .. 50 15 78 100
.

\,

)Hat 1 Silt 87 19 87 157
HRt 2 . 30 17 en 100
Hat 2 Silt 52 19 90 204 \. /V, ..j:t:(c-4:( K
Hat 3 17 13 124 100 rJ-z-,/-r.,-<~
Hat 3 Gossen Silt 101 24 130 149

( r);' S;.
Hat 4 32 15 70 84 is......, ~<!-- .t···

HRt 5 25 13 107 200
Hat 6 11 ·13 94 6~~
Std. 1120 98 85 113 46
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CERTIFICATE Or- ANALYSIS

TO:

• CHEMISTS

--- ~ ... _-. - --.

Atlas Explorations Ltd.,
330 - 355 Burrard St.,
Vancouver, B. C.

• GEOCHEMISTS • ANALY5TS • ASSAYERS

NO.

INVOICE NO.

DATE RECEIVED

8084

2854

ATTN:
DATE ANALYSED May 25/70

PPM PPM PPM
SAMPLE NO.: Ni.ckel Silver Manganese - I

Hat Ifl 10 < 0.5

/
Rock Geochem I.

3620 < 0.5
30 30 · < 0.5
40

,
32 < 0.5

50 34 < 0.5
60 46 < 0.5
70 36 < 0.5

IVJ~...:t..e-e.-( 12. . ,P/Ly-'~80 34 < 0.5
,

I

~90 32 < 0.5 ?L-<-<---It:~-+::;...,

92 200 3.0 . ~~h '7'../'~)

100 65 . 2.0 ,8, C,
110 250 1.5
120 695 0.5
130 30 0.5
140 100 3.5
160 210 < 0:5

Hat 170 405 · < 0.5
Anal Mn 925
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