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Sample No. Cu Pb Zn Ni Co As Sb Hg Au Ag W 

ppm ppm ppm ppm ppm ppm ppm ppb ppb ppb ppm 

BDS-0063 137 89 1940 57 35 9.5 2.8 15 36 2900 
0421 95 15 87 25 22 2 420 2 
0424 33 94 -2 250 
0425 112 204 -2 130 
0475 113 86 -1 13 4 120 
0476 100 71 -2 110 
0477 71 330 -2 280 
0481 77 54 -2 170 
0482 61 35 -2 90 
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Client No. s i o 2 

% 

A1 20 3 

% 

CaO 
% 

MgO 
% 

Na20 
% 

K 20 
% 

F e2°3 
% 

MnO 
% 

T i 0 2 

% 

Cu 
ppm 

Zn 
ppm 

1 BCS - 0058 51.3 14.4 9.11 7.38 2.82 0.42 12.0 0.203 0.47 52 71 

2 0060 50.1 15.7 11.7 7.81 1.31 0.16 12.4 0.254 0.52 61 39 

3 0064 64.2 14.9 3.74 2.98 4.08 1.41 5.71 0.088 0.75 11 76 

4 0474 54.5 14.4 3.48 2.87 3.56 1.90 12.9 0.188 2.74 

5 0480 51.3 13.6 7.78 5.70 3.50 0.25 10.8 0.163 1.65 
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Geochemical Data 

Sample No. Au Ag Cu Pb Zn 
oz/ton oz/ton % % % 

BCS-0059 0.002 0.096 0.0680 0.0150 0.360 
0061 0.019 0.084 0.173 0.0046 7.60 
0062 0.015 1.43 0.0162 0.870 2.50 
0422 -.001 0.025 0.109 0.016 
0423 0.001 1.52 0.025 9.80 
0426 -.001 0.022 0.126 0.0039 
0427 -.001 0.048 0.500 0.0021 
0428 -.001 0.004 0.039 0.0028 
0429 -.001 0.022 0.250 0.0033 
0430 -.001 0.029 0.260 0.0024 
0431 -.001 0.030 0.093 0.0030 
0432 -.001 0.002 0.0019 0.0020 
0433 -.001 0.004 0.0055 0.0036 
0434 -.001 0.005 0.0028 0.0054 
0435 -.001 0.004 0.094 0.0046 
0478 0.001 1.43 0.051 0.990 2.50 
0479 -.001 0.446 0.076 0.148 3.80 
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ASSAY <V 
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SAMPLE No. 

"Pulp Samples" 

83-175 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

OZ./TON 
GOLD 

OZ./TON 
SILVER 

X 
Cu 

3 $jei*ebg (Certtfg THAT THE ABOVE RESULTS ARE THOSE 

ASSAYS MADE BY ME UPON THE HEREIN DESCRIBED SAMPLES . . . . 

% 
Zn 

0422 Trace .02 .11 .03 
0423 Trace 1.56 .03 9.56 
0426 Trace .02 .14 .02 
0427 Trace .32 .50 .01 
0428 Trace .04 .05 .01 
0429 Trace .10 .23 .01 
0430 Trace .20 .24 .01 
0431 Trace .06 .11 .01 
0432 Trace Trace .01 .01 
0433 Trace Trace .01 .01 
0434 Trace .10 .01 .01 
0435 Trace .04 .10 .01 

Aasayer 



TO: -TERRAMIN.iUE5EARCH.LABa-I.TI)., 
-Uy-223S..-.33l:h.Av£nue.iJ.JEL^ 

.Calgary, Alberta . .T2B..7Q7 

...ATTN.: Y. Hazeldene 

File No. . 25153 
Date August 24 f 1983 
Samples ?. u l P 

&i ASSAY V 

LORING LABORATORIES LTD. 
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SAMPLE No. OZ./TON OZ./TON % % % SAMPLE No. GOLD SILVER Cu Pb Zn 

"Pulp Samples" l 
I 

83-175 
i 

i 

BCS-0059 Trace ; i .20 .08 . .04 .34 
0061 .024 ' .24 .17 .02 7.67 
0062 .042 1.58 .02 .79 2.28 
0478 Trace , 1.52 .06 .89 2.33 
0479 Trace , 

l 
i 

.56 .08 .16 3.80 

3 ft crebg (Certifg T H A T T H E A B O V E R E S U L T S A R E T H O S E 

_ i 
A S S A Y S M A D E BY M E U P O N T H E H E R E I N D E S C R I B E D S A M P L E S 

Rejects Retained one month. 

'ulps Retained one month 
mless specific arrangements 
nade in advance. 

http://-TERRAMIN.iUE5EARCH.LABa-I.TI


Tb: TERRAMIN._RESEARCH_.LAB S__ LTD. 
14^.2235.-„ 30th..Aymue N.E. 
Ca^j&arY^Alberta. T2E__7C7__.__ 
Attn: Y.M. Hazeldene 

' ASSAY 

^11 P 
File No. 253&0 I U L , 

Date . October 17, .1983 ... 
Samples Pulps 

LORING LABORATORIES LTD. 

o)t>l 

SAMPLE No. 0Z./T0N 
GOTD 

OZ./TON 
SILVER 

% 
Cu 

% % % 
Pb Zn Ni 

% 
Co 

Pulp Samples 

( 83-204-0131_3 Trace .08 .10 .71 2.20 -
-0144 Trace .04 .04 .02 1.30 
-0145 Trace .06 .03 .02 4.85 -
-0146 2.528 .25 .13 .01 .05 -
-0150 .018 9.96 .31 1.43 2.95 -

-0141 .016 - - - - -

83-268-0436 _ . Trace Trace 
-0442 Trace .16 .02 .01 

21 ^icrebu 
A S S A Y S M A D E BY 

(Certify THAT T H E 

M E U P O N T H E H E R E I N 

A B O V E R E S U L T S A R E T H O S E 

D E S C R I B E D S A M P L E S . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Assayer 



Corp. Falconbridge Copper 
TERRAMIN RESEARCH LABS LTD. 

J O B # 83 -204  

P a 9 e 1/1 

Client No. Ba s i o 2 A 12°3 CaO MgO Na20 K 2 ° F 6 2 ° 3 MnO T i 0 2 Cu Pb i 
Zn Au Ag 

% % % % % % % % % % ppm ppm ppm ppb ppb 

1 BCS - 0126 6 7 . 8 1 5 . 7 2 . 2 9 2 . 0 9 4 . 6 5 2.37 3 . 3 9 0 . 0 1 7 0 . 2 0 190 15 18 10 

2 0127 6 8 . 0 1 5 . 7 2 . 2 2 2 . 1 2 3 .99 2 . 8 1 3 .43 0 .017 0 . 2 0 194 16 10 10 

3 0128 6 3 . 3 1 4 . 9 3 .01 1.67 0.73 5 . 1 8 8 . 5 2 0 .026 0 . 2 3 137 22 18 60 

4 0136 4 6 . 0 7 . 1 8 12.7 11.7 0 .10 0 . 9 8 14.3 0 .480 0 . 1 8 1490 132 3900 6 550 

5 0138 6 1 . 4 1 4 . 2 4 . 4 5 3.65 1 . 5 9 3 .12 8 . 5 2 0 .469 1 .53 70 161 6 330 

6 0140 6 6 . 7 1 4 . 2 2 .81 2 . 0 2 2 . 1 6 2 . 5 1 8 . 0 1 0 . 0 8 0 0 . 7 5 1010 1090 4 210 

7 0141 6 3 . 1 1 4 . 5 4 . 5 7 1 .26 2 .04 4 . 1 0 3 . 0 2 0 .052 0 . 2 0 520 42 26 370 

8 0142 6 5 . 5 1 4 . 7 2 . 4 9 1 .64 1 .02 5 .23 5 . 8 5 0 . 0 4 4 0 . 2 3 600 21 102 330 

9 0143 53 .3 1 7 . 4 2 . 7 4 4 . 2 4 0 . 9 4 4 . 0 4 1 3 . 5 0 . 1 7 6 1 .97 1100 340 2 190 

0 0147 0 .043 6 3 . 3 14 .2 1 .11 1 .52 4 . 9 9 1 .82 9 . 6 1 0 . 1 6 5 1 .07 18 73 146 80 
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LORING LABORATORIES LTD. 

SAMPLE No. 

"Pulp Samples" 

83-321 

BCS-0514 
-0515 
-0516 
-0517 

OZ./TON 
fiOI.fi  

OZ./TON 
-STT.VF.R 

% % 

Trace 
Trace 
Trace 
Trace 

. 0 6 

. 0 7 

. 0 9 

. 0 6 

01 

01 

01 

01 

01 

02 

02 

02 

31 i fUTcbll (Certify T H A T 1 H E A B ° V E R E S U L T S ARE T H O S E 

A S S A Y S MADE BY .VIE UPON T H E HEREIN D E S C R I B E D S A M P L E S 

Rejects Retained one month. 
V 

Pulps Retained one month ^ \ 
unless specific arrangements ^f'fi<( ,<ry 
made in advance. / Assayer 
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