
To: Ft: lci 'nbrid ? - ;e N f c k e l Mings 11&. 

PAGE No. I 

703 - 113.: Vest Pender Street 
Vancouver, B .C . V6£ 2S1 

mis m 
REPORT No - g 

B O N D A R - C L E G G & C O M P A N Y L T D . D A T E : j.-.tv.,- ry 11, UOS, 

CERTIFICATE O F A S S A Y 
Staples cubi i i t tud : J*nu*ry 5 , 1:579 
Results cofflpletedi Jaouary 1 1 1 ii?7y 
PEOJECT; PH 177 (BOO) 

(31 i|£lTEbg terttfg that the following are the results of assays made by us upon the herein described or.C. samples. 

M A R K E D G O L D 

Ounces 
per Ton 

<0.002 

Value 
Der Ton 

S I L V E R 

Ounces 
per Ton 

0.14 

Cu 

Percent 

<0.01 

Pb 

Percent 

0.20 

Percent 

<0.01 

Percent Percent Percent Percent 

T O T A L V A L U E 
PER T O N 

(2000 LBS.) 

822479 


