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822485 

Geochemical Analysis Certificate 
Company: MEVNOVA INC. 
Project: CRANBROOK/602 
Attn: COLIN BURGE 

2V-1079-RG1 

Date: OCT-09-92 
Copy 1. M1NNOVA INC., VANCOUVER, B.C. 

We hereby certify the following Geochemical Analysis of 6 ROCK samples 
submitted SEP-29-92 by C. BURGE. 

Sample B F 
Number PPM PIM 
(R-92-01 58 560 
GR-92-02 46 320 
SJ-92-01 83 800 
GF-92-01 4140 380 
GF-92-02 6870 730 
(F-92-03 4470 580 

Certified by_ 

MTN-EN LABORATORIES 
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Geochemical Analysis Certificate 2V-1079-RG2 

Company: MINNOVA INC. Date: OCT-09-92 
Project: CRANBROOK/602 Copy 1. MINNOVA INC.VANCOUVER.B.C. 
Attn: COLIN BURGE 

We hereby certify the following Geochemical Analysis of 1 ROCK samples 
submitted SEP-23-92 by COLIN BURGE. 

Sample BA-TOTAL 
Number PPM 
S J - 9 2 - 0 2 2 1 

Certified by 

MTN-EN LABORATORIES 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 2V-1079-RJ1 
PROJ: CRANBROOK/602 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/10/03 
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31) 

SAMPLE 
NUMBER 

AG AS BA CU PB SB ZN AU-WET 
PPM PPM PPM PPM PPM PPM PPM PPB 

GR-92-01 
GR-92-02 
SJ-92-01 
GF-92-01 
GF-92-02 

.3 1 226 15 9 1 27 3 

.1 1 33 4 9 1 10 1 

.1 1 263 24 10 1 82 1 

.3 172 16 10 11 6 7 4 
7.7 319 43 11 790 9 10 3 

GF-92-03 .1 13 58 8 37 1 9 2 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 2V-1079-RJ2 
PROJ: CRANBROOK/602 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/10/03 
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31) 

SAMPLE 
NUMBER 

AG CD CU PB ZN AU-FIRE 
PPM PPM PPM PPM PPM PPB 

SJ-92-02 1.9 >100.0 1197 792 3670 15 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 2V-1079-RL1 
PROJ: CRANBROOK/602 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/10/09 
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F26) 

SAMPLE 
NUMBER 

AL203 BA CAO FE203 K20 MGO MN02 NA20 P205 SI02 TI02 S LOI TOT(%) 
% % % % % % % % % % % % % % 

GR-92-01 
GR-92-02 
SJ-92-01 
GF-92-01 
GF-92-02 

13.80 . 075 . 81 4.27 3.31 1.27 . 04 2.04 . 05 70.58 . 48 .10 2.20 99.00 
16.99 .005 2.98 1.11 .23 1.05 .04 9.90 .22 60.93 .50 .02 5.00 99.02 
15.38 . 040 3.63 3.71 2.74 2.60 .10 2.20 .12 66.42 . 53 . 48 1.90 99.43 
7.48 .005 .01 2.98 .16 .89 .02 .42 .02 84.14 .31 .01 2.60 99.10 
12.73 . 010 . 01 3.97 .61 1.88 . 02 . 70 . 07 74.77 . 47 . 02 3.70 99.14 

GF-92-03 10.56 .015 .01 2.85 .95 1.30 .02 .46 .01 80.82 .33 .01 1.90 99.34 


