f LS/ o L.J VANCOUVER OFFICE:

705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 1T2
m* VO TELEPHONE (604) 980-5814 OR (604) 988-4524

(DIVISION OF:ASSAYERS CORP.) SMITHERS LAB.:

b»qx / I. ABOR ATOR'ES . FAX (604) 980-9621

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS ~ § 2 2775  SiniErs s canaoa voszno
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004

q FAX (604) 847-3005
| T

T e R T T e R = T T T T T A T e T ET T YT T T e

i
Geochemzocad aﬁ}nal wesds ertiifiocasde 1V-1265-RG1

QCli 25 1991 Date: OCT-22-91
Eﬂp}' 1. MINNOVA INE., VANCOUVER, B.C.

Company: MINNOVA INC,
Project: &74

Attn: COLIN BURGE

Ans'd e

He hereby certify the foll“@ﬁhg‘@eochemlcal Analysis of 4 CORE samples
submitted OCT-10-91 by COLIN BURGE,

Sample B BA-TOTAL F

Number FFM FEM PEM

36357 b7.6 432 1090

26358 92.9 441 o963

346359 50,8 374 A10

36360 103, 4 470 805
'

Certified by




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1V-1265-RJ1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 91/10/22
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4526 * CORE *  (ACT:F31)

SAMPLE AG AS BA co U PB SB IN AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPM PPB

36357 .7 630 461 . 734 38 1 211 22

36358 3 6 236 . 468 5 1 148 8

36359 .5 253 312 . 665 29 1 193 36

36360 1.4 1 93 1 62 101 2 222 2
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/‘1"‘ : ”_ VANCOUVER OFFICE:
: 705 WEST 15TH STREET
- l ey @ EN NORTH VANGOUVER, BC. CANADA V7M 1T2
; TELEPHONE (604) 980-5814 OR (604) 988-4524
{:\g pufl L ABOR A‘l‘bRIEs FAX (604) 980-9621
L.‘// (DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
b SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, B.C. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005
geochewical Snelysis Cerdtificates 1V-1264-RG1
Company: MINNOVA INC, | Date: OCT-25-91
Project: LT 4 i Oc-l- 28 19f§3 y . MINNOVA INC., VANCOUVER, B.C

Attn: COLIN BURGE L

He hereby certify the following Geochemical Analyals of CORE samples

submitted OCT-10-91 by COLIN BURGE“J”'“Ti """""""
Sample B F
Mumber FEM FEH
36174 87.7 2335
36175 26.0 4355
36176 37.9 210
Sh177 74,4 bl 81
S6178 835.2 510
36179 bH3.7 480
34180 o 280
46181 0.5 1100
36182 58.8 260
HD-01 78.3 Q4G
HD=-02 49,0 1940
HD-03 78.4 Flb

Certified by

L&N -~

MIN-&N LABORATORIES




COMP: MINNOVA INC.
PROJ: 674

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 172

FILE NO:

1V-1264-RJ1

DATE: 91/10/17

ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB sB ZN  AU-MET
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
36142 .7 1 15 123 19 1 25 20
36143 1.0 1 26 124 15 1 29 5
36159 1.4 1 20 174 14 1 36 5
36160 1.2 1 20 124 13 1 26 10
36173 .9 1 33 88 18 1 22 5
36174 .5 13 99 21 21 1 58 5
36175 .2 1 88 24 21 1 79 5
36176 .9 1 53 23 29 1 37 5
36177 .6 1 106 33 23 1 83 10
36178 .8 1 113 102 22 1 67 5
36179 1.0 1 122 24 21 1 59 5
36180 .7 1 112 52 21 1 60 5
36181 .6 1 108 34 32 1 69 5
36182 .9 1 65 10 14 1 30 10
HD-01 .8 1 [4) 35 34 1 83 10
HD-02 .5 1 108 118 21 1 76 10
HD-03 1.0 1 83 29 78 1 161 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1V-1264-RL1

PrOJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 1T2 DATE: 91/10/17
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 '§102 T102 S TOT(X)
NUMBER % % % % % % % % % * % % %
36142 14.95 .005 8.7 11.93 .40 5.22 .18 2.50 .02 52.87 1.06 .03 97.93
36143 14.00 .005 9.63 11.56 43 6.61 .19 2.06 .01 51.92 .98 .03 97.41
36159 14.60 .005 9.14 12.90 .45 4.82 .20 2.21 .03 52.89 1.26 .09 98.60
36160 14.49 .005 9.59 11.29 .51 6.56 .18 2.14 .01 52.31 .99 .09 98.16
36173 14.48 .005 10.14 9.72 .51 7.29 A7 1.98 .01 51.43 .69 .03 96.42
36174 16.12 .055 1.45 4.33 4.18 1.06 .05 1.00 .01 67.99 .60 .05 96.90
36175 20.46 .070 .66 5.01 5.44 1.23 .07 1.78 .01  61.03 .72 .30 96.77
36176 9.33 .005 1.35 2.94 1.52 .59 .06 3.29 .01  78.54 .37 .07 98.05
36177 15.47 .035 1.00 5.68 3.67 1.23 .06 2.50 .01 67.40 .54 .08 97.68
36178 16.51 .050 .68 4.59 4.01 .98 .05 2.63 .01 67.66 .58 12 97.84
36179 15.43 .045 .86 4.20 3.82 .96 .06 2.33 .01 69.18 .58 .06 97.53
36180 12.05 .015 1.15 4.13 2.55 .94 .06 3.14 .01 73.79 44 .06 98.31
36181 14.71 .050 1.02 4.63 3.64 1.37 .06 2.39 .01 69.02 .55 .66 98.11
36182 12.7 .025 .48 2.62 2.7 .58 .04 3.12 01 75.41 .52 .05 98.28
HD-01 15.53 .045 .70 3.73 4.40 1.53 .04 1.29 .01 67.50 .58 1.06 96.40
HD-02 11.66 .015 3.90 8.93 2.18 2.45 .09 .78 A7 62.66 44 4.03 97.29
HD-03 14.61 .040 1.35 4.20 3.34 1.45 .07 2.45 .01 68.90 .54 .59 97.54
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F MIN A VANCOUVER OFFICE:

. 705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2

p_“f/-s LA BOR AT RIES ;E;(.Egggggéuﬁggz) 1980-5814 OR (604) 988-4524
(DIVISION OF ASSAYERS CORP.)

SMITHERS LAB.:
TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS ggI'BI'HERS, B.C. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005
SReasay TerEtidfioaoaste 1V-1264-RA1
Company: MINNOVA INC. Pate: OCT-17-91
Project: &74 Eopy 1. MIKNOVA INC., VANCOUVER, B.C,

Attn: COLIN BURGE

He hereby certify the following Assay of 17 CORE samples
submitted OCT-10-91 by COLIN BURGE,

Sample LOI
Numb ar A

142 1.00
36143 150
16159 « 5O
34160 - 70
36173 2.60
S6174 2e 40
36175 2. 60
36176 1.00
36177 1,80
56178 1.40
6179 1. 50
6180 G0
36181 1.&0
6182 1.1
HD—-01 Sa 60
HD—-02 5.70
HD-03 2.40

Certified by

MINYEN LABORATORIES




MIN BAL VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

i, TELEPHONE (604) 980-5814 OR (604) 988-4524
ba ]
=\ 475 LABORATORIES FAX (604) 980-0621
(DIVISION OF ASSAYERS CORP.) SM'THERS LAB.:
l_! SPECIALISTS IN MINERAL ENVIRONMENTS g;\.'I?l?JéELs?xgcﬁoéADNADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005
Geocshemicael .Q\.ng. d = i -«Je)gﬁ-t EFicatse 1V-1228-RG1
T e T

Cospany: MINNOVA INC, \ Date: OCT-22-91
Project: 4674 \ ch 25 1991 Copy t. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE | Q i\

\ )
i \

He hereby certify the fpollowing Geochﬁmlcal Analysis of 16 CORE samples
submitted OCT-07-91 by COLiN BURGE -

Sample B BA-TOTAL F
Number FFM FPM FFM
ZhIEOG 9.9 1120 2AH0
36310 35.8 283 170
26311 101.2 1080 265
36312 099 823 849
36313 41.1 685 150
36314 28.9 207 130
3H31S 26.0 180 =iy
36316 79,4 a8s 405
36317 116.0 LT 3595
36218 166.6 02 145

i 1435 1320 100
89.2 574 545

\ S1.d 379 w5
115.8 &0 SO

S70 134 205

26I24 1.0 132 415

Certified by

-




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1v-1228-RJ1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 91/10/22
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cD cu PB SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPM PPB
36309 1.1 1 164 .1 34 16 1 28 2
36310 1.2 1 81 .1 10 16 1 18 1
36311 .9 1 340 | 67 15 1 27 3
36312 .8 1 207 .1 18 15 1 30 2
36313 1.2 1 106 | 6 12 1 16 2
36314 1.2 1 55 .1 6 14 1 16 1
36315 1.1 1 49 | 7 16 1 15 2
36316 9 1 161 w1 137 13 1 47 4
36317 1.1 1 204 | 45 17 1 31 2
36318 13 1 103 .1 8 16 1 16 2
36319 1.2 1 99 | 9 21 1 15 2
36320 1.5 1 229 .1 39 151 1 226 1
36321 1.2 1 259 | 37 43 1 142 1
36322 1.3 1 132 A1 34 %0 1 67 3
36323 1.2 63 53 .1 30 32 1 42 1
36324 1.0 943 87 .1 58 52 1 60 10




1O R
S\ LABORATORIES g 4 O ot s e
w d/ (DIVISION OF ASSAYERS CORP.)

! VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

\ SMITHERS LAB.:
l—'j SPECIALISTS IN MINERAL ENVIRONMENTS ggr?l:irég_sc.)ggoégmm VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005

Seochemicasd Ansd ysis ﬂ‘er‘tz‘ Ficate 1¥-1248-RG1
Company: MINNOVA INC, OD) : 3: Date: OCT-22-91
Project:  &74 | Egﬁy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE sttt

conernt it e
MRS d o oo e
We hereby certify the follojiﬁﬁhGeochemical Analysis of 19 CORES samples
submitted OCT-09-91 by COLIN BURGE,

Sample E  Ba&-TOTAL F
Number FFM FFM FEM
AN 48,2 156 1500
T63ITY 9.2 532 20
I6IT40 90,7 898 o
36341 270.7 923 115
6342 3.4 119 a5
36343 154.6 240 75
4344 ?i.8B 213 105
363435 210.6 414 100
36344 Z25.9 795 265
2hE4T 234.5 796 240
24348 &4, 4 805 160
36349 141.7 G5 150
3I63IT0 207.2 807 440
36351 230.8 736 220
F63I52 2146.0 734 330
36353 257.8 426 220
34354 B1.7 371 135
I6TET 286.2 4473 263
36354 186.3 1010 565

Certified by

%;7




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1V-1248-RJ1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 91/10/22
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cD cu PB sSB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPM PPB
36338 1.3 33 131 -1 8 309 1 236 3
36339 1.4 [ 64 . 73 22 1 20 19
36340 1.6 3 64 1 7 20 1 10 2
36341 1.4 4 59 .1 6 20 1 9 18
36342 1.2 2 22 A 83 19 1 16 21
36343 1.2 1 32 1 39 20 1 14 16
36344 1.2 17 42 1 76 17 1 25 20
36345 1.3 5 44 A 18 27 1 16 1
36346 1.2 11 87 -1 9 20 1 42 1
36347 1.4 4 65 .1 13 20 1 29 3
36348 1.6 3 80 1 5 20 1 25 4
36349 1.2 1 130 1 76 22 1 57 1
36350 1.4 4 91 1 6 16 1 16 2
36351 1.3 1 155 1 5 15 1 28 2
36352 1.1 1 153 1 18 14 1 33 1
36353 1.1 4 145 1 21 19 1 30 1
36354 1.2 1 105 1 1 17 1 26 3
36355 1.0 1 17 1 47 17 1 48 2
36356 .8 1 131 1 100 13 1 35 4
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o VANCOUVER OFFICE:
; MlN o \ ) ! 705 WEST 15TH STREET
o *ENVIRONNAL o G TR
-+ LABORAT ‘ RIES FAX (604) 8300681 e

(DIVISION OF ASSAYERS CORP) SMITHERS LAB.:

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS » GEOGHEMISTS - TELEPHONE (604) 847-3004

i [ —
i\ -

]

Geochemical Anslysis awgmamg 1V-1247-RG1

FAX (604) 847-3005

Company: MINNOVA INC. | Date: OCT-25-91
Project: 674 \ Eopy 1. HINNDVA IRC., VANCOUVER, B.C.
Attn: COLIN HURGE ﬁ RS o sensrzess -

He hereby certify the following Geochemical Analysis of 16 CORE samples
submitted OCT-09-91 by COLIN BURGE,

Sample B E
Number PPM PEM

5D-01 e [ &HE0
Sh—-02 S0, 5 TO0
SD-03 725 570
26158 159.5 700
4161 3.6 370
36142 2930.0 250
61463 118. 4 345
26164 726 526
326165 FheD H10
ZhléEb QU5.0 733
2hH1467 148.1 450
36168 T2.% 1040
H146%9 145.5 S50
36170 1D 1120
36171 232.0 HEG
G172 201.1 655

Certified by

MIN¢€§ LABORATORIES




m MIN VANCOUVER OFFICE:

. . 705 WEST 15TH STREET
EN : NORTH VANCOUVER, BC. CANADA V7M 172

§
W g Y § i
5\jj LABORATORIES B

'Ea (DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
\_ SPECIALISTS IN MINERAL ENVIRONMENTS gM'GFJéEIé?géOgENADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005
Besay Lertificaste 1V-1247-RA1
Company:  MINNOVA INC, Date: OCT-19-91
Project: b74 Copy 1. MINNDVA INC., VANCOUVER, B.C.
fAttn: COLIN BURGE

He hereby certify the following Assay of 16 CORE samples
submitted OCT-09-91 by COLIN BURGE.

Sample LOT
Number it
5001 2. 60
5D-02 1.20
5D-0ZF 28.460
EH158 2. 40
Z&lb61 2 70
SH162 w0
I6163 40
36164 50
36165 1.20
2h1b6 1.80
36147 2,00
36168 2.00
61469 1.30
36170 1.10
26171 A
36172 70

Certified by

| -




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1v-1247-RJ1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 91/10/19
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN  AU-WET
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
SD-01 .7 1 144 50 63 1 17 5
SD-02 1.0 1 93 37 7 1 129 5
SD-03 .9 1 10 944 52 1 190 20
36158 1.0 22 125 30 79 1 136 5
36161 1.1 1 71 15 36 1 52 5
36162 1.3 1 29 9 34 1 26 5
36163 1.0 1 110 8 26 1 23 5
36164 .8 1 126 17 21 1 51 5
36165 .6 2 145 17 20 1 57 5
36166 .8 ] 106 24 16 1 52 5
36167 .8 1 79 20 24 1 43 5
36168 .9 34 70 39 22 1 46 5
36169 1.0 5 50 24 18 1 25 5
36170 .8 1 84 27 17 1 41 5
36171 .8 1 e 16 17 1 34 5
36172 1.0 1 52 20 20 1 37 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1V-1247-RL1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 91/10/1%
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 slo2 TI02 S TOT(X)
NUMBER % % % % % % % % % % * % *
SD-01 14.80 -090 2.41 5.36 3.77 2.68 .09 2.02 .01 64.47 .60 1.27 97.56
SD-02 12.45 .025 3.18 3.92 2.23 2.47 .09 3.19 .01 69.67 .50 .96 98.67
SD-03 5.7 .005 .28 41.39 1.34 1.47 .04 1.24 .03 18.93 .30 2B.56 99.29
36158 13.94 .045 1.36 4.25 4.04 1.30 .08 1.08 .01 70.01 .50 33 96.93
36161 14.14 .080 .34 2.50 4.17 .58 .05 3.45 .01 72.42 .59 .13 98.46
36162 12.17 .050 2.45 .92 2.54 31 .02 4.19 .01 75.46 .51 .05 98.67
36163 14.47 .180 1.49 1.61 5.58 .79 .03 2.73 .01 71.28 .50 .03 98.68
36164 12.31 .025 1.22 4.62 2.90 1.03 .07 2.82 .01 72.96 .50 .07 98.53
36165 13.64 .040 1.28 4.03 3N .98 .06 3.09 .01 71.19 47 .08 97.98
36166 15.85 .040 .93 4.86 4.42 1.12 .07 1.36 .01 68.08 .58 .25  97.57
36167 16.71 .035 2.48 3.89 3.63 .90 .08 2.95 .01 65.60 .66 35 97.28
36168 16.77 .050 1.76 4.65 4.60 1.29 .07 2.16 .01 65.16 .64 .91 98.05
36169 14.70 .040 1.53 2.92 4.32 .65 .07 1.62 01 71,01 .58 .33 97.76
36170 14.77 .020 1.68 4.54 3.42 1.10 .10 2.39 01 69.65 .54 .39 98.61
36171 15.20 .040 1.33 3.5¢4 4.54 .95 .09 1.64 01 69.72 .59 14 97.78
36172 15.37 .025 2.87 3.22 3.88 .88 .08 2.48 .01 68.96 .56 .15 98.48




i VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 172

LABOR ATOR'ES ) g&%&?zﬁg%& ?80-5814 OR (604) 988-4524

(DIVISION OF ASSAYERS CORP.) ; “‘\ SMITHERS LAB.:
SPECIALISTS IN MINERAL ENVIRONMENTS -~ | _>~~  \ MRS BC CANADA VDU 20
CHEMISTS = ASSAYERS * ANALYSTS GEOCHEM!STS -; o = . \ TELEPHONE (604) 847-3004
aee” FAX (604) 847-3005
Geochemical Anzl 9’.‘3’25‘ C‘gﬁg&i&’z cgte 1V-1229-RG1
ﬁ‘ [G\"AR \
Company: ~ MINNOVA INC, \ e Date: OCT-22-91
Project: 474 ‘ . Tupy 1. WINNDVA INC., VAKCOUVER, B.C.

Attn: SHAWN MCCALLUM

L
A0 et
nood

He hereby certify the following Geochemical Analysis of 13 CORE samples
submitted OCT-07-91 by SHAWN MCCALLUM,

Sample B BA-TOTAL F
Number FFM FFM FFM
RN ] gi.9 29 140
IAIZE 52.2 &71 315
SEIET 72.0 132 100
ISR 103.6 730 330
SHIE9 3] Q95 A

55.5 Q54 25
22.1 874 175
FE M 1040 163
128.9 1010 265
150.3 Q09 95

4,2
1.0 217 00
5.4

225 440

Certified by

4




COMP: MINNOVA INC.
PROJ: 674

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V/M 112

FILE NO:

1v-1229-Rd1

DATE: 91/10/22

ATTN: SHAWN MCCALLUM (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cp cu P8 sB IN  AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPH PPB
36325 1.0 3 50 44.7 45 66 1 2375 2
36326 1.3 1 83 R 40 36 1 243 1
36327 1.1 5 43 .1 44 28 1 52 2
36328 1.3 1 156 A 43 28 1 32 2
36329 1.7 1 154 . 30 30 1 31 1
36330 1.6 1 140 A 15 25 1 26 2
36331 2.0 1 77 R 9 24 1 14 1
36332 1.8 1 76 R 7 23 1 16 3
36333 1.7 1 133 A 13 26 1 25 2
36334 1.7 1 83 A 9 27 1 17 2
36335 1.8 1 106 A 16 2% 1 22 1
36336 .9 12 61 .1 7 29 1 65 6
36337 1.1 12 199 R 7 176 1 213 4




MIN VANCOUVER OFFICE:
: 7.’ 705 WEST 15TH STREET
EN NORTH vmcouvsc_R, BC. CAI\(I)AD.(A V7M 1T2
n TELEPHONE (604) 980-58 14 OR (604) 988-4524
s *% 71 I.ABORATORIES FAX (604) 980-9621
‘\ (DIVISION OF ASSAYERS CORP.) SM'THERS LAB_:
3176 TATLOW ROAD
l_} SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA V0J 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004

FAX (604) 847-3005

Geochemical Anaelysis CE‘;’)“‘:‘;‘%J' ficate 1V-1227-RG1
; . = 3 i

T ST e A Bet w
Company:  MINNOVA INC. K flsw =t 1 Date: OCT-25-91
Project:  &74 i Copy 1. WINNOVA INC., VANCODUVER, E.C.

: SOLIN BURGE
Attn COLIN BUR OCT‘ 08 1931
We hereby certify the following Geochemical Analvsis of 26 ROCK samples
submitted OCT-07-91 by COLIN BURGE, ]

Sample E F
Number FPM FFHM
8T-04 64,7 20
ST-07 72.6 ag0
5T-08 74,7 10465
8T-09 Fins 725
LA-01 FASE 585
LA-G2 1O, 3 &HE0
LA-03 82,0 285
LA-04 79.9 200
LA-05S 74,2 B&60
LA-0O4 o) 105
LA-G7 g8 30
LA-08 503 75
Val44 41.0 195
3h145 104, ZA0
36146 75, 1 470
G147 126.5 315
6148 75.8 45
Ah149 7 A0
36150 80.0 235
26151 68,1 4565
36157 107.2 475
6153 108, 2 815
6154 109.6 240
346155 104.8 &O5
A6154 bh.1 &80
157 Fl:9 it

Certified by

MENZQQ LABORATORIES

—_————— N ————— e ———— e ———— . ——— ——— —— ———— e ——




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

I. A B OR AT ORIE s ;’E)%I%SPE!‘SI\;’E 8_63‘;2) 1980-'5814 OR (604) 988-4524
(DIVISION OF ASSAYERS CORP)) SMITHERS LAB.:

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, B.C. CANADA V0J 2NO
CHEMISTS = ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004

FAX (604) 847-3005

Bessay Lertificatas 1V-1227-RA1l

Company: MINNOVA INC, Bate: OCT-18-91
Projects 474 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE

He hereby certify the following Assay of 26 ROCK samples
submitted OCT-07-91 by COLIN BURGE,

Sample LOi
Number %

LA-0O3
LA-04
LA-05
LA-04&
LA-07 3.70
LA-O8 1.10
36144 - 20
36145 1.80
Sbhl4b el

36147 2.20
36148 2.00
36149 1.90
Z6150 2580
26151 1.00 !

6152 2.20
36153 2.80
S6154 2426
36155 2.50

26156 3.60

N At SO N SOV U SOOI .. =N e s D=l ORI N1 T SO |
Ab157 10.50
Certified by ;/
MIéQ;N LABORATORIES
1
o




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1v-1227-RJ1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 91/10/18
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN  AU-WET
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
ST-06 1.3 42 131 33 22 1 96 5
ST-07 .8 1 101 43 28 1 58 5
ST-08 .8 1 93 37 25 1 151 5
ST-09 .6 1 94 8 18 1 43 5
LA-01 .8 1 56 181 23 1 59 5
LA-02 1.0 1 55 17 14 1 35 5
LA-03 .8 1 70 8 69 1 119 5
LA-04 .7 1 104 20 16 1 46 5
LA-05 .4 1 64 32 19 1 113 5
LA-06 .9 6 16 38 12 1 16 5
LA-07 .8 13 m 5 13 1 34 5
LA-08 1.2 1 51 1" 150 1 202 5
36144 1.1 1 7 5 1" 1 14 5
36145 1.0 1 169 17 10 1 25 5
36146 1.0 1 139 37 13 1 23 5
36147 1.1 2 132 31 12 1 42 5
36148 1.1 1 137 26 15 1 86 5
36149 1.1 1 108 30 17 1 53 5
36150 1.3 1" 73 25 20 1 33 5
36151 1.0 58 107 26 13 1 54 5
36152 1.1 1 86 32 17 1 52 5
36153 .9 4 88 24 15 1 59 5
36154 1.1 1 110 21 17 1 75 5
36155 .9 1 86 23 21 1 74 5
36156 1.1 1 134 33 21 1 100 5
36157 1.4 1 76 37 122 1 88 5




COMP: MINNOVA INC. MIN=-EN LABS — ICP REPORT FILE NO: 1v-1227-RL1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 91/10/18
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 sio2 TI02 S TOT(X)
NUMBER % % % % % % % % . % % % %
ST-06 12.92 .015 3.00 4.69 2.53 2.73 .08 2.80 .03 67.69 .52 1.05 98.06
ST-07 15.01 .055 1.53 3.38 3.85 1.79 .16 1.38 .02 68.84 .61 .22 96.85
$T-08 15.45 .075 1.14 3.98 4.32 1.62 .05 81 .01 68.30 .60 .82 97.16
ST-09 18.31 .080 .03 4.53 4.9 1.18 .04 1.74 .01 64.61 .70 .02 96.14
LA-01 15.78 .060 .58 4.70 3.50 1.28 .05 1.64 .01 67.73 .60 .02 95.9%
LA-02 19.18 .0%90 1.00 4.58 4.34 1.62 .05 2.51 .01 62.59 e .02 96.68
LA-03 13.66 .030 1.03 3.33 2.94 .80 .08 2.35 .01 72.72 51 .02 97.47
LA-04 16.28 .080 .57 4.99 4.06 1.19 .06 1.62 .01 66.98 .58 .03  96.44
LA-05 17.03 .055 .67 6.45 3.58 1.61 .09 1.53 .01 64.07 .61 .02 95.73
LA-06 4.86 .005 .01 1.80 .73 .36 .03 1.25 .01 89.25 .24 .01 98.52
LA-07 21.98 .130 .01 5.37 6.41 1.17 .06 47 .01 58.70 .78 .01 95.08
LA-08 11.72 .005 1.25 3.08 1.9 .69 .09 2.98 .01 75.84 .46 .01 98.02
36144 13.28 .005 1.12 2.81 1.42 .76 .05 6.07 .01 72.09 47 .01 98.08
36145 15.50 .075 .49 4.73 4.42 1.38 .05 2.22 .01 68.11 .57 .02 97.56
36146 14.11 .070 .63 4.26 4.01 1.09 .05 2.00 .01 70.63 .58 ..06 97.51
36147 16.56 .050 .46 5.32 4.69 1.09 .07 1.25 .01  66.78 .60 24 9711
36148 17.76 .055 .57 5.27 4.82 1.44 .07 1.97 .01 64.76 .65 .08 97.46
36149 14.46 .025 1.81 4.31 3.47 .96 N 2.00 .01 69.50 .54 .32 97.52
36150 10.71 .010 5.72 3.20 1.93 .63 .21 2.27 .01 71.58 .51 .24 97.00
36151 13.03 .015 2.51 4.50 2.46 1.04 .10 2.81 01 7.1 .50 .28 98.36
36152 12.73 .010 4.20 4.10 2.1 .79 .18 2.68 .01 69.10 .46 51 96.87
36155 16.32 .050 .43 4.54 4.84 1.22 .07 1.10 .01 67.37 .59 .62 97.16
36154 17.15 .050 1.04 6.77 4.88 1.19 .09 1.50 .01 65.77 .64 32 97.40
36155 16.40 .050 1.50 3.90 4.29 1.01 .08 1.33 .01 67.41 .60 41 96.98
36156 16.03 .050 1.37 5.38 4.17 1.1%9 .08 1.45 .01 65.09 .59 .62 96.02
36157 12.07 .025 1.56 3.97 2.87 .73 .07 1.58 .01 65.24 .46 .84 89.41




/‘-" LABORATORIES

(DIVISION OF ASSAYERS CORP.)

lb/! SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS * ASSAYERS ® ANALYSTS * GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (804) 988-4524
FAX (604) 980-9621

SMITHERS LAB.:

3176 TATLOW ROAD

SMITHERS, BC. CANADA VOJ 2NO
TELEPHONE (604) 847-3004

FAX (B04) 847-3005

Feochemzosl sl vsis

Certidficate 1V-1186-RG1

Company:  MINNOVA INC,

Project: 674
Attn: COLIN BURGE

Date: OCT-22-91

Copy 1. HINNDVA INC., VANCOUVER, B.C.

We hereby certify the following Geochemical Analysis of 12 CORE samples
gubmitted SEP-30-31 by COLIN BURGE,

Al

B BA-TOTAL LD £y
PFH PPH PP PPH

PR

—

b

Sample AL-HET
Number PPR
8T-91-04 3
5T-91-02 5]
5T-91-03 3
5T-71-04 a
57-91-03 3
36301 a
34302 ]
36304 i
36305 g
36306 g
36307 3
36308 &

40,9 352 1.0 40
89.2 940 o2 24
11.7 643 3 87
84.5 825 o3 30
2.8 1170 3 28
78.3 1920 .1 a3
az.8 2650 A 8
48.9 213 ol
183.3 1100 2 103
12,1 730 ol &89
172.9 800 ol 102
131.9 1030 .1 40

N F
PPH PPH
173 a0d

79 750
121 735
139 745

985

49 395

3z 205

§ 160

80 430

32 483

35 410

29 503

Certified by

X

EN LABORATORIES

(o]




COMP: MINNOVA INC.
PROJ: 674
ATTN: COLIN BURGE

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112
(604)980-5814 OR (604)988-4524

FILE NO: 1v-1186-RJ2
DATE: 91/10/17
* CORE *  (ACT:F31)

SAMPLE AG AS co cu NI PB sB N CR AU-FIRE PD-FIRE PT-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPM PPM PPB PPB PPB
36303 1.3 2 35 385 18 11 1 63 62 3 1 2




P o e T T R

]R MIN i VANCOUVER OFFICE:
o

C RS &% B 705 WEST 15TH STREET
e ™ EN NORTH VANCOUVER, BC. CANADA V7M 1T2
{:\ sull LABORAT FAX (604) 980-9621
;i@vy (DIVI.SION OF ASSAYERS CORP.) SMITHERS LAB.:
t E 3176 TATLOW ROAD
L SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO

CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (804) 847-3005

" RIES TELEPHONE (604) 980-5814 OR (604) 988-4524

Feo o Faem @ oo s b Sreag I s d s e FodF e e 1V-1185-RG1
Coppany:  MINNOVA INC, late: OCT-22-91
Project: &74 Copy 1. HINNDVA INC., VANCOUVER, B.C.

Attn: COLIN BURGE

He hereby certify the following Geochemical Analysise of CORE =samples
submitted SEP-30-91 by COLIN BURGE,

Sample B F
Number ~FM FHM
36126 ol
AE154 a9
6135 149.0
S6136 al.6
SG1E7 155. 4
61358 148. 4 fa1als]
6139 81.0 71
F6140 776 485
26141 104, 2 ais

Certified by (

4

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1V-1185-RJ1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 91/10/16
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu P8 3 N AU-VET

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

36126 1.1 1" 264 17 14 2 39 5

36134 .8 9 158 6 8 1 22 5

36135 .8 1 167 39 9 1 27 5

36136 .8 9 256 84 16 1 42 5

36137 .6 5 140 22 9 1 36 5

36138 7 1 184 15 10 1 60 5

36139 .7 7 126 36 17 2 73 5

36140 .7 7 171 25 13 1 50 5

36141 .9 5 136 4 10 2 [ 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1v-1185-RL1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 91/10/16
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
36126 13.05 .065 3.9 4.96 2.85 1.57 1 3.03 01 67.91 .57 .06 98.08
36134 14.16 .205 1.15 2.54 3.66 1.14 .03 4.95 .01 69.91 .57 .02 98.35
36135 15.16 .050 1.05 3.34 3.72 1.15 .04 3.02 .01 68.95 .58 .28 97.34
36136 15.54 .030 1.23 5.51 4.26 1.35 .07 1.53 .01 66.72 .57 31 97.13
36137 18.52 .060 .22 4.69 5.32 1.03 .05 1.17 01 64.54 .66 07 96.34
36138 19.64 .065 .39 5.58 5.53 1.32 .08 1.29 .01 62.23 .73 96,96
36139 14.83 .005 1.13 4.47 3.53 1.22 .06 1.89 .01 69.19 .55 32 97.20
36140 15.59 .010 1.16 4.27 3.93 1.064 .07 1.90 .01 68.58 .57 .08 97.19
36141 20.10 .045 .86 4.13 5.17 .96 .06 1.59 .01 63.63 .76 .03 97.35




= (Y B e S

MIN ¥ y VANCOUVER OFFICE:
] b EN . 8 1 705 WEST 15TH STREET
P A : NORTH VANCOUVER, B.C. CANADA V7M 1T2

LABORATORIES l':rfﬁepggr\ég éfsggz): 1930-5:314 OR (604) 988-4524
(DIVISION OF ASSAYERS GORP.) SMITHERS LAB.:

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, B.C. CANADA VO0J 2NO
CHEMISTS * ASSAYERS = ANALYSTS = GEOCHEMISTS TELEPHONE (604) 847-3004

FAX (804) 847-3005

tw% gyl
_

e oy Certifiocste 1¥-1185-RAl
Company: MINNOVA INC. Dates OCT-16-91
Project: &74 Copy 1. MINNGVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE

We hereby certify the following Azsay of 9 ROCK sanples
submitted SEP-30-91 by COLIN BURGE,

Sample LOI
Mumber %

Certified by %/

Né(—EN LABORATORIES




VANCOUVER OFFICE:

" ; . 705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2

LABOR ATORIES ;‘EXL%QS“O)TSEO'(ngz) 1980—5814 OR (604) 988-4524

(DIVISION OF ASSAYERS CORP.) : SMITHERS LAB.:
i 3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS / SMITHERS, B.C. CANADA VO0J 2NO
CHEMISTS * ASSAYERS * ANALYSTS » GEOCHEMISTS / 5= e TELEPHONE (604) 847-3004

.f LG FAX (604) 847-3005

e
o

fssay Certificate) opy < 1V-1184-RAl
L | 7
Company:  MINNOVA INC, f/f o - «5 .291% /‘I Date: QOCT-11-91
Project: 474 : Uy Copy !. MIRNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE éi”-“ i

4

He hereby certify the following Assay of 7 CORE samples
submitted SEP-30-91 by COLIN BURGE,

Hample LOT
ey . L4
WS e e o ot b s
26127 « 40
36128 . 20
36129 .90
2H1E0 70
34131 1,00
S6132 0l
36133 1,30

~

Certified by




COMP: MINNOVA INC.
PR0OJ: 674

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 1V-1184-RI1
DATE: 91/10/11

ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU-WET
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
36127 1.2 2 28 163 9 1 69 5
36128 7 1 166 77 7 1 74 5
36129 1.4 1 13 552 é 1 46 5
36130 1.0 1 23 213 8 1 28 10
36131 1.3 1 25 164 6 1 20 5
36132 .8 23 21 132 1 2 18 5
36133 .8 5 18 156 9 1 20 5




COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT

FILE NO: 1V-1184-RL1

PROJ: 674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 91/10/11
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNG2 NA20 P205 sio2 T102 S TOT(%)
NUMBER % % % * % % % % % % % x %
36127 11.46 .005 7.80 16.86 46 2.92 .25 1.73 11 54.81 2.08 17 98.65
36128 11.81 .005 6.69 19.40 1.32 3.09 .27 1.10 .08 52.27 2.67 .18 98.88
36129 12.32 .005 9.18 19.36 .42 4.79 .22 1.43 .03 48.45 2.11 .22 98.53
36130 14.53 .00s 8.87 12.63 .38 5.06 .19 2.57 .02 52.89 1.16 13 98.43
36131 14.66 .005 9.39 11.88 .40 5.55 .18 2.46 .01 52.44 1.06 .13 98.17
36132 15.20 .005 9.37 11.05 .49 6.29 .18 2.35 .01 52.15 .95 .18 98.21
36133 14.17 .005 9.21  11.67 .41 6.63 .18 2.35 .01 52.12 .98 12 97.85




VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

I.ABORA'I'ORIES

(DIVISION OF ASSAYERS CORP.) . = ;‘, \I: SMITHERS LAB
. ] B Y\, 3178 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRON NTS -‘\ SMITHERS, BC. CANADA V0J 2NC
CHEMISTS * ASSAYERS * ANALYSTS ¢ GEOC ISTS% \TELEPHONE (604) 847-3004
. vAX B04) 847-3005
ARssay Certdfic & %P ° |1 1V-1092-RA1
o e
Company:  MINNOVA INC, \\3 e Date: SEP-20-91
Project: WOLF Y& i ‘._.-Vdggﬁci FIHME?Q INC,, YANCOUVER, B.L.
Attn: DAVE HEBERLEIN N ﬂﬁ;ﬂgﬂﬁ’/

He hereby certify the following Assay of 10 ROCK samples
submitted SEP-19-91 by DAVE HEBERLEIN,

Sample Al 18
Number g/tonne oz /ton
THWRFOOR ¢ o A T+ o2 | oy ¥ g PR T T i
for o il { | " '8 il { g (S s, i i i vk | " y J ' ;)
ITHERFOOS 1.0% A0 !
THWRPO 12 f.l12 7
THWRPC14 1
THWRFO1E 5
THWRFOZZ
THWRFOZE
THUWRFOZ4
THWRFOZ2S
THURPOZ2 G
;f
[ ' by ey ' B | i

Certified by




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 1V-1092-RJ1+2

PROJ: WOLF 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 91/09/20
ATTN: DAVE HEBERLEIN (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BI cu PB SB ZN AU-FIRE HG
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB PPB
THWRP0O1 5 38 1 26 6 1 20 1 90
THWRP002 T3 38 1 7 10 2 23 2 115
THWRP0OO3 .8 44 1 3 7 4 16 1 100
THWRP0O04 5 51 1 26 19 5 72 1 140
IHWRP0OO5 .9 50 1 2 1 3 24 15 110
IHWRP006 3.4 51 1 5 14 3 27 390 105
IHWRPOO7 I 5 34 1 3 8 1 22 81 95
IHWRP0O8 5.6 31 1 - 5 2 26 1520 85
THWRPOO9 4.8 22 1 2 1 1 9 1000 80
IHWRPO10 5.7 33 1 4 13 1 25 740 110
THWRPO11 3.5 34 1 3 10 1 22 2 155
IHWRPO12 39.8 21 1 3 3 1 8 5740 150
IHWRP013 2.1 31 1 1 14 1 26 78 110
THWRPO14 13.8 25 1 2 15 3 13 1490 135
THWRPO15 49.5 31 1 3 10 1 15 18900 115
IHWRPO16 2.3 41 1 1 8 3 23 511 135
THWRP017 1.0 37 1 1 " 2 18 50 115
IHWRP018 1.1 27 1 1 8 1 24 5 140
IHWRPO19 1.3 28 1 1 6 3 21 2 115
THWRP020 1.6 42 1 2 8 2 25 182 135
THWRP021 3.4 39 1 2 7 2 33 40 100
IHWRP022 11.8 20 1 2 7 1 21 1020 90
THWRP023 25.3 43 1 ’ 4 5 1 46 1060 65
THWRP024 33.2 27 1 1 & 1 25 2200 90
THWRP025 12.4 35 1 15 16 1 59 2000 145
IHWRP026 46.3 20 1 4 6 1 22 3400 70
THWRP027 10.2 46 1 2 8 2 23 805 110
THWRP028 8.4 45 1 2 9 1 22 320 115
THWRP029 4.9 38 1 1 8 1 20 135 105
THWRPO30 2.8 60 1 1 7 3 21 56 70
THWPC001 4.7 25 1 9 7 1 22 97 85




