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) Sample location; 1965,1978 | :

O ‘Sample .location; 1970 (Cu analysis only )

SAMPLE MATERIAL: - 80 mesh fraction, stream silts
(streams wider than 5m. not sampled)

ANALYSES: 1978 &1965samples by Bondar-Clegg, 197 8
hot aqua regia extraction, AA analysis -

1970 samples by FNM Vancouver lab, 1970
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This reference scale bar
has been added to the
original image. It will "
scale at the same rate
as the image, therefore it
can be used as a reference
for the original size.
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