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SPECIALISTS IN MINERAL ENVIRONMENTS 

CHEMISTS • ASSAYERS * ANALYSTS • GEOCHEMISTS 

VANCOUVER OFFICE: 
705 WEST 15TH STREET 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
TELEPHONE (604) 980-5814 OR (604) 988-4524 
TELEX: VIA U.S.A. 7601067 • FAX (604) 980-9621 

TIMMINS OFFICE: 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
TELEPHONE: (705) 264-9996 

9V-1223-RA1 

Company: MINNOVA INC. 
P r o j e c t : VICTORY 241 
A t t n : I.PIRIE/K.CURTIS 

Date; OCT-03-89 
Copy 1. HINNDVA INC., VANCOUVER, B.C. 

2. HIWN0VA INC., BARRIERE, B.C. 

We hereby certify the f o l l o w i n g Assay of 1 ROCK samples 
submitted SEP-28-89 by STEVEN ERASER. 

Sample 
Number 

BCB21637 

CU 
7. 

002 

PB 
7. 

•HMMH 

.01 

ZN AG 
% G/TONNE 

.01 0.4 

AG AU 
OZ/TON G/TONNE 

.01 .07 

AU 

OZ/TON 

.002 

Certified by 
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LABORATORIES 
SPECIALISTS IN MINERAL ENVIRONMENTS 

CHEMISTS • ASSAYERS • ANALYSTS • GEOC HE MISTS 

VANCOUVER OFFICE: 
705 WEST 15TH STREET 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
TELEPHONE (604) 980-5814 OR (604) 988-4524 
TELEX: VIA U.S.A. 7601067 • FAX (604) 980-9621 

TIMMINS OFFICE: 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
TELEPHONE: (705) 264-9996 

9V--1223-RA1 

Company; MINNOVA INC. Date: OCT-05-89 
P r o j e c t ; VICTORY 241 Copy h MINNOVA INC., VANCOUVER, B.C. 
A t t n : K.CURTIS/I.PIRIE 2. HINNDVA INC., BARRIERE, I .C. 

He hereby certify the f o l l o w i n g Assay of 7 ROCK samples 
submitted SEP-28-89 by K.CURTIS. 

Sample 
Number 

BCD22973 
BCD22974 
BCD22975 
BCD21636 
BCD21638 

LOI 
i 

3=90 
4.00 

12.20 
4.50 
9.00 

BCD21639 
BCD21640 

3.60 
39.40 

Certified by 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1223-RJ1 
PROJ: VICTORY 241 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: OCT-05-89 
ATTN: K.CURTIS/I.PIRIE (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:F31) 

SAMPLE 
NUMBER 

AG AS BA CU PB SB ZN AU 
PPM PPM PPM PPM PPM PPM PPM PPB 

BCD22973 
BCD22974 
BCD22975 
BCD21636 
BCD21638 

1.7 1 53 54 85 6 5825 5 
.5 1 36 44 37 1 297 5 
.3 1 29 37 43 1 225 5 
.5 52 38 99 12 1 180 5 
.8 28 31 78 35 1 109 10 

BCD21639 
BCD21640 

.9 27 32 80 35 1 109 5 
2.5 49 14 11 18 6 24 5 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1223-RL1 
PROJ: VICTORY 241 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: OCT-05-89 
ATTN: K.CURTIS/I.PIRIE (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:FIRE) 

SAMPLE I AL203 BAT CAO FE203 K20 MGO MN02 NA20 P205 SI02 TI02 S TOT(%) 
NUMBER | % % % % % % % % % % % % 
BCD22973 
BCD22974 
BCD22975 
BCD21636 
BCD21638 

17.34 .060 1.06 7.39 3.91 2.03 .44 .45 .11 60.69 .80 .23 94.51 
17.23 .050 .46 6.81 3.62 1.97 .46 .71 .08 62.63 .82 .02 94.86 
15.58 .040 .79 6.38 3.06 1.85 .59 1.11 .09 56.87 .71 .03 87.10 
8.19 .030 .81 4.72 2.44 1.68 .12 .21 .08 75.42 .38 1.15 95.24 
9.05 .025 2.60 5.42 1.88 3.80 .15 .79 .14 65.45 .46 .72 90.49 

BCD21639 
BCD21640 

15.10 .010 8.50 12.49 .40 9.52 .20 2.67 .36 44.37 1.92 .01 95.57 
1.73 .005 49.17 1.35 .21 1.67 .04 .20 .69 4.50 .11 .22 59.90 


