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ANALYTICAL REPORT 

Project ? 2.146-W D a t e o f r e p 0rt U^f.ZM/S^^!f^ 
File No. 3^280 Date samples received May 2 0 / 83 , 
Samples submitted by: W.. Melnyk 
Company: Es so Minerals Canada 
Report on: ; X1 P.. S O . i l S ... Geochem samples 

Assay samples 

Copies sent to: -.; 
3 i Esso Minerals Canada, Vancouver, B.C. 

j j,. 2. ... ...... .......... 

' Samples: Sieved to mesh — 8.0... Ground to mesh ,1...̂...-?5;....: ............. 
Prepared samples stored S discarded • 

rejects stored • discarded g 
Methods of analysis: . 10 element IC P ...... F - Spec i f i c I on Me t e X 

Remarks: . . . . . . . . . . . . . . v . : . . . . . : . . . . . . . . 
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PROJECT No.: 

ATTENTION: . 

o Mineral! 
2X46-W 

o 
GEOCHEMICAL IALYSIS DATA SHEET 

MIN - EN Laboratories Ltd. 
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MI HEN LABS ICP REPORT PA6E 1 OF 1 

FILE NAME: 3-2B0/S/P1 DATE: MAY 26, 19B3 
ACT NAME: 6E03 COMPANY: ESSO 

PROJECT: 2146-11 
CONCENTRATION IN PPH 

A6 AS B CO CU KM MD PB SB IH 

3WO0OO 0 0 12 11 17 496 0 0 0 47 
3N0001 • 0 0 14 11 27 315 0 0 1 32 
3H0002 0 0 16 12 24 397 1 0 0 28 
3W0003 0 0 20 14 30 565 0 0 0 44 
3W0004 0 0 11 11 20 539 1 0 0 46 
3H0005 0 0 17 12 24 615 0 0 0 39 
3140006 0 0 18 14 24 689 0 0 0 47 
3H0007 0 0 10 12 19 365 1 0 0 34 
3W000S 0 0 20 14 31 514 0 0 0 41 
3W0009 0 0 16 13 29 506 0 0 0 47 
3W001Q 0 0 15 13 39 344 0 0 0 34 
3WOO 11 0 0 14 10 22 295 0 0 0 37 
3H0012 0 0 12 10 18 353 0 0 0 27 
3H0013 .1 0 29 11 42 825 3 51 4 67 
3W0014 0 0 17 19 48 1080 7 42 10 B9 
3H0015 0 0 19 13 31 723 0 0 0 47 
3W0016 0 0 16 12 26 524 0 0 0 42 
3H0017 0 0 14 12 26 325 2 0 0 40 
3H001B 0 0 22 11 24 516 1 2 0 35 
3W0019 0 0 23 13 31 594 0 8 3 37 
3W0020 0 0 21 12 21 643 1 0 2 37 
3H0021 0 0 10 9 18 364 0 0 0 24 
3N0022 0 0 18 10 15 543 0 0 0 25 
3W0023 0 0 18 13 51 757 0 2 0 79 
3H0024 .3 0 21 18 30 1290 5 15 a 106 
3H0025 0 0 23 14 27 1100 1 1 0 97 
3K0026 0 0 15 11 20 566 1 0 0 42 
3WG027 .4 0 16 14 45 1260 2 2 2 69 
3W0028 0 0 12 12 21 513 1 0 0 33 
3W0029 0 0 14 14 23 818 3 16 2 42 



PROJECT No.: 2146-W 
ATTENTION: H_, M ^ l n v V 

GEOCHEMICAL IALYSIS DATA SHEET 
MIN - EH Laboratories Ltd. 

705 WEST 15th ST., N O R T H V A N C O U V E R , B.C. V 7 M 1T2 
P H O N E (604) 980-5814 

D A T E : M&y_21 
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MIHEN LABS ICP REPORT PAGE 1 OF 1 

FILE NAME: 3-280/S/P2 DATE: HAY 26, 1983 
ACT NAME: 6E03 COMPANY: ESSO 

PROJECT: 2146-N 
CONCENTRATION IN PPM 

AG AS B CO CU HN MO PB SB ZN 

3W0030 0 0 . 26 21 35 623 5 45 15 24 
3H003J 0 0 17 13 19 306 0 0 0 37 
3N0032 .4 0 11 10 17 413 1 0 0 24 
3W0033 0 0 13 11 17 430 1 0 0 27 
3W0034 0 0 17 14 32 629 1 0 0 49 
3H0035 0 0 13 13 26 439 0 0 0 40 
3HOQ36 0 0 14 12 23 510 1 0 0 38 
3W0037 0 0 31 11 24 499 0 0 0 46 
3H0038 .2 0 13 11 21 411 1 0 0 46 
3W0039 0 0 IB 13 IB 583 2 12 ; 1 33 
3H0040 0 0 13 13 21 423 1 7 2 20 
3H0041 2.1 3 17 2 3 28 1 13 4 0 
3H0042 .5 0 23 20 31 582 2 1 36 
3H0043 .7 0 19 13 20 539 1 0 1 46 
3H0044 2.5 0 20 19 32 466 5 0 4 30 
3H0045 0 0 15 13 20 499 0 0 2 28 
3W0046 0 0 13 12 18 •528 0 1 31 
3K0047 0 0 16 11 22 389 1 0 1 38 
3W0048 0 0 13 11 21 429 1 0 1 39 
3H0049 0 0 15 12 25 457 1 0 2 41 
3W0050 0 0 12 7 14 397 0 0 1 30 
3W0051 0 0 12 11 21 498 1 0 1 43 
3W0052 0 0 11 10 18 403 0 2 29 
3W0053 0 0 20 11 24 506 1 0 I 51 
3H0054 0 0 IB 12 19 578 1 0 55 
3W0055 0 0 10 10 15 728 1 0 1 56 
3H0056 0 0 13 11 IB 492 1 0 1 47 . 
3N0057 0 0 22 14 26 709 2 11 6 44 
3H0058 0 0 15 12 17 533 1 0 3 27 
3WQ059 .9 0 13 9 16 576 1 7 4 31 



COMPAl 

PROJECT No. 

ATTENTION: 

Es s o M4ftera 13¬
2146-W 

JfeL M a i n v i e 

GEOCHEMICAL IALYSIS DATA SHEET 
MIN - EN Laboratories Ltd. 

705 WEST 15rh ST., N O R T H V A N C O U V E R , B.C. V 7 M 1T2 
P H O N E (604) 980-5814 

D A T E : May _2 7 
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HINEN LABS ICP REPORT PAGE 1 OF 1 

FILE NAME: 3-2B0/S/P3 DATE: HAY 26, 1983 
ACT NAME: BEQ3 COMPANY: ESSO 

PROJECT: 2I46-H 
- — CONCENTRATION IN PPM 

AG AS B CO CU HN MO PB SB ZN 

3N0060 .3 0 19 25 29 1010 5 13 9 73 
3H0061 .1 0 19 11 30 1330 1 5 5 39 
3W0062 0 0 18 21 31 673 0 0 0 35 
3H0063 0 0 22 13 19 917 1 1 0 51 
3K0064 0 0 14 12 25 246 0 0 0 41 
3W0G65 ' 0 0 19 15 26 606 1 19 1 35 
3H0066 0 0 13 8 18 481 1 0 2 60 
3W0067 0 0 17 12 22 581 1 0 3 60 
3W0Q68 0 0 30 13 20 551 1 0 2 44 
3H0069 0 0 17 11 19 454 0 0 4 38 
3W0070 0 0 14 12 25 598 3 11 2 57 
3H0071 .5 0 14 6 2B 539 3 62 4 60 
3H0072 22.0 0 12 12 54 480 16 73 7 48 
3H0073 2.7 0 8 10 22 368 4 19 3 29 
3K0074 .1 0 13 8 14 376 0 0 2 35 
>H0075 .3 0 13 12 21 531 1 2 3 62 
3H0076 0 0 11 11 18 399 2 0 0 38 
3H0077 .1 0 15 13 20 409 1 11 3 38 
3W0078 .6 0 18 28 35 987 7 43 14 51 
3N0079 .2 0 16 14 21 541 3 9 6 32 
3W0080 1.0 28 12 16 23 555 15 18 6 41 
3N0081 0 0 18 16 23 528 3 24 9 5B 
3H0082 0 0 19 12 20 297 2 4 6 23 
3W0083 .1 0 18 14 15 683 1 7 4 61 
3H0084 .5 0 17 17 26 703 4 15 9 47 
3W0085 3.0 0 14 18 34 1060 11 74 16 59 
3H00B6 .1 0 15 11 17 498 1 1 3 31 
3N00B7 .3 0 18 11 22 632 1 0 3 54 
3N00B8 .9 0 22 13 50 1620 4 57 11 87 
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MINEN LABS ICP REPORT PAGE 1 OF 1 

FILE NAHE: 3-2B0/S/P4 DATE; MAY 26, 1983 
ACT NAME: GE03 COMPANY: ESSO 

PROJECT: 2146-H 
CONCENTRATION IN PPM 

AG AS B CD CfJ MN MO PB SB ZN 

3N0089 0 0 16 17 33 1210' 10 74 7 70 
3H0090 .5 0 5 12 2B 415 2 10 0 43 
3N009I .2 0 7 10 19 44B 2 2 0 46 
3W0092 .4 0 B 11 22 400 1 11 0 46 
3H0093 0 0 9 10 17 431 1 0 0 41 
3N0Q94 .1 0 9 9 18 348 1 1 0 45 
3M0095 0 0 17 11 20 273 2 5 0 35 
3N0096 2.1 8 0 3 6 49 2 17 4 0 
3H0097 .4 0 8 11 20 590 2 23 2 44 
3N009S 0 0 8 14 20 583 2 13 0 46 
3H0099 0 0 15 23 27 874 5 38 6 56 
3H0I00 0 0 15 11 34 480 2 11 0 49 
3W0101 0 0 8 9 16 438 1 3 0 36 
3N0102 .2 0 9 11 21 544 2 10 0 51 
3H0103 .1 0 11 15 28 1010 3 29 1 61 
3H0104 1.8 0 6 11 36 755 3 29 1 54 
3H0105 .1 0 10 13 21 834 4 28 0 56 
3H0106 0 0 8 11 19 533 1 3 0 42 
3W0107 0 0 9 11 17 544 1 5 0 53 
3W010B .1 0 9 11 17 498 2 0 0 45 
3W0109 • .1 0 7 9 16 345 1 0 0 45 



. . . . . . 

.MIN-EN Laboratories Ltd. 
705 WEST 15th STREET, 

-

NORTH VANCOUVER, B.C., CANADA V 7 M 1T2 
TELEPHONE (604) 980-5814 

• 

/• 1^ 
ANALYTICAL REPORT 

Project Date of report JttttC 6 /83 . 

File N o 3-3.1.3 Date samples received M^y 3.0 / 33 

Samples submitted by: Walter Me 1 n y k 
Company: Hsso Minerals Canada 
Report on: Geochem samples 

19 (13 element ICP) Assay samples 

w r . 

Copies sent to: 

1 Es s o.. Minerals Canada , Vancouver., B..C 

Samples: Sieved to mesh Ground to mesh 

Prepared samples. stored • discarded • 

rejects stored • discarded. • 

Methods of analysis: 13 element ICP 

Remarks: C o m p l e t i o n o f f i l e 3 - 3 1 3 . 

SPECIALISTS IN M I N E R A L E N V I R O N M E N T S 
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Js< MIN-EN LABORATORIES LTD. 
705 WEST 15TH STREET, NORTH VANCOUVER. B.C. V7M 1T2 

PHONE: (604) 980-5814 OR (604) 988-4524 

(fterttftcate of Asfiag 
Es«o Mlntrals Canada. . P R O J E C T2146-W 

600-1281 W. Georgia S t . . > n ^ . Jua« 3/83. 
Vancouver P B.C. File N O . 3-313 

/ S A M P L E No. 
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C H A W : E5S0 MINERALS MIN-EN LABS ICP REPORT , (ACT:) PAGE 1 OF 2 
PROJECT No: 2146-H 705 WEST 15th ST., NORTH VANCOUVER, B.C. V7H 1T2 FILE No: 3-313/A/* 
ATTENTION:. (604)980-5814 OR (604)988-4524 DATE: JUNE 6 L 19B3 
(REPORT VALUES IN PPM) AG AS cu HO P9 SB ZN BA FE203 NA20 SR K2Q 

14726 2.8 23 300 8 137 1 B4 97 12500 0 126 4600 
14727 2.7 5 51 6 49 6 84 1550 51700 14100 618 6B6O0 
14728 3.1 0 32 9 52 4 67 3140 37600 9560 920 95500 
14729 1.1 15 29 6 50 a 69 1810 52400 10100 671 61200 
14730 2.2 4 18 8 33 3 70 2300 29600 15400 840 91100 
14731 .5 0 28 5 39 6 65 2340 51500 27300 938 41400 
14732 .4 0 31 4 44 5 68 2200 47700 32800 1260 38400 
14733 .6 0 32 14 39 6 56 2000 56300 10900 776 60900 
14734 .2 0 15 3 16 1 53 1230 26500 28900 840 32100 
14735 1.0 18 44 6 46 B 69 2570 70600 7700 836 82000 
14736 2.2 0 21 4 43 5 64 1550 57100 338 464 67700 
14737 .9 0 29 3 33 0 58 2690 75000 • 21200 1040 36800 
14738 .9 0 32 3 20 0 60 1860 81200 15600 1090 44200 
14739 .6 0 22 5 59 6 65 2880 53400 24700 1610 45600 
14740 .4 0 24 5 53 7 83 4270 55100 27900 1950 46100 
14741 .8 10 20 5 47 5 72 1340 52400 22500 1270 40000 
14742 .6 40 16 U 3B 3 28 1480 40600 239 523 69100 
14743 .6 0 21 1 9 0 59 1410 34200 36600 570 24600 
14744 .3 0 24 4 45 4 71 2190 44300 18000 683 42600 

( 



COMPANY ES50 MINERALS MIN-EN LABS ICP REPORT (ACT:) PAGE 2 OF 2 
PROJECT No: 2146-H 705 WEST 15th ST., NORTH VANCOUVER, B.C. V7M 1T2 FILE No: 3-313/A/* 
ATTENTION:' (604)980-5814 OR (604)988-4524 DATE: JUNE 6 2 1983 
(REPORT VALUES IN PPM) RB 

14726 42 
14727 210 
14728 284 
14729 152 
14730 248 
14731 89 
14732 120 

";< 14733 182 
\ 14734 71 

14735 235 
14736 209 
14737 93 
14738 174 
14739 108 
14740 111 
14741 183 
14742 260 
14743 53 
14744 123 


