
CDN RESOURCE LABORATORIES LTD. 
#8, 7550 RIVER ROAD, DELTA, B.C. V4G 1C8 / TEL (604) 946-4448 

ASSAY REPORT 

TO: Corporation Falconbridge Copper 
6415 - 64 Street 
Delta, B.C. 
V4K 4E2 

FILE NO.: 

DATE: 

824513 
S O B ' S , Ai>Of\] 

84-99 

June 8, 1984 

ATTENTION: Ian P i r i e cc. Alex Davidson PROJECT: 20 6 

Sample Au Ag Cu Pb Zn 
Description (g/tonne) (g/t) (%) (%) (%) 
BCS 0765 5 .90 

0766 .10 
0767 3 . 30 
0768 1.20 

BCS *25'l6 .05 L L L .01 
2511 .40 3.0 .01 .04 .29 
2512 .30 135 .02 5.86 1.92 
2513 23.10 196 .28 7. 12 4.82 
2514 .20 6.5 L .51 .07 

For Ag: L indicates less than 0.5 g/tonne 
For Cu: L indicates less than .01% 
For Pb: L indicates less than .01% 

Rejects retained one month, 
pulps one year, unless 
specific arrangements made. 

Certified Assayer of British Columbia 
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Sample Ag Cu Pb Zn GEOCHEMICAL 
Description (ppm) (ppm) (ppm) (ppm) ANALYSES 

BCS 0765 2.3 60 52 16 
0766 4.6 >10,000 3 52 
0767 0.1 115 1 12 
0768 0.1 51 2 16 

Note: these are geochemical analyses on page 2, 

Certified Assayer of British Columbia 


