18-22,1992 16:@8  MIN-EN UANC. 6604 98B 9621 P.02

i : S (< VANCOUVER OFFICE:
M'N - \amm D §I’IOLY\+€X‘ 705 WEST 16T STREET
" o SO T
»-q ped L ABOR ATOR'ES 8 Z ) U 7 7 FAX {504) 880-062 1
‘/ {DVIBION OF ASSAYERS CORT") aw (\8 g%m%mmﬂ
ST Bt A Gkt © | AA D TS B Caos s 2o

FAX {804) B47.3005

Wy
T

1 1 ] 2V-1207-RG1
Company: MINNOVA INC. Date: OCT-22-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Atta: D.HEBERLEIN/S BLOWER 2. MINNCVA INC., GREENWOQOD, B.C.

We hereby certjfy the following Geochemical Analysis of 24 CORE samples
submitted OCT-21-92 by STEVE BLOWER.

Sanple AU-FIRE

Namber . L
BCS14951 76.2- 748 923

BCS14952 258

BCS14953 113

BCS14954 76

BCS14955 . e ) e ———————— A s A e RS
BCS14956 332

BCS14957 55 " ; = P

BCS 14958 {051 <100 3240 b—@uﬂeﬂjw Yne Ladadl (v SFrefwve .

BCS 14959 139

BCSI980 LSS
BCS14961 250

BCS 14962 47

BCS 14963 20

BCS 14964 42

RCS14965 ... L0 e
BCS14966 32

BCS14972, 3850 —

BCS14073 147

BCS14974 4 L3~ 45 M 429

BCSISITS e v 7e, . . S -
BCS15177 155

BCS15178 445

BCS15179 59

BCS15180 34

-------------------------------------------------------------------------------------------

Certified by M/

MIN-EN LABORATORIES




18-22-1992 16:83 HMIN-EN VANC. 684 980 9621 P.O3

MIN - VANCOUVER OFFICE:
705 WEST 15TH STREET
- D4 -482
=\/7 LABORATORIES R °
. @VISION (F ASSAYERS CORR | SMITHERS LAB.:
l‘__l SPECIALISTS IN MINERAL ENVIRONMENTS S e A ADA VDU 2NG
CHENIETR « ABsay ERS « ANALYS 5 » GEOTHLIMISTS TELEPHONE (804) 847-3004
FAX (804) 847-3005
1 1 1 2V.1207-RG2
Company: MINNOVA INC. Dae: QCT-22-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.
Adta: D.HEBERLEIN/S.BLOWER 2. MINNOVA INC., GREENWOOD, B.C.

We hereby certify the following Geochemical Analysis of 20 CORE samples
submitted OCT-21-92 by STEVE BLOWER.

Sanple AU-FIRE
Nuobe r ) i
BCS15181 189
BCS15182 121
BCS15183 155
BCS15184 84
BCS15185 122
BCS15186 1710
BCS15187 351
BCS15188 126
BCS15189 104
BCS15190 2
BC815191 296
BCSI5192 480
BCS15193 398
BCS15194 128
BCS15195 212
BCS15196 54
BCS15197 21
BCS15198 68
BCS15199 70
BCS15200 132

__________________________________________________________________________________________

Certified by 4
MIN-EN LABORATORIES




18-22-1992 16:83  MIN-EN VANC.

-
o\ °
-\\/ ¢ LABORATORIES

9 {DIVISION O ASSAYERS CORP )
\b SPECIALISTS IN MINERAL ENVIRONMENTS
‘ 5 CHEMESTS » ARSAYERS » ANALYSITS » GECUHEMISTS

604 980 3621 P.04

VANCOUVER OFFICE:

706 WEST 15TH STREET

NORTH VANCOUVER, BG, GANADA V7M 172
TELEPHONE (604) 080-5814 OR (804) 588-4524
FAX (604) 960-9621

SMITHERS LAB..

317& TATLOW ROAD

SMITHERS, BC. CANADA VOJ 2N0
TELEPHONE {604) 847-3004

FAX (BD4) 847-3005

Assay Certificate

Company: MINNOVA INC.
Peoject: 661
Ala: D.HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 4 CORE samples
submitted OCT-21-92 by STEVE BLOWER.

Sample AU AL}
Nuber . g/tonne  oz/ton
BCS1495] .82 .024
BCS14958 3.36 .098
BCS14972 3.58 104
BCS15186 1.62 047

Certified by

2V-1207-RA1

Date: OCT-22-92
Copy 1. MINNOVA INC., VANCOUVER, B.C.
2. MINNOVA INC., GREENWOOD, B.C.

------------------------------------------

------------------------------------------

MIN-EN LABORATORIES

TOTAL P.o4



18/26-1992 14:13  MIN-EN UANC, 604 380 S621 P.B2

MIN ‘ VANCOUVER OFFICE:
TO8 WEST 16TH STREEY
NORTM VANCOUVER. B.C. CANADA VIM 172

TELEPHONE {804) G60-58 14 OR {604) 088-4624
“”"\ I.ABORATORIES FAX (604) 060-3621
(DIVIBION OF ASBAVERS CORP.| SMITHERS LAB..
SPECIALISTS IN MINERAL ENVIRONMENTS gw.@ﬂgo@&m vou 2ND
CHOMISTS » AGSAYERS » ANALYSTS » GEOGHEMI TELEPHONE (804) 847-3004
FAX (504) 847-3005
Assay Certificate 2V-1207-RA2

company: MINNOVA INC. Date: OCT-26-92

Projoct: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: D .HEBERLEIN/S.BLOWER

We hereby cerijfy the following Assay of 24 CORE samples
submitted OCT-21-92 by STEVE BLOWER.

Sample S
Nurthe ¢ B
BCS1495] 3.88
BCS14952 2.80
BCS14953 3.21
BCS14954 3.17
BCS 14955 4.67
BCS14956 i 14
BCS14957 .90
BCS14958 10.60
BCS14959 3.10
BCS14960 R
BCS14961 1.48
BCS514962 .89
BCS14963 .22
BCS14964 . .25
BCS14965 o RTA b e e e e
DBC814966 .65
, BCS814972 3.60
BCS14973 2.09
BCS14974 7.16
BCS14976 3.0
BCS14977 1.87
BCS14978 510
BCS14979 1.35
BCS14980 3.44

...........................................................................................

Certified by

MIN-EN LABORATORIES



18-26-1992 14:14  MIN-EN VANC. 684 988 9621 P.B3

MIN: VANCOUVER OFFICE:
’ 705 WEST 18TH STREET
NORTH VANCOUVER, B.C. CANADA VM 172

I %
/7 LABORATORIES R i B8 el
'W (BVON OF ASSeRS Gone) SMITHERS LAB.

3176 TATLOW

ROAD
l‘b& SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS. BC. CANADA VOJ ZNO
UHEMISTS » ARSAYEIRS » ANALYSTH » GCOCHIMISTS TELEPHONE (604) 8473004
FAX (B04) B47-3005

Assay Certificate 2V-1207-RA3

Company: MINNOVA INC. Dac: QCT-26-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.
Atin: D.HEBERLEIN/S BLOWER

We hereby certify the following Assay of 20 CORE samples
submitted OCT-21-92 by STEVE BLOWER.

Sample 5

Number o
BCS15181 2.15

BCS15182 3.59

BCS15183 .80

BCS15184 1.98

BCS15185 44

BCS15186 .70

BCS15187 1.26

BCS15188 1.94

BCS15189 2.91

BCS15190 L
BCS15191 2.54

BCS15192 3.36

BCS15193 4,00

BCS15194 2.87

H?Sl§i95 0
BCS15196 3. 41

BCS15167 3.36

BCS15198 97

BCS15199 .87

BCS15200 3.28

...........................................................................................

Certified by

| T

MIN-EN LABORATORIES



18-27/1992 11:87  MIN-EN UANC. 684 3980 9621 P.B2

n ‘MIN)E_, VANCOUVER OFFICE:
705 WEST 15TH 81RRET
} NORTH VANCOUVER, BC. CANACA V/M 1T2
’ TELEFPHONE (604) 8B0-5814 OR (604) 088-4524
s \ LABORATORIES FAX (604) 880-902 1
®: {DIVIBION OF ASSAYERS CORP) SMITHERS LAB.:
\ SPECIALIGTS IN MINERAL ENVIBONMENTS g:ﬁr}gﬂcﬁoﬂmm VO ZNO
CHEMISTS » ASSAYERE + ANALYSTS » CEOUHEMISTS TELEPHONE (804) B47-3004
FAX (604) B47-3006
Geochemical Analysis Certificate 2V-1221-RG1
Company: MINNOVA INC. Date: QCT-27-92
Projeet: 661 Copy 1. MINNOVA INC., VANCQUVER, B.C.
At D.HEBERLEIN/S BLOWER

We hereby certlfy the following Geochemical Analysis of 24 CORE samples
submitted OCT-26-92 by LOGAN KELLY.

Sample AU-FIRE

Numbe r BB
BCS 14967 174

BCS 14968 223

BC814969 53

BCS14970 77 3005

BCS 14971 2300
BCS14972° 93 -

BCS14976 - 77

BCS 14977 987

BCS14978 104

BCS 14979 300 e

BCS14980 324

BCS14981 77

BCS14982 210

BCS14983 84

BCS 14984 212 i
BCS14985 471

BCS14986 319

BCS14987 128

BCS14988 555

BCS14989 ..... O
BCS14990 222

BCS14991 301

BCS§14992 59

BCS14993. 21

-------------------------------------------------------------------------------------------

Centified by :%7/‘

MIN-EN LABORATORIES




18-27-,1992 11:@8  MIN-EN UANC, 604 980 Sp21 P.@3

MIN VANCOUVER OFFICE:

706 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA VM 1Tz

» TELEPHONE (804) 980-5814 OR (604) 088-4524
: " I.ABORA'I'ORIES FAX (604) 960-862"
(DIVIGION OF AGSAYERS COAR) SM'THERS LAB.:
SPECIALISTS IN MINERAL ENVIRONMENTS e en O FOMD ADA VOU 240
CHEMESEE v ARSAYE BS ¢ ANALYRTE » GEDUHIMISTS TELEPHONE (604) 847-3004
FAX (HO4) BA7-3006

Geochemical Analysis Certificate 2V-1221-RG2

company: MINNOVA INC. Date: OCT-27.92

Project: 661 Copy . MINNOVA INC., VANCOUVER, B.C.

Altn: D.HEBERLEIN/S.BLOWER

We hereby certify the following Geochemical Analysis of 21 CORE samples
submitted OCT-26-92 by LOGAN KELLY,

Sample AU-FIRE

Numbe r L
BC514994 9

BCS 14995 33

BCS14996 B

BCS14997 128

BCS14998 L B
BCS14999 21

BCS 15000 30

BCS15001 21

BCS15002 18

BCS 15003 L
BCS 15004 i

BCS15005 23

BCS15006 16

BCS15007 16

BCS15008 T

BCS 15009 15

BCS15010 16

BCS15011 9

BCS15012 23

S50 3 L
BCS15014 10

-------------------------------------------------------------------------------------------

Cerrified by i %x |

MIN-EN LABORATORIES

TOTAL P.@3



18-28-1992 12:20 MIN-EN URNC. 604 980 9621 FP.02
g
MIN Joon VANCOUVER OFFICE:
706 WEST 15TH STREET

- ® EN T N |¥gnm VA:scouvsn. B.%.a CA!g\hD(A aoyg'a‘an 2
' ‘ LEPHONE (604} 580-5814 ) -4524
‘\ ’ LABORATORIES FAX (804) 260-862
A {DIVIRION OF ASSAYERS CORP | SMITHERS LAB.:
[ -\. 3176 TATLOW ROAD
_ SPECIALISTS IN MINERAL ENVIRONMENTS SMTHERS, B.C. CANADA YOJ 2N0
CHEMIYED & ABBAYRHS * ANALYS TS » GO0 EHATS TELEPHONE (604) 847-2004

FAX (B04) 847-3005

Assay Certificate 2V-1221-RAL

Company: MINNOVA INC. pats: OCT-28-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aum D.HEBERIEIN/S , BLOWER 2. MINNOVA INC., GREENWOOD, B.C.
We hereby certify the following Assslag5 of 4 CO&IE samples

submitted OCT-26-92 by LOGAN KELLY. ‘

Sample AU-FIRE AU-FI

Naber . gltomne  OZ/tOR e,
BC§14970 3715 003

BCS14971 2.42 071

BCS14977 .92 .02

BCS14988 .54 .0l

Chrtified by W’

MIN-EN LABORATORIES

TOTAL P.B2



19-29-1992 13:83  MIN-EN UANC, 604 980 9621 FP.82

MIN VANCOUVER OFFICE:
705 WEST 1611 STREET

-, « °*EN NORTH VANGOUVER BC CANADA 7V 172
N LW PHONE (604) 880-6814 OR (B0A) 880-4524
. “\ 72 LABORATORIES FAX (604) 080-0671
L{; {IMVISION OF ASSAYERS CORF) SM'THERS LAB.:

. 3176 TATLOW ROAD

PECIALISTS IN MINERAL ENVIRONMENTS
ll-—-ﬁ S o o SMITHERS BC. GANADA Oy 2N0

FAX (804} 847-300%

Assay Certificate 2V-1221-RA2

company: MINNOYA INC. ‘ Date: OCT-20-92
Project: 66) Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun; D.HEBERLEIN/S .BLLOWER

We hereby cenify the following Assay of 24 CORE samples
submitted OCT-26-92 by S. BLOWER,

Sample S

Number %

BCS14967 .29

BCS14968 2.17

BCS14969 2.26

BCS14970 1.22

BCS14971 3.23 }
BCS14972 1.28

BCS14976 2.38

BCS14977 1.55

BCS 14978 2.35

BCS14979 3.77 |
BCS 14980 1.90

BCS14981 2.39

BCS14982 .73

PCS14983 2.09

1_3(_3§}f984 . 1.65 )
BCS 14985 2.23

BCS14986 .91

BCS 14987 1.58

BCS14988 2. 11

BCS 14989 2.61

BCS14990 2.18

BCS14991 4.48

BCS14992 1.29

BCS14993 1.71
....................................... 4““-_____._.., e m e MM mamemamee e ameemaeanom—e

D
Cetpfied by SZ’Z%/
FET

MIN-EN LABORATORIES




18-29-1992 13:18  MIN-EN UANC. 684 980 9621 P.@3

l—[ MIN ‘ VANCOUVER OFFICE:

108 WEST 18TH 3TRERT
NORTH VANCOUVER, B.C. CANADA v 112

lABORATOR'Es :E:EE(gngNQES-G&fQ)?QO-SB 14 OR (804) 5884624
J (DIVISION OF ASSAYERS CORR.) SM'THEHS LAB.
SPECIALISTS IN MINERAL ENVIRONMENTS SMTHERS BC Chon v ano
R
Assay Certificate 2V-1221-RA3
Company: MINNOVA INC. Date: OCT-29-92
Project: 661 ‘ Copy 1. MINNOVA INC., VANCOUVER, B.C.
Atln: D.HEBERLEIN/S.BLOWER
We here wdy certffy the following Assay of sam?les
submitted OCT-26-92 by S. BLOWER.,
Sanple S
el %.. i
BCS14994 1.43
BCS14998 2.23
BCS 14996 .84
BCS14997 2.24
DS 4998 . e S
BCS14999 .93
BCS15000 2.54
BCS15001 1.32
BCS15002 1.08
BCSIS003 70 |
BCS15004 72
BCS15005 1.80
BCS15006 .89
BCS15007 1.08
BCSISO8 R 4
BCS15009 1.76
BCS15010 .94
BCS15011 81
BCS15012 1.10
BCSISOIS I b
BCS15014 1.14
______________________________________ o e

Cehtified by %’f r

MIN-EN LABORATORIES




18,29-1932 13:18  MIN-EN UANC. 604 989 9621 P.34

E

COMP; MINNOVA INC, MIN-EN LABS — ICP REPORT FILE NO: 2V-1221-RJ1+2
PROJ: 66% 705 WEST 1STH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/10/2%
ATTN: D.HEBERLEIN/S .RLOWER {60K)9B0-5814 OR (604 )9BB-4524 ~ CORE *  (ACTZF31)
SAMPLE AG AS BA T FE PB 5B IN AU-FIRE HG
NUMBER PPN PPM PEM PPM % PPM PPM PM PPE PPB
BCS 14967 A 1 132 312 5.48 17 5 32 174 ]
BC314968 A 1 19¢ 403 8.33 9 3 VA 223 38
BCS14969 .1 1 1195 319 7.96 17 7 45 53 45
BCS 14970 | 1 616 343 6.45 15 10 53 3005 25
BCS14971 1 3 1 451 12,04 13 1 5% 2370 15
BCS14972 2.6 78 2304 1716 5.49 40 10 84 93 30
BCS14976 .8 408 154 €13 5.17 17 ] 37 77 40
BCS14977 1.7 1075 63 589 4,22 22 6 42 98T 15
BCS16978 .1 593 28 343 5.78 8 1 5¢ 104 10
BC9149TY 2.1 230 31 900 6.02 21 1 12 360 30
BCS14980 A 1 920 411 5.48 10 8 28 324 15
BCS14981 K 32 956 294 6.21 15 b 18 77 35
BC514982 K 25 1137 16 4.39 13 3 21 210 35
BCS14983 A 18 108 146 3,57 10 3 15 84 30
BCS14984 .5 1 135 276 6.62 & 1 18 212 25
BCE14585 A 1 165 348 6.00 13 1 28 471 15
BCS14986 A 1 161 542 5.68 14 7 7 319 20
BCS14987 N 1 60 888 6.60 18 6 51 128 20
BCS14988 A 1 444 502 7.55 18 7 46 555 20
BC914989 A 28 585 984 8.53 20 7 52 225 15
BCS 14990 A 24 194 548 8.02 6 9 52 222 30
BCS14991 2.4 194 5¢ 4290 8.32 Fa) | 127 301 ]
BCS14992 R 52 319 421 5.5¢ 14 1 3% 59 25
BCE14993 A &7 22 120 4,10 20 1 1] el 25
BCS1499%4 A 2 2093 50 3.99 10 1 19 @ 20
BCS14995 & 50 240 971 4.37 17 1 19 13 20
BCS14996 N 6 21 06 5.43 17 1 19 8 8%
3CS14997 A 45 121 a3 5.58 20 1 22 128 55
ACS 14998 A 1 4 264 4,44 14 4 21 23 4D
BCE14999 1 1 59 112 8.3 21 4 84 21 70
8CE15000 | 1 32 78 7.58 24 3 48 30 45
3C81500% K] 1 55 "7 8.00 21 5 53 21 45
BCS15002 A 1 100 55 6.65 15 4 50 18 35
BCS15003 A 1 149 § 53 6.53 7 1 s 13 35
BCS15004 A 1 82 33 8.02 1% 1 119 1 40
BL£S15005 .1 15 52 69 3.82 1% 1 35 <3 30
BCS15006 1 5 34 35 2.88 12 1 15 16 30
BCS15007 .1 12 16 12 2.78 10 2 25 1% 20
BCS15008 .1 20 25 16 2.37 ¢ 1 1% 13 25
BCS15009 W 7 65 30 320 14 2 27 15 30
BCS15010 A 3 92 7 3.47 17 4 37 16 15
BEST5011 A 1 50 150 7.96 19 5 99 9 30
8C815012 A 1 77 117 7.05 19 é 14 2 50
BCS15013 1 6 75 72 8.40 1% 4 123 3% 45
8C515014 A | as 5 7.30 20 L 123 10 2
.AL — o

TOTAL P.84



11,02-1992 17:13  MIN-EN VUANC. EB4 980 9621 P.02

e e

e e e e e e £ e i e [

MNE R A E, VANCOUVER OFFICE:
88 gy e g TOS YEST 18TH STREET
L d ENVQM % @M"i be \"3‘ % ol ¥EEETHM\AA?§'(OO%4V)E§£%B em&o\‘;g ata?&‘
% LABORATORIES FAX (604) 860-802)
9 (GVIBION OF ABBAYERS CORR) SMITHERS LAB.:
3176 TATLOW ROAD
BPECIALIST%SNAVPEJJy% %NVIHONMENTS %&mﬁs, a.(%m %Arngm \‘/‘m NG
FAX (B04) 847-3005
AR,
2V-1232-RG1
Company: MINNOVA INC, ‘ Date: NOV-02-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

pren S.BLOWER/D.HEBERLEIN
We hcnrzeﬁy the following Geochemical Analysis of 24 CORE samples
OCT-

submi 92 by S. BLOWER."
Sample AU-FIRE
Naber . o..... . L S
BCS15015 18
BCS15016 1§
BCS15017 30
BCS15018 95
BOSIS019 a7
BCS15020 44
BCS15021 23
BCS15022 128
BCS15023 66
:I:.‘SlSOZf_ . ' N 9%
BCS15025 49
BCS15026 120
BCS15027 215
BCS15028 55

p e A U
BCS15030 40
BCS15031 17
BCS15032 27
BCS15033 33
e o S 3 e e e
BCS15035 20
BCS15036 33
BCS15037 30
BCS15038 23

------------------------------------------------------------------------------------------

Certified by %{

MIN-EN LABORATORIES




117821992 17:14  MIN-EN UANC, 6@4 980 9621 P.O3

MINEE AL VANCOUVER OFFICE:
o ENVIROIMENTS NORTY VANGOUVERL B CANADA. V7M 177
TELEPHONE (604) 980-58 14 OR (804) 988-4624
I.ABORATORIES FAX (804) 060-9021 |
(DIVIION OF ASGAYERS CORF. SMITHERS LAB.: \
SPECIALISTS IN MINERAL ENVIRONMENTS SITHBID, RO, CANADA VOJ 28D t
MISTS » ASBAYERE TELEPHONE (604) 347-3004 :
FAY, {804) 847-3005 r
i 2V-1232-RG2
‘;
Company: MINNOQOVA INC. Due: NOV-02-92 :
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C. |
At S.BLOWER/D . HEBERLEIN l
We here cert the followin Geochemxcal Analysis of 12 CORE samples
submi 02byS. B
Sample AU-FIRE
Nember BB e
BCS15039 32
BCS15040 20
BCS15041 17
BCS 15042 31
BCSIS043 28 e
BCS15044 9
BCS15048 18
BCS15046 8
BCS15047 17
BOSISON 2 e
BCS15049 9
BCS15050 33

------------------------------------------------------------------------------------------

e R/

MIN-EN LABORATORIES




11-,82-1992 17:14  MIN-EN UANC. 604 980 9621 FP.04

T \ ’
flichvg e

) MN?’P ;ﬂ@ g VANCOUVER OFFICE:
S\ 7 LABORA‘I’ORIES FAX (604) 900-0021
.'\* (BUISloN OF ABRAVER GO SMITHERS LAB.:
3178 TATLOW ROAD
&0 SPECIALISTS N MINERAL ENVIRONVENTS Bt s v
FAX (804) R4T-3008
2V-1233-RG1
company: MINNOVA INC, Date: NOV-02-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.

Aus; S. BLOWER/D. HEBERLEIN

We hereby certify the following Geochemical Analysis of CORE samples
submitted OCT-30-92 by STEVE BLOWER.

Sanpie AU-FIRE

Nuxber el DD e
BCS15051 173

BCS15052 167

BCS15053 344

BCS15054 Ji4

BCS15055 103 e

BCS15056 92

BCS15057 368

BCS15058 314

BCS15059 146

K?S159§0 008
BCS 15061 79

BCS15062 66

BCS15063 35

BCS15064 20

BCS15065_ ... 3 R
BCS15066 16

BCS15067 20

BCS15068 65

BCS15069 46

BCS15070 42

LR R i I R L L W I R e R N R I N R L I

7P
Certifled by %‘f/%

T

MIN-EN LABORATORIES




1178271932 17:14  MIN-EN UANC. 604 98@ 9621 P.@S

APy

. VANCOUVER OFFICE:
Jﬂ M|=F%f$ gnﬁ ; t? 4{ é 'é ? s WEQIWETEEBEE CANADA VTM 172
WERER A E R
\ LABORATOR'ES ;E;E(%’g:%{“o -58 14 OR (604} 9BB-4524
{ {DIWRION OF ASSAYERS GCORR) SMITHERS LAB.:
. 3178 TATLOW ROAD
SPECULIETS I\ MINETAL ENVIACHNENTS e

{

Assay Certificate 2V-1234-RA1 |

Company: MINNOVA INC., Dats: NOV-02-92 !

Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C. 1

AMta S.BLOWER/D.HEBERLEIN 2. MINNOVA INC., GREENWOOD, R.C. ?

We here certvg the following Assay of 1 CORE samples ;

- submi 92 by STEVE BLOWER. ;
Sanple AU AU

-4 S g/tomae oz tOM e

BCS15083 63 018

Cenrtified by §Z’ %

MIN-EN LABORATORIES




11-82-1992 17115  MIN-EN UANC. 604 9808 9621

e bt e e i

P.O6
MINER AL VANCOUVER OFFICE:
J(q e ENVIE S i s AT MR B oo w1z
: LABORA'ORIES FAX (604) 900-0821 .
d sumiene 4o
SPECIALISTS IN MINERAL ENVIRONMENTS AL gy
RN ! RITERLEE AU s
FAX (804) 847.3006
2V-1234-RG1
Company: MINNOVA INC. Dae: NOV-02-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Ata: S.BLOWER/D HEBERLEIN 2. MINNOVA INC,, GREENWOOD, B.C.
We here, cm the following Geochemical Analysis of 24 CORE samples
submit 92 by STEVE BLOWER.
Sanple AU-FIRE
Nmber L USRI
BCS15071 70
BCS15072 22
BCS15073 13
BCS15074 26
BCSISOTS 2T e
BCS15076 38
BCS 15077 28
BCS15078 41
BCS15079 26
BCSISOR0 B e
BCS15081 122
BCS15082 393
BCS15083 589
BCS15084 471
BCSISOSS B0 e
BCS15086 299
BCS15087 74
BCS15088 96
BCS 15089 92
BSIS090 168 e
BCS15091 61
BCS15092 61
BCS15093 44
BCS 15094 34

------------------------------------------------------------------------------------------

Certified by %
MIN-EN LABORATORIES

ot e w‘"




‘u.‘;.‘Jx(u,)‘t'!,“\‘:w :

‘;11/’2/1992 17:15  MIN-EN VANC. EB4 980 9621 P.O7

MINE BAL VANCOUVER OFFICE:
SEEPAERET é‘éarvﬁld%?a'ﬂ CANADA, VT 172
I.ABORATORlES L
(DIVIBION OF ABSAYERS CORP) sMamENRViOLAgB':
a7
SPECIALISTS IN wgm&gugﬁm@@gm %m&m%m ﬁw&o Vo eNo
' FAX (804} 847-3005
] 2V-1234-RG2
Company: MINNOVA INC, Daz: NOV-02-92
Project: 661 Copy {. MINNOVA INC., VANCOUVER, B.C.
Atn: S.BLOWER/D . HEBERLEIN 2. MINNOVA INC., GREENWOOD, B.C.
We hereb cm the followm%_geochemxcal Analysis of 24 CORE samples
submi 92 by STEVE BLOWER
Sample AU-FIRE
Namber e
BCS15095 6
BCS15096 40
BCS 15097 41
BCS15098 23
BCSISO® 00 e,
BCS15100 49
BCS15101 68
BCS15102 112
BCS15103 85
BCSISIOE B e e
BCS15108 33
BCS15106 24
BCS15107 28
BCS15108 66
BCSISlo9 88 e
BCS15110 51
BCS15111 47
BCSIS112 23
BCS15113 17
BOSISU4 e, A e e
BCS15115 36
BCS15116 47
BCS15117 67
BCS15146 314

------------------------------------------------------------------------------------------

Certfied by /2

MIN-EN LABORATORIES
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11/82-1992 17:16  MIN-EN UANC. 604 380 9621 P.B8

- MINER 51 VANCOUVER OFFICE:

* EN V Nm %‘“‘w %' é} R %%ﬁmﬁi?%?&ogmgsm
LABOR T0O FAX (804) 880-802 1 i
(DMISION OF Aswzﬁmmalss SMITHERS LAB.:
3176 TATLOW ROAD
SPECALISTE 1 ATVTAL DRONENTS TETSEE Sauon o
FAX (804) 847.8005
/ 2V-1234-RG3
Company: MINNOVYA INC. Date: NOV-02-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C,
Atta: S.BLOWER/D.HEBERLEIN 2. MINNOVA INC., GREENWOOD, B.C.
We hereby ¢ the following Geochemical Analysis of 2 CORE samples
submit OCl‘ -92 by STEVE BLOWER.
Saple AU-FIRE
Nmber . B et eeeneetnememam—memeeseeenerecaennm—e——n
BCS15147 153
BCSi5148 136

------------------------------------------------------------------------------------------

Certified by %

MIN-EN LABORATORIES

TOTAL P.@8
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lABORATOR'ES

(DIVESON OF AGSAYERS CORP}

BPECIALISTS IN MINERAL ENVIRONMENTS
EMIBTS ¢ ABSAYERS + ANALYETS + BEOCHEMISTS

------------------------------------------------------------------------------------------

------------------------------------------------------------------------------------------

------------------------------------------------------------------------------------------

------------------------------------------------------------------------------------------

604 988 9621 P.@02

VANCOUVER OFFICE:
708 WEST 16T STREET

NORTH VANCOUVER, B.C. CANADA V7M 112
TELEPHONE (604) 060-6814 OR (004) 089-4524
FAX (004) 880-042

SMITHERS LAB:

3176 TATLOW MOAD

SMITHERS, B.C. CANADA VOJ 2NG
TELEPHONE (804) 847-3004

FAX (604) 847.30C5

2V-1234-RA2

Dae: NOV-03-92
Copy 1. MINNOVA INC., VANCOUVER, B.C.
2. MINNOVA INC,, GREENWOOD, B.C,

Assay Certificate
Company: MINNOVA INC.
Project: 661
At D.HEBERLEIN/S . BLOWER
We hereby cenify the followm%gssa y of 24 CORE samples
submitted OCT-30-92 by STEVE BLOWER.
Sanple S
Nunber %
BCS15071 1.70
BCS15072 .58
BCS15073 .57
BCS15074 .35
BCS15075 .40
BCS 15076 .39
BCS15077 .83
BCS15078 2.09
BCS15079 .73
BCS15080 .61
BCS15081 1.11
BCS15082 1.46
BCS15083 1,25
BCS15084 1.77
BCS15085 2.03
BCS15086 2.08
BCS 15087 .96
BCS15088 2,00
BCS 15089 2.30
BCS15090 2.93
BCS15091 2.47
BCS15092 .65
BCS15093 4,32
BCS15094 1.78

------------------------------------------------------------------------------------------

Certified by

MIN-EN LABORATORIES
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------------------------------------------------------------------------------------------

-------------------------------------------------------------------------------------------

-------------------------------------------------------------------------------------------

--------------------------------------------------------------------------------------------
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604 98B 9621 P.@3

VANCOUVER OFFICE:

708 WEST 15TH STHEET

NORTH VANCOUVER, BC. CANADA VTM 172
TELEPHONK (804) 080-6814 OR (604) 8884524
FAX (604} 880-082 1

SMITHERS LAB.:

3178 TATLOW ROAD

SMITHERS B.C, CANADA VOQJ 2NO
TELEPHONE (804) 847-3004

FAX (804) 847-3008

2V-1234-RA3

Date: NOV-OS-QZ
Copy 1. MINNOVA INC., YANCOUVER, B.C.
2. MINNOVA INC., GREENWOOD, B.C.

MINERAL
o ENWIRCHALENT S
LABORATORIES
PVISION OF ASQAYERS CORP.)
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS » AGEA ¢ ANALYSTS » GECCHEMSTS
Assay Certificate

Company: MINNOVA INC.
Projoct: 661
Aun: D.HEBERLEIN/S.BLOWER
We hereby certjfy the followine Assay of 24 CORE samples
submitted OCT-30-92 by STEVE BLOWER.,
Sample S
Number %
BCS 15095 .
BCS 15096 1.87
BCS15097 2.00
BCS15098 2.17
BCS 15099 4.63
BCS15100 5.38
BCS15101 2.93
BCS15102 2.07
BCS15103 1.70
BCS15104 6.13
BCS15105 5.20
BCS15106 7.29
BCS15107 6.44
BCS15108 7.36
BCS15109 5.53
BCS15110 3.16
BCS1s1t1 1.57
BCS15112 .64
BCS15113 1.70
BCS15114 4,22
BCS15115 1.93
BCS15116 2,15
BCS15117 1.89
BCS15146 3.0t

------------------------------------------------------------------------------------------

Certified by

b17/8

MIN-EN LABORATORIES
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'Jv/? LABORATORIES
M SPEC|AL|STB IN MlNERAL ENVIRONMENTS

11/.3/1992 17:17  MIN-EN UANC,

MlNEWMm

EEW SEAAE TS

CCHEMIBTS

604 580 9621 P.84

VANCOUVER OFFICE:

706 WEST 16TH STREET

NORTH VANCOUVER, BC. CANADA V7M 112
TELEPHONE (804) DA0-6814 OR (604) B85-4624
FAX (804) 080-9621

SMITHERS LAB.:

3176 TATLOW ROAD
SMITHERS, B.C. CANADA VOJ 2NC

TELEPHONE (604) B47-3004

RAX (804} 847-3005

Assay Certificote

Company: MINNOVYA INC.
Project: 661
Attn: D.HEBERLEIN/S BLOWER

We hereby cersfy the following Assay of 2 CORE samples
submitted OCT-30-92 by STEVE BLOWER.

~ Sample 3

- S e
BCS15147 1.48
BCS15148 2.72

----------------------------------------------------

Certified by

2V-1234-RA4
Daa: NOV-03-92

Copy 1. MINNOVA INC., VANCOUVER, B.C.

2. MINNOVA INC., GREENWOOD, B.C.

--------------------------------------

7 2

MIN-EN LABORATORIES
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COMP: MINNOVA INC.

-

117

]

MIN-EN VANC.

MIN=EN LABE — ICP REPORT

604 988 9621

P.a5

FILE NO: 2V-1254-RJ142+3

PROJ: 661 705 WEST 15TH ST., NOKTH VANCOUVER, B.C, V7MW 172 DATE: 92/11/03
ATTN: D.HERERLEIN/S.BLOWER (604)960-5814 OR (5604)988-4524 * CORE % (ACTiF31)
BAMPLE Al AB BA cu FE PB £8 ZN  AU-FIRE WG
NUMBER PP PPN PRM PRM % PPN PP PPN PPB PPH
ACE15071 3 2 142 823 497 56 15 2 70 45
T H ot 24 107 168 1.90 18 6 22 22 25
BCE15073 +3 [ é5 L B 9 3 13 13 25
BCE15074 e 19 83 % .Bp 14 3 27 26 30
BCE15078 if 74 63 100 82 9 2 17 27 35
BC815076 o 78 % 57 .85 13 1 32 8 25
BCS15077 ) af 1.3 45 2% 40 1.4 24 11 18 28 100
BCE15078 o 7Y 18 197 54 4,00 27 14 27 41 40
BC§15079 oA é it 55 1,26 9 5 10 26 20
ecs15080 oA 8 &9 & 1.3 11 3 12 29 30
BCS15081 o 10 89 9 2.12 14 é 16 122 35
Bes15082 | 41 -1 168 2.56 19 ] 10 03 25
BCS15083 A = 28 72 2.2 18 G 12 589 30
BCS15084 . o 22 66 480  2.57 21 3 14 47 25
BCS15085 A 3 7 189 2.9 16 1 21 330 15
BCE15086 A 1 49 8  6.43 38 10 74 299 50
BCS1508T { A 1 35 & 5.57 3 14 55 T4 30
ACS 15088 f W t 886 22 32 12 62 6 &8
8C813089 / <\ ] 146 18 538 21 6 42 2 35
BCE15090 i 12 41 1M 330 36 2 36 164 ]
BCS15091 . 1 134 1 5.48 35 13 55 61 35
BCS15092 . 1 638 109 573 16 9 30 &1 25
BCE15093 | i 1 41 %7 8,39 1 1 17 64 55
BCS15096 | K 1 4 182 6.7 ] 1 18 34 48
BCS18095 |/ 1 1 65 145 3,87 22 11 53 6 45
BCE15096 | R 1 110 2B 4.64 3 8 61 40 50
BCS15097 .1 i 107 224 5.0 25 13 43 #1 40
RCS15098 | . 3 70 07 592 18 13 38 23 60
BCS15099 | A 28 104 480 7.42 19 17 27 109 160
BC815100 | o ] %% 558 9.49 22 17 42 ] 125
8C$15101 . 1% 104 W2 7.7 27 14 29 &8 50
BC815102 .5 51 B2 289 511 46 1 S 1z 0
BCB15103 T 7 92 419 4,55 ¥ 13 101 85 25
RCS1S104 A 1 91 199 6.60 18 8 21 40 20
BC815105 . 1 ™ 47 6.88 18 8 £l 33 25
8CE15106 o] 1 81 31 857 19 4 26 2 25
acs15107 | o 1 107 2 7.5 17 7 22 28 25
BC815108 4 ! 42 % 9.47 26 10 40 66 20
BCS1S109 o 1 123 30 7.68 176 8 159 &5 20
#CS15110 4 1 246 3 7.78 42 g 70 59 25
[TIELE i 1 91 30 s2 2 $ 41 47 35
pCcsis2 | i 201 23 5.54 12 3 26 23 15
BCS1ST13 . 1 149 24 5.08 14 4 22 17 10
BCS15114 B | 1 81 140 6.0 26 1 32 49 25
BCS15115 o 1 97 97 6,33 21 11 29 36 25
BCE15116 i 1 104 126  5.18 24 1 35 47 20
BCBT5117 ol 1 287 480 4,82 22 13 27 67 30
BC5 15146 A 158 533 AT 487 ¥ 1 26 34 ]
BCE15147 5 219 100 8% 3.64 37 4 38 153 25
BCB15168 5 v %0 a2 bb 54 16 54 138 30

TOTAL F.85



11-803-1992 16:52  MIN-EN JANC. 604 980 9621 P.92

MN% RAE VANCOUVER OFFICE:
Q N B BEREE BITE @nmxncg”wsgn BE CANADA V7M 172
; I.ABORATORIES e
/ EMBION CF AMAENS CORP SMITHERS LAB.
176 TATLOW
T ENVIBONMENTS SMITHERR BC_CANADA V0 200
FAX (804) 847-3005
Assay Certificate 2V-1232-RA1
compary: MINNOVA INC. Date: NOV-03-92
Project: 661 Copy 1, MINNOVA INC,, VANCOUVER, B.C.
Anp; D.HEBERLEIN/S.BLOWER 2. MINNOVA INC., GREENWOOD, B.C.
We here the following Assay of 24 CORE samples
submit OCT- 0-92 by STEVE BLOWER.
Sample ‘ S
i+ SR LU
BCS15015 69
BCS15016 .49
BCS15017 1.55
BCS15018 3.99
B30t . d 8 e
BCS15020 2.54
BCS15021 2.89
BCS15022 2.93
BCS15023 2.54
BCS15024 ... g S
BCS15025 2.97
BCS15026 1.10
BCS15027 1.53
BCS15028 1.39
BCS15029 . L e e e
BCS 15030 1.28
BCS15031 1.23
BCS15032 1.23
BCS15033 1.37
BSISO3 T .
BCS15035 1,26
BCS15036 2.56
BCS15037 2.54
BCS15038 2.08

------------------------------------------------------------------------------------------

.
Certifted by J%//

MIN-EN LABORATORIES
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]

MINEER A5 VANCOUVER OFFICE:
e EN VIl R TS e
R E PAX (604) 980-9631 "
I.ABOQM é‘!’ogkl 3 SuimEns Loe
1
SPECIALISTS I MIIERAL ENVIROMMENTs SUTSTREL S i
FAX (804) 847-3005
Assay Certificate 2V-1232-RA2
Company: MINNOVA INC. Date: NOV-03-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, R.C.
Aun; D.HEBERLEIN/S. BLOWER 2. MINNOVA INC., GREENWOOD, B.C.
We here le? certify the following Assay of 12 CORE samples
submitted OCT-30-92 by STEVE BLOWER,
Sample S
Nomber . e ———————————————
BCS15039 2.11
BCS15040 2.23
BCS15041 1.14
BCS15042 2.32
BCSIS043 . L e e e
BCS15044 29
BCS15045 43
BCS15046 87
BCS15047 95
BCS15048 ot e et e m—— oo
BCS15049 38
BCS15050 69

-------------------------------------------------------------------------------------------

Certified by ‘ %

MIN-EN LABORATORIES

e



11-83-1992 16:53

CONPr MINNOVA INC.

MIN-EN LABB —— ICP REPORT

MIM~-EN UANC.

684 982 9621

F.04

FILE NO: 2v-1232-RJ%¢2

PROJ: 661 TOS WEST 15TH BT., NORTH VANCOUVER, B.C. VPM 112 DATE: §2/11/03
ATTNS D.HEBERLEIN/S.BLOVER (804)980-5816 OR (604)988-452% * CORE *  (ACT:F31)
SAWPLE AG AS BA c FE P8 8B 2N AU-FIRE HG
NUMBER PPM_ PPM PPN PPN X PPM_PPM  PPM  PPB  PPB
BCS15015 o 1 62 56 5.16 23 12 13 18 40
#C515016 N 7 59 28 3.2 2% 7 13 15 45
8Cs15017 R 1 156 120 473 2 12 80 30 30
Bes15018 B R (T S 19 7 4 95 40
BCS15019 5 1 102 26 482 2 19 54 47 30
BC$15020 2 8 133 3 345 3 8 60 4 45
BCs 15021 A 1 87 138 404 23 9 35 2 20
BCS15022 A 1 108 138 43 2 1 4 128 50
BCS15023 A 1 B8 i 37 21 9 2% 66 35
80915024 A 1 & 95 3.9 18 8 22 % 50
BC315025 N 3 10 7 3.0 21 10 2 49 30
8C815026 B @ 1% 11y Bse 18 12 &7 120 40
AC815027 N 0 128 106 3.6 22 12 % 21 35
BCS15028 A 12 % 105 3% 21 14 23 55 45
80315029 X 1 17 51 4.1 16 15 26 @ 130
BLS15030 " 1 31 4 4.4 2% 15 27 40 55
BCS 15031 R 1 2043 B L0 21 12 18 17 15
BC$15032 X 1 9% 21 3.8 20 ¥ 16 27 25
8C515033 g 1 7 6 370 2 1 18 33 2
RCS15034 o 1 173 % 3.4 19 1" 16 36 15
90615035 N 1 97 B 2.06 17 9 12 20 2
BCS15036 o 1 186 % 347 18 10 15 33 30
BCR15037 R 1 176 267 3.49 18 1 17 30 20
#C515038 ol 2 1w % 2.9 27 12 47 2 25
§CE15089 X 1 588 1z 3% 2 13 30 32 15
BC515040 -1 1 138 152 3.8 22 10 20 20 2
BCS15041 B 1t B W7 6% 14 1% 62 17 10
8C515062 .1 1 189 15 4,5 % 8 17 31 15
BCB15043 1 1 %7 B 5.06 22 15 o 25 2
BCB15044 B 4 $0 N8 ¢4 19 300 9 85
$C815045 .1 7 92 50 9.7 ¥ 13 143 1% 130
BCS15066 B 1 95 7 637 4 1% 41 8 20
§CS15047 A v 59 noo7 45 % 118 7 60
BCS15048 -1 12 14 16 1.03 15 ‘ 2% 2 23
BEF15049 5 1 83 ¥ 6.3 29 17 60 9 4
BC815050 N 120 55 8.9 “8 2 7 33 50




11-83-1992 16:53  MIN-EN UANC. 604 588 9621 P.BS

| MINEE AL VANCOUVER OFFICE:

e e 708 WEST 15TM STREET
o ENWIRCHAMERTS NORTH VANCOUVER B.C. CANADA VTM 172
{ﬂ ﬂ l- AB on ATORIES | Eﬁi&?‘é&"é’é& 880- aa14omsm)m-452.4
9 {DVBION OF AG8AYERS CORP - SMITHERS LAB.:
SPECIALISTS IN MINERAL ENVIRONMENTS S AL RO AbA vou 2N
YATS * GEOCHEMIBTS TELEPHONE (804} B4T-3004
FAX (804) 847-3005
Assay Certificate 2V-1233-RA1

Company: MINNOVA INC. Dae: NOV-03-92

Prajsot: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.

Al D . HEBERLIEN/S.BLOWER 2. MINNOVA INC., GREENWOOD, B.C.

We here the following Assay of 20 CORE samples

submit OCT -92 by STEVE BLOWER.

Sanple S

Number . e, e aam e meema—m e amnea————

BCS15051 .84

BCS15052 1.85

BCS15053 .57

BCS15054 .59

AoSisoss 0L e

BCS15056 1.39

BCS15057 1,48

BC3S15058 2.60

BCS15059 1.30

BOSISO80 LB

BCS15061 17

BCS15062 17

BCS15063 .50

BCS15064 .37

BOSISOSS S

BCS15066 47

BCS15067 93

BCS15068 2.47

BCS 15069 4,24

BCS15070 2,85

------------------------------------------------------------------------------------------

Certified by 7%////

MIN-EN LABORATORIES
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11-83-1932 16:

COMPE MINNOVA INC.
PROS: 661

54

MIN-EN UANC.

€04 980 9621 P.PE

MIN=EN LABS -— ICP REPORT
705 WEST 15TH 5T., NORTH VANCOUVER, 8.C, VM 112

FILE NO: 2V-1233-RJ1

DATE: 92/11/0%

ATTN) D.HRBERLIEN/S.BLOWER (604)580-5814 OR (604)988-4524 * CORE *  (ALT:F3D)
SANPLE AG AS 8A =1 FE e 86 IN AU-FIRE WG
NUMEER PPN PPM PP PPul X PPM PP¥ PPM PP8 PR
Bce15051 .1 13¢ 14 100 9.20 601 3¢ 3568 173 95
BCS15092 1 85 28 156 7.89 465 27 1423 147 45
BCS 15053 .1 62% (14 85 $.13 758 37 2915 844 45
BCS15054 o1 %9 3? 96 3 406 2 2375 314 &5
BCS§5055 A 115 33 109 6.30 218 22 639 103 30
BCS15056 A 453 60 240 4, 369 3 2256 02 85
BCR15057 ) 478 35 V77 5.2 417 3% 1426 368 50
80813058 1.0 78 742 508 7.06 240 26 1057 36 55
BCE15050 -1 4] 1349 138 5.72 )l 21 206 146 35
BCS15040 .4 19 1321 142 5.86 87 20 194 668 40
BCS15061 ol 19 67 4] 1.69 51 12 97 79 35
3C815062 .1 28 8¢ 76 1.84 ¢ 13 90 66 25
8CS15043 v 19 304 13 1.95 33 " 3% 35 &5
BC515064 4 1% %2 54 2.5 5 16 52 a0 20
80515045 o1 114 544 5 1.89 47 14 112 1 15
BC3815066 A 2% 126 14 2.2% 26 13 2 16 4]
8C815067 1 17 130 163 3.4 34 17 55 20 35
BC515068 1 8 95 arr 6.17 75 82 269 &5 60
BCS1S048 .1 12 12 186 7.12 32 19 h 14 46 35
BCs 13070 .1 1 109 252 5.9 30 16 34 “? 25

TOTAL P.g6

e e e et s e £ RO SR = B THAY



11-85-,1992 17:19  MIN-EN UANC. 664 S8@ Se21 P.@2

I\W iyl Rt T
MINERAL VANCOUVER OFFICE: i
JL * ENVIRONMENTS Lt R T
I.A BORATORIES FAX (604) 080-96 !
' SMITHERS LAB :
SPECIALISTS IN MINERAL ENVIRONMENTS mwnmCmm VO 2NO
CHEMISTS * ASSAYERS » ANALYATS » QEOCHEMISTS TEI.EFHCNEJ x&&l =300
FAX (804) 847 - .
I
Assay Certificate 2V-1241-RA1 |
Company: MINNOVA INC. Dats: NOV-(05-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C. *
Atn: L.KELLY/D, HEBERLEIN/S. BLOWER [
We hereb the following Assay of 6 CORE samples |
submit NO -04-92 by STEVE BLOWER. __ |
Th2z-3F |
Sample AU-FIRE  AU-FIRE |
Muber ... gltonme  oz/tom e m—————— !
BCS15130 72 .02l i
BCS15133 .98 .029 3
BCS15134 .80 .023 |
BCS15138 .60 .018 !‘
BCSISL I RS -
BCS15145 ag 029

—

C R R R R L I el e e e

1
‘ ‘i
Certified by % |

MIN-EN LABORATORIES



e 11/65/1992 17:280 MIN-EN UANC. e@4 988 9821 P.@3

o COUVER OFPICE:
j ARNERAL EREY yﬁﬂ;ﬂwts VANGOUVER B3, GANADA VTM 172
l % . EN vg R@mm g TELEPHONE (804) ORW-EB‘M OR (&04) 93B8~4624
37 asoeatomes e
N ONMENTS OBV,
D segasmnmsvRowe SRR B o
FAX (804) B47-3005

i 2V-1241-RG1L
Compary ! MINNOVA INC., pats: NOV-05-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
ama:  L.KELLY/D HEBERLEIN/S BLOWER

We herebry certify the following Geochemical Analysis of 24 CORE samples
submitted NOV-04-92 by STEVE/B].DWER.

Sample AU-FIRE

Nuber = ¢

BCS15118 " 74

BCS15119 ;136

BCS15120 : 17

BCS15121 26

BCS15122 48

BCEi5123 43

BCS15124 17

BCS15125 : 35

BS15126 28

BCSI1S127 . -

BCS15128 20

BCSIS129 A ol ° 16

BCS15130 665

BCS15131 124 \

e R .. S

BCS15133 853

BCS15134 74Q [

BCS15135 [ 307\ o (a uc PR

BCS15136 ‘ 480 7 W ERIAN ¢ T '

BCSISI137 I

BCS15138 503 \

BCS15139 189

BCS15140 360

BCS15141 -t

_____________________________________ | SN - O
J

Certified by %J/

MIN-EN LABORATORIES
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1178571992 17:28  MIN-EN UANC., BB4 980 9621 P.o4

J]'[ MINER AL VANCOUVER OFFICE:
‘! 3 ;."' 7 .ﬁﬁ?']"x&‘ -Jf: JE:L‘T:)'!!Q‘N: TS WEST 16TH :
o\ *ENVIRGEAL S RTTIMSONER B camnon vru 7
3 i LABORATORIES FAX (604) 580-9821
\ V {DVISION O ASBAYERE CORP) SMITHERS LAB.:
3178 TATLOW ROAD
Hles SPECIALISTS IN MINERAL ENVRONMENTS ey
FAX {804) 847-3005
2V-1241-RG2
company: MINNOVA INC. Dete: NOV-05-02
Project: 661 Copy 1, MINNOVA INC., VANCOUVER, B.C.

At L KELLY/D HEBERLEIN/S.BLOWER

We hereby ceriify the following Geochemical Analysis of @ CORE samples
submitted NOY-04-92 by STBVI%/BLOWER.

Sample AU-FIRE
Number .. B e ———————
BCS15142 346 943 (o usi M
BCS15143 326 '
BCS15144 165
BCS15145 993
BCS15146 1o - . 2 e e
BCS15147 =9 - 30
BCS15148 <17 59
BCS15182 23
BCS15153 61

Certified by %M |

MIN-EN LABORATORIES

TOTAL F.B4



11,9371952 17:22  MIN-EN UANC. 6604 980 9621 P.BZ2

MIN B AL VANCOUVER OFFICE:
2 — 706 WEST 16TH GTREET
NVIROMMENTS e P e
v LABORA‘I'ORIES FAX (804) 980-0621
(DVIBION OF ASSAYERE CCRP.) SMITHERS LAB.:
3178 TATLOW ROAD
spzcmus[sm\gg&%gm‘gggnue NTS %M{EH:M B, (%Of}ﬁﬁ;m am\:m 2N
FAX (604) B47-3005
2V-1247-RG1
company: MINNOVA INC. Dae: NOV-(9-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C,

Ann: L.KELLY/D.HEBERLEIN/S.BLOWER

We hereby cerilfy the following Geochemical Analysis of 24 CORE samples
submitted NOV-06-92 by AN KELLY.

Sample AU-FIRE

Nuribe t L
BCS17115 23

BCS17116 34 \ !

BCS17117 48 ‘:

BCS17118 24

.. S O ——
BCS17120 48

BCS17121 ‘ 90

BCS17122 47

BCS17123 15

BCS17124 7
BCS17125 68 | . 2 Q

BCS17126 127 ~ iMoo

BCS17127 8

BCS17128 56

e o A T PR U S
BCS17130 30

BCS17131 135

BCS17132 21

BCS17133 236

BCS17134 L S
BCS17135 27

BCS17136 148 |

BCS17137 95 5

BCS17138 : 9 J

------------------------------------------------------------------------------------------

)
Certified by %/9

MIN-EN LABORATORIES




11/69/1992 17:23  MIN-EN UANC. 684 38@ 9621 P.@3

MINER &6 VANCOUVER OFFICE:
§E 28 ,wg ?OGWEST 16TH STREET
L EN Y HQ[}“«‘I & i NOHT mwmgs CANADA wzgu 12
XS I.ABO ORIES FAX (804) 980-9621 : o
6\ {DIVIBION OF aAsSayERs GORP) SM‘THERS LAB "
SPEGIALISTS IN MINERAL ENVIRONMENTS DT e PR Vs 80
* ANALYSTS * GEOC TELEPHONE (804) B47-3004
FAX (804) 847-3005
[ 2= TR ——-ﬂﬂ
f ] 1 2V-1247-RG2
company: MINNOVA INC. Das: NOV-09-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C,

Attn: L.KELLY/D HEBERLEIN/S.BLOWER
We here te? certify the following Geochemical Analysis of 17 CORE samples

submitted NOV-06-92 by LOGAN KELLY.

Sanple AU-FIRE

I e mommcmcwmmcers DR e e e e e e o B R B 1 i e R R
BCS17139 49

BCS17140 8 |

BCS17141 20

BCS17142 17

e e e R
BCS17144 5

BCS17145 6 |

BCS17146 iz |\ "

BCS17147 19 U <ima-.

BT . rcovacunmans T (D
BCS17149 44

BCS17150 38

BCS17151 1

BCS17152 24

o NS S
BCS17154 37

BCS17155 23

------------------------------------------------------------------------------------------

o v
Certifled by %’

MIN-EN LABORATORIES

TOTAL P.G93



11/89/1992 15:29  MIN-EN UANC.

T MENERAL
JU_ CENvironments

CLV/‘ LABORATORIES

(DVISION OF ABBAYERG COPP,)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMIBTE * ASBAYERS ¢ ANALYSTS * GEOCHRMISTS

604 980 9621 P.@2

VANCOUVER OFFICE:
708 WESY 18TH STREET
NORTH VANCOUVER, BC.GANADA V7M 172
TELEPHONE (804) 080-5814 OR (804) 088-2824
FAX (604) 000-082 1

SMITHERS LAB.:
3178 TATLOW

ROAD
SMITHERS, B.C. CANADA VOJ 2NO
TELEPHONE (004) 847-3004

FAX (804) 847
Assay Certificate 2V-1246-RA1
Comipamy: MINNOVA INC. Dac: NOV-09-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attix: L.KELLY/D.HEBERLEIN/S.BLOWER

We hel;eel‘;y certify the follomc')rg Ass?{yEof 1 CORE samples
LLY.

submitted NOV-05-92 by LOGAN

Sanple AU-FIRE AU-FIRE

Number .. g/tonne  oz/ton |

17110 .60 018
Certified by

[ Y L L L L N E N N N RN N W N IR

P I R A L L R I I R R e

/4

MIN-EN LABORATORIES



11-83-1992 15:23  MIN-EN UANC. 604 988 9621 F.E3

MINERAL VANCOUVER OFFICE: ]
sENVIRCMNMENTS NORTH VANCOUVER, BC, CANADA V7M 1T2
S\j7 LABORATORIES i
_.“.‘.\/ (GIVIBION OF ASGAYERS CORS,) SMITHERS LAB.: |
u SPECIALISTS IN MINERAL ENVIRONMENTS 170 WILON BOAD -+ vor a0 i
CHEMISTS + ABSAYERS + ANALYSTE » GEOCHRMISTS TELEPHONE (604) 847-3004
‘ FAX {004) 847-3005
— : — 1
Assay Centificate 2V-1246-RA2 |
Company: MINNOVA INC, pac: NOV-09-92 l

Project: 661 Copy 1. MINNOVA INC. VANCOUVER, B.C. !
Aua: L.KELLY/D HEBERLEIN/S.BLOWER !

We hereby certify the following Assay of 24 CORE samples
submitted NOV-05-92 by LOGAN LY.

Sample S |
Naber e {
15154 97 ’
15155 1,06

15156 2.5

15157 2.63

15158 3,02 o

15159 1,99

15160 2,46

15161 3,18

15162 2.87

15163 ) 292
15164 1.50

15165 3.29

15166 .86

15167 2.53

15168 ..., ...2 0 . e e
15169 3.22

15170 1.42

15171 2.65

15172 3.10

15173 280
15174 2.84

15175 2.03

17101 1.10

17102 .38

Certified by W

MIN-EN LABORATORIES




11/99/1992 15:29  MIN-EN VANC.

684 988 9621 P.@4

Projeet: 651
A L.KELLY/D HEBERLEIN/S.BLOWER

MINERAL VANCOUVER OFFICE:
- *ENVIRONMENTS TR T
&\ g7 LABORATORIES FAX (604) 9800021
I\ (DIVISION OF ASSAYERS CORP) ?%mm&
1
(AN T LT R S LR, 0 ne
FAX (604) 547-3005
Assay Certificate 2V-1246-RA3
Company: MINNOVA INC, Dawo: NOV-09-92

Copy 1. MINNOVA INC., VANCOUVER, B.C.

We hereby certify the following Assay of 12 CORE samples

submitted NOV-05-92 by LOGAN KELLY.

------------------------------------------------------------------------------------------

------------------------------------------------------------------------------------------

--------------------------------------------------------------------------------------------

Sample S

er %
17103 .64
17104 1.70
17105 2.04
17106 1.53
17107 1.16
17108 1.20
17109 1.12
17110 1.98
17111 1.36
17112 .34
17113 1.50
17114 20

------------------------------------------------------------------------------------------

Certified by

724

MIN-EN LABORATORIES



11/83,1992 15:38 MIN-EN UANC. 604 980 9621 P.O5

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-1246-RJ1+2

PROJ: 861 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/11/09

ATTN: L.KELLY/D.HEBERLEIN/S, BLOWER (604)980-5814 OR (56049884524 * CORE *  (ACT:F31)
SAWPLE AG AS BA cu FE PB 8B 2N AU-FIRE HG
HUMBER PPM PPM PPN PPH % PRM PPN PEM PPB PP
15154 31,..31.-;{ N 2 126 186 421 = 5] 55 13 60
15155 5 A 1 2218 106  3.45 3 11 33 15 30
15156 .1 1 118 102 7.89 15 9 37 115 25
15157 A 1 B8 125 8,40 16 10 26 %7 20
15158 il 1 82 187  9.20 13 0 36 A 20
15159 ({ A 1 7 170 10.29 % 20 é8 120 40
15160 A 1 61 124 8.31 2% 1 50 76 25
15161 | J 1 31 147 B.40 27 1% 4 153 20
15162 J i 61 147 7.90 2 % 36 130 30
15163 A 1 19 170 9.4 23 1% 48 147 30
15164 | A i 63 4| 7.89 18 12 40 205 15
15165 o3 Lol 54 1M1 9.65 28 18 -1 170 60
16146 A 1 414 80 7.39 12 " 37 43 20
15157 A 1 47 127  p.58 30 17 58 61 60
15168 | i P4 o9 8,82 ¥ 11 53 120 25
15169 | 1 1 117 125  8.89 8 7 23 54 35
184970 \-"l aao-Rg 3 1 120 & 10.38 10 12 52 B4 15
15174 AR A 1 &0 &6 9.35 2 15 53 129 30
wirz [ iy 1 % 22 9.93 20 16 47 58 25
15173 | . 1 135 180 £.04 i) 7 24 209 55
1547% l o1 32 17 168 8,30 2% 1% 27 461 20
15175 A 1 87 168 5.9 2 16 80 192 15
17100 | . t 143 151 6.49 25 16 58 3N 25
17102 | A 33 B3 148 5.86 18 13 95 33 20
17108 | A 1 103 53 4.3 2 1% &0 72 60
17106 | o 1 T2 182 6.32 28 17 51 51 65
171085 \ A | 127 7 4.9 26 16 29 454 40
17106 | & 1 121 76 4.83 25 1% 30 138 35
17107 \ i | 109 57 4,08 27 14 27 127 35
17108 ! il 22 160 97  4.B8 2% 17 33 158 40
Al B A 1 157 81 437 28 16 ig 78 45
17110 J A 1 14t 201 5,00 2% 19 2é 549 25
e A 43 257 201 5.71 29 18 30 27 55
e/ i) 52 410 128 3.83% 2z 1% 29 149 30
1713, E i 333 122 4.81 30 14 36 99 35
1M fa2-7 R 12 134 o7 1.71 1 T 36 16 2s

TOTAL P.BS



11-12/1992  16:2@  MIN-EN UANC. 604 980 9621 P.B2

X\ V"‘°NMEN"5 - B,
FAX (004) 980-0821
V/ KAPRRATD s Lo
B O M AL ENVIRONMENTS | SMmEnaBC cawon v
FAX (604) 847-2008
Assay Certificate 2V-1247-RAl
Company: MINNOVA INC. Date: NOV-12-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

A L.KELLY/D HEBERLEIN/S.BLOWER

We hereby certify the following Assay of 24 CORE samples
submitted NOV-06-92 by LOGAN KELLY.

Sample S

Number L
BCS17115 .45

BCS17116 .43

BCS17117 2.03

BCS17i18 1.02

817119 21
BCS17120 3.88

BCS17121 1,28

BCS17122 1.02

BCS17123 .27

BCS17124 . 5.60
BCS17125 2.97

BCS17126 1.38

BCS17127 1.64

BCS17128 .85

BCsi7129 2,02
BCS17130 2.468

BCS17131 1.59

BCS17132 V12

BCS17133 2.16

BCSI7134 1.8
BCS17135 2.25

BCS17136 1,28

BCS17137 2.26

BCS17138 .30

------------------------------------------------------------------------------------------

Certified by %,/'

MIN-EN LABORATORIES




11-12-1992 16:20  MIN-EN VANC, €84 988 9621 P.83

- MINER AL VANCOUVER OFFICE:
. G PE AL AT 705 WEBT 16TH 8TREET
a ¢ ENiRCE TS B R
=..:\ i LABORATOR'ES FAX (604) 080-0621
L A / DIVISION OF ASSAYERS CORP) 33%[‘%{5%%8.:
1
& T Asoh s AT O e T ARG o, v
FAX (804) 847-3005
Assay Certificate 2V-1247-RA2
compeay: MINNOVA INC. Dae: NOV-12-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Agtn: L.KELLY/D.HEBERLEIN/S.BLOWER
We here te? centify the following Assay of 17 CORE samples

submitted NOV-06-92 by AN KELLY.

Sample S

Nawber LR
BCS17139 1.42

BCS17140 .32

BCS17141 .80

BCS17142 .67

L L SR
BCS17144 ,49

BCS17145 .27

BCS17146 1.04

BCS17147 .96

e s S
BCS17149 .51

BCS17150 71

BCS17151 .38

BCS17152 1.01

L L S
BCS17154 2.44

BCS1715S 1.03

-------------------------------------------------------------------------------------------

Certified by

g

MIN-EN LABORATORIES



11,12,1992 16:21 MIN-EN UANC, 604 980 9621 FP.B4

CONP: WINNOVA INC. MIN-EN LABS -— ICP REPORT FILE NO: 2V-1247-RJ1+2

PROJ: 641 TA5 WEST 157TH $1., NORTH VANCOUVER, B.C. VW 172 DATE: 92/1%/12

AFTN: L.KELLY/D,HEBERLEIN/S.BLOWER (6046)980-5814 OR (606)588-4524 % CORE *  (ACT:F31)
SAMPLE Ag AS BA (o] FE PB 1] IN AU-FIRE He
NUNBER PPM PPM PPN PPM % PPH PPH PPM PPrB FPB
8CB17115 .2 1" 2 115 .85 4 1 21 23 15
BCSITI16 .3 8 22 &6 1.01 21 1 22 34 20
sce17117 2 10 41 L) 2,08 ) 1 36 8 15
ecs17118 2 1 90 % 2.5 88 1 217 24 25
BCBI7119 A 1 557 %2 3.9 7 H 8r 10 10
BCS17120 N3 1 437 126 6.64 8 2 54 48 25
8CSITI2Y .1 1 16 113 6.28 18 1 3 90 20
8cs17122 4 1 18 9 §.08 5 1 34 W7 15
BCS1T123 .4 1 T2 5 4. 74 1 1 24 15 15
BCS17124 R 1 2] 169 7.83 8 3 33 70 10
BCE17125 b 1 %2 319 7.01 ® 1 54 48 35
BES17126 8 1 226 rrig 6.38 27 4 101 127 15
ues17127 .3 1 227 3 S.72 19 1 74 38 35
acsi7128 3.0 1 146 105 5.03 1 1 35 5¢ 18
BCE1 29 3 1 b4l a7 3N 1 1 22 36 1]
8C517130 .| 1 76 105 4.12 3 2 14 30 20
BC817134 1.0 1 9 53 1.29 1 2 26 135 15
acs17132 2.1 1 689 o7 T.61 i 1 21 27 3
BC517133 . 1 104 43 T.99 1 1 42 235 Fi-]
BCAT7134 1.6 1 186 108 7.0t 1 1 1 {} 57 20
BCS17135 .3 1 8 37 4,16 1 1 17 27 15
Bes17136 1.3 1 402 8 7.10 1 1 24 148 20
8C817137 2.3 1 532 484 7.79 1 1 28 o5 25
#C817138 e 1 179 53 3.89 1 1 14 g 15
BCS17139 . 1 141 103 7.22 1 1 57 49 25
BCE17140 o1 1 64 13 2.7 1 1 23 8 15
BC31714Y R 1 116 0 5.48 1 1 36 20 15
BCS17142 244 1 183 47 $.63 1 1 25 17 25
BCS17143 2.8 1 1206 45 5.47 1 1 24 14 20
BES4 7144 2.4 1 370 62 5.66 1 1 28 5 10
6C817145 3 1 430 % 6.3 1 1 44 6 10
8C817146 1 1 92 58 7.7 2 1 44 22 3
8817147 9 1 85 M3 5.65 1 1 3¢ 19 30
BCS17148 .9 1 95 51 6,10 6 1 68 17 15
BCS17149 2.2 1 293 45 6,38 1 1 37 46 10
BC817150 .9 1 628 7 4.59 1 1 42 38 15
BCS17151 2.2 1 214 3% 5.08 1 1 32 1" 15
Bs17152 1.9 1 138 &7 4,08 3 1 47 24 15
8C$17153 2.1 1 461 62 6.09 38 1 132 a 10
BCs17154 2.3 1 105 284 6.40 1 1 26 kY4 25
BLCS1718Y 1.6 1 115 v .02 1 1 30 23 10

TOTSL P.O4



11-1371992 13:21  MIN-EN VANC. €4 980 9621 P.82

| MINEE £ VANCOUVER OFFICE:
o 706 wesn 15TH BTREET
’ o ENC/ it o e e T H VANCOUVER, BC. CANACA VTM 172
.- ol L ABOR TOR'ES &ﬁmﬁgw -6814 OR (604) 986-4524
' '- (DIVIBION OF ASSAYERS CORP) st%o Léal:
3178
ll_-—S P N R ORMENTS TELERIONE (8041 847 S04~ "
FAX (804) BA7.-3005
-

3 2V-1258-RG1
compsay: MINNOVA INC., Dae: NOV-12-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: D.HEBERLEIN/S.BLOWER 2. MINNOVA INC,, GREENWOOD, B.C.

We hereby certify the following Geochemical Analysis of 24 CORE samples
submitted NOV-10-92 by LOGAN KELLY.

Sample AU-FIRB
Number PP
17156 38
17157 39
17158 10
17159 32
A S £ S
17161 13
17162 18
17163 32
17164 15
17065 oieennn. Y e
17166 4
17167 I
17168 20
17169 17
70 e 30, e
17171 25
17172 t3
17173 38
17174 35
IS . S
17176 23
17177 26
17178 44
17179 23

------------------------------------------------------------------------------------------

Certified by éiﬁégz”

_—

MIN-EN LABORATORIES




1171371992 13:21  MIN-EN VANC. 604 980 9621 P.83

MINEER &), mgg%‘ﬁg‘g“n@
e ENY i mIBA R AT & NORTH VANCOUVER, BC. CANADA V7M 172
LABORATORIES P T4 O
‘;;N"' DIVIBION OF ABSAVERS CORP.) ggngﬂgcggﬁyi:
T N MISONMENTS %%%;Wm‘:m 2o
2V-1258-RG2

company: MINNOVA INC. Date: NOV-12-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: D.HEBERLEIN/S . BLOWER 2. MINNOVA INC., GREENWOOD, B.C.

We hereby certjfy the following Geochemical Analysis of 3 CORE samples
submitted NOV-10-92 by AN KELLY.

Sanple AU-FIRE
o S N
17267 290
17268 1060
17269 >10000

------------------------------------------------------------------------------------------

Certified by %/Z’ :

MIN-EN LABORATORIES

TOTAL P.33



11/28,/1992 18:48 MIN-EN UANC. 604 988 9621 P.8Z

MINER AL .‘ hopes bl htdegl
-, ¢ ENV&R@NMEM?& ?EO&T;GONE (604) oeg—%au OR wmv-)mm 4524
S5\ /7 LABORATORIES ik st
.~\ / IDVISION OF ABRAYERS CORF) SMITHERS LAB.:
BPECIALIETS IN MINERAL ENVIRONMENTS BT B CANADA. VO 2N0
CHEMSTS ¢ ARSAYRRS ¢ ANALYBTS 8 GEOCHEMIETS TELEPHONE (504) 847-3004
X (804) 843 3006
! 2V-1276-RGG1
Company:.  MINNOVA INC., Date: NOV-19-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.
Afta: D. HEBERLEIN/S.BLOWER 2. MINNOVA INC., GREENWOOD, B.C.
We hereby certify the follow: § Geochenucal Analysis of 24 CORE samples
submitted NOV-18-92 by AN KELLY
Sanple AU-FIRE
Neber e, L S
BCS 17206 3285
BCS 17207 39
BCS 17208 K}
BCS 17209 16
B 1200
BCS 17211 7
BCS 17212 10
BCS 17213 14
BCS 17214 24
BCS 17215 . B e ————————————
BCS 17216 i4
BCS 17217 24
BCS 17218 69
BCS 17219 45
RS 17220 6T e
BCS 17221 11
BCS 17222 8
BCS 17223 10
BCS 17224 9
BS 1728 SRR
BCS 17226 6
BCS 17227 28
BCS 17228 37
BCS 17229 24

------------------------------------------------------------------------------------------

Certified by W

MIN-EN LABORATQORIES




11,20-19392 10:48  MIN-EN UANC. 604 980 9621 P.@3

l MINERAL , VANCOUVER OFFICE:
» ENVE RONMENTS NORTH w)couvsa RO, CANADA V7 172
. A y
=\/7 LABORATORIES AR e R e
’\» / (DIVESON OF ASSAYERS CORP) SMITHERS LAB.:
3178 TATLOW ROAD
SPECIALIETE I VNERAL ENONENTS e LEE Bhon yovao
FAX (804) 847- 3008
Geochemical Analysis Certificate 2V-1276-RG2
Compeny: MINNOVA INC. Date: NOV-19-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.
Attn: D. HEBERLEIN/S.BLOWER 2. MINNOVA INC., GREENWOOD, B.C.

We hereby certify the following Geochemical Analysis of 8 CORE samples
submitted NOV-18-92 by AN KELLY,

Sample AU-FIRE
Number PFB
RBCS 17230 244
BCS 17231 20
BCS 17232 43
BCS 17233 39
HCS 17234 166
BCS 17235 47
BCS 17236 121
BCS 17237 127

------------------------------------------------------------------------------------------

Gerid 77/ 4

MIN-EN LABORATORIES

TOTAL F.@3



11/20-1992 14:34  MIN-EN UANC. 684 988 3621 P.O3

| MINERAL VANCOUVER OFFICE:
'E"WWNMEN% T
LABORATORIES FAX (604) 660-6621
' T ereatn s .
17
SPECIALISTS I MINEFAL ENVIBONMENTS e von voze
FAX (804) 847-3005
Assay Certificate 2V-1273-RA2

company: MINNOVA INC,
Project: 661
Attn: D.HEBERLEIN/S BLOWER

We hereby certify the following Assay of 2 CORE samples
submitted NOV-16-92 by LOGAN KELLY.

Sanple S
Number .. Lo
BCS 17204 2.06
BCS 17208 2.47

------------------------------------------------------------------------------------------

Centified by

Dute: NOV-20-92
Copy 1. MINNOVA INC., VANCOUVER, B.C.
2. MINNOVA INC., GREENWOOD, B.C.

Gz

MIN-EN LABORATORIES



11/20,1992 14 33 MIN-EN UANC.

l MINERAL

J[ﬁ * ENVIRONMENTS
&,

LABORATORIES

SPECIALISTS IN MINERAL ENVIRONMENTS
* ASSAYERS ¢ ANALYSTS * GEDCHEMIBTS

664 980 9621 P.@2

VANCOUVER OFFICE:
708 WEBT 18TH STREET

NORTH VANCOUVER, BL. CANADA V7M 172
TELEPHONE (604) 680-58 14 OR (804) 9884524
FAX (604} 980-902 1

SMITHERS LAB.;
3176 TATLOW ROAD
SMITHERS,

BC. GANADA VOJ 2NO
TELEPHONE (804) 847-3004
FAX (804) 847-3008

[ .A;c;y;
HE A .
i

Assay Certificate 2V-1273-RA1
Company: MINNOVA INC. Date: NOV-20-92
Project; 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: D.HEBERLEIN/S.BLOWER 2. MINNOVA INC., GREENWOOD, B.C.
We hereby certify the following Assay of 24 CORE samples
submitted NOV-16-92 by LOGAN KELLY.
Sample S AU Al
Nawber ... %pltome | 0zltOn e
BCS 17180 78
BCS 17181 .80
BCS 17182 1.69
BCS 17183 1.51
BCS 7188 LA e
BCS 17185 1.71
BCS 17186 2.35
BCS 17187 3.69 .50 01§
BCS 17188 01
RS 17189 SR
BCS 17190 .02
BCS 17191 1.02
BCS 17192 1.05
BCS 17193 2.43
BCS Tl .. LT e
BCS 17195 .56
BCS 17196 1.43
BCS 17197 2.82
BCS 17198 1,22
BS 17199 USROS
BCS 17200 58
BCS 17201 23
BCS 17202 40
BCS 17203 56

Certified by %Zz

MIN-EN LABORATORIES



11,28-1992 14:34  MIN-EN UANC. 604 980 9621 P.G4

COMP: NINNOVA INC. MIN~EN LABS — ICP REPORT FILE NOr 2V-1273-RJ142

PROJ: 451 TOS WEST 15TH $T., NORTH VANCOUVER, 8.C. VN 172 DATE: 92711720

ATTN1 D.NEBERLEIN/S.BLOVER (604)980-5814 OR (604)988-4524 * CORE *  (ACT:FI1)
EAMPLE AS A8 BA tv re PB 8 IN AU-FIRE NG
NUMBER ] PPN PPM 2] x (] PPN PPN PPB PPe
acs 17180 -1 112 56 139 6.67 51 13 180 41 45
BCS 17184 ol %0 347 83 7.07 53 1 136 17 30
BCs 1782 A 87 & 122 8.78 54 14 242 27 L]
8CS 17183 A 63 101 128 8.1% 28 12 142 22 8
BCS 17184 . 65 53 13¢ 8.10 33 9 106 1% 30
BCS 17185 o) 3 161 9% 8.0% 28 13 59 46 10
BCB 17186 .1 65 123 66 7.60 17 8 &b 63 10
BCS 17187 .1 81 37 293 8.39 26 9 59 538 5
BCS 17188 .1 50 495 35 4.66 25 7 (24 1 5
BCS 17189 o 4] 908 35 4.69 £ 11 76 1 5
BCS 17190 .1 75 766 33 £.58 39 13 81 4 3
BCS 17191 N 104 2034 7 5.97 73 14 188 50 10
BCS 17192 .8 51 938 42 2.86 443 7 1197 105 10
8cs 1793 1.0 & 142 118 3.98 3 9 95 98 15
BCS 17194 .2 hé 169 53 2.63 17 [ 24 47 10
BCS 17195 o4 41 115 34 2.9 18 6 23 9 15
BCS 17196 .3 59 119 £3 2.82 3 & 52 104 g
BCS 17197 .1 114 11r 97 9.03 74 17 176 101 5
BCS 17198 .t 52 o2 57 3.06 24 7 34 43 10
BLS 17199 o1 48 85 104 3.2 18 6 28 &7 10
BCS 17200 . 108 308 92 7.64 34 18 114 15 45
8CS 17201 o 132 803 1% 8.3 ar 16 100 11 18
BCS 17202 A 161 709 &0 8.01 77 16 289 47 20
BCS 17203 v 110 110 " 7.00 &1 15 184 17 10
BCS 17204 K n 104 196 7.38 ] 18 305 124 5
BCS 17208 o 106 168 256 5.45 54 11 101 408 10

TOTAL P.@4



11/2371992 11:52  MIN-EN UANC. 684 988 9621 P.O2

MN BR AT VANCOUVER OFFICE:
b 1 it Y i 706 WESY 15TH STREET
%s ] nl*Mb «’M AR NORTH VANCQUVER, BC. CANADA VIM 172
TELEPHONE (804) 980-5314 OR (804) 688-4624
I.ABORA'I‘ORIES FAX (604) 660-8021
. (DIVISION OF ABBAYERS CORP) SMITHERS LAB.:
SPECIALISTS IN WINERAL ENVIRONMENTS VAL
CHEMISTS + ASSAYERS + ANALYSTS + GEOOHEMIETR TELEPMONE (604) 847-3004
FAX (804) 847.3005
-
- Assay Certificate 2V-1276-RA1
Compeny: MINNOVA INC. Date: NOV-23-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Aun: D.HEBERLEIN/S . BLOWER

We hereby certify the following Assay of 1 CORE samples
submitted NOV-18-92 by LOGAN KELLY,

Sample AU-FIRE  AU-FIRE $
Ngqbgr* g/tonne oz/ton 9_5 ________________________
BCS 17206 3.41 099 11.50
BCS 17207 35
BCS 17208 36
BCS 17209 34
BCS 17210 . 2T e,
BCS 17211 10
BCS 17212 13
BCS 17213 40
BCS 17214 43
BCS 17215 26
BCS 17216 62
BCS 17217 41
BCS 17218 1.19
BCS 17219 1.04
BCS 17220 1.15
BCS 17221 48
BCS 17222 23
BCS 17223 17
BCS 17224 25
KZ§ 17228 16
BCS 17226 32
BCS 17227 26
BCS 17228 45
BCS 17226 07

-------------------------------------------------------------------------------------------

Certified by %

MIN-EN LABORATORIES




11/23/1992 11:52  MIN-EN UANC. 684 988 %621 P.O3

J"L ’ VANCOU\TI_EI;SEI;BCE:
ph 705 WEST 16
GERERRERT & NORTH VANCOUVER, B.G. CANADA V7M 112
PHONE (804 580-68 14 OR (604) D63-4524
a2y I.ABORATORIES Tk ceost coomnt
A / (DIVISION OF ABBAYERE CORP) SM'THER%LAB .
CH—S SPECIALIGTS IN MINERAL ENYIRONMENTS SAHERS B.C. CANADA VOJ N0
. CHEMISTS * ASSAYERS * ANALYSTS ¢ GEOCHEMETS TELEPHONE (604) 847-3004
A FAX (604) B47-3006
_ _
Assay Cervificate 2V-1276-RA2
Company: MINNOVA INC. Dats: NOV-23-92
Project: 661 Copy 1. MINNOVAINC., VANCOUVER, B.C.

Am: D.HEBERLEIN/S.BLOWER

We hereby certify the foll of 8 CORE samples
submitied NOV-18.92 by L OGAN KLY

Sauple S
Number .
BCS 17230 1.18
BCS 17231 86
BCS 17232 76
BCS 17233 9s
2!3 17234 204
BCS 17235 1.25
BCS 17236 2.77
BCS 17237 2.53

------------------------------------------------------------------------------------------

Certified by %/4‘

MIN-EN LABORATORIES




11,23/1992 11:53  MIN-EN UANC. 604 980 Se21 P.04

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-1276-RJ142

PROJ: €51 705 WEST 1STH $T., NORTH VANCOUVER, B.C. VW 1T2 DATE: 92/11/23

ATTN: O.HEBERLEEIN/S.BLOWER (604)9B0-5814 OR (404 )988-4524 * CORE *  (ACT:F31)
SAMPLE AQ Ag BA cu B es 58 I AU-FIRE G
NUMBER PPU PP PPU PPN % PPM PPH PPN PPB PPB
RCS 17206 2.9 8052 3 1984 13.61 3 LY 157 328% S
BCS 17207 A %y 15 S0 440 28 12 8t 39 15
8Ce 17208 A 129 163 56 4.65 60 1o 169 38 10
BCs 17209 A 1o 56 5.08 30 13 93 16 25
8CS 17210 A 127 701 87 4.94 3 15 17 15 1%
BCS 1721} A 52 1857 38 2.%¢ 17 7 St 7 20
8C8 17212 K (4 155 34 5.69 29 1 98 10 10
BCS 17213 .1 72 7% &2 3.32 20 8 193 1% 5
BCs 17216 . 74 174 55 413 % 12 99 2 5
scs 17215 A 59 195 3 3.2 17 8 143 22 10
BCS 17216 1 14 353 58 5.91 17 9 s1 14 5
ecs 17217 .3 48 306 48 .36 1% 9 51 2 10
BCS 17278 o1 85 132 8 7.20 32 17 66 &0 15 -
8cs 17219 N 152 163 102 6.82 2 23 &9 45 10
RCS 17220 .1 136 104 101 7.08 b1 22 75 67 35
BCE 17221 K| % 285 62 6.48 24 13 54 1 10
BCS 17222 1 59 21414 12 3.65 3 11 Fg] 8 10
acs 17223 K] 57 7908 12 4.31 47 14 78 10 15
8CS 17224 .1 186 »10000 18 7.62 46 2% 103 9 30
BCS 17225 A 51 6849 " 3.62 15 10 &2 1" 25
BCs 17228 .4 154 4042 19 6.7 30 21 87 6 15
#cs 17227 A 123 T30 2 5.86 3 18 & 28 10
RCS 17228 .1 171 118 26 6.67 26 19 ” 37 15
BCS 17229 A 323 142 23 6,41 26 20 86 2% 25
BCS 17230 .1 143 393 (A 6.81% 7 17 I 24k 20
BCS 17231 A 7% 77 62 3,56 20 9 29 20 15
BCS 17232 1 98 458 o8 7.12 21 14 ™ A 20
BCs 17233 A 7 M 68 6.89 35 22 L£] 39 5
BUS 17234 K 87 461 135 4,07 21 13 20 146 10
BCS 17235 A 70 307 68 3.84 19 10 2 a7 10
BCs 17236 B 105 1 126 5.89 1Y 14 32 124 L1
8ts 17237 A 128 498 137 6.25 32 16 45 127 15

TOTAL P.B4



11-23/1992 13:15 MIN-EN UANC. 684 988 9621 P.@2

MINEE 41 VANCOUVER OFFICE:
..ZA. :; B e b e 708 WEST 15TH STREET
Ny CENViCne AR e T
‘V‘ LABORATORIES FAX (604) 280-8021
9 / (OMBION OF ASSAYERS CORP) SMITHERS LAB.:
3178 TATLOW ROAD
oS TSRS Bhuoe e
FAX {804) B47-3005
Assay Certificate 2V-1278-RA1
Company: MINNOVA INC. Date: NOV-23-92
Projoct: 661 Copy |. MINNOVA INC., VANCOUVER, B.C.
Ara: D.HEBERLEIN/S . BLOWER 2. MINNOVA INC., GREENWOOD, B.C.

We hereby certjfy the following Assay of 1 CORE samples
submitted NOV-19-92 by LOGAN KyELLY. P

Sample A AU S
Number g/tonne _ oz/ton % ) .
BCS 17238 2.56
BCS 17239 4.10
BCS 17240 2.26
BCS 17241 2.87
BCS 17242 1.64
BCS 17243 2.37
BCS 17244 2.00
BCS 17248 .83
BCS 17246 2.60
BCS 17247 2,06
BCS 17248 1.66
BCS 17249 1.95
BCS 17250 1.74
BCS 17251 2.04
BCS 17252 56
BCS 17253 3.05 089 14.80
BCS 17254 2.87
BCS 17255 1.15
BCS 17256 3
I‘!;§‘3‘7357 n 2.52
BCS 17258 94
BCS 17259 1.30
BCS 17260 2.34
BCS 17261 2.08

------------------------------------------------------------------------------------------

Centified by %M

MIN-EN LABORATORIES




e e e P R

11,23,1992 13i16

COMP: MINNOVA [NC,

MIN-EN URANC.

6@4 988 9621 P.D4

MIN-EN LAB8 — ICP REFORT

FILE NOQ: 2v-127B-RJ1+2

PROJ: 661 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 172 DATE: 92/11/23
ATTN: D.HERERLE(N/S.BLOVER (604)980-5814 OR (604)988-4526 * CORE *  (ACT:f31)
SAMPLE A AS BA o FE PB 5 N AU-FIRE WG
HUMBER PPM_ PPM_ PPM  DPM % PPN PPM__ PPM PR PPB
BCS 17238 A 106w 157 742 2 13 6 100 15
80§ 17239 Jd e e 29 9.60 36 23 ™ 164 5
BCS 17240 1 8 14 161 7,30 29 17 66 52 10
BCS 17241 .1 8 211 81 8,66 2% 18 40 58 20
BCS 17242 A 7362 130 449 ) 13 29 “ 10
80§ 17243 0w 187 1 7 10 21 61 b 15
BCS 17264 o 8 78 15 5.6 28 17 43 35 19
BCS 17245 o 62 564 6 2% 18 9 16 7 10
BCS 17246 4 e 199 143 7.6 3 18 % 13 5
BCS 17247 1 66 523 167 6.7 £ 16 57 56 10
BCS 17208 K] TS 128 6.98 7 %6 108 135 10
BCS 17249 .1 7w 8% 831 27 17 62 208 5
BCS 17250 A 53 41 63 7.29 2 13 53 55 15
BCS 17251 K 8% 264 9% 688 3 16 61 53 15
BCS 17252 A 55 5% 57 2.7 3 13 56 32 5
ocs 17253 S5 3% 2 853 »15.00 2% 55 6 270 10
BCs 17254 A 18 % 195 7.20 3 22 4 1 5
Bcs 17255 A2 13 By 6.1% 28 18 7 48 5
BCs 17256 R 58 3B 456 31 20 62 24 5
acs 17257 2.0  4n 25 815 1.7 4T 36 13 17 20
BCs 17258 g 118 486 133 432 ] 16 59 48 10
BCS 17259 . 6 147 114 .69 30 12 45 63 10
BCS 17260 . 8 523 192 5.2 27 % 81 107 20
Bcs 17261 A 138 182 180 a.35 63 25 128 35 15
BCS 17262 A AT 077 260 8.8 276 2 98 30
BCS 17263 A 106 1 s . 32 17 8 80 10
BCS 17264 I 1 6.5 33 17 85 13 15
BCS 17265 A 0T 18 196 7.9 37 19 61 41 15
BCS 17206 A T 33 s 8,03 6 22 59 114 20
BC§ 17270 A 3% 2085 230 6.4 52 27 82 156 5

TOTAL FP.B4



11,2371992 13:16  MIN-EN UANC.

RARRFL LN PPN

64 980 9621 P.83

MINEER AL, | VANCOUVER OFFICE:
, o ENVIR A RAALEETS ORI VANGOUVER B CANADA VIM 172

h " * TELEPHONE (604) 080.5814 OR (804) $88-4624

‘.ﬁ PH LABOR ATORIES FAX (804) $80-082 1

2V A surmens .
17 RO

220 ecausmmuns wmowews e
FAX (804) B47-3005
Assay Certificate 2V-1278-RA2

Ccompany: MINNOVA INC.
Project: 661
Aftn: D.HEBERLEIN/S. BLOWER

, Due: NOV-23-92
Copy 1. MINNOVA INC., VANCOUVER, B.C.
2. MINNOVA INC., GREENWOOD, B.C.

We hereby certify the following Assay of 7 CORE samples

submitted NOV-19-92 by LOGAN Y.

------------------------------------------------------------------------------------------

.........................................................................................

Sample )
Nurber %
BCS 17262 3.36
BCS 17263 1.04
BCS 17264 49
BCS 17265 2.65
BCS 17266 2.67
BCS 17267 MISSING
BCS 17268 1.49

------------------------------------------------------------------------------------------

Certified by

7.

MIN-EN LABORATORIES

e rrp s T Snefe



11,24-1992 15:49  MIN-EN UANC. 684 988 9621 P.@4

MINEE AL VANCOUVER OFFICE:
o ENWER R AL (T 5 NORTH VANCOUVERLB.C GMUADA VTl T2
S\ /73 LABORATORIES ot oot
'\- / (DMSION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
) e pwrouens BEREYE Svon v
FAX (804) 847-3005
Geochemical Angalysis Certificate 2V-1282-RG2
company: MINNOVA INC. Date: NOV-24-92
Projeat: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Altn: D. HEBERLEIN/S. BLOWER

We hereby certify the following Geochemical Analysis of 12 CORE samples
submitted NOV-23-92 by STEVE BLLOWER.

Sanple *AU-FIRE
Nonber PPB
BCS 17295 67
BCS 17296 54
BCS 17297 208
BCS 17298 41
12(3 17299 60
BCS 17300 48
BCS 17301 125
BCS 17302 18
BCS 17303 23
BCS 17304_6 _____ 11
BCS 17305 33
BCS 17306 20

L R R e e e L e T T T I I VI VG WV VU P IV U R Sv AR A O N L L L L L L LT T T

Cenrtified by %

=

MIN-EN LABORATORIES

TOTAL P.B4



11,24-1992 15:49  MIN-EN UANC. 604 980 9621 P.@3

MINERAL e e ey
- o ENVIRC:BIAEMTS W&g&wx&&u
S\ 472 LABORATORIES et ia-das
»: / (DIIGION OF ASGAYERS CONP) SMITHERS LAB.:
2176 TATLOW ROAD
P N R B MYICONMENTS SMTHERABC, CANADA VO 20
FAX (804) $47-3008
2V-1282-RG1
compenry: MINNOVA INC. ' Date: NOV-24-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Aun: D, HEBERLEIN/S. BLOWER

We hereby certify the following Geochemical Analysis of 24 CORE samples
submitted NOV-23-92 by STEVE BLOWER,

Samplo *“All-FIRE
Number .. PPB
BCS 17271 25
BCS 17272 21
BCS 17273 12
BCS 17274 6
BCS 17278 5
BCS 17276 4
BCS 17277 6
BCS 17278 72
BCS 17279 24
BCS 17280 10 :
BCS 17281 11
BCS 17282 4]
BCS 17283 28
BCS 17284 48
BCS 17285 38
BCS 17286 144
BCS 17287 150
BCS 17288 56
BCS 17289 34
BCS 17290 80 . )
BCS 17291 37
BCS 17292 140
BCS 17293 1610
BCS 17294 44

------------------------------------------------------------------------------------------

Certified by %

& LT

MIN-EN LABORATORIES




11241992 15:49  MIN-EN UANC, 604 988 9621 P.B2

) MINERAL VANCOUVER OFPCE:
. * ENVIRONMENTS e,
S ‘V' LABORATORIES FAX (604) 9800821
.{- / {DIVISION OF ASBAYERS CORP,) m LAB.:
3176 TRLOW ROAD
QL egnum e evrowenrs LR 0 vine
FAX (004) 847-3008
Assay Certificate 2V-1282-RA1
Company: MINNOVA INC. Dats: NOV-24-92
Projoct: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C,

Aan; D. HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 1 CORE samples
submitted NOV-23-92 by STEVE BLOWER,

Sanple *AU-FIRE *AU-FIRE
Nowber . gltomne 0z tOn
BCS 17293 1,68 049

------------------------------------------------------------------------------------------

Certified by %ﬂ‘

MIN-EN LABORATORIES



http://aMrrHEM.BC

11,25,1992 16:83  MIN-EN UARNC, 604 989 9621 P.@2

MlN BrE A VANCOUVER OFFICE:
708 WEST 16TH STREET
= \w “EN: e YA e
37 WA I.ABORA'I‘ORIES FAX [004) 080-0821
o {DIVISION OF ASSAYERE CORP) SMITHERS LAB.:
3176 TATLOW ROAD
=0 SPECIALISTS I MNERAL ENUROMENTS suTrEr B Cowon oo
FAX (804) 8473005
] ’ 2V-1287-RG1
company: MINNOVA INC. Date: NOV-25-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Aun: D. HEBERLEIN/S. BLOWER

We hereby certify the following Geochemical Analysis of 24 CORB samples
submitted NOV-24-92 by S. ELOWER.

Sanple AU-FIRE
Number PPB
BCS 17307 29
BCS 17308 951
BCS 17309 85
BCS 17310 18
EK;S 17311 15
BCS 17312 8
BCS 17313 35
BCS 17314 399
BCS 17315 146
H?S!Z?lﬁ 177
BCS 17317 329
BCS 17318 91
BCS 17319 55
BCS 17320 204
BCS 17321 91
BCS 17322 50
BCS 17323 700
BCS 17324 416
BCS 17325 613
BCS 7326 ... B8 e
BCS 17327 63
BCS 17328 122
BCS 17329 317
BCS 17330 3

------------------------------------------------------------------------------------------

Cernified by %

MIN-EN LABORATORIES
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11,25-1992 16:904 MIN=-EN UANC. 604 380 9621 P.04
Mmg"ﬁ'* & VANCOUVER OFFICE:
¢ e S 705 WEST 16TH STREET
o BN/ Chin By v i N OPHONE o i ars O B0 o2
Ly - 4) ©88-4524

"\ A I.ABORATORIES FAX (804 Ba0-g03 1

/ DIIBION OF ASSAYERS CORP) SMITHERS LAB.:
3176 TATLOW ROAD

RAL ENVIRONMENTS
H SPECIALISTS N MINERAL ENVIRONMEN BWTHERGBC. OANADA Vo 200

FAX (804) 847-3005

" N

Assay Certificate 2V-1287-RA1

Duts: NOQV-25-92
Copy 1. MINNQVA INC., VANCOUVER, B.C.

-------------------------------------------

Company: MINNOVA INC.
Project: 661
Atn; D. HEBERLEIN/S. BLOWER
We hereby certify the following Assay of 24 CORE samples
submitted NOV-24-92 by S. BLowﬁ'R
Sarple AU-FIRE AU-FIRE
et SRR gitomme _ozftem .
BCS 17308 .92 027
BCS 17323 71 021
BCS 173258 .57 017
Certified by

i

MIN-EN LABORATORIES

TOTAL P.B4



11,25-1992 16:83  MIN-EN VAWC. 624 980 9621 P.@3

MINEE VANCOUVER OFFICE:
Y 4 1 5 708 WEST 16TH ETREET
o BNl migai 1 Te NORTH VANCOUVER BC CANADA V7 172
vuf 2% LEPHO 14 O (804) 088-4624
‘\\ P lABORATORIES FAX (304) 96-6021
L A (DVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS
S A g akiav e o R 20

FAX {804) 847-3008

Geochemical Analysis Certificate 2V-1287-RG2

compay: MINNOVA INC. bue: NOV-25-92
Project; 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Atn: D. HEBERLEIN/S. BLOWER

We hereby certify the following Geochemical Analysis of 5 CORE samples
submitted NOV-24-92 by S. BLOWER.

Sample AU-FIRE
Ntn{iger PPB -
BCS 17331 67
BCS 17332 190
BCS 17333 145
BCS 17334 50
BCS 17335 14

------------------------------------------------------------------------------------------

Centified by G

MIN-EN LABORATORIES




11,26-1992 15:39  MIN-EN UANC, 604 588 9621 P.@2

. Mm ER A | VANCOUVER OFFICE:
. b e e o e e 700 WEST 15TH STREET
b EN *@ PR MY NORTH VANCOUVER, BGC. CANADA V7M 172
= - ey . TELEPHONE (804) 080-58 14 OR (604} 908-4524
: ,\ I-ABORATOR'ES FAX (604) B0-9621
®: / {DWVISION OF ASSAYERS CORP,) SMITHERS LAS.:
3176 TATLOW ROAD
L MEN
SPRCIALIETS IN MINERAL ENVIRONNENTS BTSN S s
‘ FAX (804) B47-3006
R R, _
Assay Certificate 2V-1282-RA1
Company: MINNOVA INC. Date: NOV-26-92
: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Projest:
am: D, HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 24 CORE samples
submitted NOV-23-92 by STEVE BLOWER.

Sample *AU-FIRE *AU-FIRE S

s g/tomne  ozitem ... et
BCS 17271 41

BCS 17272 26

BCS 17273 08

BCS 17274 33

BCS 17275 27 i

BCS 17276 3

BCS 17277 08

BCS 17278 76

BCS 17279 34

BCS 17280 ... 2 e
BCS 17281 18

BCS 17282 60

BCS 17283 17

BCS 17284 63

- 2 e
BCS 17286 2.82

BCS 17287 3.30

BCS 17288 2.28

ECS 17289 1.00

R T2 e L PR
BCS 17291 80

BCS 17292 1.95

BCS 17293 1.68 049 3.43

BCS 17294 27

------------------------------------------------------------------------------------------

Certified by %

MIN-EN LABORATORIES




11/26-1992 15:40  MIN-EN UANC. 624 S88 9621 P.a3

YT MINER A VANCOUVER OFFICE:
’ T g 706 WEST 16TH STREET
Pagg ‘

Fhy 3 ¥ g o g
L J & T A &0 BTN NORTH VANCOUVER. BC. CANADA VIM 172
' EN% elt LT T TELEPHONE (804} 980-5814 OR (604) 088-4524
LABORATORIES FAX,(604) 980-0621
=‘// (BIVINON OF ASEAVERS CORP) SMITHERS LAB.:
) 3176 TATLOW ROAD
ENVIRONMENTS
[ LAY SPECIALISTS I MINERAL ENVIEONME STERARC Chwon vouzno
FAX (604} B47-3008
Assay Certificate 2V-1282-RA2
Company! MINNOVA INC. Dats: NOV-26-92
Projsot: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Atton D. HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 12 CORE samples
submitted NOV-23-92 by STEVE BLOWER.

Sample S
Nupber %
BCS 17295 92
BCS 17296 1.28
BCS 17297 4.43
BCS 17298 22
BCS 17200 1,78
BCS 17300 1.56
BCS 17301 2.26
BCS 17302 .28
BCS 17303 28
BCS 17304 o 26
BCS 17305 88
BCS 17306 91

LI I i R i R R Il i T I gy

Cerrified by %

MIN-EN LABORATORIES




11726/1992 15:48  MIN-EN VANC. 684 980 9621 P.B4

COMP: MINNOVA INC. MIN=EN LABS — ICP REPORT FILE NOs 2V-1282-RJt42

PROJ: 661 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VN 172 DATE: 92/11/26

ATTNs D. HEBERLEIN/S. BLOWEK {604)980- 5814 OR (604 )98B-4524 * CORE *  (ACT:F31)
SAMPLE AG AB BA [T FE P8 88 IN  AU-FIRE HG
NUMBER PPN PP PPM PPM % PPM PPN PPN PR PR
BCE 17274 N 123 1508 7% 5,17 28 16 78 25 10
BCE 172T2 K 114 1099 41 5.02 26 13 103 2 H
8cs 17273 K 102 134 19 7.38 27 15 109 12 5
BCS 17274 o 95 370 48 6.00 28 12 8 6 15
8C8 17278 .1 114 204 40 6.04 2 12 4 5 50
BCS 17276 K 138 110 1 4.84 2 19 o7 4 30
BCs 17277 o 168 269 ] 6.24 13 17 102 é 10
BCE 17278 A 249 244 o0 8.48 28 2 148 T2 s
BCs 17279 A &7 1955 39 2.29 12 5 29 2 10
BCS 17280 g 49 138 42 2,65 18 é 3 10 5
BCS 17281 K 37 2997 16 2.68 18 5 33 1 10
BCS 17282 . 50 266 & 2.70 16 5 26 &1 20
BCS 17283 A 57 303 28 2.67 17 5 28 28 29
8CE 17284 B 52 418 57 3.34 21 7 30 48 5
BCS 17285 A 54 2208 29 3.78 21 ¢ 80 38 3
BCS 17286 .8 92 428 a8 4.50 21 10 17 144 10
BCE 17287 . 75 258 % 4.89 22 9 15 150 5
BCS 17288 A 55 152 67 4.37 22 9 22 54 15
BCs 17289 J 47 1090 43 2.89 18 7 18 34 5
BCS 17290 N 59 182 80 3.52 22 10 20 80 10
BCce 17291 o1 47 182 42 .3 16 6 13 37 10
BCB 17292 .6 78 3 153 4.01 19 12 15 140 20
BCs 17293 .6 80 425 193 4,45 20 13 13 1610 10
BCS 17294 J 58 3585 18 3.47 28 11 a1 o &5
BCS 17295 B 66 170 42 2.7 13 $ 14 67 10
BCE 17296 N 59 114 108 3.51 17 8 19 54 ]
BCs 17297 .8 237 243 260 6.25 168 17 197 298 25
BCS 17298 o 98 115 135 5.66 29 15 9 41 5
BCS 17299 . &9 152 122 3.77 17 10 17 &0 5
BCS 17300 J 6 139 76 3.9 70 11 212 48 15
8cs 17301 3 73 145 158 3.77 18 10 18 125 50
BCS 17302 v 36 127 19 2.15 12 6 21 18 5
BCE 17303 ] 51 110 1% 2.78 27 7 52 23 5
BCS 17304 1 52 158 15 3.18 13 7 29 11 10
8CS 17305 o 45 111 54 2.47 29 7 56 33 15
BCS 17306 A &2 1437 4 3,39 2 8 42 20 5




11/26-1992 15:48  MIN-EN URNC, €84 388 9621 P.@S

\\\\\

| n MH { VANCOUVER OFFICE:
BREBIEY 703 WEST 18TH STREET
. NORTH VANCOUVER, BC. CANADA V7M T2
TELEPHONE (604) 680-68 14 OR (304) 088-4524
I.ABORATORIES FAX (004) 080-0071
~ SMITHERS LAB..
23176 TATLOW ROAD
ERAL ENVIRONMEN
S Aot Ene: MALEre G aT | T e oo 2
FAX (804} 847-3005
Assay Certificate 2V-1287-RA1
Company: MINNOVA INC. Dae: NOV-26-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C,

Atn: D. HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 24 CORE samples
submitted NOV-24-92 by STEVE BLOWER.

Sample AU-FIRE AU-FIRE S

Numbet X gltonne____gg{!on .
BCS 17307 1.00

BCS 17308 92 027 4.00

BCS 17309 1.27

BCS 17310 .53

BCS 17311 27

S 17312 26

BCS 17313 T2

BCS 17314 1.44

BCS 17315 1.89

BCS 17316 5.64

BCS 17317 4 .60

BCS 17318 3.43

BCS 17319 3.04

BCS 17320 2.00

BCS 17321 1.65 .
BCS 17322 1.36

BCS 17323 71 021 2.52

BCS 17324 3.06

BCS 17325 57 017 1.49

BCS 17326 L8 .
BCS 17327 72

17328 23

BCS 17329 2.00

BCS 17330 06

------------------------------------------------------------------------------------------

Cerrified by %/‘A

MIN-EN LABORATORIES




11/26-1992 15:41  MIN-EN VANC. £@4 988 9621 P.06

MNE@ g VANCOUVER OFFICE:
e 4 5y 706 WEST 16TH BTREET
o LHIETLS b S R
5 FAX (604) 880-062
4‘\/7 cmAmr WRWAWQMES sman):ns L;\B :
31768 TATLOW ROAD
mgé&lmwu!éﬂﬁﬁAkgﬁxg&%ﬂMENﬁ SMTHERS, BC, CANADA VU 2NO

TELEPHONE {804) 847-3004
FAX (804) 847-3006

L

Assay Centificate 2V-1287-RA2

Company: MINNOVA INC, Due: NOV-26-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: D. HEBERLEIN/S. BLOWER

We here the following Assay of 5 CORE samples

submit; NO -24-92 by STEVE BLOWER.

Sample s

Nuber ] T e
BCS 17331 -
BCS 17332 3.08

BCS 17333 1.79

BCS 17334 .69

BCS 17335 1.31

----------------------------------------------------------------------------------------

7
Certified by %’Z

MIN-EN LABORATORIES



http://aMTHCW8.SC
http://Comp.ii/

117261992 15:41

COMP: MINNOVA INC,
PROJ: 661
ATTNy D, HEBERLEIN/S, BLOWER

MIN-EN URNC,

€04 980 9621 P.@7

MIN=-EN LAB8S8 — ICP REPORT
705 WEST 1STH 8T., NORTH VANCOUVER, B.C. VM 112
(604)980-5814 OR (604)968-4526

FILE NO: 2v-1287-RJ1+2

DATE: 92/11/26
* CORE ¥  (ACT:F31)

SANPLE AG A8 BA tu FE PB £8 IN  AU-FlRE HG
NUNBER PPM PPM PP PPN % PPN PPM PPM PPB PP
8Cs 17307 A s1 109 o e 16 5 19 2 10
BCS 17308 3.4 ST 249 b2 340 B e st 5
BCS 17309 % 5 ™ 500 76 7 &3 85 10
#CS 17310 1 55 201 B 27 ) 7 59 18 15
8ce 17311 4 68 347 B 292 18 8 347 15 10
8Cs 17312 o1 96 384 107 6.39 % 16 104 8 25
8C8 17313 A ™ 8 51 2.07 1 5 19 35 5
8C5 17314 A3 1% 87 2,02 " 7 399 19
BCS 17315 A 7 55 115 2w 9 6 8 146 19
BCS 17516 S 76 293 10.00 3% 2 I L L
aes 17317 8 118 59 28 532 13 16 T 39 10
scs 17318 A0 135 2% 2t B.OB 33 18 ™ o1 19
BCS 17319 A 138 139 148 B.OT 3 20 9 55 5
BCS 17320 1 67 55 120 2.46 20 6 13 204 10
Bcs 17324 5 63 99 106 2,87 12 6 15 71 10
BCS 17322 K 48 83 B 2.8 15 5 18 50 5
acs 17323 A M w7 a3 7,06 45 15 127 700 5
scs 17324 1 o2 W 8% 2% 16 57 416 10
BCS 17325 A 126 7T 106 R 34 21 7% 613 5
BCS 17326 K W7 09 7. 19 12 . 5
BCS 17327 X B2 2 60 5.8 28 14 38 53 10
BCS 17328 .t 67 218 2 3% 16 10 29 22 5
BCS 17320 R 6 R R 20 8 1% 317 15
BCS 17330 5 w100 9 1.6 18 6 21 3 10
6cs 17334 A s é S 4.6 % 8 39 67 10
BCS 17332 o T 18 46 B.T4 17 1" R 10
BCS 17333 g S 28 MS 757 2 12 W@ 15 15
BCS 17334 B %0 36 100 7.% 2 1% 63 50 10
BCS 17335 A 55 108 14 558 18 9 TR 1 5

TOTAL P.@7



11,38-1992 16:34  MIN-EN UANC, 604 988 9621 P.@z

Méﬂ;ge @g VANCOUVER OFFICE:
L B o
A I.ABORATORIES FAX (804) 96-602 1 "
({V ——— SMITHERS LA
\
SPECALIETS IV MRERAL ENUnONENTS SUTEANEC Sauor v o
FAX (604) 847-3006
! 2V-1291-RG1

Company: MINNOVA INC. Date: NOV-30-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: D .HEBERLEIN/S.BLOWER
We henn;l:{v the following Geochemical Analysis of 24 CORE samples
submi -27-92 by LOGAN KELLY
Sample AU-FIRE
Maber . BB e mmn e e enn e
BCS 17336 187
BCS 17337 30
BCS 17338 19
BCS 17339 34
BSITMO oL e
BCS 17341 57
BCS 17342 55
BCS 17343 77
BCS 17344 56
B 17385 e
BCS 17346 119
BCS 17347 50
BCS 17348 10
BCS 17349 25
BS 17380 ... By et
BCS 17351 463
BCS 17352 115
BCS 17353 106
BCS 17354 98
BCS 11385 ... 8 e
BCS 17356 61
BCS 17357 108
BCS 17358 58
BCS 17359 2420

---------------------------------------------------------------------------------------

Cersified by %

MIN-EN LABORATORIES




e R RN i e AP

11/38-1992 16:35  MIN-EN UANC.

, MINER AL
o ENVELR 3R PA L

£04 980 9621 P.43

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (804) 080-68 14 OR (604) 988-4524

5
gh\\ Z"‘ lABORATORIES PAX (804) 080-0621
/ {DIVIBION OF ASSAYERS CORP.) smms LAB.:
3178 TATLOW ROAD
hm— P AT INE AL ENVIRONMENTS T B A o 2N
FAX {604) 847-3006
Geochemical Analysis Certificate 2V-1291-RG2
Company; MINNOVA INC. pae: NOV-30-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Aun: D.HEBERLEIN/S.BLOWER

We hereby certify the following Geochemical Analysis of 8 CORE samples

submitted NOV-27-92 by AN KELLY.

Sample AU-FIRE
Pyt ST B
BCS 17360 9
BCS 17361 179
BCS 17362 115
BCS 17363 15
BCS 17364 19
BCS 17365 194
BCS 17366 128
BCS 17367 18

-----------------------------------------------

Certified by

-------------------------------------------

-------------------------------------------

-------------------------------------------

7

MIN-EN LABORATORIES



11,38-1992 16:35 MIN-EN UANC. 604 980 9621 F.@4

VANCOUVER OFFICE:
3= A BopATORIES i RN
i“\ I.ABORATORIES Lot !

e st et e 1 BUTLERS BC cAon, Vol 20
FAX (604) 847.300%
: 2V-1292-RG1

Compary: MINNOVA INC. Date; NOV-30-92

Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Atn: D.HEBERLEIN/S . BLOWER

We here. the following Geochemical Analysis of 24 CORE samples

submi NO 27-92 by LOGAN KELLY.

Sample A-FIRE

Ny . e

BCS 17368 73

BCS 17369 33

BCS 17370 48

BCS 17371 382

BCS 17372 ... S S

BCS 17373 33 '

BCS 17374 24

BCS 17375 43

BCS 17376 130

BCS 11377 e, S

BCS 17378 73

BCS 17379 68

BCS 17380 61

BCS 17381 55

BCS 17382 ... 000 e

BCS 17383 414

BCS 17384 143

BCS 17385 192

BCS 17386 256

BCS 17387 ... Y
- BCS 17388 265

BCS 17389 80

BCS 17390 37

BCS 17391 218

------------------------------------------------------------------------------------------

Centified by Y 4

MIN-EN LABORATORIES




11/38-1992 16:36  MIN-EN UANC.

J’L MINER 2.1
o\ CENV:E

FALBET S

V LABORA'I'ORIES

604 980 9621 P.@S

VANCOUVER OFFICE:
708 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 112
TELEPHONE (804) 080-8814 OR (604) 988-4624
FAX (504) 960-8821

{DVISION OF ASBAYERS OORP) © SMITHERS LAB.:
3178 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, B.C, CANADA VOJ 2NO
CHEMIBTS » ASSAYERS + ANALYSTS TELEPHO%E {604) 847-3004
FAX {804) 847-3005
y 2V-1292-RG2

Caompany: MINNOVA INC.

Project: 661

Afin: D.HEBERLEIN/S. BLOWER

We here,

------------------------------------------------------------------------------------------

BCS 17392
BCS 17393
BCS 17394
BCS 17395
BCS 17396

------------------------------------------------------------------------------------------

certlfy the following Geochemical Analysis of 6 CORE samples
submi NO'{%%% by LOGAN KELLY. y P

Certified by

Dwe: NOV-30-92

Copy 1. MINNOVA INC., VANCOUVER, 5.C.

MIN-EN LABORATORIES

TOTAL P.B3S



12-@01-1992 16:35  MIN-EN UANC,

)
Ml rww M'E?m

‘?/hfk

'?‘ 7 "EAscraromis

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEWISTS + ARSAYERS » ANALYSTS ¢ GEOCHEMISTS

604 980 9621 P.@z2

VANCOUVER OFFICE:

708 WHST 18TH S8TREET

NORTH VANCOUVER, BC. CANADA VTM 172
TELEPHONE (004) 080-58 14 OR (604 068-4524
FAX {604) 960-6021

SMITHERS LAB.;

3178 TATLOW ROAD

SMITHERS, BC. CANADA YO 2NO
TELEPHONE [6804) B4T7-3004

FAX (B0O4) 847-3006

A

Assay Certificate
Compeny: MINNOVA INC.

Project: 661
Atin: D. HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 1| CORE samples
submitted NOV-27-92 by STEVE BLOWER.

Sample AU-FIRE  AJ-FIRE
v S g/tonne ozftem
BCS 17359 2.40 070

Certified by

2V-1291-RA1

pate: DEC-01-92
Copy 1. MINNOVA INC., VANCOUVER, B.C.

---------------------------------------

.%_—_/ |

MIN-EN LABORATORIES



12/91-1992 16:35  MIN-EN VANC. Bo4 980 9621 F.B3

MINGS £ VANCOUVER OFFICE:
u )n ¢ 708 WEBT 15TH STREET
== F S e A
'4\\ Pf I.ABORATORIES FAX (604) 980-0e21
b~ / DIVISION OF ASSATERS CORP. 8MITTAIT-ILERS LAB.:
317¢ OW ROAD
TS L SNVIBONMENTS SMTHERS BC. CANADA VO 20
FAX (B04) 847-3006
SRR ____-_
Assay Certificate 2V-1298-RA1
company: MINNOVA INC. Date: DEC-01-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Ann: D.HEBERLEIN/S. BLOWER

We hereby cenify the following Assay of 1 (ROCK) CORE samples
submitted NOV-30-92 by ST%gVE BI.S,,OWB ‘

Sample AU-FIRE  AU-FIRE
Dol S /o OB A On e ——————
BCS 17555 1.06 031

Certified by %/f

MIN-EN LABORATORIES




12/,81-1992 16:36  MIN-EN UARNC, 664 980 2621 F.04

MINES AL VANCOUVER OFFICE:
f - °® ENSS o iip s :“Nci’E;ngw:emomT '5&?&2th VIM 1T2
e\ LABORATORIES A s o
Y, e suTHERs Lie:
SPﬁclAUSTSASIBI!YlEMNm&.ﬂgy&ggmllg%lﬂm %Mgm Es,&”c)gémmxzw aNo
FAX {804) 847-3005
Geochemicgl Analysis Certificate 2V-1298-RG1
company: MINNOVA INC, Date: DEC-01-92
Projoct: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
} Au: D.HEBERLEIN/S.BLOWER
We hereby certify the followin 9‘5 Geochemical Analysis of 24 (ROCK) CORE
t samples submitted NOV-30-92 by STEVE BLOWER.
|
| Sample AU-FIRE
| et 32 e e ———
i BCS 17398 28
; BCS 17399 38
| BCS 17400 13
3 BCS 17551 470
Cooesums 30 et
i BCS 17553 66
; BCS 17554 264
s, BCS 17555 998
g BCS 17556 110
i BCS 17557 e, 0
| BCS 17558 383
,ﬁ BCS 17559 82
| BCS 17560 302
E BCS 17561 244
| BCS 17562 @ .. L
3 BCS 17563 34
| BCS 17564 100
| BCS 17565 26
; BCS 17566 33
| BCS 17567 ool o
BCS 17568 178
BCS 17569 190
BCS 17570 359
BCS 17571 126

Cerified by Y./

MIN-EN LABORATORIES




i

1

12-81-1992 16:36 MIN-EN UANC. eE4 980 9621 P.ES
| j MINEE AL VANCOUVER OFFICE:
A 5 ST 15TH STREET
h “ i EN%f‘é ? M.,éw( %ff’ tﬁ } W L & N'rggH vmogg‘v;sgag %s?m:‘ soyn:a‘a?iaz
:\ 7 LABOR ATORIES FAX (60¢) 9809621 ) ¢
‘\‘ / OIVIBION OF ASSAYERS COR.) SMITHERS LAB.:
317¢ TATLOW ROAD
) fAL] |
l‘@ S e MINERAL ENVIRONMENTS SMITHERB BC. CANADA Va0
FAX (B04) 847-3005
Geochemical Analysis Certificate 2V-1298-RG2

Company: MINNOVA INC,
Project: 661
Ann: D.HEBERLEIN/S . BLOWER

Date: DEC-01-92
Copy 1. MINNOVA INC,, VANCOUVER, B.C.

We hereby certify the followin 2g Geochemical Analésis of 7 (ROCK) CORE

it AL e IO R A T R R I L A e e N N N N Y N R Y ]

------------------------------------------------------------------------------------------

samples submitted NOV-30-92 by STEVE BLO
Sanmple AU-FIRE
Number PPB
BCS 17572 32
BCS 17573 41
BCS 17574 16
BCS 17575 13
BCS 17576 8
BCS 17577 12
BCS 17578 13

............................................................................................

Centified by

o/

—

i
MIN-EN LABORATORIES

TOTAL FP.B5



12-,02-1992 16:17  MIN-EN UANC. o4 988 9621 P.@2

VANCOUVER OFFICE:
ol “EN: o R o o
=\ 27 LABORATORIES FAX (B04) 960-B62 1
W e surcns Lo
() S AL ENVIRONMENTS SMITHERS BC. CANAOA. vy 280
FAX (804) 847-3006
Assay Certificate 2V-1291-RA2
Company: MINNQOVA INC, Date: DEC-02-92
Project! 661 Copy 1, MINNOVA INC., VANCOUVER, B.C.
Attn: D. HEBERLEIN/S. BLOWER
We here the follow § Assay of 24 CORE samples
submit NO 27-92 by § BLOWER,
Sample s
NIDOT o eeeeeeensns L
BCS 17336 1,12
BCS 17337 89
BCS 17338 40
BCS 17339 38
BOS I e T e
BCS 17341 .70
BCS 17342 1.15
BCS 17343 &0
BCS 17344 2.09
BCS 17345 e 2 e
BCS 17346 2.27
BCS 17347 43
BCS 17348 1.92
BCS 17349 1.78
BS 17350 . 2
BCS 17351 3.08
BCS 17352 2.93
BCS 17353 4.69
BCS 17354 2.82
BCS 11358 . T e
BCS 17356 1.16
BCS 17357 1.57
BCS 17358 1.81
BCS 17359 4.34

..........................................................................................

Centified by %‘M

MIN-EN LABORATORIES




12-82-1992 16:17 MIN-EN UANC.
MINE '# }‘%3
- \/ I.ABORATORIES
_.. VIBION OF ASSAYEAR CORP)

SPECIALISTS IN MINERAL ENWRONMENTB
* AGBAYERD « ANALYSTS * GEOCHEMIS

€64 988 9621 P.B3

VANCOUVER OFFICE:

705 WEST 16TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 080-56 14 OR (604) 083-4524
FAK (804) 080-0821

SMITHERS LAB.:

3178 TATLOW ROAD

SMITHERS, BC. CANADA VOJ 2N0
TELEPHONE (804) 847-3004

FAX (604) 847-3006

Assay Certificate

Company: MINNOVA INC,

2V-1291-RA3
pae: DEC-02-92

-------------------------------------------

Projeet: 661

Atta: D. HEBERLEIN/S. BLOWER

We here, the following Assay of 8 CORE samples
submit NO 27-92 by STgi'E BLOWER.

Sarple S

s+ S -
BCS 17360 .04

K8 17361 94

BCS 17362 1.95

BCS 17363 .38

o Lo S - SO
BCS 17365 .47

BCS 17366 1,32

BCS 17367 1.27

-----------------------------------------------

Certified by

IR R R RE R R R E R R R AR N R R R R

b/

MIN-EN LABORATORIES



12782-1992 16:18  MIN-EN UANC. 604 988 9621 fF.04

COMP: MINNOVA INC. MIN=-EN LABE — ICP REPORT FILE NO: 2v-1201-RJ%+2

PROJ: 6% 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 02/12/02

ATTN: D, WERERLEIN/S, BLOWER (604)980-5814 OR (604)988-4524 v CORE *  (ACT:F31)
SAMPLE AG AS BA o FE P8 8 IN AU-FIRE HG
NUMHER PPM PPM PP PPM % PPK PPM PPM PPB PPR
BCS 17336 .8 84 182 9 5.99 102 11 411 187 10
BCS 17337 A %6 109 8% 7.28 17 1 é0 ] 15
BCS 17338 2 43 25 4D 2.51 8 5 21 9 5
Bes 17339 .5 78 100 S4 6.%¢ 14 $ 51 34 10
BCS 17340 5 (£ 118 68 6.63 1" 10 56 61 10
BCS 17341 N &4 136 48 4.7 24 0 34 57 5
BCS 17342 A 56 115 81 6.42 18 9 47 55 5
B0S 17343 K 50 139 73 3.02 14 ? i 77 5
BCS 17344 N 121 108 77 8.14 21 7 64 56 10
8CS 17348 A 145 27 104 .73 30 18 73 110 10
BCS 17346 N 102 124 109 7.48 28 16 58 19 5
BCS 17347 A 70 117 &3 31.98 24 11 41 50 5
BCS 17348 R 100 202 & 7.1 21 14 6% 10 10
BCS 17349 .2 74 97 78 7.16 19 10 59 a8 H
8CS 17350 1.3 70 % 95 8.38 15 8 47 53 5
BCS 17351 .9 84 -] 166 8,78 27 12 1493 463 5
8c3 17352 1.4 80 85 161 8.11 594 1 2359 115 15
BCS 17353 A 137 292 188 ¢.467 148 18 1053 106 30
BCS 17354 A 98 427 8 7.62 Pl 19 78 98 5
BCS 17355 A 7 196 & 7.04 22 " " 146 10
BCS 17356 K| "1 130 4 7.26 29 17 88 61 10
BCS 17357 A 112 76 81 7.3 142 18 144 108 P
BCS 17358 A 181 136 12 9.15 78 20 200 s8 10
BCS 17359 A 354 48 331 10,18 22 22 107 2426 10
BCS 17360 N 97 348 102 5.29 &5 13 284 9 10
#Cs 17361 1.3 96 198 7% §.10 17 12 61 179 35
BCS 17362 A 9% 203 162 5.13 15 14 8 115 15
BCs 17363 A 87 173 204 5.06 23 13 26 15 5
8CS 17364 A 97 . 70 5.06 26 16 39 19 10
BCS 17365 K] 9 259 7 5.5¢ 2 5 47 194 5
BCS 17366 N 87 208 170 5,60 2% 12 8 128 15
BCS 17367 A 100 2re 172 5.51 23 14 28 18 5

TOTAL P.34


http://fi.11

12/83-1992 ©8:38  MIN-EN UANC,

MINE |
o BN i
LABORATORIES

OIVIBION OF ASSAYERS CORP.

SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS * ASBAYCRS * ANALYSTS » QEOCIHEMISTS

w &

-.-g“

6@4 988 9621

VANCOUVER OFFICE:

705 WEST 16TH STREET

NORTH VANCOUVER, B.C. CANADA VTM 172
TELEPHONE (804) 980-58 14 OR (604) 088-4524
FAX {804) 0808621

SMITHERS LAB.:

3178 TATLOW ROAD

SMITHERS, BC, CANADA VOU 2ND
TELEPHONE (@04) 847-3004

FAX (64) B47-3006

P.82

Assqy Certificate

Compacy: MINNOVA INC,
Projest: 661
Atin: D. HEBERLEIN/S, BLOWER
We hereby certify the following Assay of 2 CORE samples
submitted NOV-27-92 by STEVE BLOWER.
Sample AU-FIRE AU-FIRE
Number e gltomne _ ozfton
BCS 17382 3.33 .097
BCS 17394 .79 .023
Certified by

2V-1292.RAl

Dae: DEC-03-92
Copy 1. MINNOVA INC., VANCOUVER, B.C.

------------------------------------------

------------------------------------------

G

L7

MIN-EN LABORATORIES



12-83-1992 ©8:39  MIN-EM UANC. 604 980 9621 P.@3

MINGE S VANCOUVER OFFICE:
T N 705 WEST 15TH STREET
= EN L e i A
e 14 4 -4624
: :\ 2y LABORATORIES FAX (604) 980-6021
.\"‘ / (DIVISION OF ASSAYERE CORP) SMITHERS LAB .
3178 TAILOW ROAD
PECIALISTS IN MINERAL ENVIRONMENTS
u P T N MINERAL ENVIRONME m&‘ww o
FAX (E04) 847-3008
Assay Certificate 2V-1292-RA2
Company:  MINNOVA INC. ' bae: DEC-02-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Aua: D. HEBERLEIN/S. BLOWER

We hereby certify the following Assay of 24 CORE samples
submitted NOV-27-92 by STEVE BLOWER.

Sample S

Number . % .-
BCS 17368 2.35

BCS 17369 2.43

BCS 17370 2,96

BCS 17371 3.08

BCS 1793712 L I
BCS 17373 .47

BCS 17374 3.04

BCS 17378 3.25

BCS 17376 3.02

BCS 17377 3 A
BCS 17378 3.82

BCS 17379 5.21

BCS 17380 3.52

BCS 17381 2.30

il_'.‘S 17382 L.87
BCS 17383 2.39

BCS 17384 2.34

BCS 17385 3.00

BCS 17386 2.87

BCS 17387 3%
BCS 17388 1.63

BCS 17389 1.84

BCS 17390 70

BCS 17391 52

-------------------------------------------------------------------------------------------

Certified by %///'

MIN-EN LABORATORIES



12-83-1992 ©8:39 MIN-EN UANC. 684 988 95621 P.04

VANCOUVER OFFICE:

b p_— 708 WEST 18TH BTREET
e TS NORTH VANCOUVER, BC. CANADA V7M 112

q‘ l. ABORAT OR'E s ﬁ"f&ﬁ"e (&042) geo-ssu OR (804) 9BB-4624
"\V DIVISION OF ASSAYERS CORPJ SMITHERS LAB.:
3176 TATLOW ROAD
Sﬂ’f.-‘.C:I»O‘l..IS’I‘SA lﬁvggenam‘%NVIRONMENTS SMITHERS, a(%m %?A VO 2NO

FAX (804) 84T-3005

Assay Certificate | 2V-1292-RA3

Compeny: MINNOVA INC. Dwe: DEC-02-92

Projec: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Anin D. HEBERLEIN/S. BLOWER

We he the following Assay of 6 CORE samples

submi -27-92 by BLOWER.

Sample S

s S L 2P
BCS 17392 .92

BCS 17393 1.13

BCS 17394 .45

BCS 17395 .76

BCS 17396 .. R ST
BCS 17397 1.06

------------------------------------------------------------------------------------------

Centd y Pz

MIN-EN LABORATORIES



12-83-1992 @8:39  MIN-EN UANC. 684 988 9621 P.@5

COMP: MINNOVA INC. MIN-EN LAB8 — ICP REPORT FILE NO: 2V-1292-R.J1+2

PROS: &51 705 WEST 15TH ST., NORTH VANCOUVER, B.C. Y7W 112 DATE: 02/12/02

ATTN: D. HEBERLEIN/S. BLONER (604)980-5814 DR (604)988-4524 * CORE *  (ACT:F31)
SANPLE AG A% RA cu EE [T B8 IN AU-FIRE HG
NUNGER PPM PPM PPM PPM % PPN PPV PPM PPB PPB
BCS 17368 1.1 67 146 "o 7.07 10 7 5 ] 15
BCS 17349 .8 70 &8s 220 7.08 14 7 35 I3 10
BCS 17370 W 78 9 158 7.47 13 9 37 48 s
BCS 17371 A &4 183 50 6.55 20 8 41 382 20
BCS 17372 A 76 153 140 7.03 17 10 46 221 5
gts 17373 2 116 300 195 5.00 184 135 48 33 10
BCS 17374 1 4] 112 263 7.19 19 12 43 2 16
BCS 17375 A 136 4 3 8.as 22 17 65 43 5
BCS 17376 .1 135 54 403 B.45 25 19 75 130 10
BCS 17377 B 149 48 494 9.2t ¢ 17 42 &9 25
BCS 17378 .1 161 50 574 9.01 13 20 61 73 10
8CS 173 4 14 9% 739 6.60 17 g 16 &8 49
BCS 17580 o1 82 r4] 732 4.70 16 ) 3 é1 20
BELS 17381 o1 59 105 498 3.40 18 9 26 5% 15
BCS 17382 1.0 64 174 242 2.92 16 ] n 4000 10
808 17383 . 82 T Wy 63 23 12 37 416 10
BCS 17384 1 47 284 10 6.2% 25 11 36 143 5
BCS 17385 R '] 204 247 6.53 2 13 18 192 15
BCS 17386 N 72 %7 (1.14 5.64 22 14 38 256 1
B8CS 17387 A 9% 187 414 £.7% 27 15 33 122 5
BCS 17388 1 103 1655 137 6.33 29 17 62 265 10
BCS 17389 .1 88 Y44 18 6.07 r1A 16 50 80 5
BCS 17390 N 80 260 109 5.01 28 12 3 37 10
BCS 17391 N 66 498 133 3.9 21 1 22 218 5
BCS 17392 1 185 25 12 6.25 18 15 84 303 5
BCS 17393 A 11 140 " 5.42 2% 11 56 123 20
BCS 17394 .1 112 1801 108 5.40 5% 11 168 722 5
BCS 17395 A 59 358 10 4.62 34 7 85 101 15
BCS 17396 oA 14 243 12 %.02 3 s 81 224 20
BCS 17397 A 127 260 45 5,41 9 14 151 206 5

TOTAL P.@S



12/83-1992 13:25  MIN-EN UANC. 604 988 9621 P.O2

MN VANCOUVER OFFICE:
704 WEST 15TH S'rHEET
--l
'-ABORATORIE S FAX (604) 880-@021
{DIVISION OF ASSAYERS CORP) SMITHERS LAB .
3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SUTHERABC Shwon voiano
FAX {B04) 8473008
AR
Assay Certificate 2V-1298-RA2
Company: MINNOVA INC. Dae: DEC-03-92
Projoct: 661 Copy 1. MINNOVAINC., VANCOUVER, B.C.

Attn: D.HEBERLEIN/S.BLOWER

We hereby certify the following Assay of 24 ROCK (CORE) samples
submitted NOV-30-92 by STB%’E Bg

Sample S

Number %

BCS 17398 1.08

BCS 17399 60

BCS 17400 1.14

BCS 17551 67

BCS 17552 1,50 ‘

BCS 17583 2.43

BCS 17554 2.50

BCS 175558 2.87

BCS 17556 2.34

BCS 175587 1,71 L
BCS 17558 2.03

BCS 17559 2.12

BCS 17560 1.46

BCS 17561 1.86

BCS 17562 .. . S
BCS 17563 93

BCS 17564 92

BCS 17568 52

BCS 17566 99

BCS 17567 68
BCS 17568 2.49

BCS 17569 2.52

BCS 17570 2.75

BCS 17571 i.88

..........................................................................................

Certified by

MIN-EN LABORATORIES



12-83-1992 13:25  MIN-EN UANC. 604 980 9621 P.Q3

MINEE & . | VANCOUVER OFFICE:

y N 706 WEST 16TH STREET

mt \w * BN L e
\/7 I.ABORA'I‘ORIES FAX (o0 #60-0021 |
b B / (DIVISION OF ABBAYERS CORP) SMITHERS LAB.:
3176 TATLOW ROAD
- SPECIALISTS IN MINERAL ONMENTS
SLEMRTS | ASSERS - AAYETS - CHOSETS TELEIONE 1604, 5473004~

FAX (804) 847-3008

Assay Certificate 2V.1298-RA3

Company: MINNOVA INC. Dus: DEC-03-92
Project: 661 Gopy 1. MINNOVA INC., VANCOUVER, B.C,
Aan: D.HEBERLFIN/S . BLOWER

We hereby certify the following Assay of 7 ROCK (CORE) samples
submitted NOV-30-92 by STEVE BLOWER,

Sample )
P4 e e e
BCS 17572 1.58
BCS 17573 1.61
BCS 17574 1.13
BCS 175875 1.16
BOS 17576 e e e e
BCS 17577 81
BCS 17578 48

..........................................................................................

Certified by

MIN-EN LABORATORIES



12/83-1992 13:25  MIN-EN UANC. 604 980 96521 P.o4

COMP: NINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2v-1208-RJ1+2

PROV: 661 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7N 112 DATE: 92/12/03

ATTN: D.HEBERLEIN/S.BLOWER (604)980-5B16 OR (604 )988-4524 * ROCK (CORE) *  (ACT:F31)
SAMPLE AG AS BA oY) FE PR 58 IN AU-FIRE He
MUMBER PPN PPN PPM PP X PPM PPH PPN 2] PPB
8CS 17398 . ) 210 82 4.17 26 10 20 28 10
BCs 17399 A 64 219 110  4.08 18 ¢ 22 38 5
BCS 17400 A 68 898 162 3.98 17 9 24 13 10
8C8 17551 A B8 181 W 7.5% 2 14 48 470 5
¥Cs 17552 K 2 125 3% 8,35 26 15 ) 34 5
¥Cs 17553 R 76 185 427 812 27 14 61 66 15
Bce 17554 o 7 139 501 7.80 25 14 2 264 10
BCS 17355 g ] 17 563 T7.8% 24 13 40 998 10
BCE 17556 o 61 180 302 7.9 20 12 4 110 5
BCS 17557 K 74 130 95 7.5 24 14 49 43 10
BCs 17558 . 76 128 35 6.88 2 13 42 383 35
BCS 17559 K 91 125 44 732 31 16 50 82 10
BCS 17560 A 89 1318 MY 5.9 28 17 37 302 5
8Ls 17561 A 70 &0 300 4,56 20 1% 3 244 10
BEE 17862 K 74 110 %8 3,07 2r 12 22 109 15
BCS 17343 R 97 318 249 4.85 2 14 %0 3 10
TS 17564 . 59 62 270 2.8 14 6 15 160 s
BCS 17565 . 87 58 M0 4.60 19 13 2% 26 5
BES 17566 K B2 &8 15  5.06 2 13 2% 33 10
8Cs 17567 K " 102 306 6.50 17 11 12 104 5
BCS 17568 .6 54 317 213 5.97 17 8 21 178 5
BCS 17369 A ) & 728 7.50 188 14 418 190 5
BCs 17570 A 77 a5 322 7.k 2 13 12 159 10
BCS 17571 5 52 7% 135 4.9 18 8 26 126 10
BCE 17572 .2 53 251 125 4,57 19 6 26 32 1
BCS 17573 A ) 378 193 5.2 17 8 32 41 5
BCS 17574 A ;] 498 W6 6.6 25 10 32 16 10
8Cs 17575 .1 3 1003 165  4.83 3 10 s8 13 30
BCS 17576 K 9% 1110 105 7.08 32 16 # 8 5
BCS 17877 o1 106 808 154 8.5 27 18 0 12 10
BCS 17578 A 109 762 9%  9.00 2 16 03 13 P

TOTAL P.B4



1271571932 156:20  MIN-EN VANC. 6@4 3980 9621 P.@2

T 4

MINEE 2o VANCOUVER QOFFICE:
b e 706 WEST 16TH STRERT
-, - ENG bl bins oo s m&w&& CANADA VI 112
zh‘:\ 7s LABORATORIES FAX (8041 $60-507
,.\—J/ {DIVISION OF ABSAYERS CORP.) SMITHERS LASB.:
3178 TATLOW ROAD
NMENTS
& SPEGIALISTS IN MINERAL ENVIRONME LA v
FAX (604} 847-3005
Geochemical Analysis Certificate 2V-1326-RG1
company: MINNOVA INC., Date: DEC-15-92
Project: 661 ‘ Copy 1. MINNOVA INC., VANCOUVER, B.C.

Atta: D.HEBERLEIN/S. BLOWER

We hereby certlfy the following Geochemical Analysis of 24 ROCK(CORE)
samples submitted DEC-14-92 by LOGAN KELLY.

Sanple AlUJ-FIRE

Ntmber‘ i 3 I
BCS 15401 1

BCS 15402 2

BCS 15403 393

BCS 15404 8

BCS 15405

BCS 15406 4

BCS 15407 3

BCS 15408 7

BCS 15409 13

BCS 15410 . U
BCS 15411 )

BCS 15412 8

BCS 15413 14

BCS 15414 7

BCS IS4IS . B8 e
BCS 15416 26

BCS 15417 13

BCS 15418 6

BCS 15419 7

!_I_3§_15420 _________ 8 _________________________
BCS 15421 9

BCS 15422 2

BCS 15423 15

BCS 15424 2

L R R e I I R T T N R LR e et

Certified by jZ’Z’ ’

MIN-EN LABORATORIES




12-15-,1992  16:280  MIN-EN UANC. 684 980 9621 P.O3

5"%[) VANCOUVER OFFICE:
; 705 WEST 16TH STREET
SR I AR T NORTH VANCOUVER, BC. CANADA V7M 172

. "
....V I.ABORATORIES TEL et (04) -6 74 O (801 o524

(CIVISION OF ABBAYERS CORP) SMITHERS LAB.;

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ NG
MIGTS » ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE (604} 8473004

FAX {804) 847 -3005

Geochemical Analysis Certlficate 2V.1326-RG2

Company: MINNOVA INC. Date: DEC-15-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn; D.HEBERLEIN/S BLOWER

We here cen the following Geochemical Analysis of 4 ROCK(CORE) samples

submi -14-62 by LOGAN KELLY.

Sanple AU-F1RE

Nmber . L TS
BCS 15425 1

BCS 15426 8 '

BCS 15427 4

BCS 15428 5

B I I N R N R E N T R T N N R R R N R L I AR A I R i R

Certified by :

MIN-EN LABORATORIES

TOTAL P. @3
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MRS MG RSN L LA e e e R M PR WSS S E S BN ESE C G e = e e e o o

Certified by )%/ ol

MIN-EN LABORATORIES

|Nﬁ VANCOUVER OFFICE:
Wy g e 706 WERT 18TH 8TREET
| KA e L PHONE \804) D50-2814 OF (804 0682524
"/ I.ABORATORIES FAX (004) 860-902 1
{DIVIBION OF ASSAYERS CORP) SMITHERS LAB.;
SPECIALISTS [N MINERAL ENVIRONMENTS SMTHERS B.C. CANADA VOJ 2ND
CHEMISTS » ASSAYERY » ANALYATE « QEDCHEMISTS TELEPHONE (804) 847-3004
PAX (804) 847-3006
Assay Certificate 2V-1326-RA1
Company: MINNOVA INC. Dae: DEC-17-92
Project: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: D.HEBERLEIN/S BLOWER/L . KELLY
We hereby certify the following Assa KEOf 24 ROCK (CORE) zamples
submitted DEC-14-92 by LOGAN KELLY,
Sanple S
Pt N 2P
BCS 15401 04
BCS 15402 11}
BCS 15403 18
BCS 15404 46
BCS 15405 . 2
BCS 15406 11
BCS 15407 17
BCS 15408 10
BCS 15409 18
BCS IS410 ... B
BCS 15411 24
BCS 15412 17
BCS 15413 8
BCS 15414 26
BS 1S4 L e
BCS 15416 2.56
BCS 15417 69
BCS 15418 38
BCS 15419 43
BCS 15420 B e
BCS 15421 14
BCS 15422 3!
BCS 15423 18
BCS 15424 04



12-17,1992 11:86  MIN-EN VANC. 604 988 2621 P.63

MIN* < VANCOUVER OFFICE:
s - {95 WEST 1€TH STREET
IR AL T : NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-68 14 CR (604) 0BB-4624
I.ABOI!ATORIES FAX (804) 960-D621
.J (DIVISION OF ABSAYERE CORP) SMITHERS LAB.:
317¢ TATLOW ROAD
IN MINER vi ENTS
e e e SMTHERS AC CANADA Vou 2N0
FAX (604) B47-3006
Assay Certificate 2V-1326-RA2
Company: MINNOVA INC. Due: DEC-17-92
Projoct: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Aun: - D.HEBERLEIN/S.BLOWER/L KELLY

We hereby certify the following Assa Ké‘)f 4 ROCK (CORE) samples
submitted DEC-14-92 by AN KELLY.

Sample S
Nuther ... B e s
BCS 15425 .84
BCS 15426 72
BCS 15427 .22
BCS 15428 .19

-------- L e et A N R R N R R A A e L L L X X W I RN A A WA I Y

Certified by %

MIN-EN LABORATORIES




12,17,1992 11:86  MIN-EN UANC. 604 980 9621 P.04

COMP: MINNOVA INC. MIN-BN LABS - ICP REPORT FILE NO: 2v-1326-RJ142

PROJ: 861 705 VEST 15TH ST,, NORTH VANCOUVER, B.C. V7% 172 DATE: 92/12/17

ATTH? O WEBRRLEIN/S.BLOMER/L.KELLY (504)980-5814 OR (804)PA8-4524 * ROCK (CORE) *  (ACT:F31)
BAMPLE AG AS BA tu FE pe &8 N AU-FIRE HG
NUMBER PPM PPM PPN PPN % PM PPN PPM pPR PPB
BCE 15401 A 7 86 61 94 8 4 1% 1 10
BCS 15402 A 14 M 36 2.06 7 3 22 2 5
BLs 15403 A 2 br) 80 3.43 9 5 30 393 15
BCS 15404 o1 42 214 296 5.61 27 4 kY4 8 10
BCE 15405 .9 49 113 93 4.19 23 10 38 3 ]
B8CS 15406 A 4 133 58 3.89 18 7 32 4 10
88 15407 A 67 115 70 5.83 32 12 S0 5 %0
BCS 15406 W1 68 13 48 5.38 33 13 142 4 s
BCS 15409 o % 117 107 335 20 5 54 13 5
BCS 15610 K 3 130 125 1.32 9 3 10 2 10
BCE 15411 . 27 126 97 2.27 20 “ 17 9 85
803 15412 N 32 175 43 2.7 25 5 18 8 20
BCS 15413 J 8O bk 02 679 38 1% 57 1% 115
BCS 15416 A 3 814 53 2.47 27 5 18 7 20
BCS 15415 A i) 558 Gk 4.24 15 6 135 68 10
BCS 15416 2 13 859 301 3.05 14 6 15 2 135
BCS 15417 A 45 233 135  4.38 18 8 35 13 5
BCS 15418 o1 52 185 52 5.6% 25 10 53 6 10
BCS 15419 A 42 1056 57  5.62 26 9 56 7 5
BCS 15420 A 50 1543 101 5.20 24 ¢ S4 8 10
8C§ 15421 A @ 2237 2 .87 28 9 69 g 10
BCE 15422 A 56 4407 2 e 33 e 86 2 15
BCs 15423 K 42 5294 2 2.8 38 é é1 15 5
BCS 15424 ot I um % W ] 7 56 2 ]
BCS 1542% 5 58 2431 228 5.24 29 10 44 A} 40
8ce 15426 A 84 3562 184 4.07 30 11 39 8 10
BCS 15627 o 57 3782 30 400 35 10 80 4 5
BCS 15428 . 82 252 115 4.68 20 14 85 5 5

TOTAL P.4



12-1771992 15:38  MIN-EN UANC. 604 382 S621 FP.@2

VANCOUVER OFFICE:
A , . "y 705 WEST 15TH STRERT
' o BN R R BAE B Ty NCRTH VANCOUVER, BC CANADA VTM 112
5/ ‘AsoRaToRies B
AN / SPECIALISTS (N MINERAL ENVIRONMENTS B B EANADA. Vou 2
(22— MISTS + ASSAYERS » ANALYSTS » GEOCHE %_E,,Hos,h( rieviialidl
FAX (604) 847 -
Geochemical Analysis Certificate : 2V-1328-RG1
Company: MINNOVA INC. pue: DEC-17-92
Projoct: 661 Copy 1. MINNOVA INC., VANCOUVER, B.C.

At D HEBERLEIN/S.BLOWER

We hereby certify the following Geochemical Analysis of 23 CORE samples
submitted DEC-16-92 by AN KELLY.

Sample AU-FIRE

L L A e e I R R e R N R R N I IR IR R i I il R

------------------------------------------------------------------------------------------

------------------------------------------------------------------------------------------

Bunad
(7 1
p -8
o
O
-t

[
(7 ]
o
L3
o~
-

------------------------------------------------------------------------------------------

------------------------------------------------------------------------------------------

Certified by w

MIN-EN LABORATORIES

TOTAL F.D2



12-18-1992 16:15

COMP; MINNOVA INC.
PROJ: 661

MIN-EN UANC.

MIN-EN LABS -— ICP REPORT
703 WEST 15TH 8T,, NORTH VANCOUVER, 8,C. VMM 172

604 980 9621 P.

a3

FILE NO: 2v-1328-RJY

DATE: 92/12/18

ATIN: D.HEBERLEIN/S.BLOWER (6041980-5814 OR (604)988-4524 * CORE ¥  (ACT:F31)
SAMPLE AG AS BA cu FE PB $8 IN AU-FIRE NG
NUMBER PPN PPM pPM PP % PPN PPM PPN PPB ]
#Cs 13429 1 &8 969 1"s 3.13 36 13 44 9 10
BCS 15430 o1 43 605 14 1.54 40 7 72 5 5
8C8 15431 W 104 217 8 4.2 25 15 39 é 15
BCS 15432 A 94 953 70 4,49 25 14 3» 3 5
BCS 15433 A 73 1190 63 3.47 28 11 33 3 5
BCS 15434 ol 98 1918 58 4,38 X0 14 30 2 10
BCS 15435 -1 65 2218 143 3.23 22 i1 29 3 15
WCS 15436 N L] 254 151 4.00 29 13 32 4 35
BCS 15457 -1 77 146 104 3.75 30 14 32 7 1%
BCE 15438 A 82 175 141 4.9 32 16 41 9 30
BCS 15439 ot 50 224 123 4.89 25 4 51 13 55
Bes 18440 .1 39 432 36 2.64 15 6 34 i4 10
BCS 15441 A 34 249 32 2.26 19 5 30 8 5]
BCS 15442 1 51 992 58 4. 24 23 7 52 13 25
BCS 15443 A 47 25¢ 33 2.59 2% 7 48 8 15
BCS 15444 o 40 347 28 1,98 17 6 24 7 19
BCE 15445 .1 37 310 19 2,00 13 & 22 5 19
BCS 15446 A @1 207 10 2.04 16 [ 23 6 5
803 13447 A 43 48 &b 2.2 16 7 23 7 15
BCS 15448 ] o1 kY4 161 6.7 35 16 58 15 30
BCS 15449 A 68 549 116 5.3 &4 " 40 b 25
BCS 15450 o1 76 14 82 5.54 31 14 49 ) 15
BCS 15451 ] 30 52 13 1.63 12 6 17 4 10

TOTAL P.B3



12/18-1992 16:14  MIN-EN UANC. 604 980 9621 P.B2

MIN ER & VANCOUVER OFFICE:
e Vt e 706 WEST 15TH STREET
s ENY NORTH VANCOUVER, EC. CANADA V7M 112
TELEPHONE {804} 980-6814 OR (804) 888~4524
LA BORATORIES FAX.(804) 800-8621
“// (DIVIEIEN OF ABBAYERS CORP.j SMITHERS LAB.:
3176 TATLIW ROAD
IN MINERAL ENVIR TS
e s o MEONMEN SWTHERS Bo. CANADA. VO 2N0
FAX (604) 847.3006
Assqy Certificate 2V-1328-RA1
Compasy: MINNOVA INC, Date: DEC-18-92
Project: 661 Copy 1. MINNOVA INC,, VANCOUVER, B.C.

Aln: D.HEBERLEIN/S.BLOWER
We hereby certify the following Assay of 23 CORE samples
DBCﬂ KEL

submi 16-92 by LOGAN LY.

Sauple 8

Naber L
BCS 15429 46

BCS 15430 1

BCS 15431 25

BCS 15432 25

BCS 15433 .
BCS 15434 30

BCS 15435 86

BCS 15436 84

BCS 15437 38

BCS 15438 DT e e e —— e e
BCS 15439 38

BCS 15440 08

BCS 15441 09

BCS 15442 29

BCS 15443 K
BCS 15444 07

BCS 15445 06

BCS 15446 03

BCS 15447 12

él_lg 15448 3
BCS 15449 24

BCS 15450 08

BCS 15451 02

L i I e L I . T I R N e e R R L T I e e i I I L

Centfied by )%

MIN-EN LABORATORIES




12,21-1992 16:87  MIN-EN UANC. 604 980 9621 P.B2

MING & 8 VANCOUVER OFFICE:
e 706 WEST 16TH STREET
) ™ ' - -4

\/; LABORATORIES LA

- {DIVISION OF ASSAYERS CORP) sM'THERS LAB-:
3176 TATLOW ROAD

[ LAY SPEIALISTS I MINERAL ENVIEONNENTS T -

FAX (804) B47-3005

Geochemical Analysis Certificate 2V-1332-RG1

Company: MINNOVA INC. pate: DEC-21-92

Project: #RG Copy 1. MINNOVA INC., VANCOUVER, B.C.
Atin: D.HEBERLEIN/S,BLOWER

We hereby certify the following Geochemical Analysis of 20 ROCK(CORE)
samples submitted DEC-18-92 by S.BLOWER.

Sample AU-FIRE
Nymber L
15452 13
15453 4
15454 8
15455 4
15456 3
15457 3
15458 9
15459 12
15460 36
13461 .. Y e
15462 11
15463 14
15464 25
15465 5
15466 10
15467 5
15468 6
15469 14
15470 5
15471 32

e e T WY B W N NN AN E G, e W E N EEE S NS EEBED L ket ke e e e m e e e mm e m ..o me - e, .- ==

Ceriified by ‘%///

MIN-EN LABORATORIES

TQTAL P.B2



81-86-1993 15:46  MIN-EN UANC. 694 980 9621 P.@2

VANCOUVER OFFICE:
b v 706 WEST 167H STREET
- AR E T TELEPHONE (6041 340-6014 OF (004) 0054614
PH I.ABORATORIES FAX (804) 960-86121
‘// (GVISON OF ABSAYERE OOFP) SMITHERS LAB.:
3176 TATLOW ROAD
PECIALIETS N MINERAL ENVIRONMENTS SMTETREC Caon vov o
FAX (B04) 847-3008
Geochemical Analysis Certificate 3V-0003-RG1
Company: MINNOVA INC. Duc: JAN-06-93
Project: R.G, Copy 1. MINNOVA INC., VANCOUVER, B.C.
An: D.HEBERLEIN/S BLOWER
We here the foilowing Geochemical Analysis of 24 CORE samples
submit JAN 5-93 by LOGAN KELLY.
Sanmple AU-FIRE
Nober BB e
BCS 15472 19
BCS 15473 24
BCS 15474 19
BCS 15475 20
B 15478 e
BCS 15477 79
BCS 15478 126
BCS 15479 17
BCS 15480 14
BCS 1S481 2 SNSRI
BCS 15482 8
BCS 15483 6
BCS 15484 7
BCS 15485 12
BCS 1486 6 e,
BCS 15487 7
BCS 15488 10
BCS 15489 38
BCS 15490 15
BCS IS0 e
BCS 15492 19
BCS 15493 6
BCS 15494 28
BCS 15493 15

------------------------------------------------------------------------------------------

MIN-EN LABORATQRIES



81-86-1993 15:46  MIN-EN UANC. 604 989 9621 P.32

MINERAL VANCOUVER OFFICE:
gl r 1o &TH STREET
JL o ENYVIRDBMEN T HORTY VANGOLVER, BC, CANADA. V7V 172
s / AR ATARIPA TELEPHONE (604} 080-58 14 OR (804) 0884524
"\ 7s LABORATORIES FAX (004) 880-6621
- / (DVISION OF ASSAYERS CORP) 4 SMITHERS LAB.:
t_S SPECIALISTS IN MINERAL ENVIRONMENTS A o A ADA, VDU 2N
CHEMISTS « ASSAYERS « ANALYSTS * GEQCHEMISTS TELEPHONE {804) 847-3004
FAX (804} 847-3006
3V-0003-RG2
company: MINNOVA INC. Dats: JAN-06-93
Profect: R.G. Copy 1. MINNOVA INC., VANCOUVER, B.C,

Aap: D, HEBERLEIN/S BLOWER

We hereby certify the following Geochemical Analysis of 4 CORE samples
submitted JAN-05-93 by LOGAN KELLY,

Sanple ' AU-FIRE
Nowber L. B
BCS 15496 10
BCS 15497 8
BCS 15408 23
BCS 15499 10

------------------------------------------------------------------------------------------

MIN-EN LABORAT:

TOTAL P.@3



B1-86-1393 15:53  MIN-EN UANC. 6@4 380 9621 P.@2

MlN? 2AaL VANCOUVER OFFICE:
( . . g 705 WEST 15TM STREEY
N ERCGR LIS O T2 e
I.ABOI!A'I'OIIIES PFAX (604) 950-5421
SMITHERS LAB.:
SPECIALISTS IN MINERAL ENVIRONMENTS mgfnﬂé"&pmm VO 2ND
CHEMISTY » ASSAYERS » ANALVETS ¥ BEDCHEM TELEPHONE (804} 847-3004
FAX {BO4) 847-3006
S "
Geochemical Analysis Certificate 3V-0004-RG1
Company: MINNOVA INC. Date: JAN-06-93
Project: R.G. Copy 1. MINNOVA INC., VANCOUVER, B.C.
)
Attn: D.HEBERLEIN/S.BLOWER

We hereby certify the following Geochemical Analysis of 24 CORE samples
submitted JAN-05-92 by STEVE BLOWER.

Sample AU-FIRE

I:i_mber PPB e
15500 24

15501 16

15502 5

15503 5

15504 6 e mmmee e anan
155058 i1

15506 7

15507 7

15508 13

15509 . 8

15510 11

15511 13

15512 7

15513 25

18514 . T
15515 17

15516 14

15517 12

15518 17

15519 U
15520 19

15521 24

15522 16

15523 29

------------------------------------------------------------------------------------------

Centified by _;f% ,//i @{2&

MIN-EN LABORN(ORIBS




@l-86-1933 15:i54 MIN=-EN UANC. 604 980 9621 P.@3

MINER AL VANCOUVER OFFICE:
SN T ORaE i T
"' I.ABORATORIES R 184) 0600821 (®04)
““" (RABION OF Afax SMITHERS LAB.:
A SPECIALISTS IN MINERAL ENVIRONMENTS e CDa, Ve 2N
CHEMISTS » ASBAYERS * ANALYETS * GEOCHE TELEPHONE (804) 8473004
FAX (804) 8473008

Geochemical Analysis Certificate 3V-0004-RG2

Company: MINNOVA INC. Dato; JAN-06-93
Project: R.G, Copy i. MINNOVA INC., VANCOUVER, B.C.
Ata: D.HEBERLEIN/S BLOWER

We hereby certify the following Geochemical Analysis of 18 CORE samples
submitted JAN-05-92 by STEVE BLOWER.

Sample AU-FIRE

Nunber PR i
15524 5

15525 21

15526 7

15527 12

15595 4

15596 4

15597 10

15598 4

15599 5

15600 4

15726 5

15727 4

15728 4

15729 5

15730 5 i e
15731 5

15732 3

15733 3

------------------------------------------------------------------------------------------

Certified by &Zj_ﬂ? c:/uMO

MIN-EN LABORATORIES

TOTAL P.B3



