
L . R . No. 3 2 7 7 

825129 " F * 

Test Weight Assays, g/t, % % D i s t r i b u t i o n 
Pi" A / 1 1 1 ^ f~ 
r r u u u c L No. % Au Ag Fe Sb As Au Ag 

4 Cu CI. Cone. 1 . 3 5 8 . 3 2 1 1 6 7 5 _ _ _ 1 1 . 9 9 2 6 . 0 1 

Pb CI. Cone. 5 . 5 6 6 . 3 2 2 6 9 1 8 . 6 1 4 . 8 2 0 . 6 6 3 7 . 6 0 2 4 . 7 5 
Cu-Pb Ro. Cone. 1 8 . 6 1 4 . 0 1 3 1 6 5 . 5 - - - 7 9 . 7 7 9 7 . 3 6 

Zn CI. Cone. 5 . 0 0 0 . 4 9 6 7 . 8 2 . 8 0 0 . 0 2 6 0 . 0 3 2 2 . 6 2 0 . 5 6 
Zn Ro. Cone. 8 . 7 9 0 . 6 7 7 5 . 8 9 3 . 2 0 0 . 0 5 0 . 0 4 6 . 2 5 1 . 1 0 
Bulk Ro. Cone. 2 7 . 4 0 2 . 9 4 2 1 7 4 . 5 - - - 8 6 . 0 3 9 8 . 4 6 

Zn Ro. T a i l . 7 2 . 6 0 0 . 1 8 1 2 . 8 0 - - - 1 3 . 9 7 1 . 5 4 

Head (Calc.) 1 0 0 . 0 0 0 . 9 4 6 0 5 . 0 4 - - - 1 0 0 . 0 0 1 0 0 . 0 0 

6 Pb CI. Cone. 7 . 0 1 5 . 9 6 53 75 4 . 2 5 9 . 3 7 1 . 2 7 6 1 . 4 4 6 0 . 2 5 
Pb Ro. Cone. 1 9 . 9 6 2 . 6 4 3 0 3 7 . 6 - - - 7 7 . 4 1 9 6 . 9 1 
Zn CI. Cone. 3 . 1 8 0 . 9 4 1 7 4 . 0 7 . 1 3 0 . 1 0 0 . 0 7 4 . 4 0 0 . 8 8 
Zn Ro. Cone. 1 5 . 5 7 0 . 4 5 7 8 . 5 1 - - - 1 0 . 2 7 1 . 9 5 
Pb-Zn Bulk Cone. 3 5 . 5 3 1 . 6 8 1 7 4 0 . 9 6 . 4 2 2 . 9 2 0 . 4 2 8 7 . 6 8 9 8 . 8 7 
Zn Ro. T a i l . 6 4 . 4 7 0 . 1 3 1 1 . 0 - - - 1 2 . 3 2 1 . 1 3 

Head (Calc.) 1 0 0 . 0 0 0 . 6 8 6 2 5 . 6 0 - - - 1 0 0 . 0 0 1 0 0 . 0 0 

7 Cu CI. Cone. 1 . 3 6 7 . 7 1 5 9 0 . 0 _ _ 1 2 . 6 3 1 3 . 2 0 
Pb CI. Cone. 5 . 5 6 6 . 0 6 4 2 4 8 . 0 8 . 6 2 7 . 1 1 1 . 0 1 4 0 . 6 0 3 8 . 7 9 
Cu-Pb Ro. Cone. 1 3 . 8 0 4 . 9 0 4 0 7 0 . 8 - - - 8 1 . 4 9 9 2 . 3 3 
Zn CI. Cone. 6 . 7 4 0 . 4 7 1 2 7 . 0 2 . 9 2 0 . 1 2 0 . 0 4 5 3 . 8 2 1 . 4 1 
Zn Ro. Cone. 2 3 . 8 7 0 . 3 0 1 5 7 . 0 3 - - - 8 . 7 4 6 . 1 6 
Bulk Ro. Cone. 3 7 . 6 7 1 . 9 9 1 5 9 0 . 7 5 . 9 6 2 . 6 4 0 . 3 5 9 0 . 2 3 9 8 . 4 9 
Zn Ro. T a i l . 6 2 . 3 3 0 . 1 3 1 4 . 7 - - - 9 . 7 7 1 . 5 1 

Head (Calc.) 1 0 0 . 0 0 0 . 8 3 6 0 8 . 3 7 - - 1 0 0 . 0 0 1 0 0 . 0 0 


