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BONDAR-CLEGG & COMPANY LTD. 
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Project: Mr. U. Gruenwald 

that the following are the results of assays made by us upon the herein described g r g samples. 

MARKED GOLD 

Ounces 
per Ton 

Value 
per Ton 

SILVER 
Ounces 

per Ton 

3.16 
5.34 

Percent 

1.29 

P'u 
Percent 

6.35 
18,00 

Zn 
Percent 

0.04 

As 
Percent 

0.09 
0.25 

Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 
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