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Sample CU PB ZN AG AS AU-WET 
Number PPM PPM PPM PPM PPM PPB 
14837 3600 2 5 54 3.. 6 2 10 
1 4839 1080 22 27 1. 9 i 10 
14526 185 13 68 i „ 3 i 5 
14540 102 23 37 1. 5 25 
MIKE T-A 400 12 13 1 „ 8 325 5200 

MIKE T-B 1520 40 32 6. 4 1525 25000 
MIKE T-C 74 6 6 1. 8 47 7600 
SWITCH G 108 27 90 0» 7 10 125 
SWITCH GR 67 24 66 1 , 3 14 60 
SWITCH AGR 95 16 66 \ . 2 8 30 

SWITCH B 99 22 78 1.0 10 10 
M-8 42 23 46 0., 9 7 5 
NOR SH 98 15 39 0. 7 1 5 

* SOME OF THESE SAMPLES SHOULD HAVE BEEN REQUESTED FOR ASSAY 


