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We have tested 36 samples of s o i l submitted by you on 
July 30, 1968, and report as hereunder! 
XffiST PROCEDURE: 

The samples were tested by the "Total Extraction" method. 
RESULTS: 

IR-163 
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P2-S3 
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3S-9 
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RESULTS; (Cont'd)  
Sample No, Copper (ppm) Molybdenite (MoS.) 

5R-51 85 20 
5R-59 5 15 
5R-108 110 15 
5 R - 1 0 9 250 30 
5 R - 1 2 0 65 10 
5R-323 80 15 
5R-324 40 15 
5R-328 55 15 
SR-332 60 10 
5R-333 30 20 
5R-335 35 20 
5R-336 5 15 
5R-337 5 15 
5R-346 35 15 
5R-350 50 20 
5R-351 40 15 
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We have teated the sample of Soil submitted by you and report as 
hereunder: / 
SAMPLE IDENTIFICATION " 

The sample was labelled T-2, s * 27. 
RESULTS 

Spectrographlc analysis 
PH 

as per attached 
7.5 
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F I L E N O . A.3-K-2-68-42900-fi 

D A T E July 5 t i m 

pie^Sereb^jCLIertifg f/uj/ the following are the results of semi quantitative spectrographs analyses made on.. samples submitted. 

SAMPLE IDENTIFICATION Al Sb As Ba Be Bi B Cd Ca Cr Co Cu Ga Au Fe 

6.0 3.0 TttM* 

• 

• 

?LE IDENTIFICATION Pb Mg Mn Mo Nb Ni Si Ag Sr Ta Sn Ti w Zn 

2.0 0.1 mttix Tree* 0.05 a.5 9.007 

A l t r w i l t s are expressed as percent by weight 

Note: Rejects retained o n e w e e s T 

Pulps retained three months. 
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